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Figure S1. Thermal stability of the amidophosphonate ligand (DEHCEBP), the prefunctionalized support
(Cs@D60) and the impregnated materials with different DEHCEBP loadings (0.2-0.5 mmol-g™") between 50 and
1000 °C.
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