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Figure S1. Effect of pH on the percent removal of Pb? by m-RGOs.
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Figure S2. BET N2 adsorption-desorption isotherms for (a) GOs and (b) m-RGOs.
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Figure S3. Percent removal of heavy metal ions by m-RGOs.



