
 

Figure 1: SEM, PT1 

Figure 3: SEM, PT3 

Figure 5: SEM, PT5 

Figure 2: SEM, PT2 

Figure 4: SEM, PT4 
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Figure 6: XPS, bottom-up ascending: Ref, PT1, PT3, PT5, PT2, PT4 
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Figure 7: XPS, PT1, Pos. 1 



 

 

 

 

 

 

 

 

 

 

 

Copyright by Fraunhofer IFAM, Bremen

Cr 2p

Name
Cr2O3
Cr(OH)
CrF3

Pos.
576.47
577.71
579.23

%Area
53.77
39.20
7.03

C
r 

2
p

x 10
2

55

60

65

70

75

80

85

C
P

S

596 592 588 584 580 576
Binding Energy (eV)

Figure 8: XPS, PT2, Pos. 1 
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Figure 9: XPS, PT3, Pos. 2 
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Figure 10: XPS, PT4, Pos. 1 
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Figure 11: XPS, PT5, Pos. 1 


