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Abstract

:

The high stress environment brings many challenges in underground coal mining. In order to address the strength behavior of coal under various confining stresses and hence shed light on coal pillar design optimization, compressive tests were conducted under the lateral confinement of 0–8.0 MPa, and the strength enhancement mechanism was studied from the grain scale using PFC modeling. The results show that the coal strength and cumulative axial strain at failure increased with the confinement, while the Young’s modulus of coal is independent of confinement. However, this confinement-dependent strength property can be significantly weakened by existing cracks. Compared to the significant increase in peak compressive stress, the crack initiation stress slightly increased with the confinement. The strength component mobilized with the confinement enhancement. In the early stage of loading, the high confinement restrained the development of microcracks, while in the later stage, it enhanced the frictional resistance strength component. The two mechanism shifted the compressive strength of coal together and the latter one contributed to the strength component mobilization. The coal showed three failure modes sequentially with the increase of confinement, namely axial splitting, mixed failure and shear failure mode. With regard to failure envelope, the Mohr-Coulomb, Hoek-Brown and S-shaped failure criteria can generally represent the confinement-dependent coal strength with R-square larger than 0.9. The confinement of rapid strength promotion section of S-shape failure envelope falls in a range of 1.5–3.0 MPa. This leads to the difficulty of S-shaped failure envelope justification due to the soft nature and heterogeneity of coal.
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1. Introduction


With the increase of mining depth, a number of new challenges have been encountered in underground coal mining [1]. In order to mitigate the hazards potentially threatening miners and make underground mining economically attractive, a thorough understanding of the mechanical behavior of coal under a wide range of confinements is essential. For example, in underground coal mining, the compressive strength characterization of coal is useful for both stiff and yield pillar design in underground mining [2]. Conservative design of yield pillars may leave the pillar a large elastic core, inducing excessive elastic energy accumulation for a high level of rock burst tendency. On the other hand, stiff pillars of too optimistic design may fail due to insufficient width-to-height ratio, causing excessive surface subsidence for mining under buildings and railways.



The strength is used to describe the ultimate load bearing capacity of rocks under different loading conditions, which is widely used in stability evaluation of rock engineering. In past decades, the strength properties of different intact rock types such as granite [3], marble [4], sandstone [5], clay shale [6] have been extensively studied. However, studies on coal strength are relatively limited when compared with other rock types. There are two main reasons for this fact. First of all, in underground mining, the coal strength is fully utilized in gateways that serve for a short production period. After excavation, a limit equilibrium zone of abutment pressure develops in surrounding rock mass, forming fractured damage, plastic and elastic zones. This is distinctly different from civil geotechnical construction operations such as tunneling, that has a long service period. Additionally, the natural coal contains massive inherent fabrics and cleats, leading to difficulty in laboratory sampling and also large scatter in testing results.



The compressive strength and deformability are the most significant properties in rock strength characterization, but they are affected by site-specific geological conditions and intrinsic properties, such as mineralogy, water content, porosity and discontinuities [7]. Ishii et al. [8] demonstrated that rock strength can be dominantly determined by grain aggregation. The water can be detrimental to the engineering stability of rocks by reducing mechanical strength and softening the rock. Conducting triaxial tests on meta-siltstone and -sandstone, Li et al. [9] found that the water-weakened strength can be described by friction angle reduction in Mohr-Coulomb envelope or a reduction of mi in Hoek-Brown failure envelopes, while water-enhanced deformability can be related to Young’s modulus reduction and Poisson’s ratio increase. Peng et al. [10,11] found that a constant parameter mi is insufficient to represent a specific rock for some rocks and expressed mi as a negative exponential function of confinement. Furthermore, the brittleness of intact rock can be reduced more significantly by water for rocks of higher porosity [12]. Using a pore-emanated crack model, where small cracks initiate from the pores, and the sliding wing crack models, Baud et al. [13] found that the pore size can be another factor influencing the uniaxial compressive strength (UCS) of intact rocks.



For rock under compressive loading, its deformation usually consists of elastic and plastic components, where the plastic deformation are contributed by crack closure, sliding, new crack development and propagation until massive cracks coalesce into a macro failure band. Hsieh et al. [14] argued that the elastic and plastic deformation of rock under compressive loading co-occurs for many rocks, and Young’s modulus increases during the deformation phase where crack closure dominates. Using Nuclear Magnetic Resonance, Shang et al. [15] characterized rock damage with porosity increment at the loading levels of 0.1, 0.2, 0.4, 0.6 and 0.8 UCS, verifying the progressive failure process of rock under loading.



In theoretical modeling, the compressive strength of intact rock is usually divided into cohesive and frictional components, such as Mohr-Coulomb and Hoek-Brown failure criteria [16,17]. The rock strength in field is generally lower than that measured in laboratory due to size effects. In addition, the strength of rocks also varies with the confinement of specific geoenvironment. Hajiabdolmajid et al. [18] argued that the mobilization of cohesive loss and frictional strengthening can lead to the low strength of hard brittle rock failure near the excavation boundary. According to the rule of thumb, the in situ strength of rocks is considered approximately (0.4 ± 0.1) UCS that is measured in laboratory, However, Cai and Kaiser [19] found that the in situ rock strength can be up to (0.8 ± 0.05) UCS if the surface irregularity of excavation profile is considered.



For coal, Buzzi et al. [20] experimentally investigated the compressive strength of an Australian coal under confining stresses from 0 to 2.0 MPa using small cylindrical specimens of 12 mm in diameter and 24 mm in height, and indicated a non-convex failure envelope, even though it failed to ascertain the S-shaped criterion proposed by Kaiser and Kim [21] due to apparatus limitations on confinement. Currently, the mechanical behavior of coal under high confinement is still untested.



In order to study the strength characteristics of coal under a wide range of confinement and hence shed insights for pillar stability and design, triaxial compressive tests were conducted with the lateral confinement ranging 0–8.0 MPa. Meanwhile, Particle Flow Code (PFC) numerical modeling was conducted to reveal the strength enhancement mechanism from the micro scale. Subsequently, the confinement-dependent strength and deformability characteristics of coal were analyzed.




2. Sample Information and Description


In this study, the coal was obtained from the No. 2 coal seam of the Taoli coal mine, located in Inner Mongolia, China. In the Taoli coalfield, the No. 2 and No. 4 coal seams are minable with a vertical distance of 50–89 m between them. The two coal seams are nearly horizontal, with the dipping angle of 2–8° and the thicknesses of the No. 2 and No. 4 coal seams are 9 m and 2.25 m, respectively. Compared to the No. 4 coal seam, the No. 2 coal seam tends to be simple in geological structure. Therefore, the No. 2 coal seam is preferred in this study to reduce the structure complexity of coal.



The coal samples have a density of 1.58 g/cm3 with horizontal bedding structure. Cleats are well developed in vitrinite of the coal, occasionally filled with muddy, calcareous and pyrite. The coal and rock are interbeded, forming a 3–5 mm strip structure and 1–3 mm thin strip band. The mass fractions of water in coal is 12.56%, ash 15.55% and volatile matter 39.14%. In the ash content, silicon dioxide dominates with a mass fraction of 44.71–49.28%, followed by aluminium sesquioxide with a mass fraction of 16.18–16.97%. The main chemical elements in coal are carbon (73.33–74.30%), hydrogen (4.05–4.61%), nitrogen (1–1.26%) and oxygen (19.57–21.02%).



The porosity and pore size are one of factors influencing the compressive strength of intact rocks [7,13]. The pore characteristics of the coal are investigated using mercury intrusion porosimetry, Quantachrome Corporation, US. Figure 1 shows the cumulative volume of intruded mercury with the increase of mercury pressure. It can be seen that the amount of mercury intrusion in the No. 1 coal specimen is 0.2099 cc/g under the mercury pressure of 0.28 MPa, approximately 77.6% of the total volume of mercury intrusion. The amount of mercury intrusion in the No. 2 coal specimen is 0.1412 cc/g under the mercury pressure of 0.21 MPa, approximately 81.7% of the total volume of mercury intrusion. The pore size distribution is quantitatively shown in Figure 2, where the ordinate represents the differential of cumulative volume of intruded mercury over the logarithmic scale of pore diameter, and the abscissa represents the pore diameter. It shows that macro pores, possibly micro cracks with diameter larger than 30 µm, dominate in the pore volume and the rest are micro pores with diameter less than 1 µm. There are almost no pores of a diameter between 1 and 30 µm. Here, it cannot be ascertained whether the source of these large macropores if of coal origin or induced during specimen preparation. However, Figure 2 shows that the coal indeed contains both the micro- and macropores [21].




3. Sampling and Experimental Procedure


3.1. Specimen Preparation


Large coal blocks were transported to the laboratory from the Taoli coal mine. Cylindrical coal specimens were then cored to be 50 mm in diameter along the direction perpendicular to the bedding planes to resemble the horizontal bedding nature in the field. The raw cylindrical specimens are of an initial height of 140-210 mm and then trimmed shorter. After that, the two parallel ends were carefully polished with a Kemet lapping machine, Kemet Far East Pte Ltd, Singapore (Version, Manufacturer, City, UK). The final prepared coal specimens are 50 mm in diameter and 100 mm in height with a height-to-diameter ratio of 2 [21]. In total, twenty cylindrical coal specimens were prepared for triaxial compressive tests.




3.2. Triaxial Compressive Test Set-Up and Procedure


Triaxial compressive tests were conducted under room temperature using the MTS 815 servo-hydraulic rock testing system, MTS Systems Corporation (Eden Prairie, MN, USA) as shown in Figure 3. Firstly, the polished cylindrical coal specimens were enclosed with sleeve-shaped DuPont Fluorinated ethylene propylene fluorocarbon membranes, which are 0.5 mm in thickness. Two rubber O-rings with an inner diameter of 38 mm were placed between the membrane and specimen caps, and then fixed with two hose clamps to prevent confining oil leakage into specimen during test. Subsequently, the assembled cylindrical specimen was placed on the bottom seating and the triaxial cell was finally assembled.



The strain gauge was used to measure the circumferential strain by wrapping the coal cylinder as shown in Figure 3, while the axial strain was monitored by a linear variable differential displacement transducer. During triaxial testing, the axial stress was kept as the major principal stress. Prior to the test, the axial stress and confining stress were applied simultaneously to the required confining stress level, but the axial stress was always kept 0.2 MPa higher than the confining stress to avoid specimen movement. Then, the axial load was increased by a constant displacement rate of 0.15 mm/min until failure while keeping the confining stress constant. For the tests, the specimens were loaded axially to failure at the confining stresses of 0.25, 0.5, 1.0, 2.0, 3.0, 4.0, 5.0, 6.0, 7.0 and 8.0 MPa, respectively.



In order to assess the failure mode of coal cylinder under different confinements, the axial loading was manually stopped after initial cracking in case of specimen crushing by excessive loading. For each confinement level, two coal specimens were used as shown in Figure 4. In general, the integrity of the former group is relatively better than the latter group, where the coal specimens in group 2 contain more or less minor damage. Since prevention of such damage is almost impossible due to the inherent soft nature of coal, compressive tests on such coal specimens are counted in this study. The specimens are numbered sequentially and relevant information is given in Table 1.





4. Results


4.1. Stress-Strain Curves


The stress-strain curves of twenty coal specimens under different confining stresses are shown in Figure 5. For group 1, the axial peak stress generally increased when the confining stress increased from 0.25 to 8.0 MPa. An inconsistent increase trend was found under the confinements of 1.0, 5.0 and 6.0 MPa. Visual examination of specimen integrity revealed that cracks existed in these three coal specimens before the triaxial compressive tests, as illustrated in Figure 6. Therefore, this inconsistent increase trend in peak axial stress can be attributed to the variability of heterogeneity in these coal specimens. Another important phenomenon that can be found from Figure 5a is that the linear segments of axial stress-strain curves under different confinement levels are almost parallel in the stress-strain diagrams, except the confinement levels of 1.0, 5.0 and 6.0 MPa. This indicates that the Young’s modulus is independent of lateral confinement while compressive strength is confinement-dependent.



For group 2, as shown in Figure 5b, the peak axial stress before failure also generally increased with the confining stress, except at the confinement levels of 0.5, 1.0, 2.0 and 7.0 MPa. Furthermore, it is hard to find any parallel trend for the linear segments of axial stress-axial strain curves. As stated previously in Section 3.2, cracks were visually observed in coal specimens of group 2 prior to the triaxial tests. This significantly influences the stress-strain behavior of the tested coal cylinder.



Figure 5a also shows that the amount of axial strain at failure generally increased with the lateral confinement, except for the abnormalities encountered at the confining stresses of 1.0 MPa, 5.0 MPa and 6.0 MPa. This increase in peak axial strain at failure is expected as the Young’s modulus is independent of confinement while the peak strength shows confinement dependency.



Volumetric strain reflects the volume change per unit of volume and can be calculated by ignoring the second and third order of strain:


εv=ΔVV0=2εc+εa+εc2+2εcεa+εc2εa≈2εc+εa



(1)




where εv is the volumetric strain, εc is the circumferential strain, εa is the axial strain, ΔV is the volume change and V0 is the initial volume. The measured axial stress-volumetric strain curves of coal specimens are plotted in Figure 7. Figure 7a shows that the volume of coal specimens decreased sharply at the early stage of compressive loading, then decreased gradually following an approximate linear trend. After this linear decrease in volume, the axial stress-volumetric strain behavior tends to be different between low and medium confinement (σ3 ≤ 4.0 MPa) and high confinement (σ3 ≥ 5.0 MPa).



For σ3 ≤ 4.0 MPa, axial stress drop occurred after the linear decrease of coal volume, indicating peak axial stress already reached, while for σ3 ≥ 5.0 MPa, the axial stress still increased, but such an increase in axial stress deviated from the previous linear trend. This indicates that brittle-ductile transition occurred at the confinement higher than 5.0 MPa. Note that the result of compressive tests at the confinement level of 1.0 MPa is an exception, possibly due to the visually-observed cracks as shown in Figure 6. The change of axial stress after the linear behavior of axial stress-volumetric strain can be generally found in group 2, as shown in Figure 7b.




4.2. Failure Mode


Figure 8 shows the failure patterns of coal cylinders under different confinement levels. Three failure modes were revealed from the experimental result.



For the confining stress σ3 ≤ 0.5 MPa, axial splitting failure occurred with the failure plane approximately parallel to the axial stress (major principal stress for this study). For the confining stress in the range of 1.0 MPa ≤ σ3 ≤ 3.0 MPa, a combined failure mode with shear and axial splitting was observed, where a part of the failure plane is parallel to the axial stress and the other part of the failure surface is inclined at 10°–30° from the axial direction. For the confining stress σ3 ≥ 4.0 MPa, shear failure occurred with the failure plane inclined at approximately 30°–45° from the axial direction, except the confining level of 5.0 MPa. The inconsistency for the confining stress of 5.0 MPa may be caused by the defects as shown in Figure 6.




4.3. Confinement-Dependent Strength Behavior


The peak axial stresses for coal specimens of group 1 are shown in Figure 9. It can be seen that peak axial stress at failure generally increased with the confining stress. The peak axial stress approximately increased from 35.2 MPa to 70.0 MPa when the confinement increased from 0.25 MPa to 8.0 MPa. In other words, the compressive strength of coal at the confinement of 8.0 MPa is approximately 1.9 times of that at the confinement of 0.25 MPa. Therefore, the confinement dependency of peak axial stress is considerable.




4.4. Failure Envelope


The confinement-dependent failure envelope of coal was studied here. In order to better evaluate the description capability of Mohr-Coulomb, Hoek-Brown and S-shaped failure criteria, the inconsistent results of the confinement of 1.0 MPa, 5.0 MPa and 6.0 MPa were not considered due to specimen defects as illustrated in Figure 6.



Mohr-Coulomb yield criterion has been widely used in rock mechanics and rock engineering for its simplicity in parameter measurement:


σ1=c2cos(ϕ)1−sin(ϕ)+σ31+sin(ϕ)1−sin(ϕ)



(2)




where σ1 is the major principal stress and equals axial stress in this case, σ3 is the minor principal stress and equals confining stress in this case, c is the cohesion and ϕ is the internal friction angle. The best-fit curve with Equation (2) is shown in Figure 10. It can be seen that the Mohr-Coulomb failure criterion can generally capture the overall increase trend of coal with an R-square value of 0.92.



Another widely-used failure law for intact rock is the nonlinear Hoek-Brown criterion:


σ1=σ3+UCS(mσ3UCS+s)a



(3)




where m and s are the empirical parameters, a is a constant. Assuming a is equal to 0.5, the best-fit curve using the Levenberg-Marquardt method with Equation (3) is shown in Figure 11. Evidently, it can also generally describe the confinement-dependent strength property of coal with an R-square of 0.94.



Kim and Kaiser [17] modified the classic Hoek-Brown failure criterion and proposed a S-shaped failure criterion:


σ1=k2σ3+ACS+(UCS−ACS1+e(σ3−σ30)/δσ3)



(4)




where ACS is the apparent uniaxial compressive strength that can be obtained by linear back projection of a linear fit to high confinement data with slope k2. In the S-shaped criterion, spalling limits is defined as the transition curve from low confinement to high confinement with a slope ks = σ1/σ3. σ30 is then defined as σ30=(UCS−ACS)2(ks−k2) and δσ3 = Cσ30, where C is a constant within the range of 0.1–0.3. Kim and Kaiser [17] proposed such a S-shaped failure criterion as they found that the strength is less sensitive to confinement at very low confinement; with the continual increase of confinement, there is a rapid strength shift, while the strength increase rate lowers under the high confinement. This can be schematically shown in Figure 12. In this study, the UCS = 32 MPa, ACS = 45 MPa and k2 =2.8. Using the Levenberg-Marquardt method, the best-fit with S-shaped failure criterion is shown in Figure 13. It shows that the S-shaped failure criterion can describe the strength property of coal under a wide confinement range with an R-square of 0.96.





5. Discussion


5.1. Mechanism of Strength Enhancement


In order to investigate the strength enhancement mechanism from the micro scale perspective, PFC3D was used to simulate the failure process of coal specimens with the increase of confining stress. PFC3D is a kind of discrete element method, simulating interaction behavior among grains and hence being of great advantages in capturing the failure process of rocks on the micro scale. Another significant advantage of PFC3D are that it only needs the Newton’s second law for the grains and force-displacement rule for the bond contacts, instead of any implemented constitutive equations. Therefore, the PFC3D was preferred here.



There are two bond models in PFC: contact bond model and parallel bond model [22]. Here, the parallel bond model was used as it can simultaneously transfer the force and moment among particles, and also promptly reduce stiffness once bond breaks [23,24].



In the PFC model input, it is difficult to directly obtain the micro parameters in laboratory. The PFC model parameters are calibrated by matching the macro mechanical properties of the simulated rocks with the experiment data [25,26,27], therefore, the trial and error method was used to determine the micro parameters for PFC modeling by comparing the stress-strain curve, UCS and axial strain at peak stress.



The developed three-dimensional PFC model is 100 mm in height and 50 mm in diameter as shown in Figure 14. It consists of 3490 particles with radii ranging from 4 mm to 6 mm. Figure 15 shows the finalized stress-strain curve for the confining stress of 0.25 MPa, where the micro parameters were used for this PFC study. The determined micro parameters for PFC model are given in Table 2. After micro parameter determination, the failure processes of coal specimens under the confining stresses of 0.25–8.0 MPa were investigated with the PFC3D.



Figure 16 shows the development process of cracks at different loading stages, where the red disks represents cracks. It can be seen that the microcracks firstly appeared at the two ends of the coal specimens, and then gradually extended to the middle core of coal specimens. Taking the stages of strain ε = 0.02 and ε = 0.03 as the examples, it is known that the increase of confining stresses from 0.25 MPa to 8.0 MPa restrained the number of new cracks, thereby enhancing the load bearing capacity of coal specimens. From Figure 16, it is also noticeable that failure mode transition occurred with the confinement enhancement.



To further study the failure mechanism, the evolution of the number of tensile and shear cracks during the increase of confining stresses was shown in Figure 17. Here, only typical cases of confining stresses were presented for comparison. It shows that there was almost no crack development in the early stage of triaxial loading, then followed by a slow increase stage and finally transited to a sharp increase stage when approaching peak stress. Also, the tensile cracks dominated in the damage of coal specimens. However, the shear cracks appeared when the confining stress exceeding 3.0 MPa, but mainly in the residual strength stage. With further increase of confining stress, shear cracks started to appear near the peak stress and also the number of shear crack increased with the confining stress. Figure 17 and Figure 18 also show that the density and the total number of cracks at peak stress increased with confining stresses.




5.2. Strength Characterization


By analogy with the measurement of linear compressibility, Brace et al. [28] took the axial stress at which the axial stress-volumetric strain curve deviates from linearity to nonlinearity as an estimate for the crack initiation. This method was used by Amann et al. [6] in studying the brittle behavior of clay shale. Even though the volumetric strain calculated from Equation (1) is not accurate due to the omission of high-order-terms, the volumetric strain calculated with Equation (1) has been confirmed to be an effective damage indicator with micro acoustic emission technique [6].



For the cases that the axial stress dropped after linear segment of axial stress-volumetric strain curve, the peak axial stress is taken as the crack initiation stress, while for the cases that the axial stress increased nonlinearly after the linear segment of axial stress-volumetric strain curve, the first stress point deviating from the linearity is taken as the crack initiation stress. Figure 19 shows the thresholds of crack initiation stress under different confinement levels for specimens of group 1. The confinement dependency of crack initiation stress can be clearly observed, except at the confinement level of 1.0 MPa due to specimen defect stated previously.



The volumetric strain at the point of crack initiation is shown in Figure 20. It can be found that the volumetric strain at crack initiation stress ranged approximately from 1.26% to 1.91% under the confinement of 0.25, 0.5, 2.0, 3.0, 4.0, 7.0 and 8.0 MPa, with an average of 1.51%, while at the confining stresses of 1.0, 5.0 and 6.0 MPa, it approximately covered the range from 0.53% to 0.59%, much smaller than the former cases. As shown in Figure 6, coal specimens used for the tests under the confinement of 1.0, 5.0 and 6.0 MPa contain macrocrack defects.



Figure 21 shows the increase in peak axial stress and crack initiation stress with the enhanced confinement. It can be seen that the threshold of crack initiation approximately increased by 48% when the lateral confining stress increased from 0.25 to 8.0 MPa. However, the peak axial strength increased by a factor of 1.9 for the same confining stress range. In order to reveal the mechanism of such increase in peak axial stress and crack initiation stress, best-fit with Mohr-Coulomb failure criterion of Equation (1) were conducted as shown in Figure 21. It can be seen that the significant increase in peak axial stress can be attributed to the enhanced frictional strength component, where internal frictional angle is approximately 36.49° compared to the 18.40° for crack initiation stress. Such strength component mobilization is consistent with the experimental study of Amann et al. [6] on clay shale. Therefore, strength components mobilized with the increase in confinement and the increased frictional resistance shifted the compressive strength of coal. This is also the reason that a larger number of cracks can be developed at the peak stress and residual stress at a higher confinement as shown in Figure 17 and Figure 18.



At low confinement, the constraint to lateral expansion is low and this enhances the rapid opening and propagation of axial cracks under axial loading, finally leading to the failure of axial splitting and low compressive strength. With the increase of confinement, the absolute length of axial cracks are considerably suppressed and the possibilities to coalescing into a single axial crack are significantly reduced [29]. Instead, frictional resistance of contacted crack walls increases at a higher confinement [6,30]. Therefore, strength components mobilized with the increase of confinement, where cohesive strength dominates in the mechanical behavior of coal specimen at the low confinement, while the frictional strength dominates in the later-phase mechanical behavior under the high confinement. This leads to the failure mode transition from low confinement to high confinement.



Figure 10, Figure 11 and Figure 13 show that the classic Mohr-Coulomb, Hoek-Brown failure criteria and the S-shaped failure criterion proposed by Kaiser and Kim [16] can similarly fit the confinement- dependent coal strength with R-square values greater than 0.90, even though the former one is linear and the latter two are nonlinear mathematically. This indicates that all fits may be appropriate for confinement-dependent coal strength. However, a linear fit with Mohr-Coulomb failure criterion may be accurate enough when considering the scatter in the data due to the soft nature of coal. It should be noted that the S-shaped failure envelope is not well justified by the data due to the heterogeneity of coal and data scatter. Furthermore, the confinement for fastest strength promotion rate fails in a small range, approximately 1.5–3.0 MPa for coal as shown in Figure 12 and Figure 18. This leads to the experiment difficulty in justifying the rapid transit segment of S-shaped failure envelope.



Kim and Kaiser [17] took transition curve from spalling to shear failure as the spalling limit and is assumed to be σ1/σ3 passing the origin. Under the condition of the left side of transition curve, pillars fail mainly in the form of spalling, while under the condition of the right side of transition curve, the pillars fail dominantly in the form shear mode. In this study, the spalling limit of coal is consistent with Kaiser and Kim [16] falling in the range 20–25 as shown in Figure 12.





6. Conclusions


The compressive strength of coal is experimentally investigated under a wide range of confining stresses from 0.25 to 8.0 MPa with an emphasis on the coal pillar strength development. PFC3D numerical modeling was carried out to investigate the strength enhancement mechanism from the micro scale.



The results show that the strength of coal generally increased with the confinement, while the Young’s modulus of coal tends to be confinement-independent. However, such confinement- dependent strength properties can be significantly degraded by existing cracks. The axial strain at macro failure increased with the confinement. Compared to the significant increase in peak compressive strength, the crack initiation stress slightly increased with the confinement. In the early stage of loading, the high confinement restrained the development of microcracks, while in the later stage, it enhanced the frictional resistance. The two mechanisms contribute to the compressive strength enhancement together. With the increase of confinement, three failure modes of coal specimens were revealed: axial splitting at the low confinement, mixed failure mode at the medium confinement and shear band failure mode at the high confinement. Such a failure mode transit is caused by the strength component mobilization due to the increased frictional resistance. The results also show that Mohr-Coulomb, Hoek-Brown and S-shaped failure criteria are all appropriate in describing the confinement-dependent coal strength characterization. The confinement of rapid strength promotion section of S-shape failure envelope falls in a range of 1.5–3.0 MPa, leading to the difficulty of S-shaped failure envelope justification due to the soft nature and heterogeneity of coal.
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List of symbols:




	UCS
	Uniaxial compressive strength



	εv
	Volumetric strain



	εc
	Circumferential strain



	εa
	Axial strain



	ΔV
	Volume change



	V0
	Initial volume



	σ1
	Major principal stress



	σ3
	Minor principal stress/confining stress



	c
	Cohesion



	ϕ
	Internal friction angle



	m
	Empirical parameter in Hoek-Brown criterion



	s
	Empirical parameter in Hoek-Brown criterion



	a
	constant in Hoek-Brown criterion



	ACS
	Apparent uniaxial compressive strength



	C
	Constant



	k2
	Slope of the linear fit of UCS to high confinement data
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Figure 1. Cumulative volume of intruded mercury into coal from low to high pressure. 
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Figure 2. Pore size distribution of coal. 
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Figure 3. Experimental set-up for the triaxial tests. 
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Figure 4. Specimens used for triaxial tests: (a) group 1, (b) group 2. 
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Figure 5. Axial and circumferential strain behavior of coal specimens under different confining stresses: (a) group 1; (b) group 2. 
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Figure 6. Visually-observed defects of coal specimens before triaxial tests: (a) σ3 = 1.0 MPa; (b) σ3 = 5.0 MPa; (c) σ3 = 6.0 MPa. 
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Figure 7. Axial stress and volumetric strain behavior of coal specimens under different confining stresses: (a) group 1; (b) group 2. 
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Figure 8. Failure pattern evolution with the increase of confining stress. 
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Figure 9. Confinement dependency of peak axial stress for coal specimens of group 1. 
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Figure 10. Strength property for Mohr-Coulomb failure criterion based on the peak axial stress at failure. 
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Figure 11. Strength property for Hoek-Brown failure criterion based on the peak axial stress at failure. 
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Figure 12. Strength evolution under a wide range of confinement. 
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Figure 13. Strength property for S-shaped failure criterion based on the peak axial stress at failure. 
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Figure 14. PFC geometrical model for triaxial tests of coal specimens. 
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Figure 15. Comparison of stress-strain curves between numerical modeling and experimental tests under the confining stress of 0.25 MPa. 
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Figure 16. Crack development of coal specimens under different confining stresses. 
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Figure 17. The development and number of tensile and shear cracks during the increase of confining stresses. 
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Figure 18. Crack initiation stress for coal specimens of group 1 under different confining stresses. 
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Figure 19. Crack initiation stress for coal specimens of group 1 under different confining stresses. 
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Figure 20. Volumetric strain at the crack initiation threshold for coal specimens in group 1. 
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Figure 21. The increase in peak axial stress and crack initiation stress with the enhanced confinement. 
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Table 1. Loading condition and geometric dimension of coal specimens.






Table 1. Loading condition and geometric dimension of coal specimens.





	Specimen Numbering
	Confining Stress (MPa)
	Axial Loading Rate (mm/min)
	Diameter (mm)
	Height (mm)
	Note





	1-1
	0.25
	0.15
	49.00
	100.00
	Group 1



	1-2
	0.25
	0.15
	49.91
	100.00
	Group 2



	2-1
	0.5
	0.15
	49.05
	100.00
	Group 1



	2-2
	0.5
	0.15
	49.35
	100.00
	Group 2



	3-1
	1.00
	0.15
	49.55
	100.00
	Group 1



	3-2
	1.00
	0.15
	49.39
	100.00
	Group 2



	4-1
	2.00
	0.15
	48.66
	100.00
	Group 1



	4-2
	2.00
	0.15
	49.55
	100.00
	Group 2



	5-1
	3.00
	0.15
	49.2
	100.03
	Group 1



	5-2
	3.00
	0.15
	49.39
	100.00
	Group 2



	6-1
	4.00
	0.15
	49.63
	100.00
	Group 1



	6-2
	4.00
	0.15
	49.35
	100.00
	Group 2



	7-1
	5.00
	0.15
	49.29
	100.00
	Group 1



	7-2
	5.00
	0.15
	49.56
	100.02
	Group 2



	8-1
	6.00
	0.15
	49.40
	100.00
	Group 1



	8-2
	6.00
	0.15
	49.30
	100.02
	Group 2



	9-1
	7.00
	0.15
	49.59
	100.00
	Group 1



	9-2
	7.00
	0.15
	49.43
	100.00
	Group 2



	10-1
	8.00
	0.15
	49.80
	100.00
	Group 1



	10-2
	8.00
	0.15
	49.70
	100.00
	Group 2
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Table 2. Micro parameters of the parallel bond model.






Table 2. Micro parameters of the parallel bond model.





	Micro Parameters
	Value





	Particle density (kg/m3)
	1960



	Effective modulus (GPa)
	1.0



	Normal-to-shear stiffness ratio
	1.5



	Friction coefficient
	0.4



	Gap interval
	0.0



	Radius multiplier
	1.0



	Bond effective modulus (GPa)
	1.0



	Bond effective modulus (GPa)
	1.5



	Moment contribution factor
	1.0



	Tensile strength (MPa)
	10.0



	Cohesion (MPa)
	40.0











© 2019 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access article distributed under the terms and conditions of the Creative Commons Attribution (CC BY) license (http://creativecommons.org/licenses/by/4.0/).
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