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Abstract: In this study, trypsin (Enzyme Comission 3.4.21.4) was immobilized in a low cost,
lignocellulosic support (corn cob powder—CCP) with the goal of obtaining peptides with
bioactive potential from cheese whey. The pretreated support was activated with glyoxyl groups,
glutaraldehyde and IDA-glyoxyl. The immobilization yields of the derivatives were higher than
83%, and the retention of catalytic activity was higher than 74%. The trypsin-glyoxyl-CCP derivative
was thermally stable at 65 ˝C, a value that was 1090-fold higher than that obtained with the free
enzyme. The trypsin-IDA-glyoxyl-CCP and trypsin-glutaraldehyde-CCP derivatives had thermal
stabilities that were 883- and five-fold higher, respectively, then those obtained with the free enzyme.
In the batch experiments, trypsin-IDA-glyoxyl-CCP retained 91% of its activity and had a degree of
hydrolysis of 12.49%, while the values for trypsin-glyoxyl-CCP were 87% and 15.46%, respectively.
The stabilized derivative trypsin-glyoxyl-CCP was also tested in an upflow packed-bed reactor.
The hydrodynamic characterization of this reactor was a plug flow pattern, and the kinetics of this
system provided a relative activity of 3.04 ˘ 0.01 U¨ g´1 and an average degree of hydrolysis of 23%,
which were suitable for the production of potentially bioactive peptides.

Keywords: corn cob powder functionalized; trypsin; immobilization; reactor; whey protein
hydrolysates; peptides

1. Introduction

One of the most important factors in enzyme immobilization technology is the support material
because its characteristics determine the performance of the complex enzyme-support. The study of
alternative supports for enzyme immobilization poses a challenge for the process because the support
material must have physical resistance, hydrophilicity, ease of derivatization, resistance to biological
degradation, a low cost of acquisition and high interaction between the enzyme–support per unit
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of weight [1]. Agroindustrial byproduct has great potential as an alternative technology in enzyme
immobilization because of its physical characteristics, chemical composition and low cost, which
is one of the most attractive aspects for industrial processes [2–4]. Agriculture and the subsequent
processing of agricultural products generates a million tons of lignocellulosic byproducts annually,
such as rice straw, peanut and soy hulls and sugarcane bagasse that have already been employed as
supports. After chemical or biotransformation processes, these byproducts are considered as large
sources of renewable energy (2G ethanol), low cost and a potential for application as new materials for
environmentally friendly processes in chemical and food industries [5].

Corn cobs are generated as a byproduct of corn processing. Corn production is one of the
most important agricultural activities worldwide [6]. Conventionally, corn cobs are an agricultural
material that are employed as animal feed supplements and are used in organic fertilizer [7,8].
Brazil is the third largest producer of corn, producing 52 million tons of corn in 2012 [9]. Generally,
each kilogram of milled dry grain generates 0.15 kilograms of corn cobs [10–12]. The high cost
of commercial immobilization supports has encouraged the search for low cost alternatives [4].
Among low cost alternatives, corn cobs have useful physical–chemical characteristics for the production
of many value-added substances for food, energy and chemical and pharmaceutical industries [13,14].
The immobilization of enzymes in a lignocellulosic support has been reported in studies on rice
straw for the immobilization of invertase [15], laccase immobilized in spent grain [16], lipase in
coconut fiber [17], trypsin in granular waste from a brewery [18] and laccase in coconut fiber [19].
Enzyme immobilization has the potential to enhance the performance of many processes because it
allows reuse cycles in enzymatic reactors and promotes easy recovery and purification of products.
Moreover, immobilized enzymes have increased stability, and their catalytic effect is maintained for
a longer time [20–22]. An efficient technique is immobilizing an enzyme in a solid support by multipoint
covalent bonds, which prevents conformational changes in the tertiary structure of the enzyme [23].

Trypsin (EC 3.4.21.4) is a serino-protease endopeptidase that has a high capacity of hydrolysis for
most proteins, so it is largely used as a chemical reagent in proteomics (specific diagnosis biomarkers
and highly efficient proteolysis of complex proteomic samples) [24], digestive insufficiency therapy [25],
the chemical industry (organic synthesis) [26,27] and in the production of bioactive peptides from
milk proteins such as caseins, because they are an important source of biologically active peptides [28].
Studies have demonstrated that bioactive peptides obtained from cheese whey are capable of affecting
physiological responses in animals. Among such responses, the most important are the insulinotropic
effect, antioxidant activity, immunomodulatory effects, opioid activity and anticarcinogenic and
antihypertensive activities [29–33].

In this context, the purpose of this study was the evaluation of low cost supports in the development
of a continuous process for the potentially bioactive peptides production from cheese whey.

2. Results and Discussion

2.1. Pretreatment and Characterization of Corn Cob Powder

Two pretreatments, a physical–chemical (lignol process with fast decompression) and a chemical
(alkali) treatment, were considered to decrease the lignocellulosic biomass recalcitrance via the
delignification and partial solubilization of the hemicellulose to achieve higher porosity, specific surface
area and expose reactive groups [34–36], which allowed high immobilization yield and stabilization
factors, as demonstrated by [19].

The pretreatments induced a modification of the morpho-chemical structure of the CCP (corn cob
powder) due to hydrolysis that promoted effective lignin removal and the saponification of the ester
bonds between lignin and the hemicelluloses [35]. The chemical composition of the CCP (Table 1) after
the pretreatment indicated a total lignin reduction of ~67% (g/100 g) of the initial CCP.
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Table 1. Chemical characterization of pretreated corn cob powder.

Sample Treatment
Yield (%)

Chemical Composition a Mass Balance b

Total
Lignin Glucan Xilan Arabinosyl

Groups
Acetyl
Groups Extratives c Total

Lignin Glucan Xilan Arabinosyl
Groups

Acetyl
Groups Extratives c

Untreated 100 12.73 ˘ 0.03 28.02 ˘ 0.05 24.16 ˘ 0.16 7.15 ˘ 0.02 2.32 ˘ 0.02 6.12 12.73 ˘ 0.03 28.02 ˘ 0.05 24.16 ˘ 0.16 7.15 ˘ 0.02 2.32 ˘ 0.02 6.12
Steam/Alkali 52.6 ˘ 0.02 8.01 ˘ 0.18 47.62 ˘ 0.87 22.08 ˘ 0.20 7.43 ˘ 0.01 0.03 ˘ 0.03 0.97 4.21 ˘ 0.02 25.04 ˘ 0.03 11.61 ˘ 0.08 3.91 ˘ 0.01 0.01 ˘ 0.01 0.51

Note: a g/100 g of corn cob powder; b g/100 g of initial corn cob powder; c Ethanol soluble compounds.
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Partial hydrolysis of the hemicellulose also occurred, in terms of xylan, arabinoxyl groups and
acetyl groups, with a dry weight reduction of 53.8%. Generally, an alkali acts effectively at the
amorphous sites (lignin and hemicellulose), hydrolyzing ester bonds, acetyl groups, uronic groups,
etc. [35,37]. The glucan fraction was less affected after the pretreatments. The extractives (sugars,
waxes, nitrogenous compounds) [36] that accounted for 6.12% of the total CCP dry weight were also
removed with high efficiency (Table 1 and Figure 1).
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Figure 1. Scanning electron microscopy of corn cob powder after physicochemical pretreatment:
Natural fiber 1000ˆ (A) and 2000ˆ (C); Thermal decompression in 70% ethanol + 2 M NaOH (8 ˝C/24 h
in slow stirring) 1000ˆ (B) and 2000ˆ (D).

According to Figure 1, the combination of the pretreatments removed a major portion of the
homogeneous outer layer that corresponded to the waxy fraction (Figure 1A–C) resulting in an irregular
structure that had fissures all over its extension (Figure 1B,D), which improved access to reactive groups
in the monomeric units that composed the polymeric structure of the cellulose and hemicellulose.

The FTIR spectrum of the non-treated and pretreated CCP (Figure 2) suggested the occurrence of
major modifications related to lignin and hemicellulose that corroborated the results obtained for the
chemical composition (Table 1).
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The decrease of peak at 902 cm´1 suggests a slight removal of amorphous cellulose [36,38] that
may have reflected in the reduction of the C–O–C β-glycosidic bonds, and the peak at 1730 cm´1

represents the C=O groups of hemicellulose, which disappeared after the pretreatments, indicating
the partial solubilization of this polymer [39]. A reduction in the absorption related to a peak length
of 3400–3200 cm´1 also occurred, which corresponds to the stretching of O–H, indicating a rupture
of the H bonds of cellulose [36] and the solubilization of the monomeric unities of hemicellulose.
Another modification was observed in the peak at 2900 cm´1 (stretching of C–H), indicating the rupture
of the methyl/methylene groups of cellulose [36,38]. The peak at 1427 cm´1 was also reduced after the
pretreatments due to the vibrations of the aromatic rings combined with the planar deformation of the
C–H of lignin [19,38]. The peaks at 1330 and 1372 cm´1 also indicated lignin removal because they
represented the O–H phenolic and the flexing of C–H in –C–CH3, respectively [38].

Regarding the porosity (Figure 3), the volume of pores accessible to the enzyme and the pore
size distribution were determined by the diffusion of probes with different diameters (20 to 553 Å)
inside the lignocellulosic matrix. The porosity of the pretreated CCP presented an accessible volume of
1.57 mL¨g´1 to trypsin molecules, which corresponded to an orthorhombic structure with the dimensions
of a = 54.84, b = 58.61 and c = 67.47 Å [40]. We inferred that pretreated CCP geometry of this pore
distribution/dimension allowed the immobilization of trypsin inside of and on the surface of the pore.
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2.2. Immobilization and Biochemical Characterization of Trypsin

The results presented in Table 2 shows that the immobilization rate for all of the activated
supports was higher than 80%, and the CCP supports had the best performance. An exception
occurred with IDA-glyoxyl-CCP, possibly due to the lower number of reactive groups in that support.
After activation with glyoxyl groups, the titration of the aldehyde groups resulted in 97 µmols/g
agarose and 150 µmols/g corn cob powder.
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Table 2. Immobilization parameters and physical properties of trypsin immobilized onto agarose and corn cob powder with different activations.

Derivatives IY a (%) EA b (%) OpH c OT d (˝C) Half-Lifetime (h) SF e

Trypsin-glyoxyl-AG * 82.56 74.3 9.0 50 212 1156
Trypsin-glyoxyl-CCP ** 85.34 75.4 9.0 60 200 1090

Trypsin-glutaraldehyde-AG 81.93 79.7 9.0 45 0.8 4.36
Trypsin-glutaraldehyde-CCP 94.61 74.2 8.5 45 0.97 5.27
Trypsin-IDA-glyoxyl-AG 84.70 73.1 9.0 55 110 600
Trypsin-IDA-glyoxyl-CCP 83.33 75 9.0 55 162 883

Note: * AG: agarose; ** CCP: corn cob powder; a Immobilization yield (IY): percentage of trypsin immobilized on different supports; b Expressed activity (EA): ratio between the
activity in the derivatives obtained and the initial activity of the offered enzyme; c Optimum temperature; d Optimum pH; e Stabilization factor (SF): ratio between the half-life of the
immobilized enzyme and that of the corresponding free enzyme.
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For the IDA-glyoxyl-AG and IDA-glyoxyl-CCP, we obtained 80 µmols/g and 195 µmols/g,
respectively. Of the total amount of epoxy groups generated for both supports, approximately 90%
were oxidized to glyoxyl groups. The activation of the CCP support is likely related to the hydrophilic
characteristic of vegetal fibers due to the high density of hydroxyl groups that are distributed along
the surface of these materials [41], which are necessary for the chemical activation and immobilization
of enzymes. The removal of lignin and the partial removal of the hemicellulose (Table 2) resulted
in the breakdown of the polymeric matrix (Figure 1), providing higher accessibility to the targeted
chemical groups. In this study, we obtained activated CCP-supports that were highly efficient for
the immobilization of trypsin, and similar activities to AG of the derivatives were recovered with
levels above 73% (Table 2). The same range of activity was also found in the study by Marques et al.,
2011 [42]. The different derivatives and the free enzyme had a maximum activity at pH 9.0, except the
trypsin-glutaraldehyde-CCP (pH 8.5) derivative. However, the temperature for maximum activity
and the half-life of the derivatives showed differences regarding the type of support activation and
the soluble enzyme (Table 2). One of the main objectives of this immobilization procedure was to
achieve enzyme stability [43–45]. The multipoint covalent immobilization on the supports glyoxyl and
IDA-glyoxyl caused the structural rigidification of trypsin [42,45], providing higher stability compared
to the free enzyme [42]. In the specific case of trypsin, the lysine residues in the three-dimensional
surface are deprotonated amino groups (pH 10.0) that covalently bind to aldehyde groups of glyoxyl
and ida-glyoxyl carriers.

2.3. Thermal Stability of Derivatives

The trypsin-AG and trypsin-CCP derivatives had higher stability than the free enzyme after
incubation at 65 ˝C and pH 8.0. The trypsin-glyoxyl-AG (1156-fold) and trypsin-glyoxyl-CCP
(1090-fold) derivatives were the most stable, followed by trypsin-IDA-glyoxyl-CCP
(883-fold), trypsin-IDA-glyoxyl-AG (600-fold), trypsin-glutaraldehyde-CCP (5.27-fold) and
trypsin-glutaraldehyde-AG (4.36-fold), as demonstrated in Table 2 and Figure 4A,B.

The high stability of the trypsin-glyoxyl-AG and trypsin-glyoxyl-CCP derivatives is likely related
to the presence of high density lysine residues in trypsin (Figure 5), in which the primary reactive
amino groups (pH 10.0) allow the establishment of stable multipoint covalent bonds with reactive
aldehyde groups on the surface of the support material [23]. Similar results were observed for the
trypsin-IDA-glyoxyl-CCP and trypsin-IDA-glyoxyl-AG derivatives that had higher stability than the
free enzymes. On the other hand, both trypsin-glutaraldehyde derivatives had the lowest thermal
stability. This result is explained considering that immobilization via glutaraldehyde chemistry occurs
at pH 7.0 involving the reactive terminal amino of the enzyme and the aldehyde groups of the support.
In the case of trypsin, a multimeric enzyme, the terminal amino groups are exposed on different planes
of the enzyme surface preventing the concomitant bonding of all amino groups on the support surface.
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GelAnalyzer® software revealed that all of the profiles (Figure 6: A1,A5, B1,B5, C1,C5 and D1,D5) 
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external lysine residues marked in green. The 3D surface structure of trypsin was obtained using
PyMol 1.7.4.4 (Schrödinger, Tokyo, Japan).

2.4. Application of Derivatives to Produce Peptides

Figures 6 and 7 show the electrophoretic and chromatographic profiles of the hydrolysates
generated during the reuse of the derivatives (Cycle 1 through Cycle 5). The SDS-PAGE analysis
confirmed the hydrolysis of cheese whey proteins in the batch process with different derivatives
(trypsin-glyoxyl-AG/CCP and trypsin-IDA-glyoxyl-AG/CCP). Moreover, the gel analysis via the
GelAnalyzer® software revealed that all of the profiles (Figure 6: A1,A5, B1,B5, C1,C5 and D1,D5)
were distinct, especially of the non-hydrolyzed cheese whey (Figure 6NH). These results indicated an
effective catalytic activity intrinsic to all derivatives, including corn cob powder (CCP), which have
been evaluated as alternative to the current immobilization supports.
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Figure 7. Hydrolysis profile of the cheese whey proteins performed by RP-HPLC. A comparison
between the first and fifth cycles of reuse of stabilized derivatives of trypsin-glyoxyl-AG (A1 and A5)
and CCP (B1 and B5); and trypsin-IDA-glyoxyl-AG (C1 and C5) and CCP (D1 and D5).

Figure 7 shows that different types of activation/immobilization produced protein hydrolysates
with similar profiles, as demonstrated by the peaks observed with retention times of approximately
2.25, 5.75, 7.5, 9.5 and 10.5 min, which indicate that the enzyme specificity had not changed for the
different derivatives. However, some specific characteristics in the hydrolysis profile were likely related
to the support geometry and substrate diffusion. A larger difference was observed in chromatograms
for Cycles 1 and 5 of the trypsin-glyoxyl-AG derivative (Figure 7A1,A5) that contained a large number
of peaks between the retention times of two and 13 min. In addition, a complementary analysis of the
hydrolysis degree also demonstrated these differences in the profiles in each reuse cycle (Figure 8).
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These variations were probably related to mass transfer between the substrate and the immobilized
enzyme, once substrate is composed of a mixture of proteins that have a molecular mass from 14.4 kDa
to >97 kDa, thus preventing a homogeneous hydrolysis. The variation of mass transfer may have
influenced the protocol utilized (TNBS), which depends on the reaction with α and ε-amino groups of
the amino acids residues [46] released during hydrolysis. Despite this interference, the derivatives
presented an effective hydrolysis degree at the 5 reuse cycles.
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The relative activity of the different derivatives was determined for each hydrolysis cycle
(Figure 9). The variations in activity in each hydrolysis cycle were compared to the activity obtained
in cycle 1, which was considered as 100%. In general, the derivatives showed a suitable retention of
relative activity for five reuse cycles, with values above 80% compared to cycle 1.
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2.5. Continuous Production of Peptides

The characterization of the upflow packed-bed reactor (UPB) revealed that the actual hydraulic
retention time (HRT) was 84.4 h. Figure 10 shows that this value was close to the theoretical HRT
(78 h). It is worth mentioning that in the reaction compartment (packed-bed), the cheese whey proteins
interacted with the derivatives for 42 h, which was the HRT for this reactor section (Figure 11).
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For the experimental condition evaluated, the dispersion was 0.034 and the “n” of n-CSTRs
model was 14.7, similar to the hydrodynamics of a plug-flow reactor (PFR). This hydrodynamic
pattern (PFR) of the process is interesting because it corresponds to a series of continuous stirred tank
reactors (CSTR) operating sequentially and results in a higher volumetric unit conversion than a single
CSTR [47]. According to the profile shown in Figure 10 and the parameters (θh; D/µL; n) obtained in
the hydrodynamic essay, there was no clogging of the packed-bed, flow channeling or a pressure drop
in the system. Hence, the physical limitations of the UPB reactor did not have a negative effect on the
process. Instead, the verification of the hydrolysis degree (HD) and relative activity (RA) indicated
that the performance in continuous operation was further increased compared to the batch process.
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The average hydrolysis degree in the batch process (five reuse cycles—Figure 8) was 18.8%, while
in continuous operation (i.e., in the UPB reactor) it was 23%. This difference is possibly related to
an improvement of reaction conditions in the system due to the continuous removal of the reaction
solution and avoidance of product inhibition. In terms of relative activity, the batch and continuous
process presented 3.25 ˘ 0.03 U¨g´1 and 3.04 ˘ 0.01 U¨g´1, respectively. Such similar results were
expected because the tests employed for the evaluation of the relative activity did not depend on the
mass transfer characteristics. The continuous process was conducted for 99 h (four days) at a flowrate
of 10.1 mL¨h´1, resulting in a substrate loading rate (SLR) of 91.58 mg of protein per hour per liter
of reactor. It is likely that operations with a higher SLR are perfectly feasible because a HD of 23%
is considered high compared to others reported in the literature. In the studies by [48] utilizing
soluble trypsin and [18] employing trypsin immobilized in spent grains, the HDs were 4.2% and 4.8%,
respectively. Therefore, the use of immobilized enzyme in continuous processes is likely a critical step
towards scale production of bioactive peptides.

3. Materials and Methods

3.1. Materials

Agarose 6BCL was acquired from GE Healthcare Bio-Sciences (Uppsala, Sweden) and corn
cob powder from SAGRAN (Industry of Animal Feed Ingredients Ltd., Salto Grande, Brazil),
Trypsin (EC 3.4.21.4), N-α-benzoyl-DL-arginine-p-nitroanilide (BAPNA), benzamidine hydrochloride,
2,3-epoxy-1-propanol, 1,2-ethanodiamine (EDA), glutaraldehyde, sodium periodate (NaIO4), sodium
borohydride (NaBH4), iminodiacetic acid (IDA) and 2,4,6-trinitrobenzene sulfonic acid (TNBS) were
purchased from Sigma-Aldrich (St. Louis, MO, USA).

3.2. Preparation and Physicochemical Characterization of Pretreated Corn Cob Powder

CCP pretreatment: the goal was to reduce the recalcitrance of lignocellulosic matrix exposing the
monomer units (e.g., glucose). The hydroxyl groups present in these units were chemically modified
to aldehyde groups allowing the multipoint covalent bonds between support and lysine sites of
enzymes. Firstly, the lignocellulosic byproduct (CPP) suspended in organic solvent must be subjected
to high temperature to promote intramolecular hydrolysis of lignin, intermolecular disruption between
lignin and hemicellulose, as well as hydrolysis of glycoside bonds of hemicelluloses. After, the
alkali hydrolysis must be performed to remove lignin by saponification of intermolecular ester bonds
(hemicelluloses-lignin), which results in the increase of internal area and separation of structural
connections. For this purpose, dried CCP was suspended in a 70% ethanol solution (1:10; w/v) and
heated at 121 ˝C (1.3 Kgf/cm2) for 20 min, then rapidly decompressed [49]. CCP was repeatedly
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washed with deionized water and vacuum filtered. Next, the solid fraction was treated with alkali
(2 mol NaOH) in a stirred suspension (140 rpm) for 24 h. Finally, the washing and vacuum filtering
procedure was repeated.

Chemical composition: The assessment was based on the quantification of lignin and sugars.
Ethanol-soluble extractives were determined by extraction with 95% (v/v) ethanol in a Soxhlet
apparatus. The samples were air-dried and milled to pass through a 0.84 mm screen. Approximately 3 g
of the milled sample was extracted with 95% ethanol for 6 h in the Soxhlet apparatus. The percentage
of extractives was determined on the basis of the dry weight of the extracted and non-extracted sample.

Ethanol-extracted lignocellulosic material samples were hydrolyzed with 72% sulphuric acid
at 30 ˝C for 1 h at a ratio of 100:1 sample (mg) to sulphuric acid (mL). The acid was diluted with
79 mL of deionized water and the mixture was heated at 125 ˝C (1 atm) for 1 h. The residual material
was cooled and filtered through a Number 3 porous glass filter. The solids were dried to constant
weight at 105 ˝C and designated as insoluble lignin. The soluble lignin concentration in the filtrate
was determined by the measurement of the absorbance at 205 nm. The concentration of monomeric
sugars in the soluble fraction was determined by high-performance liquid chromatography (HPX87H
column; Bio-Rad, Hercules, CA, USA) at 45 ˝C and an elution rate of 0.6 mL/min with 5 mmol/L
sulphuric acid. Sugars were detected in a temperature-controlled refractive index detector at 35 ˝C
(2414 Shimadzu-RID). Under these conditions, xylose, mannose and galactose eluted at the same
time and appeared as a single peak. Glucose, xylose, arabinose and acetic acid were used as external
calibration standards. No corrections were performed due to the sugar-degradation reactions that took
place during acid hydrolysis. The factors used to convert sugar monomers to anhydromonomers were
0.90 for glucose and 0.88 for xylose and arabinose. The acetyl content was calculated as the acetic acid
content multiplied by 0.72. This procedure was conducted in duplicate (the data were expressed as the
mean ˘ SD) [50]. Glucose was reported as glucan after correction by the hydrolysis factor. The other
sugars and acetic acid were used to calculate the non-cellulosic polysaccharide content [51].

FTIR: the identification of the functional groups on the CCP surface was performed by Fourier
Transform Infrared Spectroscopy with attenuated total reflectance. The readings were made in
a Thermo Science Nicolet device. The analysis was conducted at CEMPEQ (Centro de Monitoramento
e Pesquisa da Qualidade de Combustíveis, Biocombustíveis, Petróleo e Derivados, Araraquara, Brazil)
of Chemistry Institute of Araraquara (IQ-UNESP).

SEM: The analysis was performed on a TOP COM-SM-300 device at a voltage of 10–20 kV.
The samples were prepared in a BAL-TEC SCD050 sputter coater. The gold sputter coating lasted 80 s
at 25 ˝C and 41 mA in vacuum [19].

Porosity: The solute exclusion technique was utilized, resulting in the ratio of pore volume per g
of material. In our study, 0.1 g of dried CCP samples (105 ˝C) were added to six dextran probes
(1.5%, m/m) of different molecular lengths (20–553 Å). The samples were kept in contact with the
probes for 24 h at 25 ˝C. Subsequently, the samples were centrifuged for 15 min (12,000 g) and the
supernatant was utilized to determine the final concentration of the probes in a High Performance
Liquid Chromatograph (HPLC) equipped with Refractive Index Detector (RID). Deionized water was
used as the mobile phase at 0.4 mL¨min´1 and injection volume was 20 µL [51,52].

3.3. Activation of Corn Cob and Agarose Supports

Glyceryl support: Each gram of CCP/AG was resuspended in 1.45 mL of deionized water,
followed by the controlled addition of 2.38 mL 1.7 mol/L NaOH containing 0.068 g of sodium
borohydride. The mixture was kept in an ice bath and 1.7 mL of glycidol was dropped in while the
solution was agitated. The suspension was kept at 25 ˝C for 18 h and filtered. After filtration, the
support was exhaustively washed with deionized water to remove soluble residual chemicals and
neutralize the pH of the insoluble fraction [53].

Glyoxyl support: To synthesize the glyoxyl supports, the pretreated CCP and AG supports were
incubated with glycidol in order to generate the vicinal diol intermediate (glyceryl) on their surfaces.
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After, both supports were submitted to periodate-mediated oxidation, allowing the generation of
aldehyde reactive groups on both surfaces and resulting in the glyoxyl-AG and glyoxyl-CCP. Each gram
of CCP/AG-glyceryl was activated with glyoxyl groups via the addition of a solution containing 2 mL
of 100 mmol/L NaIO4 and 8 mL of deionized water. The mixture was gently agitated for 2 h, and the support
was separated and washed with deionized water [53]. The glyoxyl groups were quantified via iodometry [54].

Amino support: To 1 g of CCP/AG-glyoxyl at pH 10.0, 5.71 mL of ethylenediamine (2 mol/L)
was added, and the mixture was stirred (100 rpm) for 2 h at 25 ˝C. The remaining aldehydes were
converted (reduced) to inert hydroxyls by adding 5.71 mg sodium borohydride to the mixture and
stirring for 2 h. The amino support was filtered and washed with 10 volumes sodium acetate buffer
(pH 4.0) and deionized water [55].

Glutaraldehyde support: In total, 1 g of CCP/AG-amino was homogenized in a 2 mL 200 mmol/L
phosphate buffer (pH 7.0) containing 3 mmol/L of glutaraldehyde. The suspension was gently agitated
for 15 h at 25 ˝C. Subsequently, the support was filtered and washed with 20 volumes of 25 mmol/L
phosphate buffer (pH 7.0) and deionized water [56].

IDA-glyoxyl support: In the case of iminodiacetic aldehyde-activated carriers preparation
(IDA-glyoxyl-AG and IDA-glyoxyl-CCP), both supports were firstly incubated with epychlorydrin
in order to generate a reactive epoxy layer. After, the epoxy supports were submitted to partial
acidic hydrolysis to generate, under controlled conditions, the vicinal diols necessary for the final
generation of aldehyde groups. Subsequently, to link the IDA groups, both partially hydrolyzed
supports were incubated overnight with an iminodiacetic acid solution in strongly basic conditions,
allowing the reaction between the unreacted epoxy groups and iminodiacetic molecules. After washing,
both supports were incubated with sodium periodate solution in order to generate the aldehyde
groups, resulting in both IDA-glyoxyl heterofunctional supports used in trypsin immobilization.
This heterofunctional support was prepared by a two-stage procedure. Stage 1: Activation with epoxy
groups was done in a suspension of 1g of pretreated CCP and AG in 4.4 mL of deionized water, 1.6 mL
of acetone, 1.1 mL of epichlorhydrin, 0.328 g of NaOH and 0.02 g of NaBH4. The suspension was
gently shacked for 16 h, filtered, and washed with deionized water. The epoxy groups were then
partially hydrolyzed incubating 1 g of support with 10 mL of a 0.5 mol/L H2SO4 solution for 1 h
to hydrolyze the epoxy groups. To calculate the hydrolysis yield, a little amount of the hydrolyzed
support (0.1 g) was oxidized with NaIO4 [53] and the amount of hydrolyzed epoxy groups was
calculated as the difference between the periodate consumption by the hydrolyzed support and the
same value retrieved using the initial epoxy support. The consumption of periodate was determined
with iodometry [54]. Stage 2: Both epoxy supports were then treated with 0.5 mol/L iminodiacetic
acid (pH 11.0) for 24 h at 25 ˝C [57]. Subsequently, filtration and washing were performed before final
oxidation with 100 mmol/L NaIO4, according to the previously described protocol.

3.4. Preparation of the Trypsin Derivatives

Trypsin-glyoxyl-AG/CCP: For each gram of activated support, 10 mL of 100 mmol/L
carbonate/sodium bicarbonate buffer (pH 10.0) containing 5 mg of trypsin was added. The suspension
was shaken for 24 h at 25 ˝C.

Trypsin-glutaraldehyde-AG/CCP: For each gram of activated support, 10 mL of 50 mmol/L
sodium phosphate buffer (pH 7.0) containing 5 mg of trypsin was added. The suspension was
submitted to agitation for 2 h at 25 ˝C.

Trypsin-IDA-glyoxyl-AG/CCP: This was a two-stage procedure. Adsorption (1): For each gram of
activated support, 10 mL of 5 mmol/L sodium phosphate buffer (pH 7.0) containing 5 mg of trypsin
(24 h agitation/25 ˝C) was added. Covalent bounding (2): The derivative proceeding from the previous
step was suspended in 10 mL of 5 mmol/L carbonate/sodium bicarbonate buffer (pH 10.0) and
agitated for 24 h (25 ˝C).

The immobilization of the different activated supports was performed in the presence of 3 mmol/L
of benzamidine (a competitive inhibitor of trypsin) to prevent autolysis. In all cases, the immobilization
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efficiency was determined according to the measurement of remaining enzyme activity in the
supernatant. After 80% of enzyme immobilization, the reaction was interrupted with the addition of
sodium borohydride (1 mg/mL of solution) and gentle agitation for 30 min. The derivatives were
washed with deionized water and stored properly prior to utilization.

Determination of enzyme activity: The enzymatic activity was determined by a continuous
colorimetric method by hydrolysis of BApNA at 405 nm (ε = 9.1 ˆ 103 M´1¨ cm´1 pH = 9.0) [58].
The free enzyme activity was measured in a 50 mM¨L´1 carbonate/bicarbonate buffer system (pH 9.0)
containing 0.2 mmol/L BApNA, 3.0 mmol/L benzamidine and 2% DMSO in a final volume of 2.2 mL
at 25 ˝C. The activity of the derivatives was determined by the incubation of 10 mg in a 50 mmol/L
carbonate/bicarbonate buffer system (pH 9.0) containing 0.2 mmol/L BApNA at 25 ˝C. One enzyme
unit (U) was defined as the amount of enzyme necessary to produce 1 µM of p-nitroanilide per minute
at the indicated temperature and pH 9.0 [42].

Thermal stability: The soluble enzyme and the derivatives were incubated in TRIS-HCl
50 mmol/L buffer (pH 8.0) at 65 ˝C and the activity was monitored until 50% of the initial activity was
decreased. The enzymatic activity was determined as described in Section 2.5.

3.5. Determination of Batch and Continuous Operation Parameters

3.5.1. Reuse

A suspension of derivative (2.5 g) and 5 mL of cheese whey (pH 9.0) was incubated for 24 h in
a water bath (45 ˝C) and gently agitated (140 rpm). At the end of each reuse cycle, the cheese whey
was separated from the derivative by vacuum filtration and new substrate was added. Five reuse
cycles were performed. The activity was monitored at the end of each cycle via the precipitation of
whey proteins with trichloroacetic acid 10%. The absorbance of the supernatant (λ = 280 nm) was used
in calculations, and 1 unit (U) of enzyme activity was defined as the amount of enzyme necessary to
release 1 µM of tyrosine per minute [59].

3.5.2. Whey Protein Hydrolysates Characterization

The stabilized derivatives (trypsin-glyoxyl-AG/CCP and trypsin-IDA-glyoxyl-AG/CCP) were
used in the hydrolysis of cheese whey for up to 5 reuse cycles (45 ˝C/24 h per cycle). The profile of the
products obtained with the different stabilized derivatives was qualitatively analyzed by SDS-PAGE,
RP-HPLC, and the degree of hydrolysis was assessed with the trinitrobenzenesulfonic acid (TNBS)
reaction and the relative activity via soluble protein precipitation with TCA.

SDS-PAGE: Analyses on 12% SDS-PAGE [60] were performed to obtain the whey protein profiles
and to assess protein hydrolysis. SDS-PAGE protein bands were stained with Brilliant Blue G-Colloidal
(Sigma, St. Louis, MO, USA). The gel was analyzed with the GelAnalyzer® software (LazarSoftware,
Scottsdale, AZ, USA) for each reuse cycle performed in the batch process.

Hydrolysis degree (HD): The HD was determined by the modified TNBS method from [61]. In this
assay, 0.2 mL of sample or standard was added to 0.4 mL 5 mmol/L borate-NaOH buffer (pH 9.5) and
0.4 mL 5 mmol/L TNBS. The mixture was incubated at room temperature for 40 min. The reaction
was stopped by the addition of 0.2 mL of 18 mmol/L Na2SO3 prepared in 2 mol/L NaH2PO4, and the
absorbance was measured at 420 nm. L-Leucine at concentrations from 0.02–1.5 mmol/L was used as
a standard, and the HD was determined by Equation (1):

HD p%q “ 100
pAN2 ´ AN1q

Npb
(1)

where AN1 is the amino nitrogen content of the protein substrate before hydrolysis (mg/g), and AN2

is the amino nitrogen content of the protein substrate after hydrolysis (mg/g). The nitrogen content of
the peptide bonds in the whey (Npb) was 123.3 mg/g [62]. The values of AN were obtained by Equation (2):
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AN “
ABS1

pε.Pq
(2)

where ABS is the absorbance of the sample, ε is the molar extinction coefficient for L-Leucine (mg/L)
and P is the protein concentration of the sample (g/L).

RP-HPLC: The hydrolysates were filtered using a GV Millex 0.45 µm unit (Millipore, Darmstadt,
Germany) and analyzed by RP-HPLC (Shimadzu LC 10A, Kyoto, Japan), which was equipped with
a reverse phase Nucleosil C18 column (25 ˆ 0.46 inch, 5 µm particle size, 300 Å pore size). The eluents
of the mobile phase were as follows: (A) water and 0.045% trifluoracetic acid (TFA) and (B) acetonitrile
(ACN) and 0.036% TFA with a 5%–95% linear gradient of eluent B, a flow rate of 1.0 mL/min for
30 min, with UV detection at 220 nm.

3.6. Characterization of the Continuous Process

An upflow packed-bed reactor (UPB) was employed to conduct the continuous process.
This reactor had a length–diameter ratio (L/D) of 7.4 a height of 0.4 m and a working volume
of 0.794 L. The packed bed occupied 58% of the total volume. The operation was conducted to provide
a theoretical hydraulic retention time (HRT) of 78 h (39 h in the packed bed). For this purpose, the
flowrate was adjusted to 10.1 mL/h. A schematic diagram of the system is shown in Figure 1.

Hydrodynamic assays were performed with a Labquest 2 interface coupled with a Vernier
conductivity probe to detect the tracer concentration (10 g/L) in the reactor effluent. NaCl was used
for a step stimulus assay [63] and monitored for 170 h (2 times the theoretical HRT). Data from the
assays was processed with Microcal Origin 8.0® to evaluate the real HRT (θh), the dispersion degree
(σ2

θ) and the number of n-CSTR model [49] (N), utilizing Equations (3)–(5):

θh “
ş8

0 t.C pTq .dt
ş8

0 C ptq .dt
(3)

σ2
θ “ 2

„

D
u.L



(4)

σ2
θ “

1
N

(5)

C, F and E curves were constructed using the experimental data [63]. In Equation (3), C is
concentration and t is time. The variance of the curves (σ2) indicated the dispersion of distribution
and was calculated for the determination of dispersion number (D/µ.L) of the curves via Equation (4)
(low intensity dispersions). The characterization of the hydrodynamic flow pattern was conducted
according to the n-CSTR model presented in Equation (5).

The reactor performance was evaluated in terms of the substrate loading rate (Equation (6) and
the HD (Equation (1)). Furthermore, the enzymatic activity [59] was also utilized to evaluate the
feasibility of the continuous operation (Equation (7)).

SLR “
Q.S
V

(6)

A “
ř

abs .1000.Vt

ε pMq .time.derivative
(7)

In Equation (6), Q is the flowrate of the substrate (L/h), S is the substrate concentration (g) and V
is the working volume of the reactor (L). In Equation (7), abs is the absorbance (nm), Vt is the total
volume of the assay and ε (M) is the molar extinction coefficient; the time is measured in minutes and
the derivative is measured in grams.
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4. Conclusions

A corn cob powder pretreatment for trypsin immobilization was successfully performed and
allowed covalent binding inside and at the surface of the support pores. Moreover, the biochemical
characterization of immobilized trypsin indicated that the trypsin-glyoxyl-CCP derivative had the
highest performance for the immobilization yield (IY) and very similar results for the expressed
activity (EA), half-lifetime (HF) and stabilization factor (SF) compared to those obtained with
trypsin-glyoxyl-AG.

In the batch experiments, all derivatives (i.e., trypsin-glyoxyl-AG/CCP and trypsin-IDA-glyoxyl-AG/CCP)
effectively hydrolyzed the cheese whey with activities higher than 80% after 5 reuse cycles. Assays of
the continuous experiments demonstrated a plug-flow hydrodynamic pattern, which was suitable
for the process because of the high volumetric conversion of this hydrodynamic characteristic.
The hydrolysis degree using trypsin-glyoxyl-CCP in this system was higher than that obtained in the
batch experiments. In addition, the characteristics of reactor operation, like low dispersion (D/µ.L)
and high number of n-CSTR model (N), indicated that the system was underutilized and higher
flowrates and protein concentrations could be loaded.

Overall, the results of the batch and continuous experiments are collectively positive for future
industrial application due to the development of the high performance immobilization of trypsin by
low cost supports and their application in a suitable reactor configuration for the conversion of dairy
waste into value-added products, such as bioactive peptides with antihypertensive, antimicrobial,
antioxidative, antithrombotic and hypocholesterolemic properties.
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TFA Trifluoracetic Acid
TNBS 2,4,6-trinitrobenzene Sulfonic Acid



Materials 2016, 9, 357 18 of 20

References

1. Brena, B.M.; Batista-Viera, F. Immobilization of Enzymes. In Immobilization of Enzymes and Cells, 2nd ed.;
Guisan, J.M., Ed.; Human Press Inc.: Totowa, NJ, USA, 2006; pp. 15–30.

2. Banerjee, S.; Mudliar, S.; Sen, R.; Giri, B.; Satpute, D.; Chakrabarti, T.; Pandey, R.A. Commercializing lignocellulosic
bioethanol: Technology bottlenecks and possible remedies. Biofuel Bioprod. Biorefin. 2010, 4, 77–93. [CrossRef]

3. Genisheva, Z.; Mussatto, S.I.; Oliveira, J.M.; Teixeira, J.A. Evaluating the potential of wine-making residues
and corn cobs as support materials for cell immobilization for ethanol production. Ind. Crop Prod. 2011, 34,
979–985. [CrossRef]

4. Ittrat, P.; Chacho, T.; Pholprayoon, J.; Suttiwarayanon, N.; Charoenpanich, J. Application of agriculture waste
as a support for lipase immobilization. Biocatal. Agric. Biotechnol. 2014, 3, 77–82. [CrossRef]

5. Azubuike, C.P.; Okhamafe, A.O. Physicochemical, spectroscopic and thermal properties of microcrystalline
cellulose derived from corn cobs. Int. J. Recycl. Org. Waste Agric. 2012, 1, 9. [CrossRef]

6. Cao, Q.; Xie, K.C.; Lv, Y.K.; Bao, W.R. Process effects on activated carbon with large specific surface area from
corn cob. Bioresour. Technol. 2006, 97, 110–115. [CrossRef] [PubMed]

7. Wanitwattanarumlug, B.; Luengnaruemitchai, A.; Wongkasemjit, S. Characterization of Corn Cobs from
Microwave and Potassium Hydroxide Pretreatment. Int. Sch. Sci. Res. Innov. 2012, 6, 528–532.

8. Yan, J.H.; Hou, Y.C.; Ren, S.H.; Niu, M.G.; Wu, W.Z. Two-Step Treatment of Corn Cob in H2O-SO2 System.
Ind. Eng. Chem. Res. 2014, 53, 13256–13263.

9. Alves, C.C.O.; Franca, A.S.; Oliveira, L.S. Removal of phenylalanine from aqueous solutions with
thermo-chemically modified corn cobs as adsorbents. LWT Food Sci. Technol. 2013, 51, 1–8. [CrossRef]

10. Ashour, A.; Amer, M.; Marzouk, A.; Shimizu, K.; Kondo, R.; El-Sharkawy, S. Corncobs as a Potential Source
of Functional Chemicals. Molecules 2013, 18, 13823–13830. [CrossRef] [PubMed]

11. Kaliyan, N.; Morey, R.V. Densification characteristics of corn cobs. Fuel Process Technol. 2010, 91, 559–565.
[CrossRef]

12. Zhang, Y.; Ghaly, A.E.; Bingxi, L. Physical Properties of Corn Residues. Am. J. Biochem. Biotechnol. 2012, 8,
44–53.

13. Rivas, B.; Moldes, A.B.; Dominguez, J.M.; Parajo, J.C. Lactic acid production from corn cobs by simultaneous
saccharification and fermentation: A mathematical interpretation. Enzyme Microb. Technol. 2004, 34, 627–634.
[CrossRef]

14. Sanchez, C.; Egues, I.; Garcia, A.; Llano-Ponte, R.; Labidi, J. Lactic acid production by alkaline hydrothermal
treatment of corn cobs. Chem. Eng. J. 2012, 181, 655–660. [CrossRef]

15. D’Souza, S.F.; Godbole, S.S. Immobilization of invertase on rice husk using polyethylenimine. J. Biochem.
Biophys. Methods 2002, 52, 59–62. [CrossRef]

16. Silva, A.M.; Tavares, A.P.M.; Rocha, C.M.R.; Cristóvão, R.O.; Teixeira, J.A.; Macedo, E.A. Immobilization of
commercial laccase on spent grain. Process Biochem. 2012, 47, 1095–1101. [CrossRef]

17. Brigida, A.I.; Pinheiro, A.D.; Ferreira, A.L.; Goncalves, L.R. Immobilization of Candida antarctica lipase B by
adsorption to green coconut fiber. Appl. Biochem. Biotechnol. 2008, 146, 173–187. [CrossRef] [PubMed]

18. Rocha, C.; Gonçalves, M.P.; Teixeira, J.A. Immobilization of trypsin on spent grains for whey
protein hydrolysis. Process Biochem. 2011, 46, 505–511. [CrossRef]

19. Bezerra, T.M.S.; Bassan, J.C.; Santos, V.T.O.; Ferraz, A.; Monti, R. Covalent immobilization of laccase in green
coconut fiber and use in clarification of apple juice. Process Biochem. 2015, 50, 417–423. [CrossRef]

20. DiCosimo, R.; McAuliffe, J.; Poulose, A.J.; Bohlmann, G. Industrial use of immobilized enzymes.
Chem. Soc. Rev. 2013, 42, 6437–6474. [CrossRef] [PubMed]

21. Guisan, J.M. Immobilization of enzymes as the 21st century begins. In Immobilization of Enzymes and Cells,
2nd ed.; Guisan, J.M., Ed.; Human Press Inc.: Totowa, NJ, USA, 2006; pp. 1–13.

22. Tavano, O.L. Protein hydrolysis using proteases: An important tool for food biotechnology. J. Mol. Catal. B Enzym.
2013, 90, 1–11. [CrossRef]

23. Mateo, C.; Palomo, J.M.; Fuentes, M.; Betancor, L.; Grazu, V.; Lopez-Gallego, F.; Pessela, C.C.B.; Hidalgo, A.;
Fernández-Lorente, G.; Fernández-Lafuente, R.; et al. Glyoxyl agarose: A fully inert and hydrophilic support
for immobilization and high stabilization of proteins. Enzyme Microb. Technol. 2006, 39, 274–280. [CrossRef]

24. Massolini, G.; Calleri, E. Immobilized trypsin systems coupled on-line to separation methods: Recent
developments and analytical applications. J. Sep. Sci. 2005, 28, 7–21. [CrossRef] [PubMed]

http://dx.doi.org/10.1002/bbb.188
http://dx.doi.org/10.1016/j.indcrop.2011.03.006
http://dx.doi.org/10.1016/j.bcab.2014.02.002
http://dx.doi.org/10.1186/2251-7715-1-9
http://dx.doi.org/10.1016/j.biortech.2005.02.026
http://www.ncbi.nlm.nih.gov/pubmed/16154508
http://dx.doi.org/10.1016/j.lwt.2012.11.012
http://dx.doi.org/10.3390/molecules181113823
http://www.ncbi.nlm.nih.gov/pubmed/24217325
http://dx.doi.org/10.1016/j.fuproc.2010.01.001
http://dx.doi.org/10.1016/j.enzmictec.2004.01.011
http://dx.doi.org/10.1016/j.cej.2011.12.033
http://dx.doi.org/10.1016/S0165-022X(02)00032-5
http://dx.doi.org/10.1016/j.procbio.2012.03.021
http://dx.doi.org/10.1007/s12010-007-8072-4
http://www.ncbi.nlm.nih.gov/pubmed/18421597
http://dx.doi.org/10.1016/j.procbio.2010.10.001
http://dx.doi.org/10.1016/j.procbio.2014.12.009
http://dx.doi.org/10.1039/c3cs35506c
http://www.ncbi.nlm.nih.gov/pubmed/23436023
http://dx.doi.org/10.1016/j.molcatb.2013.01.011
http://dx.doi.org/10.1016/j.enzmictec.2005.10.014
http://dx.doi.org/10.1002/jssc.200401941
http://www.ncbi.nlm.nih.gov/pubmed/15688626


Materials 2016, 9, 357 19 of 20

25. Woodard, S.L.; Mayor, J.M.; Bailey, M.R.; Barker, D.K.; Love, R.T.; Lane, J.R.; Delaney, D.E.; McComas-Wagner, J.M.;
Mallubhotla, H.D.; Hood, E.E.; et al. Maize (Zea mays)-derived bovine trypsin: Characterization of the
first large-scale, commercial protein product from transgenic plants. Biotechnol. Appl. Biochem. 2003, 38,
123–130. [CrossRef] [PubMed]

26. Ali, N.E.; Hmidet, N.; Ghorbel-Bellaaj, O.; Fakhfakh-Zouari, N.; Bougatef, A.; Nasri, M. Solvent-Stable
Digestive Alkaline Proteinases from Striped Seabream (Lithognathus mormyrus) Viscera: Characteristics,
Application in the Deproteinization of Shrimp Waste, and Evaluation in Laundry Commercial Detergents.
Appl. Biochem. Biotechnol. 2011, 164, 1096–1110.

27. Ktari, N.; Ben Khaled, H.; Nasri, R.; Jellouli, K.; Ghorbel, S.; Nasri, M. Trypsin from zebra blenny (Salaria
basilisca) viscera: Purification, characterisation and potential application as a detergent additive. Food Chem.
2012, 130, 467–474. [CrossRef]

28. Nagpal, R.; Behare, P.; Rana, R.; Kumar, A.; Kumar, M.; Arora, S.; Morotta, F.; Jain, S.; Yadav, H.
Bioactive peptides derived from milk proteins and their health beneficial potentials: An update. Food Funct.
2011, 2, 18–27. [CrossRef] [PubMed]

29. Leksrisompong, P.P.; Miracle, R.E.; Drake, M. Characterization of flavor of whey protein hydrolysates.
J. Agric. Food Chem. 2010, 58, 6318–6327. [CrossRef] [PubMed]

30. Marshall, K. Therapeutic applications of whey protein. Altern. Med. Rev. 2004, 9, 136–156. [PubMed]
31. Petersen, B.L.; Ward, L.S.; Bastian, E.D.; Jenkins, A.L.; Campbell, J.; Vuksan, V. A whey protein supplement

decreases post-prandial glycemia. Nutr. J. 2009, 8, 47. [CrossRef] [PubMed]
32. Power, O.; Jakeman, P.; FitzGerald, R.J. Antioxidative peptides: Enzymatic production, in vitro and in vivo

antioxidant activity and potential applications of milk-derived antioxidative peptides. Amino Acids 2013, 44,
797–820. [CrossRef] [PubMed]

33. Ruiz-Gimenez, P.; Salom, J.B.; Marcos, J.F.; Valles, S.; Martinez-Maqueda, D.; Recio, I.; Torregrosa, G.;
Alborch, E.; Manzanares, P. Antihypertensive effect of a bovine lactoferrin pepsin hydrolysate: Identification
of novel active peptides. Food Chem. 2012, 131, 266–273. [CrossRef]

34. Agbor, V.B.; Cicek, N.; Sparling, R.; Berlin, A.; Levin, D.B. Biomass pretreatment: Fundamentals toward application.
Biotechnol. Adv. 2011, 29, 675–685. [CrossRef] [PubMed]

35. Hu, F.; Ragauskas, A. Pretreatment and Lignocellulosic Chemistry. Bioenergy Res. 2012, 5, 1043–1066. [CrossRef]
36. Kumar, P.; Barrett, D.M.; Delwiche, M.J.; Stroeve, P. Methods for Pretreatment of Lignocellulosic Biomass for

Efficient Hydrolysis and Biofuel Production. Ind. Eng. Chem. Res. 2009, 48, 3713–3729. [CrossRef]
37. Mood, S.H.; Golfeshan, A.H.; Tabatabaei, M.; Jouzani, G.S.; Najafi, G.H.; Gholami, M.; Ardjmand, M.

Lignocellulosic biomass to bioethanol, a comprehensive review with a focus on pretreatment. Renew. Sustain.
Energy Rev. 2013, 27, 77–93. [CrossRef]

38. Zhang, Y.; Yang, S.; Wu, J.Q.; Yuan, T.Q.; Sun, R.C. Preparation and Characterization of Lignocellulosic Oil
Sorbent by Hydrothermal Treatment of Populus Fiber. Materials 2014, 7, 6733–6747. [CrossRef]

39. Sgriccia, N.; Hawley, M.C.; Misra, M. Characterization of natural fiber surfaces and natural fiber composites.
Compos. A Appl. Sci. Manuf. 2008, 39, 1632–1637. [CrossRef]

40. Chambers, J.L.; Stroud, R.M. Difference Fourier Refinement of the Structure of DIP-Trypsin at 1.5 A with
a Minicomputer Technique. Acta Crystallogr. Sect. B 1977, 33, 1824–1837. [CrossRef]

41. George, J.; Sreekala, M.S.; Thomas, S. A review on interface modification and characterization of natural
fiber reinforced plastic composites. Polym. Eng. Sci. 2001, 41, 1471–1485. [CrossRef]

42. Marques, D.; Pessela, B.C.; Betancor, L.; Monti, R.; Carrascosa, A.V.; Rocha-Martin, J.; Guisán, J.M.;
Fernandez-Lorente, G. Protein Hydrolysis by Immobilized and Stabilized Trypsin. Biotechnol. Prog. 2011, 27,
677–683. [CrossRef] [PubMed]

43. Cao, L. Immobilized Enzymes. In Comprehensive Biotechnology; Moo-Young, M., Ed.; Elsevier: Waterloo, ON,
Canada, 2011; pp. 461–476.

44. Homaei, A.A.; Sariri, R.; Vianello, F.; Stevanato, R. Enzyme immobilization: An update. J. Chem. Biol. 2013, 6,
185–205. [CrossRef] [PubMed]

45. Mateo, C.; Palomo, J.M.; Fernandez-Lorente, G.; Guisan, J.M.; Fernandez-Lafuente, R. Improvement of
enzyme activity, stability and selectivity via immobilization techniques. Enzyme Microb. Technol. 2007, 40,
1451–1463. [CrossRef]

http://dx.doi.org/10.1042/BA20030026
http://www.ncbi.nlm.nih.gov/pubmed/12749769
http://dx.doi.org/10.1016/j.foodchem.2011.07.015
http://dx.doi.org/10.1039/C0FO00016G
http://www.ncbi.nlm.nih.gov/pubmed/21773582
http://dx.doi.org/10.1021/jf100009u
http://www.ncbi.nlm.nih.gov/pubmed/20415487
http://www.ncbi.nlm.nih.gov/pubmed/15253675
http://dx.doi.org/10.1186/1475-2891-8-47
http://www.ncbi.nlm.nih.gov/pubmed/19835582
http://dx.doi.org/10.1007/s00726-012-1393-9
http://www.ncbi.nlm.nih.gov/pubmed/22968663
http://dx.doi.org/10.1016/j.foodchem.2011.08.076
http://dx.doi.org/10.1016/j.biotechadv.2011.05.005
http://www.ncbi.nlm.nih.gov/pubmed/21624451
http://dx.doi.org/10.1007/s12155-012-9208-0
http://dx.doi.org/10.1021/ie801542g
http://dx.doi.org/10.1016/j.rser.2013.06.033
http://dx.doi.org/10.3390/ma7096733
http://dx.doi.org/10.1016/j.compositesa.2008.07.007
http://dx.doi.org/10.1107/S0567740877007146
http://dx.doi.org/10.1002/pen.10846
http://dx.doi.org/10.1002/btpr.600
http://www.ncbi.nlm.nih.gov/pubmed/21509952
http://dx.doi.org/10.1007/s12154-013-0102-9
http://www.ncbi.nlm.nih.gov/pubmed/24432134
http://dx.doi.org/10.1016/j.enzmictec.2007.01.018


Materials 2016, 9, 357 20 of 20

46. Sashidhar, R.B.; Capoor, A.K.; Ramana, D. Quantitation of Epsilon-Amino Group Using Amino-Acids
as Reference-Standards by Trinitrobenzene Sulfonic-Acid—A Simple Spectrophotometric Method for the
Estimation of Hapten to Carrier Protein Ratio. J. Immunol. Methods 1994, 167, 121–127. [CrossRef]

47. Zhang, C.; Xing, X.H. Enzyme bioreactors. In Comprehensive Biotechnology; Moo-Young, M., Ed.; Elsevier:
Waterloo, ON, Canada, 2011; pp. 319–329.

48. Ferreira, I.M.P.L.V.O.; Pinho, O.; Mota, M.V.; Tavares, P.; Pereira, A.; Gonçalves, M.P.; Torres, D.; Rocha, C.;
Teixeira, J.A. Preparation of ingredients containing an ACE-inhibitory peptide by tryptic hydrolysis of whey
protein concentrates. Int. Dairy J. 2007, 17, 481–487. [CrossRef]

49. Abraham, E.; Deepa, B.; Pothan, L.A.; Jacob, M.; Thomas, S.; Cvelbar, U.; Anandjiwala, R. Extraction of
nanocellulose fibrils from lignocellulosic fibres: A novel approach. Carbohydr. Polym. 2011, 86, 1468–1475.
[CrossRef]

50. Ferraz, A.; Baeza, J.; Rodriguez, J.; Freer, J. Estimating the chemical composition of biodegraded pine and
eucalyptus wood by DRIFT spectroscopy and multivariate analysis. Bioresour. Technol. 2000, 74, 201–212.
[CrossRef]

51. Santi, C.J.; Milagres, A.M.F.; Ferraz, A.; Carvalho, W. The effects of lignin removal and drying on the porosity
and enzymatic hydrolysis of sugarcane bagasse. Cell. Chem. Technol. 2013, 20, 3165–3177.

52. Stone, J.E.; Scallan, M.A. Structural model for the cell wall of water-swollen wood pulp fibres based on their
accessibility to macromolecules. Cell. Chem. Technol. 1968, 2, 343–358.

53. Guisan, J.M. Aldehyde-Agarose Gels as Activated Supports for Immobilization-Stabilization of Enzymes.
Enzyme Microb. Technol. 1988, 10, 375–382. [CrossRef]

54. Nevell, T.P. Methods in Carbohydrate Chemistry; Whistler, B., Ed.; Academic Press: New York, NY, USA, 1963;
pp. 210–225.

55. Fernandez-Lafuente, R.; Rosell, C.M.; Rodriguez, V.; Santana, C.; Soler, G.; Bastida, A.; Guisán, J.M.
Preparation of activated supports containing low pK amino groups. A new tool for protein immobilization
via the carboxyl coupling method. Enzyme Microb. Technol. 1993, 15, 546–550. [CrossRef]

56. Betancor, L.; López-Gallego, F.; Alonso-Morales, N.; Dellamora, G.; Mateo, C.; Fernandez-Lafuente, R.;
Guisán, J.M. Glutaraldehyde in protein immobilization. In Immobilization of Enzymes and Cells, 2nd ed.;
Guisan, J.M., Ed.; Human Press Inc.: Totowa, NJ, USA, 2006; pp. 57–64.

57. Mateo, C.; Bolivar, J.M.; Godoy, C.A.; Rocha-Martin, J.; Pessela, B.C.; Curiel, J.A.; Muñoz, R.; Guisán, J.M.;
Fernández-Lorente, G. Improvement of Enzyme Properties with a Two-Step Immobilizaton Process on Novel
Heterofunctional Supports. Biomacromolecules 2010, 11, 3112–3117. [CrossRef] [PubMed]

58. Silva, J.F.; Esposito, T.S.; Marcuschi, M.; Ribeiro, K.; Cavalli, R.O.; Oliveira, V.; Bezerra, R.S. Purification and
partial characterisation of a trypsin from the processing waste of the silver mojarra (Diapterus rhombeus).
Food Chem. 2011, 129, 777–782. [CrossRef] [PubMed]

59. McDonald, C.E.; Chen, L.L. The Lowry Modification of the Folin Reagent for Determination of
Proteinase Activity. Anal. Biochem. 1965, 10, 175–177. [CrossRef]

60. Laemmli, U.K. Cleavage of structural proteins during the assembly of head of bacteriophage T4. Nature 1970,
227, 680–685. [CrossRef] [PubMed]

61. Spadaro, A.C.; Draghetta, W.; Del Lamma, S.N.; Camargo, A.C.; Greene, L.J. A convenient manual
trinitrobenzenesulfonic acid method for monitoring amino acids and peptides in chromatographic
column effluents. Anal. Biochem. 1979, 96, 317–321. [CrossRef]

62. Spellman, D.; McEvoy, E.; O’Cuinn, G.; FitzGerald, R.J. Proteinase and exopeptidase hydrolysis of whey
protein: Comparison of the TNBS, OPA and pH stat methods for quantification of degree of hydrolysis.
Int. Dairy J. 2003, 13, 447–453. [CrossRef]

63. Levenspiel, O. Chemical Reaction Engineering, 3rd ed.; John Wiley & Sons Inc.: New York, NY, USA, 2000; p. 668.

© 2016 by the authors; licensee MDPI, Basel, Switzerland. This article is an open access
article distributed under the terms and conditions of the Creative Commons Attribution
(CC-BY) license (http://creativecommons.org/licenses/by/4.0/).

http://dx.doi.org/10.1016/0022-1759(94)90081-7
http://dx.doi.org/10.1016/j.idairyj.2006.06.023
http://dx.doi.org/10.1016/j.carbpol.2011.06.034
http://dx.doi.org/10.1016/S0960-8524(00)00024-9
http://dx.doi.org/10.1016/0141-0229(88)90018-X
http://dx.doi.org/10.1016/0141-0229(93)90016-U
http://dx.doi.org/10.1021/bm100916r
http://www.ncbi.nlm.nih.gov/pubmed/20945834
http://dx.doi.org/10.1016/j.foodchem.2011.05.019
http://www.ncbi.nlm.nih.gov/pubmed/25212298
http://dx.doi.org/10.1016/0003-2697(65)90255-1
http://dx.doi.org/10.1038/227680a0
http://www.ncbi.nlm.nih.gov/pubmed/5432063
http://dx.doi.org/10.1016/0003-2697(79)90587-6
http://dx.doi.org/10.1016/S0958-6946(03)00053-0
http://creativecommons.org/
http://creativecommons.org/licenses/by/4.0/

	Introduction
	Results and Discussion
	Pretreatment and Characterization of Corn Cob Powder
	Immobilization and Biochemical Characterization of Trypsin
	Thermal Stability of Derivatives
	Application of Derivatives to Produce Peptides
	Continuous Production of Peptides

	Materials and Methods
	Materials
	Preparation and Physicochemical Characterization of Pretreated Corn Cob Powder
	Activation of Corn Cob and Agarose Supports
	Preparation of the Trypsin Derivatives
	Determination of Batch and Continuous Operation Parameters
	Reuse
	Whey Protein Hydrolysates Characterization

	Characterization of the Continuous Process

	Conclusions

