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Figure S1. Results of the cell activity assay. The osteogenic differentiation of cells was determined by 
the ALP assay at Day 7. The values were normalized to that of the BLANK (value of no peptide = 1.0). 
(a) OBs; (b) UC-MSCs. All experiments were performed in triplicate. * Denotes statistical significance 
compared to BLANK (no peptide), p < 0.05, Student’s t-test. ** Denotes statistical significance compared 
to BLANK, p < 0.01, Student’s t-test. 


