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Figure S1. Optical micrographs and photographs after 72 h preparation of pickering emulsions 
stabilized by AmGO18-1 at different pH values: (a) pH = 1; (b) pH = 3; (c) pH = 5; (d) pH = 7; (e) pH = 9; 
(f) pH = 11 and (g) pH = 13. AmGO18-1 concentration: 1 mg/mL. Toluene/water ratio: 1:1. Scale bar: 
100 μm. 

 
Figure S2. Photographs 72 h after preparation of pickering emulsions stabilized by AmGO18-1 with 
different NaCl concentrations. The concentrations of NaCl (mM) are (a) 0.1; (b) 1; (c) 10; (d) 20; (e) 50; 
(f) 100; (g) 300; (h) 500; and (i) 1000. AmGO18-1 concentration: 1 mg/mL. Toluene/water ratio: 1:1. 
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Figure S3. Optical micrographs and photographs after 72 h preparation of pickering emulsions 
stabilized by AmGO18-1 at different AmGO18-1 concentrations: (a) 0.1; (b) 0.2; (c) 0.5; (d) 1; (e) 2;  
(f) 4 mg/mL. Toluene/water ratio: 1:1. Scale bar: 100 μm. 


