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Figure I: X-ray diffraction patterns of benznidazole. 

 

Figure II: X-ray diffraction patterns of benznidazole refined by the Rietveld method 

(black), using the crystallographic data described by Soares-Sobrinho et al. (2008) [18] 

(orange).  

 

 



Figure III: X-ray diffraction patterns of PCL implant (without drug) 


