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Abstract: A flexible thermo-optic variable attenuator based on long-range surface plasmon-polariton
(LRSPP) waveguide for microwave photonic application was investigated. Low-loss polymer
materials and high-quality silver strip were served as cladding layers and core layer of the LRSPP
waveguide, respectively. By using finite element method (FEM), the thermal distribution and the
optical field distribution have been carefully optimized. The fabricated device was characterized
by end-fire excitation with a 1550 nm laser. The transmission performance of high-speed data
and microwave modulated optical signal was measured while using a broadband microwave
photonics link. The results indicated that the propagation loss of the LRSPP waveguide was about
1.92 dB/cm. The maximum attenuation of optical signal was about 28 dB at a driving voltage of 4.17 V,
and the variable attenuation of microwave signals was obviously observed by applying different
driving voltage to the heater. This flexible plasmonic variable attenuator is promising for chip-scale
interconnection in high-density photonic integrated circuits and data transmission and amplitude
control in microwave photonic systems.

Keywords: variable optical attenuator (VOA); surface plasmon-polariton (SPP); microwave photonics

1. Introduction

The flexible electronics and optical devices are promising for smart wearable devices,
large capacity data communications, integrated optical sensing elements, and integrated
optoelectronics [1–3]. Recently, the demands for high speed and large capacity interconnections
in the optical communications and chip-to-chip signal transmissions increase rapidly. Flexible optical
interconnection technology is an attractive solution for these applications, owing to the large bandwidth
and the flexibility of the optical signals [4,5].

The variable optical attenuator (VOA) is an important optical component that is widely used
in optical communication systems [6,7] and optical signal processing in microwave photonics [8,9].
Especially in microwave photonic systems, microwave signals are transmitted and processed in
optical domain and the VOAs are always used to adjust and equalize the power of the optical
signals in different parallel channels. With the development of integrated optics, many chip-scale
integrated microwave photonic circuits that are used for signal processing and data transceiving have
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been realized [10,11]. In the future, large-scale multifunctional integrated optical systems will be
implemented by using chip-to-chip hybrid interconnections. Hence, the VOAs with wide attenuation
range, high-density integration, and flexible bending are necessary for parallel multi-channel
optical interconnections.

In recent years, many kinds of VOAs with different structure and mechanism have been reported,
such as radiation loss tuning in the S-bend waveguide [12], phase adjusting in Mach–Zehnder
interferometers (MZIs) [13,14], optical evanescent field absorption in the waveguide [15], and light
mode tuning in a multimode interference device (MMI) [16–20], etc. Although these works above
present excellent performance in different aspects, such as low-power, low insertion loss, large
attenuation range, but still not adequate to meet the requirements of sub-wavelength optical
manipulation as well as transmission in higher integrated circuits in the future for the optical diffraction
limit [12,21].

The surface plasmon-polariton (SPP), which is a transverse magnetic (TM) polarized plasmon
mode that exists in the interface between a metal and a dielectric, has been shown to transmit optical
signals beyond the diffraction limit [22–24]. It is very advantageous for high-density integrated
optical systems [21]. With a symmetrical dielectric cladding and thin film core, the surface plasmon
modes that are associated with the upper and lower of the metal-dielectric interfaces couple and form
a low-loss symmetric mode, known as the long-range SPP (LRSPP) [25]. In comparison with the
asymmetric short-range SPP (SRSPP) mode, the LRSPP mode has a large propagation length due to
its low propagation loss and it can be applied to chip-to-chip interconnections. But, the SRSPP mode
generally has a small mode size and it is suitable for compact integrated optic devices and hybrid
integrated chips [26,27]. The SPP waveguides have been employed in various optical devices, such as
VOAs [28], filters [29], switches [30], and modulators [31–33] for the refractive indices of the claddings
can be adjusted by thermo-optic or electro-optic effect. The LRSPP waveguide consisting of dielectric
claddings with similar refractive indices and the metal thin film is extremely sensitive to the symmetry
of refractive indices. The mode cut-off of LRSPP in the metal strip can be acquired with an asymmetry
in the refractive indices of the dielectric layers above and below the thin metal strip. For a slight
asymmetry, the LRSPP mode is still supported, while if the asymmetry is too large the LRSPP mode
becomes cut-off and no low loss modes are supported, resulting in asymmetric SRSPP mode with
high propagation loss. Light input into the structure radiates away from the metal strip core. Besides,
the mode size of the LRSPP waveguide can be adjusted by changing the thickness and width of the
stripe core to obtain a low coupling loss with other kinds of waveguide devices or fibers.

Based on the sensitivity to interface property of the LRSPP waveguide mentioned above, several
VOAs have been proposed and investigated. For example, a LRSPP VOA that is based on electro-optic
controllable liquid crystals and polymers is investigated and it exhibits a good performance of low
power, high extinction ratio, and low insertion loss [34]. For both polarization use, a plasmonic
nanowire-based thermo-optic VOA with a cross-section of 250 nm × 250 nm shows a low polarization
dependent loss of ±2.5 dB with a compact footprint of 1 mm [35]. Another thermo-optic LRSPP
modulator with a length of 1 cm is investigated at telecom wavelengths and it shows low driving
power and high extinction ratio [36]. However, most of these VOAs use metal strip core as the heater,
which will limit the physical lifetime of the device because the thin metal strip core may be wrinkled
and damaged at a high temperature.

In this paper, we design a flexible VOA with a structure consisting of LRSPP waveguide and a
thermal heater. By using a simple spin-coating, photolithography, and wet etching process, the device
has been fabricated and then characterized at a wavelength of 1.55 µm. The performance of optical
attenuation and high speed data transmission are measured.

2. Device Design and Simulation

The schematic diagram of the VOA based on LRSPP waveguide is shown in Figure 1. The bottom
left inset is the cross-section of the device. It consists of a gold (Au) layer, lower polymer cladding,
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thin metal strip core, upper polymer cladding and a heater aligned on top of the upper cladding.
The thicknesses of the upper and lower polymer cladding layers are both 15 µm. The silver (Ag) strip
core of the LRSPP waveguide is carefully designed with an optimized parameter and the width and
thickness is 4 µm and 12 nm, respectively. The heater is made of aluminum (Al). Its cross-section
dimension is 10 µm wide and 150 nm thick and the length is 10 mm. The refractive indices of the
polymer claddings are both 1.45 and that of the Ag strip core is 0.15 + 11.38i at 1550 nm. The calculated
optical field distribution by the finite element method (FEM) is shown in the top right inset of Figure 1.
It indicates that the optical field is symmetrically distributed in the interface between the claddings
and the strip core, and most of the energy is distributed in the claddings next to the interface, which
ensures a long-range propagation mode.
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Figure 1. The schematic diagram of the variable optical attenuator (VOA). The bottom left inset is
the cross-section and the top right inset is the optical field distribution of the long-range surface
plasmon-polariton (LRSPP) waveguide.

The principle of the VOA is based on changing the radiation loss of the LRSPP waveguide
resulting from the refractive index difference between the upper and lower claddings. When a voltage
is applied to the heater, thermal energy being produced by resistive heating is transferred to the upper
cladding, Ag strip, and lower cladding in turn. Then, a temperature gradient is established by the
thermal energy and it increases with the applied voltage, as shown in Figure 2. The temperature
gradient subsequently results in the refractive index difference between the upper and lower cladding
due to the thermo-optic effect. Finally, the asymmetry of refractive indices results in the radiation loss
of the LRSPP mode. Therefore, the optical output power of the device can be controlled by changing
the temperature gradient by applying different voltages to the heater. The thermo-optic coefficient of
the polymer is −1.758 × 10−4/◦C. The negative thermo-optic coefficient results in the refractive index
decrease with the increase in temperature.
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According to the dimension of the heater, we can calculate resistance of the heater. By using
FEM, we calculate the thermal distribution in the device while applying different voltages to the
heater, as shown in Figure 2a–d. The corresponding temperature distribution is shown in Figure 2e.
It shows a clear asymmetry distribution of the temperature in the upper and lower claddings when
the voltage is applied. Temperature gradient also increases rapidly with the increasing applied voltage
(see Figure 2e), which will result in a larger refractive index gradient and eventually enlarge the
radiation loss of the LRSPP mode. Therefore, the propagation loss of the device can be adjusted by
changing the applied voltage to the heater.

3. Experiments

Figure 3 presents the fabrication process of the flexible thermo-optic VOA based on LRSPP
waveguide. Firstly, a layer of 40 nm thick Au was thermally evaporated on the silicon wafer as an
adhesion layer, which made it easy to peel off the flexible device from the wafer in the last step.
Then, a layer of 15 µm thick ultraviolet (UV) cured epoxy resin was spin-coated on the Au layer as
the lower polymer cladding. After a subsequent bake at 160 ◦C for 30 min, a layer of 2.5 µm thick
negative photoresist was spin-coated and baked at 110 ◦C for 3 min. With a UV photolithography
and development, the photoresist was patterned to fabricate a 4 µm wide strip groove. The electron
beam evaporation method was used to deposit high-quality Ag thin metal film of 12 nm thick onto the
negative photoresist layer. In the evaporation process, a high-purity (>99.999%) solid Ag and a very
low deposit speed of 0.02 nm/s in a high vacuum of 1 × 10−4 Pa were used to ensure a high-quality
Ag film. After that, the patterned negative photoresist layer was lift-off and a 4 µm wide Ag strip was
left over to form the core layer of LRSPP waveguide. Then, another layer of 15 µm thick UV-cured
epoxy resin was spin-coated and cured as upper cladding. To fabricate the heater, a layer of 150 nm Al
film was thermally evaporated. Then, a layer of positive photoresist was spin-coated and patterned
by UV photolithography. After that, wet etching was used to fabricate the Al heater with sodium
hydroxide (NaOH) solution. Finally, the flexible device was lift-off from the silicon wafer. After the
fabrication process above, the two end faces of the device were polished to minimize the coupling loss
between the fiber arrays and the waveguide.
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The schematic diagram of the measurement setup for the thermo-optic VOA is shown in Figure 4.
To study the transmission characteristics of high frequency microwave signals, we constructed
a broadband microwave photonics link with a bandwidth over 25 GHz. Vector network analyzer (VNA)
with a bandwidth of 50 GHz was used to measure the transmission characteristics of the high frequency
microwave signals. The light at 1550 nm from a distributed feedback (DFB) laser source was modulated
by high frequency microwave signals via a lithium niobate (LiNbO3) electro-optic modulator (EOM).
The modulated light was perpendicularly polarized to the waveguide plane by passing through a
polarization controller (PC) and then coupled into the waveguide to excite LRSPP mode through
a standard single mode fiber (SMF) array. To measure the optical attenuation characteristics of the
VOA, a direct-current (DC) power supply was used to apply different voltages to the heater through
two probes. In the output port of the device, a standard SMF array was used in order to couple
the output light signal into an optical power meter to measure the propagation loss of the LRSPP
waveguide and the optical attenuation characteristics of the VOA. Alternatively, the output light was
also coupled into a broadband photodetector to demodulate the high frequency microwave signals.
Herein, we used an Erbium-doped fiber amplifier (EDFA) with a gain of 20 dB to compensate for
the insertion loss of the LRSPP waveguide-based VOA. Meanwhile, a microwave power amplifier
(PA) with a gain of 19 dB was employed to compensate the total loss of the microwave photonic link.
The fabricated thermo-optic VOA under test is shown in the top left inset of Figure 5.
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of the LRSPP waveguide. Bottom left inset is the photograph taken by an optical microscope.
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4. Results and Discussion

The output light of LRSPP waveguide was observed before packing with the fiber array by using
an infrared (IR) charge-coupled device (CCD). The near-field output spot of the device is shown in
the top right inset of Figure 5. The bright spot shows that the fabricated LRSPP waveguide has a
good performance in terms of light propagation. By coupling the output light into the optical power
meter, the propagation loss of the LRSPP waveguide is measured at about 1.92 dB/cm by cut-back
method, as shown in Figure 6. The results show that the propagation loss is at least two times lower
than other previously reported flexible LRSPP waveguide [37,38]. It also indicates that the quality
of the fabricated LRSPP waveguide is very high. In order to investigate the performance of the
optical attenuation, the voltage is applied to the heater. As the applied voltage increases, the optical
attenuation can be observed clearly, as shown in Figure 7. The measured results show that a maximum
optical attenuation of over 28 dB is acquired at a driving voltage of 4.17 V. At the same time, we can
see that the optical attenuation is inconspicuous when the applied voltage is lower than about 2.5 V.
While the applied voltage is larger than 2.5 V, the output optical power decreases rapidly. The reason
of this phenomenon can be attributed to the fact that the LRSPP mode still exists in spite of a slight
asymmetry of the refractive index that is produced by a relatively low driving voltage. When a larger
voltage is applied, the asymmetry is too large and the LRSPP mode becomes cut-off. In other words,
the SPP mode changes from nonradiative mode to radiative mode in the case of a large asymmetry of
the refractive index.
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By using the microwave photonics link and the VNA, we can observe the transmission and
attenuation characteristics of high frequency microwave signals. The microwave attenuation can
be attributed to the decrease of the optical light coupled into the photodetector. According to the
measured results of the optical attenuation above, the maximum optical attenuation of 28 dB can
result in a maximum microwave attenuation of 56 dB for the square relation between optical loss and
microwave loss. The measured microwave transmission and attenuation characteristics under different
applied voltage are shown in Figure 8. In the experiment, we carefully adjust the voltage in order to
acquire each microwave attenuation interval of 5 dB. Similar to the optical attenuation characteristics,
the microwave attenuation increases with the increase of applied voltage. The microwave attenuation
is also inconspicuous when the applied voltage is lower than about 2.5 V. Only 5 dB attenuation is
acquired when the applied voltage increases from 0 V to 2.51 V. While the applied voltage is larger
than 2.5 V, the microwave attenuation increases rapidly. Over 50 dB attenuation is acquired as the
voltage increases from 2.51 V to 4.05 V. As the applied voltage increases, more noise appears in the
transmission curve. The reason is that the optical power reached in the photodetector is too low to
demodulate the high frequency microwave signals. In spite of the noise in the curve, a maximum
attenuation of about 55 dB is acquired.
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After the characterization of optical propagation loss and microwave transmission performance,
we also carried out a data transmission experiment with the flexible LRSPP waveguide by using a
bit-error-rate (BER) test system (N4903B, Agilent Technology, Santa Clara, CA, USA). Figure 9 shows
the measured eye diagrams of the total microwave photonics link. A modulated light with 3 Gb/s,
6 Gb/s, 10 Gb/s, and 12.5 Gb/s pseudorandom-binary sequence (PRBS) (231 − 1) generated by a
pulse-pattern-generator (PPG) was transmitted through the flexible LRSPP waveguide. As shown in
Figure 9, the eye is well open at a different transmission speed. The BER at 12.5 Gb/s was measured
about 1.13 × 10−10. The results indicate that the flexible LRSPP waveguide is suitable for high speed
optical interconnections.

Evidently, the fabricated devices still suffer from too high insertion loss to meet practical
applications. In comparison with the other low power VOAs [39–41], the power consumption is
a little larger as well. It is mainly due to the thick polymer cladding that extends the distance of
thermal diffusion. However, a good performance of the optical and microwave attenuation has been
acquired. Furthermore, the transmission of a light signal modulated by high frequency microwave
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signals through the flexible LRSPP waveguide-based VOA has been tested in spite of obstacles of large
insertion loss, wave vector difference, and dispersion of the LRSPP mode. It is a potential solution
to realize the flexible chip-scale interconnections and power equalization in the optical systems.
The problem of large insertion loss can be solved by further optimizing the coupling loss between fiber
and waveguide or using gain media doped polymer to reduce the propagation loss in the future.
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5. Conclusions

We demonstrated a flexible thermo-optic variable attenuator based on LRSPP waveguide that can
be used to transmit and equalize high frequency microwave signals in microwave photonic systems.
The controllable optical attenuation has been realized by applied different driving voltage to the
thermo-optic VOA. The experimental results show that the maximum optical attenuation of the VOA is
over 28 dB at a driving voltage of 4.17 V. The maximum attenuation of microwave signals is about 55 dB.
The flexible thermo-optic VOA using LRSPP waveguide is promising for chip-scale interconnection in
high-density photonic integrated circuits and data transmission, amplitude control, and equalization
in microwave photonic systems.

Author Contributions: J.T. and T.Z. conceived and designed the experiments; Y.-R.L. and L.-J.Z. performed the
experiments; X.-C.F. and X.-M.X. analyzed the data; G.Q. and N.Z. contributed reagents and materials; J.T. wrote
the paper.

Funding: This work is supported by Ministry of Science and Technology (MOST) under Grant Number
2017YFA0205800, National Natural Science Foundation of China (NSFC) under grant numbers 11734005
and the Fundamental Research Funds for the Central Universities under grant numbers 2242018k1G020
and 2242015KD006.

Acknowledgments: We appreciate Sami Iqbal for the manuscript revision. We also appreciate Wei Li at School of
Information Science and Engineering, Southeast University for granting us access to their BER test system.

Conflicts of Interest: The authors declare no conflict of interest.

References

1. Rogers, J.A.; Someya, T.; Huang, Y. Materials and mechanics for stretchable electronics. Science 2010, 327,
1603–1607. [CrossRef] [PubMed]

2. Khan, Y.; Ostfeld, A.E.; Lochner, C.M.; Pierre, A.; Arias, A.C. Monitoring of vital signs with flexible and
wearable medical devices. Adv. Mater. 2016, 28, 4373–4395. [CrossRef] [PubMed]

http://dx.doi.org/10.1126/science.1182383
http://www.ncbi.nlm.nih.gov/pubmed/20339064
http://dx.doi.org/10.1002/adma.201504366
http://www.ncbi.nlm.nih.gov/pubmed/26867696


Micromachines 2018, 9, 369 9 of 10

3. Fan, F.R.; Tang, W.; Wang, Z.L. Flexible nanogenerators for energy harvesting and self-powered electronics.
Adv. Mater. 2016, 28, 4283–4305. [CrossRef] [PubMed]

4. Kim, J.T.; Ju, J.J.; Park, S.; Kim, M.S.; Park, S.K.; Lee, M.H. Chip-to-chip optical interconnect using gold
long-range surface plasmon polariton waveguides. Opt. Express 2008, 16, 13133–13138. [CrossRef] [PubMed]

5. Prajzler, V.; Neruda, M.; Nekvindova, P. Flexible multimode polydimethyl-diphenylsiloxane optical planar
waveguides. J. Mater. Sci. Mater. Electron. 2018, 29, 5878–5884. [CrossRef]

6. Tsuchizawa, T.; Yamada, K.; Watanabe, T.; Park, S.; Nishi, H.; Kou, R.; Shinojima, H.; Itabashi, S.-I. Monolithic
integration of silicon-, germanium-, and silica-based optical devices for telecommunications applications.
IEEE J. Sel. Top. Quantum Electron. 2011, 17, 516–525. [CrossRef]

7. Dong, P. Silicon photonic integrated circuits for wavelength-division multiplexing applications. IEEE J. Sel.
Top. Quantum Electron. 2016, 22, 370–378. [CrossRef]

8. Capmany, J.; Mora, J.; Ortega, B.; Pastor, D. Microwave photonic filters using low-cost sources featuring
tunability, reconfigurability and negative coefficients. Opt. Express 2005, 13, 1412–1417. [CrossRef] [PubMed]

9. Li, X.; Dong, J.; Yu, Y.; Zhang, X. A tunable microwave photonic filter based on an all-optical differentiator.
IEEE Photonics Technol. Lett. 2011, 23, 308–310. [CrossRef]

10. Marpaung, D.; Roeloffzen, C.; Heideman, R.; Leinse, A.; Sales, S.; Capmany, J. Integrated microwave
photonics. Laser Photonics Rev. 2013, 7, 506–538. [CrossRef]

11. Wu, J.Y.; Xu, X.Y.; Nguyen, T.G.; Chu, S.T.; Little, B.E.; Morandotti, R.; Mitchell, A.; Moss, D.J. Rf photonics:
An optical microcombs’ perspective. IEEE J. Sel. Top. Quantum Electron. 2018, 24, 1–20. [CrossRef]

12. Wang, L.F.; Song, Q.Q.; Wu, J.Y.; Chen, K.X. Low-power variable optical attenuator based on a hybrid
sion-polymer s-bend waveguide. Appl. Opt. 2016, 55, 969–973. [CrossRef] [PubMed]

13. Maese-Novo, A.; Zhang, Z.Y.; Irmscher, G.; Polatynski, A.; Mueller, T.; de Felipe, D.; Kleinert, M.; Brinker, W.;
Zawadzki, C.; Keil, N. Thermally optimized variable optical attenuators on a polymer platform. Appl. Opt.
2015, 54, 569–575. [CrossRef]

14. Chen, S.T.; Shi, Y.C.; He, S.L.; Dai, D.X. Variable optical attenuator based on a reflective mach-zehnder
interferometer. Opt. Commun. 2016, 361, 55–58. [CrossRef]

15. Mohsin, M.; Schall, D.; Otto, M.; Chmielak, B.; Porschatis, C.; Bolten, J.; Neumaier, D. Graphene based
on-chip variable optical attenuator operating at 855 nm wavelength. Opt. Express 2017, 25, 31660–31669.
[CrossRef] [PubMed]

16. Yu, Y.Y.; Sun, X.Q.; Ji, L.T.; He, G.B.; Wang, X.B.; Yi, Y.J.; Chen, C.M.; Wang, F.; Zhang, D.M. The 650-nm
variable optical attenuator based on polymer/silica hybrid waveguide. Chin. Phys. B 2016, 25, 054101.
[CrossRef]

17. Sun, X.; Xie, Y.; Liu, T.; Chen, C.; Wang, F.; Zhang, D. Variable optical attenuator based on long-range surface
plasmon polariton multimode interference coupler. J. Nanomater. 2014, 2014, 1. [CrossRef]

18. Gu, Y.L.; Chen, C.M.; Zheng, Y.; Shi, Z.S.; Wang, X.B.; Yi, Y.J.; Jiang, T.C.; Sun, X.Q.; Wang, F.; Cui, Z.C.; et al.
Heat-induced multimode interference variable optical attenuator based on novel organic-inorganic hybrid
materials. J. Opt. 2015, 17, 085802. [CrossRef]

19. Oh, M.-C.; Chu, W.-S.; Shin, J.-S.; Kim, J.-W.; Kim, K.-J.; Seo, J.-K.; Lee, H.-K.; Noh, Y.-O.; Lee, H.-J. Polymeric
optical waveguide devices exploiting special properties of polymer materials. Opt. Commun. 2016, 362, 3–12.
[CrossRef]

20. Noh, Y.O.; Lee, C.H.; Kim, J.M.; Hwang, W.Y.; Won, Y.H.; Lee, H.J.; Han, S.G.; Oh, M.C. Polymer waveguide
variable optical attenuator and its reliability. Opt. Commun. 2004, 242, 533–540. [CrossRef]

21. Sorger, V.J.; Oulton, R.F.; Ma, R.M.; Zhang, X. Toward integrated plasmonic circuits. MRS Bull. 2012, 37,
728–738. [CrossRef]

22. Fang, Y.; Sun, M. Nanoplasmonic waveguides: Towards applications in integrated nanophotonic circuits.
Light Sci. Appl. 2015, 4, e294. [CrossRef]

23. Zhang, X.Y.; Hu, A.; Wen, J.Z.; Zhang, T.; Xue, X.J.; Zhou, Y.; Duley, W.W. Numerical analysis of deep
sub-wavelength integrated plasmonic devices based on semiconductor-insulator-metal strip waveguides.
Opt. Express 2010, 18, 18945–18959. [CrossRef] [PubMed]

24. Gramotnev, D.K.; Bozhevolnyi, S.I. Plasmonics beyond the diffraction limit. Nat. Photonics 2010, 4, 83–91.
[CrossRef]

25. Berini, P. Long-range surface plasmon polaritons. Adv. Opt. Photonics 2009, 1, 484–588. [CrossRef]

http://dx.doi.org/10.1002/adma.201504299
http://www.ncbi.nlm.nih.gov/pubmed/26748684
http://dx.doi.org/10.1364/OE.16.013133
http://www.ncbi.nlm.nih.gov/pubmed/18711551
http://dx.doi.org/10.1007/s10854-018-8560-z
http://dx.doi.org/10.1109/JSTQE.2010.2089430
http://dx.doi.org/10.1109/JSTQE.2016.2575358
http://dx.doi.org/10.1364/OPEX.13.001412
http://www.ncbi.nlm.nih.gov/pubmed/19495017
http://dx.doi.org/10.1109/LPT.2010.2098476
http://dx.doi.org/10.1002/lpor.201200032
http://dx.doi.org/10.1109/JSTQE.2018.2805814
http://dx.doi.org/10.1364/AO.55.000969
http://www.ncbi.nlm.nih.gov/pubmed/26906360
http://dx.doi.org/10.1364/AO.54.000569
http://dx.doi.org/10.1016/j.optcom.2015.10.041
http://dx.doi.org/10.1364/OE.25.031660
http://www.ncbi.nlm.nih.gov/pubmed/29245837
http://dx.doi.org/10.1088/1674-1056/25/5/054101
http://dx.doi.org/10.1155/2014/394976
http://dx.doi.org/10.1088/2040-8978/17/8/085802
http://dx.doi.org/10.1016/j.optcom.2015.07.079
http://dx.doi.org/10.1016/j.optcom.2004.09.030
http://dx.doi.org/10.1557/mrs.2012.170
http://dx.doi.org/10.1038/lsa.2015.67
http://dx.doi.org/10.1364/OE.18.018945
http://www.ncbi.nlm.nih.gov/pubmed/20940788
http://dx.doi.org/10.1038/nphoton.2009.282
http://dx.doi.org/10.1364/AOP.1.000484


Micromachines 2018, 9, 369 10 of 10

26. Dabos, G.; Manolis, A.; Papaioannou, S.; Tsiokos, D.; Markey, L.; Weeber, J.C.; Dereux, A.; Giesecke, A.L.;
Porschatis, C.; Chmielak, B.; et al. Cmos plasmonics in wdm data transmission: 200 Gb/s (8 × 25 Gb/s)
transmission over aluminum plasmonic waveguides. Opt. Express 2018, 26, 12469–12478. [CrossRef]
[PubMed]

27. Dabos, G.; Ketzaki, D.; Manolis, A.; Markey, L.; Weeber, J.C.; Dereux, A.; Giesecke, A.L.; Porschatis, C.;
Chmielak, B.; Tsiokos, D.; et al. Plasmonic stripes in aqueous environment co-integrated with si3n4 photonics.
IEEE Photonics J. 2018, 10, 1–8. [CrossRef]

28. Gagnon, G.; Lahoud, N.; Mattiussi, G.A.; Berini, P. Thermally activated variable attenuation of long-range
surface plasmon-polariton waves. J. Lightwave Technol. 2006, 24, 4391–4402. [CrossRef]

29. Lee, J.; Lu, F.; Belkin, M.A. Broadly wavelength tunable bandpass filters based on long-range surface plasmon
polaritons. Opt. Lett. 2011, 36, 3744–3746. [CrossRef] [PubMed]

30. Papaioannou, S.; Kalavrouziotis, D.; Vyrsokinos, K.; Weeber, J.-C.; Hassan, K.; Markey, L.; Dereux, A.;
Kumar, A.; Bozhevolnyi, S.I.; Baus, M.; et al. Active plasmonics in wdm traffic switching applications.
Sci. Rep. 2012, 2, 652. [CrossRef] [PubMed]

31. Kim, J.T.; Chung, K.H.; Choi, C.-G. Thermo-optic mode extinction modulator based on graphene plasmonic
waveguide. Opt. Express 2013, 21, 15280–15286. [CrossRef] [PubMed]

32. Haffner, C.; Heni, W.; Fedoryshyn, Y.; Niegemann, J.; Melikyan, A.; Elder, D.L.; Baeuerle, B.; Salamin, Y.;
Josten, A.; Koch, U.; et al. All-plasmonic mach-zehnder modulator enabling optical high-speed
communication at the microscale. Nat. Photonics 2015, 9, 525–529. [CrossRef]

33. Fan, H.; Berini, P. Thermo-optic characterization of long-range surface-plasmon devices in cytop. Appl. Opt.
2013, 52, 162–170. [CrossRef] [PubMed]

34. Zografopoulos, D.C.; Beccherelli, R. Plasmonic variable optical attenuator based on liquid-crystal tunable
stripe waveguides. Plasmonics 2013, 8, 599–604. [CrossRef]

35. Leosson, K.; Rosenzveig, T.; Hermannsson, P.G.; Boltasseva, A. Compact plasmonic variable optical
attenuator. Opt. Express 2008, 16, 15546–15552. [CrossRef] [PubMed]

36. Nikolajsen, T.; Leosson, K.; Bozhevolnyi, S.I. In-line extinction modulator based on long-range surface
plasmon polaritons. Opt. Commun. 2005, 244, 455–459. [CrossRef]

37. Vernoux, C.; Chen, Y.T.; Markey, L.; Sparchez, C.; Arocas, J.; Felder, T.; Neitz, M.; Brusberg, L.; Weeber, J.C.;
Bozhevolnyi, S.I.; et al. Flexible long-range surface plasmon polariton single-mode waveguide for optical
interconnects. Opt. Mater. Express 2018, 8, 469–484. [CrossRef]

38. Nikolajsen, T.; Leosson, K.; Salakhutdinov, I.; Bozhevolnyi, S.I. Polymer-based surface-plasmon-polariton
stripe waveguides at telecommunication wavelengths. Appl. Phys. Lett. 2003, 82, 668–670. [CrossRef]

39. Wu, X.P.; Liu, W.; Yuan, Z.L.; Liang, X.R.; Chen, H.; Xu, X.H.; Tang, F.F. Low power consumption voa array
with air trenches and curved waveguide. IEEE Photonics J. 2018, 10, 1–8. [CrossRef]

40. Sun, S.Q.; Niu, D.H.; Sun, Y.; Wang, X.B.; Yang, M.; Yi, Y.J.; Sun, X.Q.; Wang, F.; Zhang, D.M. Design and
fabrication of all-polymer thermo-optic variable optical attenuator with low power consumption. Appl. Phys.
Mater. Sci. Process. 2017, 123, 646. [CrossRef]

41. Ren, M.Z.; Zhang, J.S.; An, J.M.; Wang, Y.; Wang, L.L.; Li, J.G.; Wu, Y.D.; Yin, X.J.; Hu, X.W. Low power
consumption 4-channel variable optical attenuator array based on planar lightwave circuit technique.
Chin. Phys. B 2017, 26, 074221. [CrossRef]

© 2018 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access
article distributed under the terms and conditions of the Creative Commons Attribution
(CC BY) license (http://creativecommons.org/licenses/by/4.0/).

http://dx.doi.org/10.1364/OE.26.012469
http://www.ncbi.nlm.nih.gov/pubmed/29801284
http://dx.doi.org/10.1109/JPHOT.2018.2792533
http://dx.doi.org/10.1109/JLT.2006.883683
http://dx.doi.org/10.1364/OL.36.003744
http://www.ncbi.nlm.nih.gov/pubmed/21964083
http://dx.doi.org/10.1038/srep00652
http://www.ncbi.nlm.nih.gov/pubmed/22973502
http://dx.doi.org/10.1364/OE.21.015280
http://www.ncbi.nlm.nih.gov/pubmed/23842314
http://dx.doi.org/10.1038/nphoton.2015.127
http://dx.doi.org/10.1364/AO.52.000162
http://www.ncbi.nlm.nih.gov/pubmed/23314631
http://dx.doi.org/10.1007/s11468-012-9440-7
http://dx.doi.org/10.1364/OE.16.015546
http://www.ncbi.nlm.nih.gov/pubmed/18825193
http://dx.doi.org/10.1016/j.optcom.2004.09.045
http://dx.doi.org/10.1364/OME.8.000469
http://dx.doi.org/10.1063/1.1542944
http://dx.doi.org/10.1109/JPHOT.2018.2816647
http://dx.doi.org/10.1007/s00339-017-1257-y
http://dx.doi.org/10.1088/1674-1056/26/7/074221
http://creativecommons.org/
http://creativecommons.org/licenses/by/4.0/.

	Introduction 
	Device Design and Simulation 
	Experiments 
	Results and Discussion 
	Conclusions 
	References

