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1. 1H NMR Spectra of complexes 1-3 
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Figure S11. FTIR of L1H 
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Figure S14. GPC of poly(CL-co-BOD)  

  



 

 
Figure S15. Plot of ln[CL]0/[CL]t vs t, [ε-CL]:[1]:[BnOH] = 250:1:0, at 100 οC according to the conditions 

in Table 3, entry 22 

 

 


