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Figure S1.  The 1H NMR spectrum of poly(1‐hexene) synthesised using (salicylaldimine)iron(III) pre‐

catalyst 1 with EtAlCl2. 

 

Figure S2. 13C{1H} NMR spectrum of the poly(1‐hexene) obtained using (salicylaldimine)iron(III) pre‐

catalyst 1 (Table 1: entry 7).  

 



Catalysts 2016, 6, 47; doi:10.3390/catal6030047  S2 of S2  

 

 

Figure S3. 13C{1H} NMR spectrum of the poly(1‐hexene) obtained using (salicylaldimine)iron(III) pre‐

catalyst 1 (Table 1: entry 9).  

 

Figure S4. 13C{1H} NMR spectrum of the poly(1‐hexene) obtained using (salicylaldimine)iron(III) pre‐

catalyst 1 (Table 1: entry 10).  
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