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Figure  S1.  A  set  of  experiment  was  performed  to  prove  the  non‐  cytotoxic  evidence  of  the 

nanoparticles/PLLA composite. The cytotoxicity of the nano‐Fe3O4/PLLA composites was evaluated 

by determining the viability of MG‐63 cells after incubation in medium containing liquid extracts of 

the composites for 24 h. 


