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Table S1. Electrospininng conditions for each sample. 

Sample name 
Component ratio (%) 

Voltage Injections speed 
SF PU (Pellethane®) 

SF/PU = 10/0 100 0 17 kV 12 µl/min 

SF/PU = 7/3 70 30 17 kV 12 µl/min 

SF/PU = 5/5 50 50 16 kV 12 µl/min 
SF/PU = 3/7 30 70 15 kV 12 µl/min 

SF/PU = 0/10 0 100 20 kV 12 µl/min 
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