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Abstract

:

To improve the performance of a soy flour (SF)-based adhesive, a low-cost hydroxymethyl melamine prepolymer (HMP) was synthesized and then used to modify the SF-based adhesive. The HMP was characterized, and the performance of the adhesive was evaluated, including its residual rate, functions, thermal stability, and fracture section. Plywood was fabricated to measure wet shear strength. The results indicated that the HMP preferentially reacted with polysaccharose in SF and formed a cross-linking network to improve the water resistance of the adhesive. This polysaccharose-based network also combined with the HMP self-polycondensation network and soy protein to form an interpenetrating network, which further improved the water resistance of the adhesive. With the addition of 9% HMP, the wet shear strength (63 °C) of the plywood was 1.21 MPa, which was 9.3 times that of the SF adhesive. With the HMP additive increased to 15%, the shear strength (100 °C) of the plywood was 0.79 MPa, which met the plywood requirement for exterior use (≥0.7 MPa) in accordance with Chinese National Standard (GB/T 9846.3-2004). With the addition of 9% and 15% HMP, the residual rates of the adhesive improved by 5.1% and 8.5%, respectively. The dense interpenetrating network structure improved the thermal stability of the resultant adhesive and created a compact fracture to prevent moisture intrusion, which further increased the water resistance of the adhesive.
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1. Introduction


The soy-based adhesive is a green and ecofriendly adhesive that provides several advantages, including rich and cheap sources of raw materials, ease of handling, and renewability [1,2,3]. Studies have been conducted on the soy-based adhesive as a replacement for the formaldehyde-based adhesive, and its use in the wood-based panel fabrication industry [4,5]. However, the soy-based adhesive also has several disadvantages, including high viscosity, low bonding strength, and poor water resistance, which limit its industrial applications [6,7].



A number of studies have been conducted to improve the water resistance of the soy protein-based adhesive by modification [8], such as molecular modification and denaturing agent cross-linker modification [9]. Soy protein molecular modification is mainly conducted by grafting highly active groups onto soy protein molecules to form a cross-linked network in the resultant adhesive after curing to improve water resistance [10,11,12]. This technique improves the wet shear strength of the resultant plywood; however, it is costly and complex, rendering it impractical for plywood fabrication. Denaturants unfold the protein molecule and create a more crystalline domain to prevent water intrusion, which enhances the water resistance of the resultant adhesive [13]. This increase in water resistance is insufficient though, and the plywood bonded with these modified adhesives containing denaturants fail to meet the plywood requirements for interior use [14]. (These requirements (Type II plywood) are determined in accordance with Chinese National Standards (GB/T9846.3-2004)). The cross-linker, such as epoxide and polyamidoamine-epichlorohydin (PAE) resin, can effectively improve the water resistance of soy-based adhesives, and the performance of the resultant plywood meets the interior use plywood requirements [15,16,17,18]. However, the plywood with the cross-linker-modified adhesive has dry shear strength lower than that of commercial formaldehyde-based adhesives.



Our previous research [19,20,21] identified the following reasons for the low dry bond strength of the soy protein adhesive: (1) The soy protein was characterized by a high molecular weight and could hardly penetrate the wood to form an interlock; (2) the function groups on soy protein exhibited low reactivity, which could hardly form a molecular force with the wood surface; and (3) as a main raw material, soy flour (SF) consisted of 38 wt % polysaccharose, which caused weak interface layers. Therefore, a small molecule modifier should be chosen and introduced into the soy-based adhesive system to improve both water resistance and dry bond strength.



In the present study, a hydroxymethyl melamine prepolymer (HMP) was synthesized using melamine (M) and formaldehyde (F) to obtain low-cost and water-soluble small-molecule prepolymers. The HMP as a cross-linker was mixed with SF to develop an SF–based adhesive. The functional groups, residual rate, thermal stability, and microscopic morphology of the adhesive were measured. A three-ply plywood was fabricated using the resultant adhesive, and its wet shear strength was tested. The bond strength and residual rate of the resultant adhesives were compared with those of the SF/PAE adhesive and the soy protein isolate (SPI)/HMP adhesive.




2. Materials and Methods


2.1. Materials


SF (46% soy protein, 38% polysaccharose, and other components) was purchased from Xiangchi Grrain and Oil Co. in Zibo, Shandong Province of China and milled into 200-mesh flour by using a grinder. SPI with 95% protein content, which was supplied by Yuwang Ecological Food Industry Co., Ltd. (Dezhou, Shandong, China), was also milled into 200-mesh flour. PAE resin was provided by Wuxi Tianxin Chemical Co., Ltd. (Wuxi, Jiangsu, China). HMPs were synthesized in the laboratory. Sodium hydroxide (NaOH), M, and F, which were purchased from Tianjin Chemical Reagent Co. (Tianjin, China), were of analytical grade. Other chemical reagents used in this study were analytical reagent-grade and provided by Beijing Chemical Reagents Co. Ltd., (Beijing, China). Poplar (Populus tomentosa Carr.) veneers (40 cm × 40 cm × 1.5 cm, 8% of moisture content) were supplied by Wen’an County Fujia Wood Industry Co., Ltd., (Wenan, Hebei, China).




2.2. Preparation of HMP


The overall F-to-M molar ratio that was used to prepare HMP was 2:1. M was added in two steps. First, F 37% (200 g) was added into a three-necked flask equipped with a mechanical stirrer and then adjusted to pH 9.0–9.5 with NaOH 20%. Second, M (100 g) was added, and the temperature was increased to 85 °C in 30 min while the reaction continued for 30–40 min at pH ≥ 9.0. Third, more M (55 g) was added to continue the reaction for 20–30 min. The mixture was finally cooled to 40 °C, and pH was kept within the 9.5–10.0 range. The resultant prepolymers were spray-dried to remove the free F, and a white powder was obtained. The HMP and water were mixed at a ratio of 1:1 to obtain a stable solution and then used to modify the soy-based adhesive.




2.3. Preparation of SF Adhesives


To prepare various adhesives, water was added with different contents of HMP and then mechanically stirred for 2 min at 25 °C. SF was then added and mechanically stirred for 3 min to obtain the homogeneous adhesive. Detailed formulations of the adhesive are shown in Table 1.



The HMP (sample H) adhesive was prepared as the control: 20 g wheat flour (WF) (as the filler) was added to 80 g HMP solution (with 50% water) and then mechanically stirred for 5 min at 25 °C. In addition, the SF/PAE adhesive (sample P) was prepared using the following procedure: SF (25 g) was added into the mixture of deionized water (25 g) and PAE solution (concentration 12%, 50 g), and then mechanically stirred for 5 min at 25 °C.



To further clarify the reaction between HMP and SF, the same method was used to prepare the control adhesive, with SPI as the raw material. Protein comprised 13.3% of the SPI adhesives to ensure that all adhesives had the same protein content. Detailed formulations of the adhesive are shown in Table 2.




2.4. Preparation of Three-Plywood Samples


A three-ply poplar plywood was fabricated in this study. The optional conditions for the manufacture of three-plywood samples are as follows: Adhesive loading, 180 g/m2 (evenly spread on a single plywood surface); hot-press temperature, 122 °C; hot press pressure, 1.0 MPa; and hot-press time, 70 s/mm. The water content of the resulting plywood after hot-pressing ranged from 8–10%. The plywood samples were stored under ambient conditions for at least 24 h before testing.




2.5. Characterization of Adhesive Samples


2.5.1. Shear Strength Measurement of Plywood


The properties of the bonded plywood were determined using the shear strength test. Figure 1 presents the preparation of the specimens for the shear strength test. First, the bonded plywood was cut into specimens measuring 100 mm × 25 mm (gluing area of 25 mm × 25 mm) [19]. The cut specimens were then placed in a dry room, immersed in water at 63 °C, and boiled at 100 °C and remained under these three conditions for 3 h. The shear strength was finally determined using a common tensile machine operating at a speed of 10.0 mm·min−1 and then dried at room temperature for 10 min before testing. Each sample with six replicates was tested. In addition, when shear dry strength was measured, the samples were first wetted with a brush to reduce the destruction of the wood. The force required to break the glued specimen was recorded, and the average of each set of data was determined. The shear strength was calculated using the following equation:


    τ  m a x   =    F  m a x    A    



(1)




where    τ  m a x     is the shear strength,    F  m a x     is the maximum force to break the glued specimen, and  A  is the gluing area (25 mm × 25 mm).




2.5.2. Residual Rate Test


Residual rate testing was conducted to determine the hydrolytic stability of the adhesives. The samples were placed in an oven at 120 °C ± 2 °C until a constant weight ( M ) was obtained. The dried adhesive samples were crushed using a pestle, and the resulting products were 100–200 mesh. The cured adhesives weighing 1 g per sample and covered with filter paper were soaked in water (a glass beaker with 500 mL of water and heated in the water bath) at 50 °C for 4 h and then oven-dried again at 105 °C ± 2 °C for about 5 h until a constant weight was obtained (m). The residual rate of each sample was calculated from the three parallel values. The residual rate value (m/  M  ) is reported as a percentage in this study, as in the following equation:


  Residual   rate    ( % )  =  m M    × 100  



(2)




where  m  and  M  are the weight of soaked in water at 50 °C for 4 h and weight before soaking, respectively.




2.5.3. Fourier Transform Infrared (FTIR) Spectroscopy


The adhesive samples were cured in an oven at 120 °C ± 2 °C until a constant weight (M) was obtained. The dried adhesives were then individually ground into 200-mesh powder. Each powder sample was mixed with KBr crystals at a mass ratio of 1/70 and then pressed in a pellet for analysis. The FTIR spectra of the various adhesive samples were recorded on a Nicolet 6700 spectrometer (Nicolet Instrument Corporation, Madison, WI, USA) within the range of 400–4000 cm−1 with a 4 cm−1 resolution using 32 scans.




2.5.4. Thermogravimetry (TGA) Test


The adhesive samples were cured in an oven at 120 °C ± 2 °C until a constant weight ( M ) was obtained and ground into 200 mesh. TG measurements were recorded on a TGA instrument (TA Q50, Waters Company, New Castle, DE, USA). About 5 mg powdered sample was weighed in a platinum cup and scanned from 10 °C to 610 °C at a heating rate of 10 °C/min in a nitrogen environment while recording the weight changes in the sample.




2.5.5. Scanning Electron Microscopy (SEM) Analysis


The different adhesive samples (placed on an aluminum foil) were cured in an oven at 120 °C ± 2 °C until a constant weight ( M ) was obtained. The cured adhesives were broken, and the fracture surface of the samples was sputter-coated with gold using an E-1010 Hitachi ion sputter coater (Hitachi Science System, Ibaraki, Japan). We then observed the fractured surface of the adhesives by SEM (Hitachi Science System, Ibaraki, Japan).






3. Results and Discussion


3.1. FTIR Spectra of M and HMP


The FTIR spectra of M and HMP are presented in Figure 2. Compared with the FTIR spectra of M, that of HMP showed a new absorption at 2934 cm−1, which was attributable to the –CH2 stretching vibrations [22,23]. In addition, the new peak observed at 1338 cm−1 correspond to the C–N stretching of CH2–N [24]. Both of them indicated that the –NH2 of the M reacted with formaldehyde to generate prepolymers. The appearance of the 1155 cm−1 band in the HMP spectra was assigned to the C–N stretching of the secondary amine [25], further suggesting the existence of the abundant –NH–CH2–NH– group. The M and HMP spectra exhibited the peak at 812 cm−1, which was assigned to the typical stretching of the triazine ring [26]. This finding indicated that M was introduced into the HMP system. The aforementioned results suggested that the HMP was successfully synthesized. Figure 3 shows the chemical reaction synthesis of HMP.




3.2. Tensile/Shear Strength Measurement


The effects of HMP content on the shear strength of the plywood bonded with the different adhesives under all testing conditions are shown in Figure 4. As shown in Figure 4H, the wet shear strength of the plywood bonded with the HMP adhesive immersed in water at 63 °C and boiled in water at 100 °C were 1.31 and 1.74 MPa, respectively. The excellent water resistance was attributable to the denser structure of the HMP adhesive. The shear strength of the plywood under all conditions increased with an increase in HMP additive into the adhesive formulation. The shear strengths of the plywood bonded with the SF adhesive in a dry room was 0.81 MPa and that immersed in water at 63 °C was 0.13 MPa. All specimens (plywood bonded with SF adhesive and SF/3% HMP adhesive) boiled in water at 100 °C were delaminated, and their shear strength could not be measured. When the HMP additive reached 9%, the dry strength of the plywood increased by 184%, resulting in 2.30 MPa. The shear strength of the specimens immersed in water at 63 °C was improved by 830% relative to that of the SF adhesive, resulting in 1.21 Mpa. And the SF/9% HMP adhesive exhibited a higher wet shear strength (63 °C) than other reports [18,27,28,29]. In addition, with the addition of 6% HMP, the plywood exhibited a shear strength of 0.21 MPa when boiled in water at 100 °C. With the HMP additive further increased to 24%, the specimens immersed in water at 63 °C and boiled in water at 100 °C exhibited shear strengths increased by 189% and 590%, respectively, relative to that of SF/6% HMP, thus reaching 1.82 and 1.45 MPa. The shear strength of the plywood (bonded with SF/24% HMP adhesive) stored in a dry room could not be measured because wood failed in all specimens during testing. With an HMP additive at 9%, the shear strength of the plywood immersed in water at 63 °C was 1.21 MPa, which met the plywood requirement for interior use. With an HMP additive of 15%, the specimen cooked in water at 100 °C exhibited a shear strength of 0.79 MPa, which met the plywood requirement for exterior use. The water resistance of the plywood for exterior use (Type I plywood) was determined using a tensile/shear strength tester (WDW-200E, Jinan Times Test Gold Testing Machine Co., Ltd., Jinan, China) in accordance with the Chinese National Standards (GB/T9846.3-2004)). This significant increase could be attributed to the (1) reaction of the HMP with the function groups of SF, and the formation of the cross-link network, which improved the water resistance of the adhesive, and (2) condensation polymerization of the HMP itself during hot pressing. During this process, a chain of large molecules formed an interpenetrating network, which further improved the bond performance of the adhesive. As shown in Figure 4P, the plywood bonded with the SF/PAE adhesive immersed in water at 63 °C exhibited a shear strength of 0.83 MPa, whereas that placed in a dry room had a shear strength of 1.67 MPa. However, with 9% HMP additive, the SF/HMP adhesive exhibited a better performance than that of the SF/PAE adhesive.



SF contains 38% polysaccharose, in addition to 46% soy protein, which significantly effects on the properties of the adhesive [20]. To evaluate the effect of polysaccharose on the water resistance of the SF/HMP adhesives, SF- and SPI-based adhesive with HMP at different concentrations was developed, and the resultant plywood was tested. Figure 5 shows the shear strength of the plywood bonded with the different adhesives. The wet shear strength (63 °C) of the plywood bonded with the SPI adhesive was 0.79 MPa, which was 5.1 times higher than that of the SF adhesive (0.13 MPa). Polysaccharose in SF was hydrophilic; thus, its existence reduced the water resistance of the adhesive. When the HMP additive was from 0% to 6%, the wet shear strength (63 °C) of the plywood bonded with the SF/HMP adhesive increased by 485% relative to that of the SF adhesive, reaching 0.63 MPa. However, with an HMP additive of 6%, no apparent change was observed in the wet shear strength (63 °C) of the plywood bonded with the SPI/HMP adhesives. A further increase in HMP additive to 9% led to increases in the wet shear strength (63 °C) of the SF/HMP and SPI/HMP adhesives relative to those of the SF and SPI adhesives. The increases were 830% and 48%, reaching 1.21 and 1.17 MPa, respectively. With 12%HMP, the wet shear strength (63 °C) of the plywood bonded with the SF/HMP adhesive was 1.68 MPa, which was 1.16 times that of the wet strength of the SPI/12%HMP adhesive (1.45 MPa). This result indicated that HMP reacted preferentially with polysaccharose in the SF rather than with the soy protein. For the SPI/HMP adhesive, when the HMP additive was 6% to 12%, the increase in the wet shear strength (63 °C) of the plywood was attributed to the self-polycondensation of the HMP and the formation of an interpenetrating network. In addition, as shown in Figure 5, the change in shear strength (under dry condition and when immersed in water at 63 °C and 100 °C) of the plywood bonded with the SF/SPI adhesives exhibited similar trends.



On the basis of the aforementioned analysis, the HMP reacted primarily with polysaccharose to form a dense network system to improve the water resistance of the SF-based adhesive. In addition, the HMP self-crosslinked to form a rigid HMP network when the HMP additive reached a certain level. This HMP network was uniformly distributed in the SF adhesive system and penetrated with the soy protein to form a penetrated network. This dense penetrated network blocked the entry of water and significantly improved the water resistance of the adhesive.




3.3. Residual Rate


For wood adhesives, the water resistance is an important property that can be measured using the residual rate [30]. Figure 6 shows the residual rates of the different SF adhesives. The residual rates of HMP and SF adhesive were 98.6% and 78.4%, respectively. HMP formed a dense structure by self-crosslinking, which exhibited the excellent water resistance. During hot pressing, the SF adhesive lost water and formed a hydrogen bond to produce bond strength, which was easily broken by the moisture, resulting in a low residual rate. In addition, the low-molecular-weight polysaccharose in the SF was soluble in water and further reduced the residual rate. When the HMP additive reached 9%, the residual rate was improved by 5.1% relative to that of the SF adhesive, reaching 83.5%. With the HMP additive further increased to 18%, the residual rate also increased by 5.4%, reached 88.9%; this increase was relative to that of the SF/9% HMP adhesive. The increased in residual rate could be attributed to the (i) reaction of HMP with polysaccharose and several soy proteins to form compact and homogeneous structures, which improved the cross-linking degree of the SF adhesive and reduced the number of hydrophilic groups, thereby blocking water intrusion; (ii) cross-linking of low-molecular-weight polysaccharose and formation of a network, which reduced the solubility of the polysaccharose; and (iii) formation of a dense interpenetrating network, which prevented water intrusion. All of these contributed to the increase in water resistance of the adhesive.




3.4. FTIR Spectroscopic Analysis


The FTIR spectra of the HMP and different adhesives are presented in Figure 7. The peaks observed at approximately 3295–3314 cm−1 were assigned to the free bound O–H and N–H bending vibrations, which formed hydrogen bonds with the carbonyl group of the peptide linkage in soy protein [31]. The three major peaks of the soy protein were observed at 1659–1661, 1519–1549, and 1234–1239 cm−1, which were assigned to C=O stretching, N–H bending, C–N stretching, and N–H bending vibration, respectively [32,33]. In addition, the strongest absorption at 1050 cm−1 was observed in the SF adhesive, corresponding to C–O bending [34]. The peak at 993 cm−1 was attributed to the –OH out-of-plane bending vibration [35,36]. A strong and sharp peak was found at 812 cm−1, which was a characteristic of the triazine ring [37].



With 9% HMP additive in the adhesive formulation, the peak of C=O (Figure 7I) shifted from 1659 to 1667 cm−1 (blue shift), indicating that the adhesive formed a more stable chemical linkage and exhibited a more dense structure [38]. When HMP was cross-linked with SF and formed a dense network, the vibration of the functions required more energy, exhibiting a blue shift. The SF adhesives with 9% and 18% HMP, with absorption at 1050 and 993 cm−1, were weaker than the SF adhesive and HMP, respectively. This result was attributed to the reaction between the methylol group of HMP and active groups of the polysaccharose [39]. The appearance of a peak at 812 cm−1 in the SF/HMP and SPI/HMP adhesives indicated that HMP existed in the adhesive system. Furthermore, the stretching vibration peak at 812 cm−1 in the SF/18% HMP spectra was stronger than that of the SF/9% HMP, indicating that the HMP was well dispersed in the adhesive. With an increase in HMP additive, the peak at 1239 cm−1 (Figure 7I) was weaker than that of the SF adhesive (Figure 7II also shows a similar condition), which was attributed to the reaction of the methylol group with the –NH2 of soy protein. HMP was successfully introduced into the SF adhesive system because of the quick reaction of methylol melamine with polysaccharose and then with soy protein. This process formed a tightly crosslinked homogeneous system, and this was consistent with the changes in wet strength (Figure 5).




3.5. Thermogravimetric (TG) Analysis


In this study, TGA was used to evaluate the thermal stability of the different adhesives. The thermogravimetric (TG) and derivative thermogravimetric (DTG) curves of the adhesives are shown in Figure 8. The thermal degradation of the soy-based adhesive could be divided into three main stages (Table 3) [28,39]. After the third stage, further heating causes breakage of the C–C, C–N, and C–O linkages, and the backbone peptide bonds of soy protein decomposed, producing gases such as CO, CO2, NH3, and H2S [40].



A clear peak in the DTG curve of HMP was observed at 395.7 °C, indicating that HMP had a high degradation temperature. From the DTG curve associated with SF, two peaks at the second and third stages were attributed to the degradation of polysaccharose and soy protein, respectively [38]. When HMP was added into the SF adhesive, the peaks of the DTG curve at the second stage decreased, indicating the cross-linking of polysaccharose and formation of a denser network, which exhibited high thermal stability. Compared with the SF adhesive, the SF/HMP adhesive showed a weak peak at stage II, which was attributed to the formation of stable bonds by HMP and SF during curing of the resultant adhesive [41]. With an HMP additive in the adhesive formulation, the crosslinked polysaccharose network could play a major role in the SF/HMP adhesive system, which improved the water resistance of the adhesive. This finding was consistent with the adhesive residual rate analysis. In the third stage, with an HMP additive at 9%, the peak of the DTG curve increased to 306.8 °C compared with that of the SF adhesive (300.9 °C). This peak further moved to 326.5 °C when the HMP additive increased to 18%. In addition, no obvious peak was observed at 395.7 °C, suggesting a reaction between the HMP and SF. This reaction formed a denser cross-linked network than SF adhesive, which improved the thermal stability and water resistance of the adhesive.




3.6. SEM Analysis of Adhesives


The morphology of the fracture surfaces of the adhesives was examined by SEM to analyze the microscale surface deformation. Figure 9 presents the fracture surface of HMP and different adhesives. HMP obtained a highly uniform and dense structure after curing at 120 °C, which could effectively prevent the entry of moisture and result in pure HMP, exhibited excellent water resistance. Simultaneously, the SF adhesive clearly showed a loose and disordered fracture surface with numerous holes and cracks, which was mainly attributed to the uncrosslinked SF and the existence of water-soluble polysaccharose [19]. When the SF adhesive was cured at 120 °C, a large amount of water evaporated to form holes and cracks, which represented the channel of water intrusion. It caused the low water resistance and bad bond strength of the SF adhesive [28]. This result was in accordance with the study by Luo [13]. With an increase in HMP, the holes and cracks of the SF adhesive clearly decreased. With the HMP additive increased to 18%, the fracture surfaces of the SF adhesives appeared smoother and more compact. The reason was that HMP reacted with the SF and increased the density of the network structure during curing.





4. Conclusions


The HMP preferentially reacted with polysaccharose in SF than in soy protein. The wet shear strength of the plywood bonded with SF and SPI adhesives were 0.13 and 0.79 MPa, respectively. With 9% HMP additive, the shear strength of the plywood that bonded with the SF/HMP adhesive was 1.21 MPa, which was higher than the wet strength of the SPI/9%HMP adhesive (1.17 MPa). With a further increase in HMP additive to 12%, the wet shear strength of the SF/HMP adhesive was more significantly improved than that of the SPI/HMP adhesive.



The HMP additive in the adhesive improved the water resistance and bond performance of SF adhesives. With an increase in HMP additive, the residual rate continued to increase. When the HMP additive reached 9% and 15%, the residual rates were improved by 5.1% and 8.5%, compared with those of the SF. These increases led to final residual rates of 83.5% and 86.9%, respectively. With HMP additives of 9% and 15%, the wet shear strengths of the plywood were 1.21 MPa (63 °C) and 0.79 MPa (100 °C), which met the plywood requirements for interior and exterior uses, respectively. In addition, the shear strengths of the plywood bonded with the SF/PAE adhesive were 0.83 and 1.67 MPa immersed in water at 63 °C and placed in a dry room, respectively, which showed a poor performance that that of the plywood bonded with the SF/9% HMP adhesive (1.21 and 2.3 MPa). This improvement was attributed to the following: (i) The reaction of HMP with polysaccharose in SF and formation of cross-linked network; (ii) self-polycondensation of HMP; and (iii) formation of an interpenetrating network. This cross-linked network structure improved the thermal stability and formed a dense and smooth fracture surface, which contributed to the water resistance of the SF adhesive.
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Figure 1. Preparation of the specimens for shear strength testing. 
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Figure 2. FTIR spectra of M and HMP. 
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Figure 3. Chemical reaction synthesis of HMP. 
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Figure 4. Shear strengths of the plywood bonded with the different adhesives: H (HMP adhesive), 0 (SF adhesive), 1 (SF/3% HMP adhesive), 2 (SF/6% HMP adhesive), 3 (SF/9% HMP adhesive), 4 (SF/12% HMP adhesive), 5 (SF/15% HMP adhesive), 6 (SF/18% HMP adhesive), 7 (SF/21% HMP adhesive), 8 (SF/24% HMP adhesive), and P (SF/PAE adhesive). 
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Figure 5. Shear strengths of SF and SPI adhesives: 0 (SF and SPI adhesives); a (SF/3% HMP and SPI/3% HMP adhesives); b (SF/6% HMP and SPI/6% HMP adhesives); c (SF/9% HMP and SPI/9% HMP adhesives); d (SF/12% HMP and SPI/12% HMP adhesives). 
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Figure 6. Residual rates of SF adhesives with different amounts of HMP additives: H (HMP adhesive), 0 (SF adhesive), 1 (SF/3% HMP adhesive), 2 (SF/6% HMP adhesive), 3 (SF/9% HMP adhesive), 4 (SF/12% HMP adhesive), 5 (SF/15% HMP adhesive), 6 (SF/18% HMP adhesive), 7 (SF/21% HMP adhesive), and 8 (SF/24% HMP adhesive). 
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Figure 7. FTIR spectra of the samples: (I) (A (HMP), B (SF adhesive), C (SF/9% HMP adhesive), and D (SF/18% HMP adhesive)) and (II) (A’ (HMP), B’ (SPI adhesive), C’ (SPI/9% HMP adhesive), and D’ (SPI/18% HMP adhesive)). 
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Figure 8. TG and DTG curves of adhesives: a (HMP), b (SF adhesive), c (SF/9% HMP adhesive), and d (SF/18% HMP adhesive). I: First stage, II: Second stage, III: Third stage. 
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Figure 9. SEM images of the fracture surface: (a) (HMP), (b) (SF adhesive), (c) (SF/9% HMP adhesive), and (d) (SF/18% HMP adhesive). 
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Table 1. Various soy flour (SF) adhesive formulations.
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Sample

	
SF Adhesive Formulations




	
SF (g)

	
WF (g)

	
Water (g)

	
HMP (g)

	
PAE (g)






	
H

	
HMP adhesive

	
-

	
20

	
40

	
40

	
-




	
0

	
SF adhesive

	
25

	
-

	
75

	
-

	
-




	
1

	
SF/3% HMP adhesive

	
25

	
-

	
69

	
3

	
-




	
2

	
SF/6% HMP adhesive

	
25

	
-

	
66

	
6

	
-




	
3

	
SF/9% HMP adhesive

	
25

	
-

	
63

	
9

	
-




	
4

	
SF/12% HMP adhesive

	
25

	
-

	
60

	
12

	
-




	
5

	
SF/15% HMP adhesive

	
25

	
-

	
57

	
15

	
-




	
6

	
SF/18% HMP adhesive

	
25

	
-

	
54

	
18

	
-




	
7

	
SF/21% HMP adhesive

	
25

	
-

	
51

	
21

	
-




	
8

	
SF/24% HMP adhesive

	
25

	
-

	
48

	
24

	
-




	
8

	
SF/24% HMP adhesive

	
25

	
-

	
48

	
24

	
-




	
P

	
SF/PAE adhesive

	
25

	
-

	
25

	
-

	
50 (12.5%)
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Table 2. Various soy protein isolate (SPI) adhesive formulations.
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Sample

	
SPI Adhesive Formulations




	
SPI (g)

	
Water (g)

	
HMP (g)






	
0

	
SPI adhesive

	
13.3

	
86.7

	
-




	
a

	
SPI/3% HMP adhesive

	
13.3

	
83.7

	
3




	
b

	
SPI/6% HMP adhesive

	
13.3

	
80.7

	
6




	
c

	
SPI/9% HMP adhesive

	
13.3

	
77.7

	
9




	
d

	
SPI/12% HMP adhesive

	
13.3

	
74.7

	
12
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Table 3. Three main stages in thermal degradation of the SF adhesive.
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	Main Stages
	Temperature Range
	Changes in Thermal Degradation of the SF Adhesive





	First stage
	50–200 °C
	A post-reaction stage, which is attributed to the possible reaction of the system under thermal action and produced vapor and gases, leading to a mass loss in the adhesive. The adhesive showed no degradation of the soy protein and other major components.



	Second stage
	200–270 °C
	An initial degradation stage, which is mainly considered to the weight loss of the degradation of small molecules and the break of some unstable chemical bonds.



	Third stage
	270–360 °C
	The degradation of the skeleton structure of the adhesive, which results from the thermal degradation of the cross-linked network structure in the adhesives.











© 2018 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access article distributed under the terms and conditions of the Creative Commons Attribution (CC BY) license (http://creativecommons.org/licenses/by/4.0/).
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