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Figure Caption of the Supporting Information

Figure S1. Carboxyl groups on the NCC surface obtained through oxidation of the primary hydroxyl groups at the C6
position.
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Figure S1. Carboxyl groups on the NCC surface obtained through oxidation of the primary hydroxyl groups at the C6 position.



