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Figure S1. FT-IR spectra of l-alkyne-PHEMA-N3 (A) and c-PHEMA(B). 
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Figure S2. I373 and I384 in the emission spectra as a function of logarithm of cb-P(HEMA-g-
PNIPAAm182)50 and bb-P(HEMA-g-PNIPAAm182)50 concentration. λex = 339 nm. [Pyrene] =2 × 10 -6 M. 

 

 


