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Abstract

:

This study investigates the use of red muds as adsorbents for As (V) removal. Red mud is a waste that contains a large amount of iron oxides and hydroxides, which are excellent adsorbents of arsenic, especially those possessing magnetic properties and a large specific surface area. The purpose of the experiments was to study the possibility of obtaining an effective adsorbent by the direct extraction of alumina from bauxite using the caustic alkali fusion method and to compare the arsenic removal effectiveness and other properties of these red muds with industrial samples. Red muds were described using methods such as X-ray diffraction spectrometry (XRD), X-ray fluorescence spectrometry (XRF), SEM, vibrating sample magnetometry (VSM), and the Brunauer–Emmett–Teller (BET) method. The main iron-containing phase of the red muds obtained by fusing bauxite with caustic alkali is maghemite, which has a large specific surface area. The specific surface area of the obtained samples varied in the range of 6.1–54.9 m2/g. Arsenic adsorption experiments were carried out using five different types of red muds: industrial Bayer, industrial sintering, and red mud obtained through bauxite alkali fusion at 300, 500, and 700 °C. The red muds obtained by fusing bauxite with caustic alkali at 300 and 500 °C had the highest effectiveness removing arsenic; their As(V) uptake capacity was over 30 mg/g.
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1. Introduction


Red mud is a technogenic waste produced by the alkaline processing of bauxite into alumina using Bayer or sintering methods [1,2,3,4]. Each year, over 100 million tons of red mud are produced; the mud yield depends on the feedstock and the processing method [5,6]. For instance, low-quality feedstock yields more red mud than it produces alumina. Most plants dispose of red mud in bauxite residue disposal areas as pulp, with the pH of the pulp reaching 13 units due to the caustic alkali used for processing.



Red mud mainly consists of iron, aluminum, and titanium oxides, as well as various silicates, which are initially present in bauxites and are formed during processing. With its small particles, special chemical composition, and high pH, red mud causes great damage to the environment at the disposal sites. This was very clearly demonstrated by the environmental disasters that occurred in Eastern Europe over the past decades [7,8], which even resulted in human deaths, not to mention environmental damage. This makes red mud processing a challenge for the aluminum industry, which has yet to find a way to avoid its accumulation.



One of the possible ways to do this is through revegetation, which mainly involves attempts to convert disposal areas into land suitable for crop growth [9,10,11,12]. The industry has also developed a large number of methods to convert red mud into valuable products. The most ambitious are the production of construction materials and steels [13,14,15,16], since the requirements for raw materials are very high in these industries. The use of red mud in the production of ceramics, rare earth metals [17,18], etc. have also been proposed, as described in detail in a number of reviews [13,15,19,20]. One of the useful properties of red mud is the ability to adsorb harmful impurities from gases and liquids, including sulfur oxides [21], heavy non-ferrous metals [22,23,24] and ions of weak acids, the most harmful of which are arsenic and antimony compounds [25].



Arsenic is one of the most dangerous elements found in a large number of natural compounds [26,27]. In many countries, most notably Asia, its content in groundwater exceeds threshold values [28,29,30]. Mines and sulfide mineralization sites are the main sources of arsenic, with large amounts released by enterprises that store waste in dams without proper pre-treatment. In the Ural region of Russia, the main source of arsenic is the copper industry, which processes arsenic-containing concentrates [31]. Their pyro- and hydrometallurgical processes generate effluent containing up to 1 g/L of arsenic, which needs proper treatment before rejection [32].



Arsenic causes a broad set of dangerous diseases such as diabetes, digestive, cardiovascular, and neurological conditions, and increases the risk of cancer [33,34]. Many countries have already adopted rules limiting the arsenic content in drinking water to 0.01 mg/L, as recommended by the World Health Organization (WHO) and the United States Environmental Protection Agency (USEPA) [35,36].



A large number of arsenic water treatment methods have been proposed such as oxidation and precipitation [37], coagulation [38], co-precipitation [39], the use of membranes and reverse osmosis [40], electrolysis [41], and ion exchange [42]. However, these methods are rather complicated, expensive, or generate waste, and are less effective at very low concentrations of arsenic. Adsorption thus remains the most common and economical method [43].



A large number of studies have shown that arsenic can be efficiently extracted from water by iron oxides and hydroxides with a large specific surface area, as described in detail in Reference [44]. In turn, red mud Fe2O3 content is often more than 50%, and a large number of studies have been conducted to investigate its use as a sorbent in water treatment for arsenic and other harmful impurities, as shown in Reference [45]. However, red mud in its raw form has a significantly lower arsenic capacity compared to synthesized iron oxide adsorbents; a number of authors have therefore proposed methods of red mud pre-activation by carbonization [46], treatment with acids [47], various salts [48], seawater [49], and heat [50], as well as a combination of several methods [51] and mixing red mud with organic and inorganic materials [52,53,54].



These methods can significantly increase the capacity of red mud, to make it just as effective an adsorbent as a synthesized one, but they involve added operations associated with the neutralization of caustic alkali and roasting. In addition, the resulting product is difficult to filter in batch experiments, or it must be pelletized. A number of authors have shown that the problem with filtration can be solved by obtaining new types of iron oxide adsorbents with magnetic properties—magnetite and maghemite [55,56,57,58,59].



Akin et al. [60] proposed the obtention of such compounds from red mud by dissolving it with acid, followed by precipitation of the necessary oxides, which is rather costly. Developing new methods for obtaining red mud with magnetic properties and a high specific surface area would thus significantly reduce the cost of wastewater and drinking water treatment for arsenic and other harmful impurities.



To solve these problems, this paper proposes a red mud production method based on fusing bauxites with caustic alkali, as shown in our previous works and the works of other authors [61,62,63,64,65]. The most important advantages of the method as compared to the Bayer method are the ability to decompose diaspore-boehmite bauxites without the use of high-temperature autoclave leaching and a significantly smaller yield of red mud; at the same time, iron compounds turn into ferrites, which are then leached under certain conditions to produce iron oxides and hydroxides with a high specific surface area and magnetic properties [64,65]. However, the use of red mud obtained by this method as an adsorbent for arsenic removal without additional treatment has not yet been studied.



The magnetic properties and the specific surface area of alkali fusion red mud depend strongly on the fusion temperature. Therefore, this work studied the effect of the temperature of bauxite fusion with caustic alkali on the properties of the resulting red mud and on the efficiency of arsenic removal from solutions by adsorption as compared with industrial red muds.




2. Materials and Methods


2.1. Reagents


The chemicals used in this study were reagent grade; the water was distilled in a GFL 2004 distiller. NaOH was supplied by JSC Bashkir Soda Company (Sterlitamak, Russia). The two types of industrial red mud (Bayer’s and sintering) were obtained from an alumina refinery in Kamensk-Uralsky (Sverdlovsk Region, Russia) that processes bauxite from the Middle-Timan deposit in Russia to produce alumina by the combined Bayer-sintering method. The third red mud type was obtained by fusing the same bauxite with caustic alkali at different temperatures. The original solution with a concentration of 1 g/L As (V) was obtained from the Ural Mining and Metallurgical Company (Verkhnyaya Pyshma, Russia).




2.2. Adsorbent Preparation


The synthesized red mud was obtained from bauxite by fusing it with caustic alkali. A 20-g bauxite sample was crushed to 80% of particles less than 74 µm and thoroughly mixed with 20 g caustic alkali; then 10 mL water was added to the mixture. The produced pulp was placed in a 100-mL ceramic crucible and mixed well into a homogeneous mixture. The crucible was then placed in a muffle furnace MIMP-10P (LLC MIUS, Moscow, Russia), heated up from room temperature to the desired temperatures (of 300 °C, 500 °C or 700 °C), and then left in the furnace for 1.5 h. The obtained sinter was studied for phase composition and subsequent leaching.



The sinter was crushed by hand using an agate pestle to pass 100% of the particles through a 150-μm sieve and was then leached. For that purpose, the crushed sinter was placed in a 200-mL flask containing 100 mL water and leached for 30 min at 80 °C. The resulting pulp was filtered, and the solid residue (red mud) was repeatedly washed with hot water to reach a neutral pH. The washed red mud was dried at 80 °C overnight to prevent phase transformations of iron oxides and hydroxides. The red mud thus obtained was analyzed by various physicochemical methods and tested for effectiveness as an adsorbent of arsenic.




2.3. Adsorbent Characterization


The study of the phase composition of bauxite, sinter, and red mud was performed through powder X-ray diffraction spectrometry (XRD) with a Rigaku D/MAX-2200 diffractometer using a Cu-Kα radiator (λ = 1.541841 Å) and a PDF-2 database (International Center for Diffraction Data). The chemical composition of bauxite and red mud was determined using powder X-ray fluorescence spectrometry (XRF) with an XRF-1800 detector. Scanning electron microscopy (SEM) images were taken to determine the morphology of red muds (JEOL JSM-6390, Tokyo, Japan). Vibrating sample magnetometer (VSM) was used to determine the magnetic properties of red muds (LakeShore 7407). A gas adsorption analyzer with the Brunauer–Emmett –Teller (BET) method (Gemini VII 2390 Surface Area Analyzer) was used for surface area and micropore volume determination. Zero charge point was determined by Zetasizer Nano ZS (Malvern Instruments Inc., Worcestershire, UK). The Loss on Ignition (LOI) was determined by a Diamond TG/DTA (PerkinElmer, Waltham, MA, USA), by heating a sample from 50 to 1000 °C at a rate of 20 degrees per minute.




2.4. Adsorption Experiments


Arsenic adsorption experiments were performed by mixing a certain amount of red mud (10 g/L) with an As (V) solution of a known concentration in a plastic Erlenmeyer flask. The Erlenmeyer flasks were agitated at 100 rpm with an ECROS laboratory shaker (LLC ECROSKHIM, Russia) at a room temperature of 25 ± 2 °C until pseudo-equilibrium was reached [66]. Arsenic adsorption by different types of red mud was tested with an initial concentration of As (V) of 156 mg/L for 48 h. Adsorption kinetics was tested at different time intervals at an initial pH of 2.3 and an initial concentration of As (V) 117 mg/L. Based on the adsorption kinetics tests, 24 h were decided upon to ensure that pseudo-equilibrium was achieved. The effect of pH was tested at an initial concentration of 117 mg/L As (V) at various initial pH values of the solution, which was controlled using 0.1 M solutions of NaOH and H2SO4. Adsorption isotherms were obtained by varying the initial concentration of As (V) in the solution in the range of 39–500 mg/L.



Upon reaching the adsorption equilibrium, the red mud was separated by centrifuge; the solution was then collected to determine the final As (V) content using inductively coupled plasma mass spectrometry (ICP-MS, NexION 300S, PerkinElmer). All the tests were performed twice; the mean values are presented here.



The sorbent capacity was determined by the mass balance formula, expressed as Equation (1):


qe = (Ci − Cf) × V/m,



(1)




where qe is the sorbent capacity in mg/g, Ci and Cf are the initial and final concentrations of arsenic in mg/L, V is the solution volume in dm3, and m is the sorbent mass in g.



All the adsorption isotherms data were compared graphically against Langmuir (Equation (2)) and Freundlich equations (Equation (3)):


qe = (KL × qmax × Ce)/(1 + KL × Ce),



(2)






qe = KF × Ce1/n,



(3)




where qe is the sorbent capacity in mg/g, KL is the Langmuir constant (the value of the virtual strength of the bond between the substance and the sorbent) in L/mg, qmax is the maximum attainable sorbent capacity in mg/g, Ce is the equilibrium concentration in mg/L, KF is the Freundlich constant (mg/g) (L/mg)1/n, and 1/n is a dimensionless parameter of Freundlich adsorption intensity.





3. Results and Discussion


3.1. Sorbent Preparation


The third type of red mud was obtained using the same Middle-Timan bauxite as that used in the Bayer process at the Ural Aluminum Plant. The chemical composition of the used bauxite is presented in Table 1. Figure 1 shows the XRD pattern of the bauxite. As can be seen from the data in Table 1 and Figure 1, this bauxite mainly consisted of boehmite and hematite, with small amounts of rutile, diaspore, calcite, and chamosite. The presence of ferrous iron was associated with the chamosite phase. This bauxite was characterized by a high iron content, which makes it a good object to study the possibility of obtaining an iron oxide-based adsorbent from red mud.



The fusion of bauxite with caustic alkali causes various chemical interactions, and the main interactions are described by Equations (4)–(6):


AlOOH + NaOH = NaAlO2 + H2O,



(4)






Fe2O3 + 2NaOH = 2NaFeO2 + H2O,



(5)






SiO2 + 2NaOH = Na2SiO3 + H2O,



(6)







Figure 2 shows the XRD pattern of the sinters obtained by fusing bauxite with caustic alkali at different temperatures. As shown, sodium aluminate and sodium ferrite are indeed the main phases. Since caustic alkali was taken with some excess (the molar ratio Na2O/(Al2O3 + Fe2O3) = 1.85), peaks corresponding to sodium hydroxide can be seen in the XRD pattern. The amounts of sodium silicate or other silicon compounds are insignificant, so their peaks are practically invisible.



As the temperature rises, one can see changes in the characteristic peaks of aluminate, as well as a decrease in the intensity of the ferrite and sodium hydroxide peaks. Thus, the sodium hydroxide phase is observed at 300 °C and 500 °C and disappears at 700 °C. The intensity of the peaks corresponding to sodium ferrite is significantly reduced at 700 °C, which may be due to structural changes. With an increase in temperature, peaks corresponding to sodium aluminate also change to peaks of sodium aluminosilicate Na1.95Al1.95Si0.05O4, which indicates the beginning of the reaction of silicon compounds with caustic alkali.



These changes affect the properties of the resulting red mud and the alumina extraction degree in subsequent leaching, as shown in Figure 3. Obviously, the greatest extraction of alumina is observed at 300 °C, since the decomposition degree of silicon-containing minerals is low at this temperature, and boehmite and even diaspore almost completely convert into sodium aluminate.



As the temperature rises further, quartz and chamosite begin to interact, which leads to the transfer of silicon to the solution as the sinter is leached in the form of sodium silicate, which in turn interacts with sodium aluminate to form the desilication product by Equation (7). The formation of the desilication product, while binding alumina, also negatively affects the red mud output.


6NaAl(OH)4 + 6Na2SiO3 + Na2X = Na6(Al6Si6O24) × Na2X × yH2O + 12NaOH,



(7)




where X represents a variety of inorganic anions, most commonly sulphate, carbonate, chloride, sodium aluminate, and hydroxide. Thus, 300 °C is the best temperature among those studied in terms of increasing the alumina extraction and reducing the amount of mud formed. However, finding of the optimal conditions for bauxite fusion with caustic alkali requires additional research.




3.2. Red Mud Characterization


A total of five red muds were used in this study: the industrial muds obtained from th eBayer process and the sinter process, and three red muds obtained by fusing bauxite with caustic alkali at different temperatures. They were subjected to various physicochemical methods of analysis to determine the effect of the bauxite processing method on mud properties.



Table 2 presents the chemical compositions of these red muds. Obviously, the highest iron content was observed in the red mud obtained by alkali fusion at 300 °C. Industrial red muds are the poorest in iron, containing a large amount of caustic alkali, aluminum, silicon, and calcium. It is worth noting the difference in the LOI values between the red muds obtained by alkali fusion at 300 °C and 500 °C, which indicates a higher iron hydroxide content in the first red mud.



Figure 4 shows the XRD patterns of red muds. As can be seen, the industrial Bayer red mud contains hematite and sodium aluminosilicates as the main phase, which is caused by the lack of alkali reaction with iron compounds during autoclave leaching and desilication product precipitation (Equation (7)). Industrial sintering mud is poorly crystallized, but it contains a hydrated form of iron—limonite—as the main phase [61], which is formed as sodium ferrite is leached with water (Equation (8)):


NaFeO2 + H2O = FeOOH + NaOH,



(8)







The red mud obtained by alkali fusion contains maghemite as the main phase. The mechanism of formation of maghemite in this case is not completely clear, but in our opinion it is associated with the transformation of lepidocrocyte and ferrihydrite in aqueous solutions, analogous to the process described in References [67]. At the initial moment, sodium ferrite is hydrolyzed in an aqueous solution to form iron hydroxide, which then at elevated temperatures is transformed into maghemite in the presence of certain ligands, which inhibit their transition to hematite. The latter phenomenon requires further study.



The peaks were broader at 500 °C as compared to 300 °C, due to the smaller degree of crystallinity, whereas the morphology of these two red muds was almost identical (Figure 5). At the same time, the red mud obtained at 700 °C consisted of much larger particles, and the industrial red mud had particles of irregular size, as it contained a large amount of impurities (see Table 2).



The XRD patterns of maghemite and magnetite were close. However, the amount of ferrous iron in the red muds was very low and was related to unleached chamosite, the peaks of which could be found in the red mud obtained at 300 °C.



At 300 °C, small peaks of hematite were also observed, which disappear at 500 °C. At 700 °C, the red mud became almost amorphous; however, maghemite was still detectable by XRD.



Table 3 presents the results of the study of the physical properties of red muds: specific surface area, pore volume, zero charge point, and VSM magnetization. Red muds obtained by alkali fusion at 300 °C and 500 °C had the largest surface areas. They also showed the greatest magnetizations. The zero charge points were comparable with the literature data for maghemite-based adsorbents [59], according to which it varied from 5 to 8 pH.



Red mud obtained by fusion at 700 °C is practically nonmagnetic, so the maghemite content is very low. This appears to be due to the structural changes of ferrite at this temperature, which were found on the XRD pattern (Figure 2). Industrial red muds are also practically non-magnetic and thus were not studied for magnetization level.



Figure 6 shows the magnetization levels of red muds obtained by alkali fusion at 300 and 500 °C. It can be seen that both samples reach a maximum magnetization of 19–20 emu/g with a magnetic field of 10 kOe. These values are lower than those of maghemite according to the literature [55]. However, they are comparable with the value determined for nanoparticles of maghemite obtained by mechanical activation.




3.3. As (V) Batch Adsorption Experiments


3.3.1. Arsenic Adsorption Effectiveness by Various Types of Red Mud


Figure 7 shows the results of experiments with arsenic adsorption from a solution with an initial arsenic concentration of 156 mg/L for 48 h by various types of red mud.



It is obvious that the uptake capacities of red muds obtained in different ways vary significantly. Industrial red muds have the smallest uptake capacity (from 300 to 420 µg/g) (which is in good agreement with the literature data [45] for industrial red muds and with the data in Table 3) since they have the smallest surface area and differ in phase composition. For example, industrial red muds contain a large amount of desilication products and calcium compounds that dissolve easily, even in dilute acid solutions, which ultimately can lead to a strong pH increase up to a point of zero charge and higher. This, in turn, results in a decrease in the arsenic adsorption effectiveness.



Apart from that, the data in Figure 7 show that the red mud obtained by fusion at 700 °C also has a much smaller capacity than those obtained at lower temperatures. Apparently, this is also due to the difference in specific surface area and the phase composition, since red mud at a fusion temperature of 700 °C contains few maghemite nanoparticles.



Further experiments looked at the adsorption characteristics of only two types of red mud with the highest content of maghemite nanoparticles that can be separated from the solution by an external magnetic field. To this end, studies of adsorption kinetics were carried out to determine the duration of the experiments that is sufficient to achieve pseudo-equilibrium. The results of the experiments are shown in Figure 8. We can see that a 24-h contact of the solution with the red mud is sufficient to achieve saturation.




3.3.2. The Effect of the Initial pH of the Solution on the Arsenic Uptake Capacity of Red Muds


The pH value of the solution greatly affects the capacity of iron oxide sorbents, since at a pH below the zero charge point, the surface of the sorbent acquires positive charge and attracts oppositely charged arsenic oxyanions. When the solution pH rises above the zero charge point, the sorbent surface charge becomes negative, and the opposite forces start to act. Additionally, at a pH above 7–9, more stable arsenic anions [68] are formed in the solution. For red muds obtained by alkali fusion at 300 and 500 °C, the zero charge points are approximately equal at 7.4 and 7.5, respectively, which agrees well with the experimental data shown in Figure 9.



As can be seen, the uptake capacity of the red mud obtained at 500 °C at all pH values slightly exceeded the capacity of the red mud obtained at 300 °C; at a pH higher than 10, the capacities began to level off, apparently due to the onset of arsenic desorption. The largest uptake capacity was achieved at a pH of 2.3. After that, there was a sharp decrease in capacity down to pH = 4; then the capacity remained virtually unchanged until the zero charge point, after which the capacity started to decrease again.




3.3.3. Arsenic Adsorption Isotherms


The adsorption isotherms were obtained with an initial solution pH of 2.3 and different concentrations of arsenic for two types of red mud. The results of the experiments were graphically compared to the equations of the isotherms of Langmuir and Freundlich (Figure 10). The data are presented in Table 4.



The obtained results suggest that the experimental data at 500 °C are in better agreement with the Freundlich isotherm equation, which point toward the preference of multilayer sorption. The experimental data at 300 °C are in good agreement with the Langmuir and Freundlich isotherm equations. A feature of the Langmuir equation is the ability to determine the maximum capacity of the sorbent and the values RL = (1 + KL × C0) − 1, where C0 is the initial concentration of the substance in the solution. So, when the initial concentration of C0 = 250 mg/L, we obtain a value of RL equal to 0.18, which suggests that adsorption has an advantage [53].



The maximum capacity values obtained by the Langmuir equation for red muds obtained by bauxite fusion at 300 and 500 °C are 32.5 and 34.0 mg/g, respectively, which is in good agreement with the literature data on As (V) adsorption by maghemite nanoparticles [59]. It is worth noting that the specific surface area is larger for the sample obtained at 300 °C, but the transformation degree of hematite to maghemite is larger for the sample obtained at 500 °C, which indicates the predominant influence of the maghemite content in the sample. The same conclusion can be made for the adsorption capacity of industrial red muds, which have no maghemite nanoparticles in the phase composition. As a result, their adsorption capacity is significantly lower than that of the samples obtained by alkali fusion. Still, industrial red muds contain large amounts of desilication products and calcium compounds.






4. Conclusions


The results of this study can be summarized as follows:

	
Fusing bauxite with alkali at 300–500 °C is an efficient method of converting iron-containing minerals into maghemite nanoparticles.



	
Red mud obtained in this way can be effectively used to remove arsenic from solutions, since its capacity is significantly higher than that of industrial samples (17.99 versus 0.42 mg/g under the same conditions).



	
The efficiency of the adsorption of arsenic by maghemite-containing red mud depends on the original pH, the contact duration, and the initial concentration of As in the solution.



	
The experimental data correlate well with Langmuir and Freundlich adsorption equations.



	
The maximum As (V) uptake capacities of the adsorbents obtained at 300 and 500 °C at initial pH = 2.3 were 32.5 mg/g and 34.0 mg/g, respectively.



	
The differences in uptake capacity appear to be related to the content of maghemite nanoparticles in the samples.
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Figure 1. The X-ray diffraction (XRD) pattern of the Middle-Timan bauxite, where: b, boehmite; h, hematite; g, gibbsite; d, diaspore; ca, calcite; r, rutile; and ch, chamosite. 
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Figure 2. XRD pattern of sinters: (a) sinter obtained by fusion at 300 °C; (b) sinter obtained by fusion at 500 °C; (c) sinter obtained by fusion at 700 °C. The letters stand for: a, sodium aluminate; f, sodium ferrite; n, sodium hydroxide. 
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Figure 3. The influence of fusion temperature on alumina extraction and the yield of red mud. 
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Figure 4. XRD pattern of red muds: (a) industrial Bayer red mud; (b) industrial sintering red mud; (c) red mud obtained by alkali fusion at 300 °C; (d) red mud obtained by alkali fusion at 500 °C; (e) red mud obtained by alkali fusion at 700 °C. The letters stand for: ch, chamosite; c, cancrinite (desilication product); hg, hydrogarnet; h, hematite; ca, calcite; p, perovskite; r, rutile; m, maghemite. 
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Figure 5. Microphotographs of red muds: (a) red mud obtained by alkali fusion at 300 °C; (b) red mud obtained by alkali fusion at 500 °C; (c) red mud obtained by alkali fusion at 500 °C; (d) industrial Bayer red mud. 
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Figure 6. Magnetization curves for red muds obtained by fusion at 300 and 500 °C. 
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Figure 7. As (V) adsorption capacity of different red muds. 
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Figure 8. Kinetics of arsenic adsorption by muds obtained by alkali fusion at 300 and 500 °C. 
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Figure 9. The effect of the initial pH of the solution on arsenic adsorption with red muds obtained by alkali fusion at 300 and 500 °C. 
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Figure 10. Arsenic adsorption isotherms with red mud obtained by alkali fusion at 300 and 500 °C: (a) Langmuir isotherm equation, (b) Freundlich isotherm equation. 
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Table 1. The chemical composition of Middle-Timan bauxite, wt. %.
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	Al2O3
	Fe2O3
	FeO
	SiO2
	TiO2
	CaO
	CO2
	MgO
	LOI
	µSi





	51.00
	25.36
	2.38
	4.44
	2.84
	0.62
	0.60
	0.33
	11.15
	11.49







Note: µSi, a silica ratio equal to the mass ratio of alumina to silica in bauxite; LOI, loss on ignition.
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