Mass [%]

105

— Mass
— DTA
100 - — 400
95 -
/
/
90 - /,w’ 4-05
\ /
\ ,/
85 i /
| al
N al
80 - < \ {10
\\ //\J/ \/
| \ A/
75 )
70 1 ' I ' I ' I ' 1 1 I '1 5
0 200 400 600 800 1000 1200

Tempererature [°C]

Figure S1: TGA/DTA analysis of a mixture of pure NMC 622 and graphite.
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