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Abstract

:

In order to evaluate the operating performance of a new type oil-film bearing oil S220, a new test bearing was designed based on oil-film bearing test rig. The operating temperature of S220 was tested through the thermocouples installed on a test bearing; the operating oil-film pressure was tested through pressure transducers; and the operating oil-film thickness was tested through displacement transducers. Meanwhile, M220 was also tested as a comparison, and both oils are based on mineral oil. The results showed that all property indexes of the test rig can meet the specified requirements and can guarantee the performance test of oil-film bearing oil; the operating temperature of S220 is generally equal to that of M220, and both have the same operating stability. The temperature property conforms to Formula (1) and the operating temperature under different load cases can be predicted. Although oil-film pressure of M220 is a little more stable, the oil-film pressure of S220 is similar to that of M220. Moreover, both have the similar oil-film thickness, and the oil-film thickness of S220 is slightly smaller than that of M220, especially at the beginning of operation. Ultimately, oil S220 is evaluated to be suitable for actual engineering application.
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1. Introduction


Oil-film bearing oil is mainly used for the lubrication of oil-film bearing in a strip and wire mill [1]. The property of oil mainly depends on the quality of base oil and additives, as well as the optimization of compound formula. If the oil is not qualified, it will not only affect the quality of steel plate and lead to economic loss, but might also result in a severe accident. Research shows that 75% accidents in steel mills result from the failure of lubricating oil [2]. Generally, there are four evaluation methods to evaluate the performances of oil-film bearing oil, which include physical and chemical monitoring, simulation test, bench test, and running test [3].



Physical and chemical monitoring is the most basic evaluation method to check whether the physical and chemical indexes of oil-film bearing oil can meet the standard or not, the commonly used analytical methods are spectral analysis [4,5], differential scanning calorimetry [6], and the chemical approach [7]. However, these methods can hardly reflect the lubrication status of bearing friction pairs. Simulation test is used to simulate the working status and condition of devices in the laboratory. It can only be applied to some simple operation conditions, but it cannot reflect the effects of complicated conditions on the operating performances of oil-film bearing. Test methods mainly include four-ball test [8,9] and FZG (Forschungsstelle fur Zahnrader und Getriebebau) gear test [10], etc. The bench test is the most economical and effective. Under all comprehensive rigorous experimental conditions, bench testing can realize the operation under different conditions of devices and can intuitively reflect the operating performances of oil. Testing oil-film bearing oil is mainly done on the oil-film bearing test rig [11,12,13]. The final procedure of oil development is the running test, and the test for oil-film bearing oil is required to be conducted on an on-site rolling mill [14,15], but too many influential factors need to be considered, and even the normal production of enterprise will be influenced or interrupted, so it is difficult to implement this method.



Bench testing is regarded as the most economical and ideal evaluation method. Some experts made contributions to bench testing. Tadashi Katafuchi evaluated the low-viscosity base oil [3], F.P. Brito studied the effect of heavy loads on lubrication performance [16]. P.G. Morton studied the stability of bearings [17]. J. Bouyer measured the start-up torque of bearings under different pressure [18]. Sergei B. Glavatskih evaluated sensor performances under various operating conditions [19]. Furthermore, Gregory F. Simmons and Sergei B. Glavatskih did some work on synthetic lubricants [20], but their test rig did not cover the medium and heavy load range. Although these contributions referred to bench testing of lubricating oil, they did not provide a method to evaluate oil-film bearing oil comprehensively. In this study, bench testing was done on a large-scale oil-film bearing test rig, and the test rig can simulate the actual rolling process covering a load range from light loads to heavy loads, i.e., the external hydraulic pressure is from 0 MPa to 25 MPa, and the maximum load in this study is 12 MPa. Furthermore, the distribution of transducers in the test rig was based on theoretical calculation results of oil-film pressure, oil-film thickness, and oil-film temperature, and the positioning of transducers was determined to be in accordance with mesh subdivision of actual oil-film performances [2,21]. The test on oil-film bearing oil of different brands was compared, and the oil-film temperature, oil-film pressure, and oil-film thickness were analyzed respectively. Finally, a comprehensive evaluation on operating performances of oil S220 was made after on-line testing for three months.




2. Experimental Apparatus and Method


Bench test of oil-film bearing oil was conducted on large-scale mill oil-film bearing test rig. This test rig consists of a mechanical system, hydrodynamic lubrication system, hydrostatic lubrication system, thin-oil lubrication system used for the accelerator, hydraulic loading system, electrical control system, pneumatic control system, and data acquisition system. Its mechanical system is composed of a hydrostatic-dynamic oil-film bearing subsystem and experimental hydrodynamic oil-film bearing subsystem. The operating performances of oil-film bearing oil can be monitored on-line. The schematic diagram of oil-film bearing test rig is shown in Figure 1 [22].



Several kinds of transducers have been installed in oil-film bearing test rig. Figure 2 is the distribution of different transducers on the test bearing. There are 3 pressure transducers (HYDAC-ETS300, HYDAC, Bremen, Germany) used for measuring oil-film pressure, 6 displacement transducers (BENTLY3300X, BENTLY, Exton, PA, USA) for oil-film thickness, 21 thermocouples (HYDAC-ETS300, HYDAC, Bremen, Germany) for oil-film temperature, and 1 torque transducer (ZRN503) (ZRN503, Beijing Ruineng Instrument Technology Co., Ltd., Beijing, China) for power or torque measurement in Figure 1. The transducers are distributed based on theoretical calculation results of oil-film pressure, oil-film thickness, and oil-film temperature, and the positions of transducers are determined in accordance with mesh subdivision of actual oil-film performance.



Physical signals from these transducers will be translated into digital signal via PLC (Programmable Logic Controller), and the digital signal will be displayed on IPC (Industrial Personal Computer) (610L, Advantech Co., Ltd., Shanghai, China). So the operating performances of oil-film bearing (Taiyuan Heavy Industries Co., Ltd., Taiyuan, China) can be monitored on-line. The main structural parameters of test bearing are shown in Table 1. When the oil supply is sufficient and the system is preheated, the instruction from upper computer will be transmitted to PLC, thereafter, the DC (Direct Current) electromotor (24-250-42, Xi'an Motor Co., Ltd., Xi'an, China) and hydraulic loading system will be started. When the test rig operates at the preset speed and load, the transducers begin to collect data of the oil film. In order to analyze the operating performances of oil-film bearing oil, six typical load cases were set, as shown in Table 2.




3. Results and Discussion


3.1. Systematic Performances


The monitoring system of the test rig can directly reflect the accuracy and reliability of oil [23]. Table 3 shows the fundamental parameters of both oils. Actual rotational speed of motor, outlet oil pressure of lubrication station, oil temperature of lubrication station, and inlet oil pressure of bearing effectively reflect the systematic properties of test rig. Table 4 gives the main parameters of systematic performances. As shown in Table 4, the systematic performances of the test rig under the lubrication of S220 under different load cases are approximately equivalent to that under the lubrication of M220, and each index generally meets the requirement of systematic operation.



Figure 3 illustrates the detailed systematic performances of the test rig at 150 rpm-12 MPa and 200 rpm-6 MPa respectively on basis of test on S220. The stability of the rotational speed of the motor will affect the distribution of oil-film pressure and the attitude angle when the force on the roller is under balance, and thereby affect the stability of oil film. During the test process, the absolute error between motor speed preset through the upper computer and actual speed fed back from the DC speed regulator basically keeps within ±1 rpm, and the relative error is less than 1%. Therefore, the accuracy of the rotational speed of the motor can meet the test requirements of the system.



In order to guarantee oil to flow into bearings, initial oil pressure must be set within a proper range. Pressure transducers and a self-operated pressure regulator installed on the oil pipeline near the entrance to bearings are used to monitor and regulate inlet oil pressure of bearings. As shown in Figure 3, the pressure of lubrication station is kept within 0.38~0.40 MPa. Actual inlet oil pressure of bearings is kept within 0.1~0.12 MPa, which is within the required range of the preset pressure.



High temperature will lead to low viscosity and decrease load-carrying capacity of bearings. In order to guarantee the operation safety of bearings, the limit on the outlet oil temperature of lubrication station must be set. Figure 3 shows that outlet oil temperature of the lubrication station during the test process is kept within 39~50 °C, which conforms to the requirement of the preset temperature.



As known from the above analysis, various systematic performances of the oil-film bearing test rig meet the test requirements: the relative error of motor speed is less than 1%, the rolling force keeps constant, and the temperature of the lubrication station and inlet oil temperature of bearing are within the specified range. The systematic properties of the oil-film bearing test rig are relatively stable, and the test rig can guarantee the normal test for oil-film bearing oil.




3.2. Oil-Film Temperature


3.2.1. Oil-Film Temperature of S220 and M220


Table 5 gives the operation time and the maximum temperature of both oils at stable operation states. The maximum temperature of oil increases with speed and load, but the operation time to the maximum temperature decreases. The rotational speed and load have great influence on lubricating properties of oil [24], and the test results under different load cases are obtained. Although there are different lubricating performances between S220 and M220, the difference gradually shrinks with the increase of speed and load. Ultimately, the lubricating performances of both kinds of oils with respect to temperature tend to be the same and ultimately reach equilibrium, and the maximum temperature is within the permitted range.



Figure 4 illustrates the oil-film temperature variation with time at 200 rpm-6 MPa. The temperature of T15 is the maximum temperature in the load-carrying area and the temperature of T25 is the maximum in the unload-carrying area. As shown in Figure 4, oil temperature rises gradually with time, but the gradient of temperature rise decreases constantly. Ultimately, the temperature tends to be constant and stable. This indicates that oil-film temperature will not rise infinitely but tends to be steady. Owing to higher oil-film pressure and larger internal friction in load-carrying area, more heat will be generated. So the temperature in the load-carrying area is higher than that in the unload-carrying area. Meanwhile, the equilibrium temperature of both oils is the same. As for the operating time to reach the equilibrium temperature, S220 is a little longer than M220.



The distribution of the circumferential temperature from the equilibrium stage in the mid-plane of bearing at 200 rpm-6 MPa is illustrated in Figure 5. The temperature was tested by thermocouples from T1 to T12 in the load-carrying area and by T21 and T25 in the unload-carrying area. As shown in Figure 5, the temperature distribution of both oils is the same. Because oil-film temperature in the load-carrying area generally represents the load-carrying capacity and the stability of oil film, the load-carrying capacity and stability of both are equivalent.



The distribution of axial temperature from equilibrium stage in load-carrying area at 200 rpm-6 MPa is depicted in Figure 6. The temperature in the load-carrying area increases along the axial direction, but temperature difference exists in both oils. The difference is somewhat larger on both ends of the bearing and smaller in the middle region. The difference is within 1 °C. Therefore, the temperature distribution of both oils is similar along the axial direction.



As known from above, both oils are extremely similiar in the operating temperature and the temperature distribution. Oil-film temperature reflects load-carrying performance and service life of oil-film bearing oil, so the load-carrying capacity of S220 is equivalent to that of M220.




3.2.2. Prediction of Operating Temperature


In order to study the influence of load cases on oil-film temperature and further analyze the operating performances of both oils with the same viscosity, the temperatures of S220 and M220 are compared under the same load and at different speeds, as shown in Figure 7, and the temperatures of S220 and M220 at the same speed and under different loads are shown in Figure 8.



Figure 7 shows the comparison of temperature under the same load and at different speeds. The operating temperature increases with time, but the gradients of temperature rise at 200 rpm-6 MPa is larger than that at 100 rpm-6 MPa. The equilibrium temperature of both oils at 100 rpm-6 MPa and at 200 rpm-6 MPa are respectively about 50 °C and 60 °C which indicates that the increase of rotational speed leads to the increase of the gradient of temperature rise. This is because the increase of rotational speed results in the generation of more friction heat.



Figure 8 shows the comparison of temperature at the same speed and under different loads. The operating temperature increases with time, but the gradients of temperature rise at 150 rpm-12 MPa is larger than that at 150 rpm-6 MPa. The ultimate temperature of both oils at 150 rpm-6 MPa and 150 rpm-12 MPa is respectively about 55 °C and 60 °C, which indicates that the increase of load leads to the increase of the gradient of temperature increase. This is because the increase of load also results in the generation of more friction heat.



In order to predict oil-film temperature at a given time, the temperature of both oils was compared and analyzed. A large amount of test data indicates that the relationship between temperature and time conforms to Formula (1) as below through the data fitting method [25,26].


   T =  A 2  +   (  A 1  −  A 2  )   1 +   (  t   t a    )  p      



(1)




where T is Oil-film temperature, °C; t is operating time, min; A1, A2, ta, and p are constants of which the value can be fitted based on the test data, °C, °C, min, 1.



Oil-film temperature under some load cases and at given times can be predicted through Formula (1). Similarly, if the permitted temperature is given, the operation time of the system can be predicted. For instance, the temperature of S220 and M220 at 100 rpm-6 MPa is fitted respectively as shown in Formulas (2) and (3), in which each related parameter is shown in Table 6. If the operation time t tends to be infinite, the extreme temperature T of oil-film will be A2. The extreme temperature of S220 and M220 is 52.64 °C and 51.29 °C respectively through Formulas (2) and (3). From the calculated results, it can be concluded that there exists a difference in operating temperature of both oils, but the difference is not very large.



For S220:


    T  S 220   = 52.64 −   20.8   1 +   (  t  78.46   )   1.08       



(2)







For M220:


    T  M 220   = 51.29 −   21.47   1 +   (  t  91.93   )   1.12       



(3)







Figure 9 shows the relative error [27] of temperature of both oils between test data and fitted data, and the calculation equation is as Formula (4). As shown in Figure 9, the relative error is less than 0.5% at almost all times except at a few moments such as at the beginning of operation. Therefore, it is relatively accurate to describe the operating performance of oil with Formula (1).


   δ =   |  T  test   −  T  fitted   |    T  test     × 100 %   



(4)









3.3. Oil-Film Pressure


In Section 3.2, oil-film temperature under different load cases has been analyzed and oil-film temperature determines the safety of operation [28,29]. In order to avoid repeatedly analyzing the influence of load cases on the operating performance of oil-film bearing oil, the emphasis in Section 3.3 and Section 3.4 will be on the comparison between two kinds of oil-film bearing oil, and 150 rpm-6 MPa is selected as the analyzing load case [30,31].



Figure 10 is the comparison of oil-film pressure between S220 and M220 at 150 rpm-6 MPa. P1 and P2 (P means pressure transducer) are in the same circumferential direction, and P1 and P3 are in the same axial direction, e.g., the theoretical oil-film pressures at 150 rpm-6 MPa were P1 = 1.528069, P2 = 0.475358, and P3 = 0.701255 by numerical calculation, which is obvious that P1 > P3 > P2. As shown in Figure 10, the experimental results of oil-film pressure of both oils conform to the theoretical distribution. P1 is the nearest to the loading point, so it is the maximum. P3 is near to the axial end of oil-film bearing, so it is smaller. P2 locates in the unload-carrying area, so it is the smallest. During the whole operation stage, the oil-film pressure always keeps constant, and both oils have the equal oil-film pressure at the corresponding points. Therefore, both oils have the approximate same oil-film pressure.




3.4. Oil-Film Thickness


The variations of oil-film thickness with time at 150 rpm-6 MPa are shown from Figure 11, Figure 12 and Figure 13. Figure 14 is the comparison of minimum oil-film thickness between S220 and M220 at 150 rpm-6 MPa. Oil-film thickness is obtained from displacement transducers H1, H2, and H3, and their positions are shown in Figure 2. As is known from these figures, the oil-film thickness is large at the initial phase and then tends to decrease, and the minimum oil-film thickness of both oils is almost the same. Therefore, the oil-film thickness of S220 and M220 has the same variation laws.





4. Conclusions


The oil-film bearing test rig can realize the monitoring of operating performances of oil-film bearings with thermocouples, pressure transducers, and displacement transducers installed on the test bearings. From the above analysis, several conclusions can be obtained as follows:

	(1)

	
All property indexes of an oil-film bearing test rig can meet the specified requirements, and the test rig can guarantee the performance test of oil-film bearing oil.




	(2)

	
The temperature performance of S220 is generally equal to that of M220 and both have the equivalent operation stability. The oil-film temperature performance conforms to Formula (1), and can be predicted at given load case through Formula (1).




	(3)

	
Although the oil-film pressure of M220 is a little more stable, the oil-film pressure performance of S220 is similar to that of M220.




	(4)

	
S220 and M220 have the same performance of oil-film thickness, and the oil-film thickness of S220 is slightly smaller than that of M220, especially at the beginning of operation.




	(5)

	
From the comprehensive three months of comprehensive testing, S220 is evaluated to be suitable for further engineering application.
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Nomenclature


The following symbols are used in this manuscript:



	T
	Oil-film temperature, °C



	A1, A2, ta, p
	constants of which the value can be fitted based on the test data, °C, °C, min, 1



	t
	operating time, min



	TS220
	temperature of oil S220, °C



	TM220
	temperature of oil M220, °C



	Ttest
	test temperature, °C



	Tfitted
	fitted temperature, °C



	δ
	relative error, 100%



	S220
	New type oil-film bearing oil of brand type S with viscosity 220



	M220
	existent oil-film bearing oil of brand type M with the same viscosity, which has been widely applied in engineering
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Figure 1. Schematic diagram of oil-film bearing test rig. 
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Figure 2. Distribution of different transducers on the test bearing. 
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Figure 3. Systematic properties of an oil-film bearing test rig. (a) 150 rpm-12 MPa; (b) 200 rpm-6 MPa. 
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Figure 4. The oil-film temperature variation with time at 200 rpm-6 MPa. 
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Figure 5. Circumferential temperature distribution in the mid-plane of bearing at 200 rpm-6 MPa. 
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Figure 6. The axial temperature distribution in the load-carrying area at 200 rpm-6 MPa. 
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Figure 7. Comparison of temperature under the same load and at different speeds. (a) S220; (b) M220. 
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Figure 8. Comparison of temperature at the same rotational speed and different loads. (a) S220; (b) M220. 
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Figure 9. The relative error in temperature between test value and fitted value. (a) S220; (b) M220. 
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Figure 10. Comparison of oil-film pressure between S220 and M220 at 150 rpm-6 MPa. (a) S220; (b) M220. 
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Figure 11. The variation of oil-film thickness from displacement transducer H1 with time at 150 rpm-6 MPa. (a) S220; (b) M220. 
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Figure 12. The variation of oil-film thickness from displacement transducer H2 with time at 150 rpm-6 MPa. (a) S220; (b) M220. 
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Figure 13. The variation of oil-film thickness from displacement transducer H3 with time at 150 rpm-6 MPa. (a) S220; (b) M220. 






Figure 13. The variation of oil-film thickness from displacement transducer H3 with time at 150 rpm-6 MPa. (a) S220; (b) M220.



[image: Applsci 07 00028 g013]







[image: Applsci 07 00028 g014 550] 





Figure 14. The comparison of minimum oil-film thickness between S220 and M220 at 150 rpm-6 MPa. (a) S220; (b) M220. 
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Table 1. Main structure parameters of the test bearing.







Table 1. Main structure parameters of the test bearing.







	
Structure Parameters

	
Value (mm)






	
Bearing diameter D

	
220




	
Bearing length L

	
178




	
Radial clearance c

	
0.10
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Table 2. Six typical load case combinations for testing.







Table 2. Six typical load case combinations for testing.







	
Load Case

	
1

	
2

	
3

	
4

	
5

	
6






	
Revolving speed (rpm)

	
100

	
150

	
150

	
200

	
300

	
300




	
Hydraulic load (MPa)

	
6.0

	
6.0

	
12.0

	
6.0

	
6.0

	
12.0
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Table 3. Fundamental parameters of both oils.







Table 3. Fundamental parameters of both oils.







	
Viscosity Grade

	
220






	
40 °C Viscosity (mm2/s)

	
219.3




	
100 °C Viscosity (mm2/s)

	
25.38




	
Viscosity index

	
147




	
Flash point (°C)

	
248




	
Pour point (°C)

	
−48
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Table 4. Systematic performances under different load cases.







Table 4. Systematic performances under different load cases.







	
Oil

	
Load Case (rpm-MPa)

	
Actual Rotational Speed of Motor (rpm)

	
Inlet Oil Pressure of Bearing (MPa)

	
Outlet Oil Pressure of Lubrication Station (MPa)

	
Outlet Oil Temperature of Lubrication Station (°C)

	
Maximum Rise of Oil Temperature (°C)

	
Highest Temperature in Bearing Block (°C)






	
M220

	
100-6

	
98.63~100.95

	
0.10~0.12

	
0.376~0.406

	
34.64~47.60

	
18.91

	
43.80




	
150-6

	
148.93~151.00

	
0.10~0.13

	
0.383~0.407

	
37.71~49.69

	
20.04

	
49.40




	
150-12

	
148.62~151.18

	
0.10~0.12

	
0.373~0.405

	
38.80~47.55

	
14.69

	
48.70




	
200-6

	
198.97~200.81

	
0.11~0.12

	
0.377~0.412

	
36.15~51.46

	
23.55

	
53.00




	
300-6

	
299.26~300.66

	
0.10~0.13

	
0.384~0.401

	
40.43~42.76

	
16.69

	
49.00




	
300-12

	
298.83~301.21

	
0.10~0.11

	
0.392~0.403

	
39.53~40.78

	
10.92

	
45.20




	
S220

	
100-6

	
98.75~101.14

	
0.10~0.13

	
0.394~0.398

	
37.14~45.52

	
16.85

	
44.60




	
150-6

	
98.39~100.95

	
0.10~0.12

	
0.375~0.408

	
37.23~49.48

	
21.94

	
50.30




	
150-12

	
148.86~151.18

	
0.10~0.13

	
0.380~0.408

	
40.31~46.61

	
19.87

	
50.30




	
200-6

	
199.10~200.81

	
0.10~0.13

	
0.380~0.406

	
36.77~47.92

	
24.99

	
51.80




	
300-6

	
299.07~300.60

	
0.10~0.12

	
0.375~0.412

	
36.67~40.57

	
22.35

	
48.50




	
300-12

	
299.01~300.72

	
0.10~0.12

	
0.381~0.399

	
38.18~39.90

	
13.04

	
44.00
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Table 5. Operation time and maximum temperature under different load cases.







Table 5. Operation time and maximum temperature under different load cases.







	
Load Case (rpm-MPa)

	
S220

	
M220




	
Maximum Temperature of Oil (°C)

	
Location with the Maximum Temperature

	
Operation Time to Maximum Temperature (h)

	
Maximum Temperature of Oil (°C)

	
Location with the Maximum Temperature

	
Operation Time to Maximum Temperature (h)






	
100-06

	
47.21

	
T15

	
8.02

	
48.69

	
T15

	
8.17




	
150-06

	
56.56

	
T15

	
7.10

	
54.59

	
T15

	
7.20




	
150-12

	
60.01

	
T15

	
5.33

	
59.42

	
T15

	
6.10




	
200-06

	
59.71

	
T15

	
3.60

	
59.81

	
T15

	
4.30




	
300-06

	
60.00

	
T15

	
0.83

	
60.01

	
T15

	
1.10




	
300-12

	
60.20

	
T15

	
0.40

	
60.01

	
T15

	
0.50
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Table 6. Fitted values of related parameters of different kinds of oil.







Table 6. Fitted values of related parameters of different kinds of oil.







	
Oil Type

	
A1 (°C)

	
A2 (°C)

	
t0 (min)

	
p






	
S220

	
31.84

	
52.64

	
78.46

	
1.08




	
M220

	
29.82

	
51.29

	
91.93

	
1.12
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