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Abstract

:

Four Cl/Me substituted [ONNO] Zr-catalysts have been tested in ethene/α-olefin polymerization. Replacing electron-donating methyl with isosteric but electron-withdrawing chlorine substituents results in a significant increase of comonomer incorporation. Exploration of steric and electronic properties of the ancillary ligand by DFT confirm that relative reactivity ratios are mainly determined by the electrophilicity of the metal center. Furthermore, quantitative DFT modeling of propagation barriers that determine polymerization kinetics reveals that electronic effects observed in these catalysts affect relative barriers for insertion and a capture-like transition state (TS).
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1. Introduction


The production of ethene/α-olefin copolymers is one of the largest-scale processes of the chemical industry [1,2]. Linear low density polyethylene (LLDPE), obtained by the copolymerization of ethene with α-olefins like 1-butene, 1-hexene, or 1-octene, is one of the most representative examples of this class of copolymers, finding broad applications in the packaging industry [3].



The incorporation of α-olefins in a linear polyethylene backbone leads to chain branching, which can dramatically affect polymer crystallization and, subsequently, mechanical and rheological material properties [4,5,6]. Comonomer content and distribution within the polymer chain are consequently two critical microstructural parameters affecting macroscopic properties of ethene/α-olefin copolymers. The design of catalysts that allow polymer microstructure fine-tuning is therefore especially desirable in this context. Well-defined single-center molecular catalysts based on group IV metallocene and ‘post-metallocene’ complexes are nowadays often preferred for this kind of copolymerization rather than homologous multi-center, heterogeneous Ziegler–Natta systems [7,8,9].



Tailoring catalyst properties by ancillary ligand design has been widely exploited to access polymeric materials with desired structural features. Computational chemistry has contributed significantly to the identification of some rationale in the relationships between catalyst structure and properties [10,11,12]. The demystification of the origins of stereoselectivity is generally considered as a successful example of rational understanding [13,14,15,16], although some aspects are still debated [17,18,19,20,21,22]. Conversely, other catalyst properties, including comonomer affinity, are far less understood.



Typically, the probability of a comonomer to insert in the M–P bond (M = metal, P = polymeryl) depends on the last inserted monomeric unit [23]. In such cases, the tendency of a given catalyst to incorporate ethene or an α-olefin in the growing polymeryl can be described by first-order Markov statistics, employing two simple parameters denoted as rE and rC [24,25,26]:


rE= kEEkEC;  rC= kCCkCE



(1)




where k is the kinetic constant of the specific propagation reaction indicated by the two subscripts; the first subscript denotes the last inserted monomer, while the second indicates the inserting one. For instance, kEC refers to the insertion of the comonomer (C) after ethene (E). Under the assumption that the Curtin–Hammett principle applies, reactivity ratios can be expressed in terms of Gibbs free energy differences (ΔΔG‡) between different propagation barrier heights:


rE= kEEkEC = eΔGEC‡−ΔGEE‡RT=eΔΔG(EC−EE)‡RT ; rC= kCCkCE = eΔGCE‡−ΔGCC‡RT=eΔΔG(CE−CC)‡RT.



(2)







Early polymerization studies have proposed that open coordination geometries might favor coordination and insertion of relatively bulky α-olefins, but this assertion has been challenged [27,28,29,30]. While it is generally accepted that electronic effects influence comonomer affinity, no definitive consensus has been reached; electron-withdrawing substituents reportedly lead to higher comonomer contents [31,32,33], but the opposite has also been observed [8,34]. Uncoupling electronic from steric effects when exploring variations of the ancillary ligands is non-trivial [31,35,36]; furthermore, pronounced electronic effects generally rely on heteroatom (e.g., F, N, O) containing substituents that might interact or even react with the other components of the catalytic pool (e.g., Al-based cocatalysts), leading to in situ catalyst modifications.



Computational analysis of copolymerization mechanisms is challenging [37,38]. Only very recently, an effective DFT protocol for highly accurate predictions of reactivity ratios has been reported, providing excellent mean average deviations (MAD) from experimental ΔΔG‡ of only 0.2–0.3 kcal/mol [33,39]. Exploration of reaction pathways revealed the existence of a ‘capture-like’ transition state (TS) along the olefin approach vector, which can compete with insertion for the rate-limiting step in chain propagation especially for catalysts having additional steric bulk remote from the active pocket [39]. Furthermore, entropic effects were shown to contribute to the good incorporation capability of constrained geometry catalysts (CGC) [33].



To gain deeper insights into the still ill-understood electronic effects determining comonomer affinities, ancillary ligands with comparable steric hindrance but appreciable electronic differences are needed. The four diamine-bis(phenolate) Zr catalysts (from here on catalysts R1R2, R = Me or Cl) shown in Figure 1 might fulfill these requirements and were therefore selected for a case study. Chlorine and methyl substituents are relatively small, virtually isosteric, but differ in electronic properties—electron-withdrawing (Cl) vs. electron-donating (Me). Furthermore, this class of [ONNO]-type complexes has been widely exploited for mechanistic and kinetic studies due to (1) the ease of modification of ortho- and para-substituents of the phenolate ligands, allowing effective electronic and steric tuning, and (2) the typical controlled kinetic regimes exhibited by these systems in olefin homo- and co-polymerization [40,41,42,43,44,45,46,47,48,49,50,51]. Thus, in this work, the reactivity ratios for catalysts R1R2 have been experimentally determined in the copolymerization of ethene with α-olefins, i.e., 1-butene (B) and propene (P). DFT modeling, using the aforementioned optimized protocols [33,39], provides a plausible interpretation for the dependence of reactivity ratios on the substitution pattern of the [ONNO] ligands.




2. Materials and Methods


2.1. Polymerization Experiments


All manipulations were performed under an inert atmosphere of argon or nitrogen, employing Schlenk line techniques or MBRAUN LABmaster 130 gloveboxes. Precatalysts were synthesized according to previously established procedures [44,48]. Methanol, hydrochloric acid, and di-tert-butylphenol (TBP) were purchased from Sigma-Aldrich and used as received. All other solvents were purchased from Romil and purified by passing through a mixed-bed activated-Cu/4Å molecular sieves column in an MBRAUN SPS-5 unit (final concentration of O2 and H2O < 1 ppm). Ethene and propene were purchased from Rivoira and purified by passing through a mixed-bed activated-Cu/4Å molecular sieves column. Methylalumoxane (MAO) was purchased from Chemtura. All glassware was dried in an oven at 150 °C for at least 16 h prior to use.



Ethene/propene polymerization experiments were performed as reported in [26]. Ethene/1-butene polymerization experiments were performed using a 300 mL magnetically stirred jacketed Pyrex reactor with three necks—one with a 15 mm SVL cap housing a silicone rubber septum, another with a 30 mm SVL cap, and the last with a two-way Rotaflo tap connected to a Schlenk line, and the ethene and 1-butene cylinders. A solution of activator/scavenger was prepared in the reactor by adding TBP (1.6 g) to a solution of MAO (5 mL, [Al] = 1.6 M) in dry toluene (150 mL) and gently stirring at room temperature for 1 h to ensure complete scavenging of “free” trimethylaluminum in MAO by TBP [52,53]. The reactor was thermostated at 25 °C, evacuated to remove argon, and then saturated with 1-butene (1.1 bar) and subsequently with ethene (0.55 or 1.1 bar; see Table S1). Ethene was fed in continuum at a constant operating pressure. Saturation was monitored by gas chromatography (GC) until the gas–liquid equilibrium was established. Concentrations of monomers in the liquid phase were determined using the equations of Kissin [54]. The polymerization was started by injecting a solution of precatalyst in toluene (<1 mL) through the silicone rubber septum with a syringe. The reaction was then stopped by turning off the ethene supply, venting the reactor, and rapidly quenching with a 95/5 v/v methanol/HCl (aqueous, concentrated) solution. The resulting polymer was coagulated with 400 mL of the same acidic solution, decanted, and vacuum-dried at 50 °C for 16 h. The reaction time was chosen to guarantee a low 1-butene conversion (<10%), based on GC analysis of the gas phase.



Polymer samples were characterized by nuclear magnetic resonance (NMR) spectroscopy, using a Bruker AVANCE spectrometer (400 MHz for 1H) equipped with a 5 mm high-temperature cryoprobe on 50 mg mL−1 solutions in tetrachloroethane-1,2-d2 at 120 °C. Specific parameters for the measurements were as follows: 1H NMR, 90° pulse, 2 s acquisition time, 10 s relaxation delay, 16 transients, 8.0 kHz spectral width, 32K time domain data points; 13C NMR, 45° pulse, 2.3 s acquisition time, 5.0 s relaxation delay, 1K transient, 14 kHz spectral width, 64K time domain data points. Experimental triad distributions have been determined according to the Randall method [25]. Values of reactivity ratio were calculated according to [55] from the conditional probabilities obtained from best-fit calculations of sequence distributions, performed with the Copolstat program (Professor M. Vacatello, University of Naples).




2.2. DFT Calculations


Following the protocol described in [56], all geometries were fully optimized using the Gaussian 09 software package [57] in combination with the OPTIMIZE routine of Baker [58,59] and the BOpt software package [60]. Zr-nPr and Zr-iBu groups have been used to mimic the Zr-polymeryl species after ethene and propene insertion, respectively. The naked cation approximation has been used [38]. All relevant minima and transition states were fully optimized at the TPSSTPSS level [61] of theory employing correlation-consistent polarized valence double-ζ Dunning (DZ) basis sets (cc-pVDZ quality) [62] from the EMSL basis set exchange library [63]. The density fitting approximation was used at the optimization stage (resolution of identity, RI) [64,65,66,67]. All calculations were performed with Scf = Tight and Int(Grid = Ultrafine) quality settings. All structures represent either true minima (as indicated by the absence of imaginary frequencies) or transition states (with exactly one imaginary frequency corresponding to the reaction coordinate). Convergence criteria were not loosened with the exception of propene BBRA with Zr-nPr cationic species for MeMe (gradient tolerance 0.00015 instead of 0.00010). This approximation should not cause significant error, as all BBRA TSs are located on a plateau of the potential energy surface [39,68]. Final single-point energies and natural bond orbital (NBO) [69] analyses were calculated at the M06-2X level of theory [70] employing triple-ζ Dunning (TZ) basis sets (cc-pVTZ quality) [62]. Enthalpies and Gibbs free energies were then obtained from TZ single-point energies and thermal corrections from the TPSSTPSS/cc-pVDZ-(PP) vibrational analyses; entropy corrections were scaled by a factor of 0.67 to account for decreased entropy in the condensed phase [33,39,71].





3. Results and Discussion


3.1. Ethene/1-Butene Copolymerization


Catalysts R1R2 were tested in the copolymerization of ethene and 1-butene at 25 °C and the results are summarized in Table 1. Catalyst performance is significantly influenced by the substitution pattern of the phenolate rings. In particular, replacing Me with Cl leads to a higher comonomer incorporation ([B]cop). Catalyst affinity towards 1-butene increases from MeMe to ClCl; rE decreases and rB increases, as shown in Figure 2. Reactivity ratios for MeCl and ClMe are very similar but the former exhibits a somewhat higher comonomer affinity. This suggests that the effect of Cl vs. Me substitution on comonomer affinity depends weakly on the exact position. Interestingly, despite the evident change of the individual rx parameters, the rErB ratio is very similar for all four catalysts, as shown in Table 1, and close to unity, indicative of a random comonomer distribution in the polymer chain [23].



Steric effects in the present catalyst class are mainly related to the ortho-substituents on the phenolate rings, due to their proximity to the metal center [41]. The Cl and Me substituents considered here are small and isosteric and, in α-olefin homopolymerization, catalysts ClCl and MeMe exhibit nearly identical, low stereoselectivity [48]. Differences in catalytic performance can therefore be ascribed mainly to electronic effects, resulting from Cl/Me exchange (vide infra).



The marked increase in comonomer affinity is accompanied by an appreciable increase of productivity (Rp) and a decrease of the average copolymerization degree (Pn). Trends in activity are generally difficult to rationalize, since they strongly depend not only on intrinsic barriers for chain propagation, but also on the percentage of active Zr-centers and catalyst decay mechanisms [10,72]. The amount of active metal is often relatively small [73,74], and difficult to determine [75]. Nevertheless, results in Table 1 are in line with general observation that the reactivity of cationic complexes increases with the electrophilicity of the metal center (vide infra) [76], although this can be affected by ion pairing effects in solution [77,78]. Concerning the average Pn, the unsaturated chain ends observed by polymer microstructural analysis indicate a dominant termination pathway by β-H transfer routes; the negligible dependence of Pn on ethene pressure (see Supporting Information) points to β-H transfer to the monomer being favored over β-H transfer to the metal center [79].




3.2. Computational Modeling


To unravel the connection between the catalyst structure and comonomer affinity, DFT studies have been carried out on complexes R1R2. The computational protocol (see Materials and Methods for details) has been previously benchmarked for group IV precatalysts and TSs relevant to olefin polymerization [54,74,80,81,82], including specifically those for predicting reactivity ratios in copolymerization [33,39]. A facfac geometry for all complexes and TSs has been considered, which is generally accepted to be the most stable for the neutral complexes and the cationic active species; interconversion between active facfac and inactive mermer configurations of the naked cationic complex is generally assumed to represent a rapid pre-equilibrium with respect to chain propagation [43,44,45,83].



3.2.1. Connection between Electronic/Steric Properties of R1R2 and E/B Copolymerization Performance


As the optimization of TSs for chain propagation is not always straightforward (vide infra), a more detailed analysis of the relationship between reactivity ratios and catalyst structure has been initially carried out by considering the neutral precatalysts and two suitable computational parameters to describe the electronic and steric properties of the ancillary ligands. To avoid complications due to the conformational rearrangements of the Zr-benzyl groups, the dichloride analogues of R1R2 have been used. Electronic changes of the [ONNO] ligands were estimated by looking at the natural population analysis (NPA) charges of the ZrCl2 fragments, hereinafter denoted as qZrCl2. Higher charges are indicative of more electrophilic metal centers and, therefore, of less electron-donating ligands. Indeed, qZrCl2 increases progressively with the degree of chlorination of the [ONNO]-ligand, going from MeMe to ClCl, as expected based on the more electron-withdrawing nature of Cl, as shown in Table S6. Figure 3 shows that the experimental ΔΔG‡ for rE and rB correlate well with qZrCl2 for this catalyst set (R2 ≥ 0.93for linear fitting; see also Table S6). Interestingly, the minor difference in comonomer affinity of MeCl and ClMe is nicely reproduced. Accordingly, ortho-substituent influence on the phenolate ring dominates over para-position also from an electronic point of view, in line, for instance, with the higher acidity of o-chlorophenol (pKa ≈ 8.6) with respect to p-chlorophenol (pKa ≈ 9.4) [84]. The difference in electronic effects imparted by ortho- and para-substituents is however usually overshadowed by steric differences [41].



To describe the steric hindrance imparted by the ancillary ligand framework, the percentage buried volume in the catalyst active pocket (%Vbur, see also Supporting Information) can be used, as proposed by Cavallo and coworkers [85,86,87]. Scanning spheres having 5 Å radius have been reported to be suitable to explore steric effects in olefin polymerization [19]. Maps of the steric bulk, as shown in Figure S1 and Supporting Information, as well as the %Vbur values (total and separately for the four quadrants of the active pocket), as shown in Table 2, clearly indicate that the steric hindrance provided by the ancillary ligand is small and virtually identical for all complexes R1R2. This becomes even more evident when compared to a highly stereoselective catalyst of this class with ortho-1-adamantyl-para-methyl substituent pattern (AdMe) [41], providing additional evidence for steric effects at most marginally affecting relative comonomer affinity for this set of catalysts.




3.2.2. Quantitative Kinetic Modeling of Reactivity Ratios for R1R2 in E/P Copolymerization


Experimental and computational results indicate that differences in comonomer affinity are dictated predominantly by electronic effects in the present case study, yet, they cannot provide a rationale for this observation. Thus, the origins of comonomer affinities have been analyzed more in depth by attempting a direct modelling of the r-parameters of catalysts R1R2.



The drop of rE from 60 (MeMe), as shown in Table 1, to 22 (ClCl) in ethene/1-butene copolymerization is undoubtedly relevant in terms of polymer chemistry, signifying the passage from a very poor to a moderately good comonomer incorporator. However, such decrease corresponds only to a variation of ΔΔG‡(EB-EE) in the order of about 1 kcal/mol, as shown in Table 1, emphasizing that modeling these relative barriers is very challenging due to the required accuracy. For this reason, only the two extreme cases of MeMe and ClCl are considered here. From a computational point of view, propene is an appreciably more convenient model α-olefin than 1-butene, especially when complex TSs have to be optimized. For better comparison between experiment and theory, MeMe and ClCl were re-tested in ethene/propene copolymerization, under reaction conditions analogous to those used for ethene/1-butene. The estimated rE and rP values and the corresponding ΔΔG‡ are reported in Entries 1–2 of Table 3, showing similar differences in comonomer affinity for propene and 1-butene upon Me/Cl exchange (compare Table 3 to Table 1).



Under the assumption that insertion is the rate-determining step for chain propagation in all cases, ΔΔG‡DFT indicate no significant difference in comonomer affinity for the two catalysts in terms of rE, and only a small one in terms of rP, as shown in Entries 3–4 of Table 3. The better comonomer incorporation capability of ClCl for rP is, although slightly underestimated, reproduced. Experimental errors of rC are generally higher than those of rE, due to difficulties in accurate determination [26,37,39,88], and we will therefore focus on the discrepancy of experimental and DFT findings for rE in the following.



As mentioned earlier, this discrepancy might be traced to a change in the rate-limiting step from insertion to a monomer capture-like process. For ansa-metallocenes, a backbone rearrangement (BBRA) corresponding to a breathing motion of backbone to accommodate the incoming olefin in the first coordination sphere of the metal has been identified, potentially affecting all propagation modes [39]. Here, we use the same nomenclature, although the open nature of catalysts R1R2 makes this structural rearrangement less obvious, as shown in the Supporting Information. Indeed, as there is no marked steric hurdle to monomer capture in catalysts R1R2, BBRA is generally a low energy process with respect to insertion for these catalysts. However, it always remains competitive and becomes kinetically relevant for very low insertion barriers, i.e., in ethene homopolymerization for ClCl. Accounting for BBRA in the computational modelling therefore results in a lower ΔΔG‡(EP-EE) for ClCl (0.6 kcal/mol) compared to competing insertion TSs (1.3 kcal/mol); all the other ΔΔG‡ remain unchanged, as can be seen by Entries 3–4 vs. 5–6 in Table 3. The difference in experimental rE for MeMe and ClCl is now perfectly reproduced, with a relatively small and constant deviation between experiments and theory of 0.7 kcal/mol that is quite satisfactory considering the complexity of the case study. While absolute rates are, both experimentally and computationally, often hard to determine accurately, relative rates are usually more reliable due to error compensation.



A closer inspection of the optimized geometries and DFT-calculated kinetic profiles provides a plausible interpretation for the different copolymerization performance of MeMe and ClCl. Relative Gibbs free energies for relevant TSs and reaction intermediates for ethene homo-propagation are summarized in Figure 4, highlighting the different metal-to-olefin distances found for the various geometries.



ClCl binds ethene slightly more strongly than MeMe, likely due to the higher electrophilicity of its metal center (vide supra). The insertion barrier for ClCl is lower by 0.7 kcal/mol compared to MeMe, suggesting some electronic influence also in this respect [82]. Furthermore, BBRA activation barriers are found to be higher for ClCl than for MeMe. Higher associative and dissociative ΔG‡ are expected for a more strongly coordinated olefin. In other words, replacing Me with Cl substituents appears to lower insertion but increase BBRA barriers, up to the point that the rate-limiting step can switch. Analogous considerations apply also to propene enchainment after ethene, as reported in the Supporting Information.



It is instructive to analyze the distances between the Zr center and the C(1) carbon of ethene (dZr-C(1)). Insertion TSs appear to be very similar for the two catalysts, with a dZr-C(1) close to 2.4 Å. This structural similarity is reflected by a similar ΔS‡INS for the two catalysts; differences in ΔG‡INS are mainly due to the ΔH‡INS term, as shown by Entries 1 vs. 3 in Table 4. Conversely, dZr-C(1) is about 1.5 Å longer in the BBRA TS for ClCl than that for MeMe, diagnostic of a looser interaction between the metal and the incoming monomer. A lower ΔH‡BBRA is found for the former catalyst, as shown by Entries 2 vs. 4 in Table 4, accordingly. Significantly lower ΔS‡BBRA than ΔS‡INS are estimated by DFT as a smaller fraction of the 2-›1 particle entropy loss for monomer capture has been paid at the BBRA rather than the insertion TS.



Thus, increased electrophilicity of the active species might lead to lower insertion barriers, but not necessarily to lower propagation barriers, since BBRA might become the rate-determining step. In particular, in the case of rE for MeMe and ClCl, the replacement of Me with electron-withdrawing Cl substituents simultaneously lowers propene and raises ethene propagation barriers, as BBRA (and not insertion) becomes kinetically relevant for the latter. Both these effects contribute to increased comonomer incorporation capability.






4. Conclusions


The testing of [ONNO]-type Zr complexes in ethene/α-olefin copolymerization reveals that the replacement of electron-donating Me-substituents of the ancillary ligand with isosteric but electron-withdrawing Cl groups, leads to a significant increase of comonomer affinity in the polymer chain. This indicates that, for this catalyst set, the electronic properties of the active species are the main parameter determining comonomer affinities. This is supported by DFT studies exploring electronic and steric features of the ancillary ligands.



Quantitative kinetic analysis of propagation rates by DFT shows that barriers for olefin insertion are lowered when electron-withdrawing substituents are installed on the catalyst backbone, while those for capture/BBRA increase. Reactivity ratios in copolymerization are therefore determined by the subtle balance between insertion and BBRA kinetics and cooperative effects can simultaneously decrease comonomer propagation barriers but increase those for ethene, when BBRA becomes rate limiting.



Electronic tuning effects in olefin (co)polymerization are still ill understood and the insights presented here allow for the first time a clear separation of steric and electronic effects. The ultimate goal in the design of catalysts for olefin copolymerization is typically to develop systems that prefer α-olefins over the generally more reactive ethene, and to finely tune this preference to access advanced materials for specific applications. The insights presented in this paper provide the means of understanding of electronic effects in copolymerization, which should prove useful for the design of new copolymerization catalysts.
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Figure 1. Diamine-bis(phenolate) Zr-complexes R1R2 (Bn = benzyl). 
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Figure 2. Trends in rE and rB for catalysts R1R2 (see Table 1). 
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Figure 3. Correlation between ΔΔG‡ corresponding to the r-parameters for ethene/1-butene copolymerization and qZrCl2 for catalysts R1R2 (see also Table S6). 
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Figure 4. Energy profiles for ethene homopolymerization predicted by DFT for MeMe and ClCl. INS = insertion, BBRA = backbone rearrangement. Relative Gibbs free energy differences in kcal/mol; numbers in brackets: distances between the Zr and C(1) carbon of ethene in Å (dZr-C(1)). nPr group used as model for the polymeryl chain after ethene insertion (see Materials and Methods). 
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Table 1. Experimental results for catalysts R1R2 in ethene/1-butene (E/B) copolymerization.
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Entry

	
Catalyst

	
Rp(a)

	
[B]cop(b)

	
Pn(c)

×10−2

	
rE(d)

	
ΔΔG‡(EB-EE)(e)

	
rB(d)

	
ΔΔG‡(BE-BB)(e)

	
rErB




	
mol%






	
1

	
MeMe

	
1

	
24

	
1.00

	
60(1)

	
2.4

	
0.012(1)

	
−2.6

	
0.7




	
2

	
MeCl

	
7

	
32

	
0.53

	
38(4)

	
2.2

	
0.025(4)

	
−2.2

	
1.0




	
3

	
ClMe

	
31

	
37

	
0.24

	
33(1)

	
2.1

	
0.034(4)

	
−2.0

	
1.1




	
4

	
ClCl

	
360

	
43

	
0.22

	
22(1)

	
1.8

	
0.06(2)

	
−1.7

	
1.3








In toluene (150 mL); 25 °C; p(B) = p(E) = 1.1 bar; cocatalyst = MAO/TBP ([Al] = 5.4 × 10−2 M). E = ethene; B = 1-butene. (a) Productivity in kg(copolymer)·mol(Zr)−1·[CnH2n]−1·h−1; (b) 1-butene content in the copolymer, determined by 13C NMR; (c) average copolymerization degree determined by 1H NMR based on the concentration of chain end groups; (d) average values obtained from two experiments at different p(E) (0.5 and 1.1 bar, see Supporting Information); (e) calculated from experimental r values, according to Equation (2).
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