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Abstract: Adding mineral admixture is one of the leading technical ways to improve the durability
of cement-based materials. Nano attapulgite clay (NAC) is a unique fiber rod crystal structure that
can change the physical and mechanical properties of cement-based materials, and opens up a new
idea for exploring the durability of high-performance cement-based materials. This paper studied
the effects of NAC on the hydration process, pore structure, and mechanical properties of a cement
substrate under different activation methods. The results show that the pH value of the pore solution
of cement mixed with 5% NAC high-viscosity ore (calcined) was 8.8% higher than that of the cement
without NAC. The chemically bound water contents in the 1% and 3% NAC raw (calcined) cement
were 14.11% and 14.04%; when the content of calcined NAC raw ore was 1%, the improvement
effect on the cement hydration process is the best. The content of calcined NAC was 1%, 3%, and
5%, and the porosity of hardened cement paste was 19%, 19.04%, and 22.27% lower than that of the
cement without NAC. Calcining NAC raw ore can improve cement’s hydration process, promote
cement’s hydration reaction, and increase the compactness of hardened cement paste. The fluidity
of the cement mortar mixed with calcined high-viscosity ore (D and E) at a mixing amount of 5%
was reduced by 32.66% and 26.13%, respectively, compared to the ordinary specimens. The flexural
strength of the cement paste mixed with calcined raw ore and high-viscosity ore at a mixing amount
of 1% was generally improved by 28.40% and 17.28% compared to the cement without NAC paste.
After calcination, the NAC raw ore is better than the high-clay ore in improving the mechanical
properties of cement.

Keywords: NAC; chemical-bound water; porosity; cement hydration; flexural strength; compressive
strength

1. Introduction

As one of the most popular building materials in the world, cement concrete has been
widely used in construction, water conservancy, bridges, roads, and other infrastructure
constructions. However, during the service process of reinforced concrete structures, the
corrosion of steel bars will be caused by the corrosion of chloride salts, leading to rust
expansion and the cracking of concrete. Due to temperature changes, the pore water
will freeze–thaw in the cold environment, and multiple freeze–thaw cycles will lead to
concrete frost heave cracking [1–4]. The combined action of various complex factors often
causes the structure of most buildings to fall far short of their designed service life. To
improve the durability of reinforced concrete structures, starting from the material level
in order to explore high-durability concrete materials suitable for harsh environments
is necessary. At present, adding mineral admixtures is one of the key technical ways to
improve the durability of cementitious materials [5,6]. Nano-silicon-dioxide [7–10], nano-
calcium-carbonate [11,12], nano-kaolin [13–15], and carbon nanotubes (CNTs) [16] are the
major nano-scale admixtures used in cement-based materials. However, despite the unique
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advantages of nano-admixtures, it is difficult to prepare nano-silicon-dioxide and CNTs.
Furthermore, there are different standards and expensive costs, making their application a
problem in practical constructions [17–23].

Studies have shown that nano clay can improve cement-based materials’ working
performance and durability. As a clay mineral with unique advantages and low prices, nano
attapulgite clay provides a new research direction for enhancing the durability of concrete.
Attapulgite is a type of magnesium aluminum silicate clay. It has a high specific surface area,
high adsorption capacity, is less sensitive to salt, and becomes thixotropic in the presence
of electrolytes. These properties make it popular in many industrial applications, such as
plastering mortar, precast concrete elements, and oil well drilling mud, especially when
high thixotropy is desired [20,24]. Attapulgite also shows good properties for enhancing
the new state properties of cementitious materials. Kawashima et al. [25] found that the
cement paste’s cohesion and adhesive property improved, and the cement paste’s shear
force resistance was at least 67% higher than that of ordinary specimens after the addition
of NAC. Lindgreen et al. [26] explored the impact of NAC on the hydration property of
cement mortar. They discovered that NAC could improve the surface property of particles
inside the cement paste, with the calcium silicate hydrate (C-S-H) gel growing on the
surface of clay particles and the gel nanostructure under the influence of NAC. After NAC
was added to account for 11% of the cement in mass, the porosity measured by mortar
nitrogen adsorption was nearly 50% higher than that of ordinary specimens. According
to all of the test results from the NAC studies [20], the NAC addition in cementitious
materials decreases formwork pressure and increases the static and dynamic yield stress.
NAC addition also mitigates sand migration in fresh mortars [27].

It has been a concern in the concrete industry that NAC in sand and aggregates adsorb
superplasticizers and deteriorate water-reducing agents’ efficiency. However, the reinforce-
ment effect of NAC on cementitious materials has great discrete and significant differences,
as evidenced by the conflicting research results [22–26]. The research on NAC is mainly
limited to improving the workability performance. The research on mechanical properties
and durability is not enough, and the research on the microstructure and composition effect
of cement-based materials is insufficient.

In this paper, the effects of various activation methods of nano attapulgite clay on
the physical and mechanical properties and durability of cement-based materials are
investigated. SEM and XRD analysis was carried out to detect the effect of calcination
on the microstructure and mineral phase of NAC. The influence of calcined NAC on the
hydration reaction and pore structure of cement was analyzed. The content of chemically
bound water, pH value of the pore solution, and porosity of cement were measured. The
effect of calcined NAC on the relationship between the compressive strength of cement
paste and the chemical-bound water content was established.

2. Materials and Methods
2.1. Raw Materials
Materials

The raw ore and high-viscosity ore produced by Changzhou Dingbang Mineral Prod-
ucts Technology Co., Ltd. (Changzhou, China), with ore sourced from Xuyi County of
Jiangsu Province, were used as the NAC in the experiment; the chemical composition of
the NAC is presented in Table 1. The octadecyl trimethyl ammonium chloride produced by
Shandong Banghua Oil Chemistry Co., Ltd. (Weifang, China) was adopted as the cationic
surfactant; the physical properties are presented in Table 2. A concentrated hydrochloric
acid with a concentration of 12 mol/L was used.

Table 1. Composition of NAC.

Component CaO SiO2 Al2O3 Fe2O3 MgO K2O Na2O Lol

Content/% 1.8–2.5 50.4–61.3 9.4–9.5 4.0–5.0 9.3–10.5 0.2–0.6 0.5–1 11.94–13.46



Inorganics 2022, 10, 124 3 of 21

Table 2. Physicalindex of stearyl trimethyl ammonium chloride.

Appearance
(25 ◦C) Active Substance Content (%) Free Amine Content (%) pH (1% Aqueous Solution, 25 ◦C)

White waxy particles ≥90 ≤1.0 6.0–8.0

2.2. Preparation of Specimens

Raw ore (A) and high-viscosity ore (B) were selected as the raw materials, with the
chemical activity improved by regulating the calcination temperature. The raw ore and
high-viscosity ore that had been calcined at a temperature of 650 ◦C for 2 h were marked as C
and D, respectively, whereas the high-viscosity ore that had been calcined at a temperature
of 750 ◦C for 2 h was marked as E. The raw ore that had undergone hydrochloric acid
modification was marked as A-H, whereas the raw ore that had been modified through
surface bioactive treatment was marked as A-O. Ultrasonic dispersion was applied to the
foresaid five types of NAC (A, B, C, D, and E), which were subsequently marked as A-C,
B-C, C-C, D-C, and E-C, respectively. The sample numbers are shown in Figure 1.
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Figure 1. Different activation methods and sample numbers of NAC.

To study the effect of NAC on cement hydration, pore structure, and mechanical
properties, four NAC were selected in this paper, namely raw ore (A), high-viscosity ore
(B), calcined raw ore (C), and calcined high-viscosity ore (D). The cement specimen had
a water–binder ratio of 0.5 and the content of NAC accounted for 0%, 1%, 3%, and 5% of
the total mass of the cementitious material, respectively. When preparing the specimens,
refer to the cement paste mixing method in “Highway Engineering Cement and Cement
Concrete Test Regulations” (JTG E30-2005).The mixing proportion of cement paste with
NAC is shown in Table 3.
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Table 3. Mixing proportion of cement paste with NAC (raw ore and high-viscosity ore) under
different activation methods.

Specimen Number Cement/% NAC/%

CS 100 0
A1 1, B1, C1, D1 99 1
A3, B2, C3, D3 97 3
A5, B5, C5, D5 95 5

1 Sample No. A1 refers to the sample of NAC raw ore, and the mixing addition is 1% of the total mass of
cementitious material.

2.3. Test Methods and Processes
2.3.1. High-Temperature Calcination

A SX2-8-10 chamber electric furnace was used for high-temperature calcination. Prior
to this, the sampled powder was sealed into a crucible that was placed in the furnace for
calcination. The crucible was fetched out for cooling and further processing only after the
temperature had risen to the specified temperature and had been sustained for 2 h.

2.3.2. Hydrochloric Acid Acidification

After being diluted with distilled water to a concentration of 6 mol/L, the hydrochloric
acid was mixed with the raw ore at a solid-to-liquid ratio of 2:3. The mixed solution was
stirred evenly and left to stand for acidification for 24 h. Then, distilled water was used for
washing until the supernatant liquid turned neutral without chloride ions (a 0.01-mol/L
silver nitrate solution for detection). The solution was subsequently dried in an evaporating
dish to form the test specimen A-H.

2.3.3. Surface Activation

According to the reference [28], the raw ore was placed into the distilled water to form
a turbid liquid. Then, the temperature was raised to 80 ◦C with a water bath, after which,
octadecyl trimethyl ammonium chloride, weighed at 2% of the raw ore in mass, was added
as the surfactant. The solution was cooled to room temperature after stirring and activation
under the same temperature for 3 h. Then, it was dried in an evaporating dish to form the
test specimen A-O.

2.3.4. Ultrasonic Oscillation

A turbid liquid of NAC prepared at a certain proportion was placed in a DS-5510DTH
ultrasonic cleaner. Then, ultrasonic waves higher than 20 KHz were released to dis-
perse the turbid liquid for 15 min. The turbid liquid obtained was used for dispersibility
evaluation directly.

2.3.5. Dispersibility Evaluation

According to the reference [29], the sedimentation method was used as the dispersibil-
ity evaluation standard in this section. Most of the systems with poor dispersion stability
presented agglomerate flocculating sedimentation, with the formation of a clear interface
between the sediments and the supernatant liquid, and a sedimentation equilibrium within
a short time. The systems with superior dispersion stability displayed a slow sedimentation
rate and a dispersed distribution of particles that gradually thickened from the top to the
bottom. No obvious sediments were spotted in such systems. Specific steps in the test are
as follows: the dispersed systems were poured into a measuring cylinder, left to stand,
and subsequently monitored for changes in the sediment volumes over time. Meanwhile,
the turbid liquid was placed in a colorimetric tube for direct observation of the dispersion
properties of different dispersion methods.
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2.3.6. Composition Analysis and Microscopic Observation

A composition analysis of the specimens was conducted via a D/MAX-Ultima XRD.
A SUPRA 55 SAPHIRE field emission scanning electron microscope (FESEM) was used for
electron microscopic scanning of the microstructures of the specimens [30,31].

2.3.7. Chemically Bound Water Content

After the specimens were maintained to the specified age, they were immediately
ground and passed through a 0.08 mm square-hole sieve. Onegram of powder (accurate
to 0.0001 g) was weighed on an analytical balance, put into a ceramic crucible with a lid,
and dried in an oven at 65 ◦C for 24 h, and the mass m1 was weighed after drying. Then,
the crucible was moved to the muffle furnace and calcinated at a temperature of 1050 ◦C for
2 h, and the mass m2 was considered. The chemically bound water content in the cement
slurry was calculated according to Formula (1).{

w =
m1−m2

m1
−L

1−L × 100%
L = (1 − α)Lc + αLa

(1)

In the formula, w is the chemically bound water content, %; m1 is the mass of the
sample after drying, g; m2 is the mass of the sample after calcination, g; α is the content of
nano attapulgite clay, %; Lc is the cement calcination loss, %, La is the loss on ignition of
nano attapulgite clay, %.

2.3.8. Well Solution pH

When the specimens were maintained to the specified age, they were immediately
taken out, ground, and passed through a 0.08 mm square-hole sieve. Three grams of
powder (accurate to 0.0001 g) was weighed into a beaker with an analytical balance, 30 mL
of distilled water was added in order to disperse for 15 min ultrasonically, and then the
result was left to stand for 12 h. The pH value of the supernatant test solution was taken as
the alkalinity value of the cement slurry pore solution.

2.3.9. Pore Content and Microstructure

The stomatal content was obtained indirectly through the water loss rate of the satu-
rated specimen under specific conditions, that is, the ‘evaporable water content method’.
After the sample was cured to the specified age, the vacuum saturation was completed
according to the American Society for Testing and Materials (ASTM) regulations, and the
volume v and mass m of the specimen were measured. Then, it was moved to the standard
curing environment, and, after waiting until the mass of the sample tended to remain
unchanged, calculate the porosity p of the sample was calculated according to Formula (2).

p =
m − m1

ρv
× 100% (2)

In the formula, p is the pore content, %; m is the mass of the specimen after vacuum
water retention, g; m1 is the mass of the specimen after dehydration, g; v is the volume of
the specimen, cm3; ρ is the density of water, g/mL.

2.3.10. Mechanical Properties

The flexural and compressive strength was tested with reference to the test methods
in “Highway Engineering Cement and Cement Concrete Test Regulations” (JTG E30-2005).
The flexural test was carried out on a cement electric flexural testing machine with a loading
rate of 50 N/s. The compressive strength was tested by a 200 t hydraulic servo pressure
testing machine with a loading rate of 0.5 MPa/s.
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3. Results and Discussion
3.1. Impacts of Calcination on Composition and Crystal Structures of NAC
Subsubsection

For the four types of water contained in NAC, the research [32] revealed that when
the calcination temperature was higher than 400 ◦C, the adsorption of crystals improved,
thereby resulting in the complete dehydration of the adsorbed water and the zeolite water
in them. When the temperature rose to 650 ◦C, the binding water and structural water were
removed to generate a large number of active oxides, which indicated a high pozzolanic
activity. After calcination at 650 ◦C, the appearance changes in raw ore and high viscosity
is shown in Figure 2. Before calcination, both the original nano attapulgite ore and the
high-viscosity ore were gray-white. After calcination at 650 ◦C, part of the ferrous iron in
the clay gradually formed ferric iron, which eventually led to the color of the two nano-clay
minerals becoming pale yellow.
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Figure 3 represents the SEM photos of the NAC before and after calcination, revealing
a microscopic disordered fibrous structure of the NAC. The fibrous rod-like crystals were
approximately tens of nanometers in diameter and 0.5 to 1 µm in length. In addition, it
can also be observed that high-viscosity ore rod-like crystals were significantly smaller
than raw ore rod-like crystals in both length and diameter, thus leading to a larger specific
surface area, adsorbability, and colloidality of the high-viscosity ore when compared
to the raw ore. After calcination at 650 ◦C or 750 ◦C for 2 h, the structures of NAC
crystals underwent no collapse as their fibrous structures remained intact. Since the rod
clusters of NAC were opened after calcination, the phenomenon of fibrillar aggregation
was significantly reduced.



Inorganics 2022, 10, 124 7 of 21Inorganics 2022, 10, x FOR PEER REVIEW 7 of 23 
 

 

(a) (b) 

(c) (d) 

 

(e)  

Figure 3. Micrographs of NAC by FESEM (1:10,000). (a) Raw ore; (b) High viscosity ore; (c) Cal-
cined raw ore under 650 °C; (d) Calcined high viscosity ore under 650 °C; (e) . Calcined high vis-
cosity ore under 750 °C 

Figure 4 presents the XRD graphs of the NAC before and after calcination, from 
which, it can be seen that the diffraction peaks of the NAC disappeared after calcination 
and a large amount of SiO2 and alkali metal salt was generated. The NAC was extremely 
unstable in crystallinity and possessed a high pozzolanic activity. 
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Figure 4 presents the XRD graphs of the NAC before and after calcination, from which,
it can be seen that the diffraction peaks of the NAC disappeared after calcination and a
large amount of SiO2 and alkali metal salt was generated. The NAC was extremely unstable
in crystallinity and possessed a high pozzolanic activity.



Inorganics 2022, 10, 124 8 of 21Inorganics 2022, 10, x FOR PEER REVIEW 8 of 23 
 

 

10 20 30 40 50 60 70 80

•

•

∇ SiO2
• CaMg(CO3)2
♥ Al(OH)2
♦ Attapulgite

♥♥

♥ ∇∇∇∇∇∇

∇

♦
♦

♥

♦♦♦
♦

♦

∇

∇

∇∇♦ ∇

∇

∇

∇

2θ/(°)

 A
 C

In
te

ns
ity

 
(a) 

10 20 30 40 50 60 70 80
 

•••

♦ ♦

♦♦
♦ ♦

♦

∇∇

∇

∇

∇

∇

∇

∇ SiO2
• Mg2SiO4
♦ Attapulgite

2θ/(°)

 B
 D

∇
♦

In
te

ns
ity

 
(b) 

10 20 30 40 50 60 70 80
 

∇ SiO2
♥ Al(OH)3
♦ Attapulgite

∇ ∇∇∇∇

∇

∇

 B
 E

2θ/(°)

♦ ♦

♦
♦

∇

♦

♦
♦♦

∇ ∇

♥

♥

In
te

ns
ity

 
(c) 

Figure 4. Phase changes in NAC before and after calcination. (a) Row ore under 650 °C calcined; 
(b) High-viscosity ore under 650 °C calcined; (c) High-viscosity ore under 750 °C calcined. 

  

Figure 4. Phase changes in NAC before and after calcination. (a) Row ore under 650 ◦C calcined;
(b) High-viscosity ore under 650 ◦C calcined; (c) High-viscosity ore under 750 ◦C calcined.

3.2. Analysis of NAC Dispersibility in Water

The sediment volume fraction of the NAC turbid liquid is shown in Figure 5, from
which, it can be seen that the sediment volume enlarged as the mixing amount increased.
When the mixing amount was maintained at 1%, the raw ore and the acidified raw ore
indicated the worst dispersibility, whereas the raw ore and the high-viscosity ore processed
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with ultrasonic dispersion had the best dispersion effect, with those activated and calcinated
standing between them. When the mixing amount was at 2%, the acidified raw ore
experienced an improvement in dispersibility. When the mixing amount reached 3%, the
sedimentation rate of the raw ore decreased to some degree. When the mixing amount rose
to 5%, the acidified raw ore indicated the fastest sedimentation rate. To sum up, ultrasonic
dispersion improved the dispersion property of NAC, and no sedimentation happened
in a short time when the raw ore and high-viscosity ore accounted for 2% of the cement.
However, acidification and activation showed no significant impact on the improvement in
the dispersibility of raw ore in water.
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Figure 5. Relationship between settlement volume and time. (a) NAC addition: 1%; (b) NAC addi-
tion: 2%; (c) NAC addition: 3%; (d) NAC addition: 5%. 

The turbid liquid of dispersed NAC was poured into a 25 mL colorimetric tube 
(shown in Figure 6). Figure 6 reveals that, when the mixing amount was at 1%, the acidi-
fied raw ore showed a slightly better effect than those unmodified. Although activated 
and calcined raw ores were inferior to acidified raw ore in dispersibility, they were 
much inferior to the raw ore and high-viscosity ore processed via ultrasonic dispersion. 
It is worth noting that adsorption aggregation is highly common in high-viscosity ore 
because of its high adsorbability. Therefore, when they agglomerated into floccules, the 
sediment volume was comparatively lowered. 

Figure 5. Relationship between settlement volume and time. (a) NAC addition: 1%; (b) NAC
addition: 2%; (c) NAC addition: 3%; (d) NAC addition: 5%.

The turbid liquid of dispersed NAC was poured into a 25 mL colorimetric tube (shown
in Figure 6). Figure 6 reveals that, when the mixing amount was at 1%, the acidified raw
ore showed a slightly better effect than those unmodified. Although activated and calcined
raw ores were inferior to acidified raw ore in dispersibility, they were much inferior to
the raw ore and high-viscosity ore processed via ultrasonic dispersion. It is worth noting
that adsorption aggregation is highly common in high-viscosity ore because of its high
adsorbability. Therefore, when they agglomerated into floccules, the sediment volume was
comparatively lowered.
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3.3. Hydration Process of NAC Cement Paste
3.3.1. Analysis of Microstructures

The microstructure of the cement with NAC under 650 ◦C calcinationis shown in Figure 7.
According to Figure 7, the cement paste mixed with calcined NAC had a significantly higher
compactness than pure cement paste, while pure cement paste showed larger gel pores as
well as a less tight (weaker) bond between its hydration products. Figure 7 also reveals
fibrous rods in the cement paste mixed with NAC, which had no bifurcations at the ends.
Therefore, the impact of C-S-H gels was deemed insignificant. The early-strength Portland
cement used in this test has a high C3A content, and NAC has a high aluminum content as
well; as such, the two elements combined to cause a reduced stability in ettringites. Due
to drying at a temperature of 75 ◦C for 24 h before electron microscopic scanning, most of
the ettringites would have been decomposed by the heat if there were any. Moreover, the
fluidity of the cement paste mixed with uncalcined NAC was not improved, thus indicating
a poor performance of uncalcined NAC when integrating with the cement paste. Since no
significant bunched ettringite crystals were observed in the cement paste, it was inferred
that this kind of fibrous rod was NAC. It can be seen that the fibrous rods in b and c were
significantly more compact than those in d and e. This was because the low activity of
uncalcined NAC would prevent it from participating in the hydration process. Based
on Figure 7, the cement paste mixed with uncalcined NAC contained a large amount of
flocculent hydrated silicate gels after 28 d. The paste structure was relatively loose and not
compact enough, showing numerous gel pores. However, the hydrated silicate gel mixed
with calcined NAC had a compact structure with rod-like crystals tightly bonded with
surrounding hydration products, thus indicating the significantly improved compactness
of the paste.
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Figure 7. Microstructural changes of the cement with raw ore and high-viscosity ore under 650 ◦C
calcination. (a) CS; (b) A5; (c) B5; (d) C5; (e) D5.

3.3.2. Chemical Immobilized Water Content

The chemical immobilized water content was tested when the test specimens were
maintained at corresponding ages. The test results are shown in Figure 8. It can be seen
that the chemically bound water content of the cement slurry increased rapidly in the early
stage. Still, after 7 days of age, the growth trend of the chemically bound water content
of each sample gradually slowed down, and the growth rate decreased. From Figure 8a,b
at 3 days of age, we can obtain that the chemically bound water content in the cement
with different ranges of the NAC raw ore (uncalcined) was 11.06%, 11.06%, 10.81%, and
10.97%. The chemically bound water content in cement mixed with high-viscosity ore
(uncalcined) was 11.05%, 10.78%, 10.15%, and 10.69%. With the increase in the content,
the uncalcined NAC reduces the hydration process of the cement. The chemically bound
water content in the raw ore cement with the addition of 3% NAC is 12.78% at 28 days,
and the chemical-bound water content in the high-viscosity ore cement is 13.31%, which
indicates that the long-term activity of the raw ore is higher than that of the clay ore. From
Figure 8c,d, it can be drawn that the movement of the calcined NAC has been improved.
The chemically bound water contents in the 1% and 3% NAC raw (calcined) cement were
14.11% and 14.04%, which were higher than those in the NAC high-viscosity ore cement
(13.96% and 13.58%). When the content of calcined NAC raw ore is 1%, the improvement
effect on the cement hydration process is the best.

From the above, it can be concluded that a small amount of calcined NAC helped
to increase the chemical-immobilized water content of the cement paste, and this can
be attributed to the sharply increased activity of calcined NAC. As the mixing amount
increased, the total hygroscopicity of NAC is expected to rise as well, leading to a reduced
water–binder ratio in the vicinity of cement particles. A comparison between c and d of
Figure 8 reveals that the hydration process of the cement paste accelerated at a later stage
because of the water retention effect of calcined high-viscosity ore, thus causing its overall
hydration degree to stay at basically the same level as that of the cement paste mixed with
calcined raw ore.
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Figure 8. Chemical-binding water content of cement with NAC under 650 °C calcination. (a) Raw 
ore; (b) High-viscosity ore; (c) Raw ore under 650 °C calcined; (d) High-viscosity ore under 650 °C 
calcined. 

Figure 8. Chemical-binding water content of cement with NAC under 650 ◦C calcination. (a) Raw
ore; (b) High-viscosity ore; (c) Raw ore under 650 ◦C calcined; (d) High-viscosity ore under
650 ◦C calcined.

3.3.3. The pH Value of Pore Solutions

When curing the specimens to the corresponding ages, the pH values of their pore
solutions were tested by the stripping method, as shown in Figure 9. It can be seen that
the pH value of pure cement paste pore solutions increased quickly in the early stage
because the hydration reaction rate became fast due to the sufficient water around the
cement particles. Massive sulfate ions were also consumed, thereby releasing a notable
amount of hydroxyl ions to maintain the charge balance. Simultaneously, the solidified
alkali metal ions were also released, causing the pH value of the pore solutions to rise
continuously. As hydration deepened, the reaction rate tended to be gentle and the hydroxyl
ion concentration was basically balanced, thereby causing the pH value of the pore solutions
to lean towards remaining unchanged. The pore solutions of the cement paste mixed with
uncalcined NAC showed a generally lower pH value than that of pure cement paste, with
the value being lowest when the mixing amount reached 5%. The pH value of the cement
paste pore solutions could be enhanced by adding calcined NAC, with a mixing amount
between 1% and 5%.
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Figure 9. pH value of pore solution in cement paste with NAC after 650 ◦C calcination. (a) Raw ore;
(b) High-viscosity ore; (c) Raw ore under 650 ◦C calcined; (d) High-viscosity ore under 650 ◦C calcined.

From Figure 9a,b, it can be seen that the pH value of the pore solution of the cement
slurry mixed with uncalcined NAC is generally lower than that of the cement slurry without
NAC, and both are the lowest when the dosage is 5%. When the curing age is 14 days, the
pH value of the pore solution of the cement mixed with the NAC raw ore is 3.96%, 3.95%,
and 0.1% lower than that of the cement without NAC, indicating that the 5% NAC raw
ore cement has a sufficient hydration reaction. The pH value of the pore solution of NAC
high-viscosity mineral cement with a dosage of 1% is 12.7, which is higher than the pH
value of cement without NAC (12.6), indicating that the hydration activity of cement mixed
with 1% high-viscosity mineral is high. In Figure 9c,d, it can be seen that the pH value of
the solution in the cement mixed with 5% NAC (calcined) is higher than that of the cement
without NAC. When the curing age is 14 days, the pH value of the mesoporous solution of
the NAC raw ore(calcined) cement is 3.96% higher than that of the cement without NAC.
The pH value of the mesoporous solution of the NAC high-viscosity ore (calcined) cement
is 8.8% higher than that of the cement without NAC.

3.4. Fluidityof the Cement Paste Mixed with NAC

The fluidity of the cement mortar was measured immediately after it had been mixed,
and the results are shown in Figure 10. It is observed that the fluidity of the cement
mortar mixed with NAC decreased with the increase in the mixing amount. When the
mixing amount of uncalcined raw ore and high-viscosity ore was at 5%, the fluidity of the
cement mortar was reduced by 45.23% and 57.27%, respectively. This is in comparison
to the fluidity of the ordinary specimens. Hence, the fluidity is greatly reduced, which
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will, in turn, seriously affect the workability of the cement-based materials. This can be
explained by two reasons. Firstly, owing to the strong hygroscopicity and colloidality of
the NAC, the original water in the cement void was adsorbed by the pores of the NAC
rod-like crystals, which then decreased the water–binder ratio and made the mortar viscous,
particularly for its colloidality. Secondly, the microstructures of the NAC possessed a great
amount of chaotic fibrous rod-like crystal structures, which aggregated into a mass in
an extremely easy manner. When they were mixed with the cement mortar, the internal
friction resistance was increased so as to decrease fluidity. The figure also reveals that, for
the high-viscosity ore specimen after ultrasonic dispersion, the fluidity of its cement mortar
was relatively lower than that of the high-viscosity ore without ultrasonic dispersion. This
was mainly because the fibrous rod-like crystal mass of the NAC was unfolded by the
ultrasonic dispersion and its specific surface area was enlarged. Therefore, the fibers were
increased, and both the hygroscopicity and internal friction resistance were strengthened,
thus reducing the fluidity of the cement mortar. It can also be seen in the figure that the
fluidity of the cement mortar mixed with calcined NAC was prominently greater than that
of the cement mortar mixed with uncalcined NAC. In addition, the fluidity was enhanced
with the increase in calcination temperature, as derived by the fact that the fluidity of
the cement mortar mixed with calcined high-viscosity ore (namely D and E) at a mixing
amount of 5% was reduced by 32.66% and 26.13%, respectively, in comparison to the
ordinary specimens. The major cause was that the decrease in colloidality of calcined NAC
was much larger than the increase in its adsorbability. Consequently, parts of the rod-like
crystals were broken and collapsed, the seamed edges became sleeker, and the internal
friction resistance was smaller than that of uncalcined NAC.
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3.5. Mechanical Properties of the Cement Paste Mixed with NAC
3.5.1. Flexural Strength

The flexural strength and pore content were tested as the specimens were cured to an
age of 28 d, and the results are displayed in Figure 11.
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It can be found in Figure 11 that the four types of NAC possessed the greatest flexural
strength at a mixing amount of 1%, and that the flexural strength gradually declined as the
mixing amount increased. The flexural strength of the cement paste mixed with calcined
raw ore and high-viscosity ore at a mixing amount of 1% was generally improved by
28.40% and 17.28%, respectively, when compared to that of the cement without NAC. It
was discovered in the test that the addition of a small amount of uncalcined NAC could
improve the workability of the cement paste. However, with the increase in the mixing
amount, the fluidity of the paste was increasingly poorer. As such, it was difficult for the
paste to vibrate and compact, resulting in the introduction of a large number of pores,
which were most obvious in the high-viscosity ore. As a natural mineral, uncalcined NAC
is characterized by a relatively stable chemical property. Therefore, when it was added into
the cement paste, it existed as an impurity such that hydration could hardly be activated.
The activity of the calcined NAC was also raised substantially. Moreover, the colloidality
of the NAC was reduced through high-temperature calcination, thereby decreasing the
influence on the workability of the cement paste.

3.5.2. Compressive Strength

The compressive strength test was carried out when the specimens were cured to an
age of 28 d, and the results are shown in Figure 12. It reveals that the compressive strength
of the cement paste was reduced by the addition of uncalcined NAC, and the decrease in
the compressive strength of the cement paste mixed with high-viscosity ore was especially
significant as the mixing amount increased. The compressive strength of calcined raw
ore cement with a 1%, 3%, and 5% content is 6.5%, 2.29%, and 7.25% lower than that of
the cement without NAC; the strength of calcined high-clay cement with a 1%, 3%, and
5% content is 4.11%, 9.25%, and 2.31% lower than that of the cement without NAC. This
was because, on the one hand, uncalcined NAC’s comparatively significant impact on the
cement paste’s fluidity lowered the matrix’s compactness. On the other hand, uncalcined
NAC existed in the cement paste as an impurity because its low activity made it difficult
for it to participate in the hydration. Consequently, the compressive strength of the cement
paste mixed with calcined NAC was remarkably improved as the mixing amount increased.
In the test, the compressive strength of calcined raw ore cement with a 1%, 3%, and 5%
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content is 4.5%, 8.06%, and 9.38% higher than that of the cement without NAC; the strength
of calcined NAC high-clay cement with a 1%, 3%, and 5% content is 1.84%, 2.76%, and
2.86% higher than that of the cement without NAC.
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Figure 12. Compressive strength of cement paste with various NAC addition. 
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The chemical-binding water content of cement paste with various NAC addition is
shown in Figure 13. From Figure 13, we can draw that the addition of uncalcined NAC
decreased the chemical immobilized water content of the paste, thereby presenting a low
degree of hydration. In addition, because of its strong hygroscopicity, uncalcined NAC
adsorbed plenty of free water into its fibrous rod-like crystals and reduced the water–binder
ratio around the cement particles. Adding calcined NAC can improve the hydration degree
of slurry. When adding 1% and 3% calcined NAC raw ore, the chemical-bound water
content of cement is 2.5% and 1.99% higher than cement without NAC. The chemical and
chemical-bound water content of the cement with 1% NAC is 1.43% higher than that of
cement without NAC. This is mainly because calcined NAC’s colloidal and adsorption
properties are reduced, but the chemical activity is significantly enhanced. It no longer
exists in the slurry as impurities but directly participates in the hydration process.
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Figure 14 shows the relationship between the compressive strength of the cement
paste and the chemically immobilized water content, which was positively correlated. This
indicated that the addition of calcined NAC could raise the hydration degree of the cement
paste, thus improving its compressive strength.
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3.5.3. Effect of NAC on the Porosity of Hardened Cement

Voids in the section of the NAC cement specimen are shown in Figure 15, and the
addition of NAC reducing the porosity of the cement paste is presented in Figure 16.
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From Figure 15, it can be observed that the visible pores of the cement paste mixed with
calcined NAC were notably fewer than those of the cement paste mixed with uncalcined
NAC and those of the cement paste without NAC. There was a notable number of visible
pores in the fracture section of the cement paste mixed with uncalcined NAC raw ore, and
the number and the diameter of the pores grew as the mixing amount increased; when the
mixing amount reached 5%, visible pores with a diameter of approximately 4 mm appeared.
A large number of visible pores emerged in the fracture section of the cement paste mixed
with uncalcined NAC high-viscosity ore at a mixing amount of 3%, and the pore diameter
stood at around 1 mm. The mixing amount reached 5%, and there were massive irregular
pores in the fracture section of the cement paste. The content of visible pores in the fracture
section of the cement paste that prominently improved by adding the calcined NAC was
remarkably reduced, with only a few pores observable by the naked eye. We can draw that
the calcined NAC has the potential to enhance the compactness of the cement paste.

From Figure 16, it can be drawn that adding 3% and 5% uncalculated NAC can reduce
the compactness of hardened cement paste and increase the porosity. The porosity of
cement mixed with 3% and 5% uncalculated NAC raw ore is 2.44% and 25.58% higher
than that of the cement without NAC. The porosity of cement mixed with 3% and 5%
uncalculated NAC high-viscosity mineral is 23.07% and 40.62% higher than that of the
cement without NAC. This indicated that an uncalculated high-viscosity mineral is not
conducive to forming dense hardened cement. Adding calcined NAC can effectively reduce
the porosity of hardened cement and improve the compactness, which is consistent with
the conclusion in Figure 15. The porosity of hardened cement with 1%, 3%, and 5% NACis
19%, 19.04%, and 22.27% lower than that of the cement without NAC. When the content
of NAC with high viscosity is 1%, 3%, and 5%, the porosity of hardened cement paste is
15.58%, 18.1%, and 21.46% lower than that of the cement without NAC, which indicates
that calcined NAC raw ore has the best effect in improving the compactness of hardened
cement paste. The effect is the best when the content is 5%.

4. Conclusions

This paper mainly studies the improvement of NAC in the hydration process, pore
characteristics, and mechanical properties of cement paste under different activation meth-
ods. The main conclusions are drawn as follows:
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(1) The curing age was 14 days, and the pH value of the pore solution of the cement
mixed with the NAC raw ore was 3.96%, 3.95%, and 0.1% lower than that of the cement
without NAC. The pH value of the solution in the cement mixed with 5% NAC (calcined)
was higher than that of the cement without NAC. When the curing age was14 days, the
pH value of the pore solution of the NAC raw ore (calcined) cement was 3.96% higher
than that of the cement without NAC, and the pH value of the pore solution of the NAC
high-viscosity ore (calcined) cement was 8.8% higher than that of the cement without NAC.

(2) When the mixing amount of uncalcined raw ore and high-viscosity ore was at 5%,
the fluidity of the cement was reduced by 45.23% and 57.27%, respectively. The fluidity of
the cement mortar mixed with calcined high-viscosity ore (D and E) at a mixing amount of
5% was reduced by 32.66% and 26.13%, respectively, compared to the ordinary specimens.

(3) With the increase in the content, the uncalcined NAC reduces the hydration process
of the cement; the chemically bound water content in the raw ore cement with the addition
of 3% NAC was 12.78% at 28 days, and the chemical-bound water content in the high-
viscosity ore cement was 13.31%. This indicates that the long-term activity of the raw ore is
lower than that of the high-viscosity ore. The chemically bound water contents in the 1%
and 3% NAC raw (calcined) cement were 14.11% and 14.04%; when the content of calcined
NAC raw ore is 1%, the improvement effect on the cement hydration process is the best.

(4) The flexural strength of the cement paste mixed with calcined raw ore and high-
viscosity ore at a mixing amount of 1% was generally improved by 28.40% and 17.28%,
respectively, when compared to that of the cement without NAC paste. The compressive
strength of calcined raw ore cement with a 1%, 3%, and 5% content was 4.5%, 8.06%, and
9.38% higher than cement without NAC. After calcination, the NAC raw ore is better than
the high clay ore in improving the mechanical properties of cement.

(5) Adding calcined NAC can effectively reduce the porosity of hardened cement and
improve compactness. The porosity of hardened cement with 1%, 3%, and 5% NAC paste
was 19%, 19.04%, and 22.27% lower than that of the cement without NAC.
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