
Table S1. Phase abundances of alloys B0 to B5 obtained from the XRD analysis. N.D. denotes non-detectable. 

Alloy C14 Abundance C15 Abundance TiNi Abundance V3B2 Abundance 

 (wt%) (wt%) (wt%) (wt%) 

B0 64.8 23.1 12.0 N.D. 

B1 65.7 21.5 12.9 N.D. 

B2 67.5 15.9 14.7 1.9 

B3 50.7 25.4 22.2 1.7 

B4 52.6 16.3 23.5 7.2 

B5 58.5 6.2 30.9 3.5 

 

 


