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Figure S1 29Si NMR spectrum of MOR/02. 

 

Figure S2 29Si NMR spectrum of MOR/SD. 



 

Figure S3 29Si NMR spectrum of ZSM-5/02. 

 

Figure S4 27Al NMR spectrum of MOR/02. 

 

 

Figure S5 27Al NMR spectrum of MOR/SD. 



 

 

Figure S6 27Al NMR spectrum of ZSM-5/02. 

 

 

 

Figure S7 Diffractogram of zeolites ZSM-5 and MOR. Available in Database of zeolite 
Structure (CIF files) 


