
The Supporting Information 

for 

Enhanced Catalytic Soot Oxidation by 

Ce-based MOF-derived Ceria Nano-Bar 

with Promoted Oxygen Vacancy 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



 

 

 

 

 

 

 

 

Figure. S1. (a), (b) SEM images of commercial CeO2 (comCeO). 
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