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Figure S1. Fitted curves at (a) Ni (b) NiO. 

 



Figure S2. XPS survey scans of Ni/NiO@NC10,000-10-350. 

Figure S3. XPS spectra at C 1s regions. 

 

Figure S4. SEM-EDS pattern of Ni/NiO@NC10,000-10-350. 

 



Figure S5. SEM images of the (a)Ni/NiO@NC8000-10-350, (b)Ni/NiO@NC30,000-10-350, 
(c)Ni/NiO@NC58,000-10-350. 

 
 


