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Figure S1. Dynamic moduli, 𝐺′ 𝑎𝑛𝑑 𝐺′′, of the Control biofilm grown for the strain sweep test in 

Figure 8. Note the pronounced decrease in dynamic moduli in region IV, decrease that was not 

accounted for in the standard deviation calculations in Figure 2. 


