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In vitro osteoinductivity assay of hydroxylapatite scaffolds, obtained with biomorphic 

transformation processes, assessed using human adipose stem cells. 

 

 

Figure S1. Osteogenic markers in hASCs cultured on B-HA and S-HA biomaterials.  

(A) Alizarin red staining is shown in the panel, in experimental conditions tested (10x 

magnification upper figures, 4x magnification lower figures).  

(B) The matrix mineralization was evaluated by Alizarin red staining at day 21, whereas its 

quantification was carried out spectrophotometrically. Matrix mineralization data was reported as 

optical density. *p<0.05; **p<0.01; *** p<0.001 (ANOVA test was used).  


