
1 
 

 

Figure S1. Overlay FTIR of empty and Cl-amidine encapsulated P(3HB) microspheres. The red line 
represents empty P(3HB) microspheres and the black line represents P(3HB) microspheres with 
encapsulated Cl-amidine. 
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Figure S2. Cl-amidine absorption spectrum was used to detect its wave-length of maximum 
absorbance (327 nm) required for further testing using UV-spectrophotometry. 


