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Figure S1. Representative SEM image of unmodified CS/PEO nanofibers prepared of: (a) 8% or 
(b) 10% (w/w) polymer blend solution (original magnification ×5000) and corresponding 
formulations upon coating with poly(dimethylsiloxane) (c,d) (magnification ×1000. 

 

 


