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The following is the supplementary data related to this article. 

 

 

Figure S1. SEM micrographs of samples P01-P3L (100x magnification): surface and section of 

samples 



 

Figure S2. SEM micrographs of samples P02-P6L (100x magnification): surface and section of 

samples 


