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Table 1. List of items extracted from studies.

e Study identification information;

¢ Funding source;

e Author conflicts of interest;

e Type of Study (i.e., in vitro and/or in vivo study, clinical study);

o Exposure (i.e., Type of magnesium alloy/controls, Duration of exposure; etc.);

e Population (i.e., Animal species, strain, sex, origin, age; Cell line, cell type or tissue; Source
of cells or tissue culture, etc.);

¢ Dosing methodology (i.e., Performed Tests, Treatment period, Replicates etc.);

¢ Controls (positive, negative, vehicle);

e Randomization procedure, allocation concealment, blinding procedure during outcome
assessment(s);

e Number of replicates per group

¢ Main outcome;

e Statistical methods (e.g., statistical test used, significance levels).



