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Figure S1. (a) Photographs of prepared pastes drops displaying powder dispersion in the detection layer, (b)
cyclic voltammetry tests proving the reproducibility of the electrodes (paste based on the CC1).
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Figure S2. Amperometric response of the copper oxide modified GCE electrodes recorded at the applied
potential of the (a) 660 mV, (b) 650 mV, and (c) 640 mV.



