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Supplementary Figure 1. SEM image of Chitosan nanoparticles in buffer solution. 

 
Supplementary Figure 2. Size distribution analysis from AFM measurement. 

0

10

20

30

40

50

60

0 0.2 0.4 0.6 0.8 1

C
ou

nt
s

µm


