Supplementary Materials
[bookmark: _Hlk20749309]Table S1. Thickness (µm) of the samples.
	[bookmark: _GoBack]Sample
	Thickness (µm) 

	CNC
	28.7 ± 3.1 

	HPC
	15.8 ± 2.4

	MC
	14.5 ± 2.1

	NaCMC
	16.0 ± 2.6

	CNC + 10% wt. IL
	16.2 ± 1.5

	CNC + 25% wt. IL
	29.2 ± 1.6

	CNC + 40% wt. IL
	33.8 ± 2.5

	HPC + 40% wt. IL
	15.7 ± 1.1 

	MC + 40% wt. IL
	21.2  ± 2.9  

	NaCMC + 40% wt. IL
	23.7 ± 3.5



