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Abstract

:

The reliability of aero engine has a direct impact on the flight safety of the whole plane. With the continuous improvement of performance requirements of aero engines, the related fatigue and reliability problems also appear. For the fatigue failure characteristics of the typical component (compressor disk) in an aero engine, the fatigue reliability of its multi-site damage structure in service is analyzed by using probability cumulative damage criterion in this paper. The probability distribution definitions of life, damage and damage threshold are discussed and the relationship among them is also introduced by the new proposed criterion. Meanwhile, a method to determine the probability distribution of cumulative damage threshold and probability life prediction is carried out, based on which a hierarchical index system of statistical analysis and reliability modeling principle on the system level is further constructed for compressor disk. At the end of the paper, a certain cruise of fighter plane is analyzed to verify the validity of the new model. Emphasizing the difference between the compressor disk and traditional component, the new reliability analysis model developed in this study is basically reasonable for most of the load histories for the compressor disk, other than the traditional one, especially for the changeable and complex cruise missions.
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1. Introduction


The reliability of an aero engine has direct effects on the safety of the plane. With the continuous improvement of performance requirements for aero engines, the engine rotors with lighter structure mass, larger workload and higher endurance temperature are required, for which the related fatigue and reliability issues are subsequently exposed [1]. Among various components of aero engine, the related fatigue reliability issue of compressor disk has attracted the attention of scholars due to its complicated structure and the load environment [2,3]. The damage characteristics of multiple parts of the compressor disk can be attributed to its mechanical complexity and stress state. Not only multiple key parts (i.e., the position with high stress or low strength) but also complex mechanical parts on a structural component may be deformed and fractured and then fail in practical applications [4,5,6]. The compressor disk is subjected to the uncertain load and strength, and thus the fatigue life of each damaged part is obviously random. Therefore, to be precise, the life of compressor disk is not equal to the life of weakest part and its damage and probabilistic life prediction is an issue on the system level. In the system with variable amplitude load, there will be statistical correlation between the failure of each key part, and an applicable model should be utilized to predict the system life, as well as its probability distribution [7,8].



In recent years, multi-site damage has caused great concern. Moreover, relevant studies on multi-crack structures have been conducted on different aspects. There are lots of studies reporting on multi-crack structures in different aspects such as residual strength [9], fatigue life [10], fatigue fracture [11], structural integrity [12], etc. Among them, many literatures have studied the fatigue life prediction theory for multi-site damage structures [13,14,15,16], but Xie et al. [17], Wang et al. [18] and Gao et al. [19] pointed out most of the previous studies had been carried out under the deterministic framework, or only simple probability calculation involved. Questions about the fatigue life of a simple part and the probability distribution of fatigue life under a deterministic cyclic load corresponding to a certain reliability are traditionally predicted based on stress-probability life (P-S-N) curve [20,21,22,23] or using the stress-strength interference model, for which the influence of load uncertainty on fatigue failure probability needs to be considered [24,25,26]. The influence of load uncertainty on fatigue failure probability can be reflected by the stress-strength interference model. The stress-strength interference model is used to analyze the influence of load uncertainty on fatigue failure probability. For the two kinds of models, the premise of using the latter method is to obtain the probability distribution of fatigue strength corresponding to a certain service-life. Thus, the stress-strength interference model is very difficult to employ widely in engineering applications.



The problem of fatigue failure probability under variable amplitude load history is more complicated, but various studies are limited to specific parts or structures with multi-site damage rarely being taken into account [27,28,29,30]. In the early stage, based on energy criterion, a method to estimate the reliability life of parts under random load was provided by Kliman et al. [31], in which S-N curve, cyclic stress-strain curve, standard deviation and probability density distribution of load history, as well as rain-flow counting method are applied to obtain the cyclic load spectrum block. After that, Petryna et al. [32] proposed the probabilistic fatigue damage modeling of reinforced concrete structures and Karadeniz et al. [33] introduced an analysis program for the spectral load uncertainty of offshore engineering structures, respectively. Moreover, Xie et al. [34] further proposed a general method for system reliability analysis under variable amplitude load history based on previous research. According to the failure probability analysis of the system and the probability cumulative damage calculation of the specific damage location, a multi-site damage assessment and fatigue reliability analysis model suitable for aero engine compressor disk in the process of complex tasks is established in this paper.




2. Probability Cumulative Damage and Fatigue Life Prediction


In this paper, a method (named median cumulative damage criterion) is introduced to calculate the probability fatigue cumulative damage and probability distribution of critical damage value based on the median S–N curve, which can be used for the multi-site damage of aero-engine compressor disk. Based on the median cumulative damage criterion, the probabilistic life prediction method of multi-site damage structure is proposed, and the reliability analysis model is established accordingly.



2.1. Medians of Expressing Probability Cumulative Damage


The fatigue life at specific cyclic stress level is a random variable, usually obeying the Weibull distribution or lognormal distribution. The distribution of fatigue life under variable amplitude load will show a more complex form. In order to estimate and predict the probability life of components under variable amplitude load, the probability characteristics of fatigue damage and the related cumulation method should be studied. Firstly, the probability distribution of fatigue damage and the expression of its threshold under variable amplitude load was put forward, as well as the calculation method of damage cumulation corresponding to random critical damage.



Under the specified cyclic stress level si, the fatigue life of a structure is a random variable with median value     N ¯  i     and standard deviation    σ i   , and the probability density function is expressed as fi(N). After ni load samples are applied on the structure, the failure probability can be calculated by


  P  (  N <  n i   )  =    ∫ 0   n i      f i   ( N )  d N     



(1)







In order to facilitate the damage equivalent transformation under different stress levels and the cumulation calculation of probability damage, the probability equivalent transformation between the deterministic stress cycles and random variables of fatigue life should be carried out. By assuming the random variable Ni as a deterministic quantity     N ¯  i     (equal to the median value of Ni), the stress cycles ni can be taken as a random variable, represented by the symbol    n i r   , with median value taking the value of the actual cycle number ni, by which the relationship   P ( N <  n i   ) = P (  n i r  >  N ¯  )   can be obtained.


     ∫  N ¯  ∞    f  N , i    ( n )  d n    =    ∫ 0   n i      f  n , i    ( N )  d N     



(2)







Obviously, since such a transformation can be realized, the probability damage can be calculated based on the median life value and the corresponding random variable of stress cycle. Similarly, according to the equivalence relationship between    n i   /  N i   ~   n i r  /   N ¯  i    and    n i   /   N ¯  i   ~   N i   /   N ¯  i    in probability calculation, the deterministic cumulative damage threshold “1” can be converted into a random variable of cumulative damage threshold with the deterministic median cumulative damage being employed. Since life Ni is a random variable, the damage ni/Ni of stress cycles ni is also a random variable, expressed as    n i r  /   N ¯  i    after the randomization transformation of stress cycles. Thus, the fatigue damage random variable can be calculated based on the life random variable    N i   , as well as by the median life     N ¯  i    .



From the perspective of damage threshold, the failure probability under specified cyclic stress amplitude can be expressed as


  P  (  n > N  )  = P  (   n  N ¯   >  N  N ¯    )   



(3)







Since   n /  N ¯    is defined as median damage and N is a random variable, according to Equation (3), the cumulative damage threshold can be interpreted as a random variable. According to the conventional and deterministic linear cumulative damage criterion, the damage threshold is independent of stress level. In order to consider the failure probability, the relationship between threshold of damage random variable and stress level needs to be analyzed firstly in probabilistic meaning. Coincidentally, our previous study [17] has shown that although the stress level has a significant influence on the distribution pattern of life (the general criterion is that low stress and long life correspond to large life dispersion), the dispersion of damage critical value is not as obvious as that of life when the random variable of life with larger dispersion meets the larger life mean under low stress level. It can be roughly considered that the distribution of damage critical value of the same material is independent of the stress level.



Therefore, the probability distribution of cumulative damage threshold can be determined based on the life distribution at any stress level (generally taken as the stress level with the largest number of fatigue test samples).




2.2. Probability Cumulative Damage Criterion


The conventional cumulative damage is defined under the condition that the life and load history are both deterministic. Since the life is a random variable, damage caused by the certain load history is also a random variable. To obtain probabilistic life or reliable life, it is necessary to formulate an appropriate probability cumulative damage criterion. As mentioned above, fatigue damage accumulation can be calculated according to the median life value. Then the probability life can be obtained based on the probability distribution of median cumulative damage and cumulative damage threshold, which is the prime target of this section.



Following the linear damage accumulation theory, the median life value under different stress levels is converted to calculate the equal damage stress cycles under corresponding stress levels, which means the fatigue damage generated by nj cycles under stress sj can be equivalent to the fatigue damage generated by ni cycles under stress si


   n j  =  n i    N ¯  j   /   N ¯  i   



(4)







Based on the assumption that the distribution of damage critical value of the same material is independent of the stress level, the basic property of "same damage leads to the same failure probability" can be further deduced


  P  (   n j  >  N j   )  = P  (   n i  >  N i   )  ⇒ P  (     n j       N ¯  j    >  D C   )  = P  (     n i       N ¯  i    >  D C   )   



(5)







Equation (5) is the basis of new probabilistic damage accumulation criterion defined in this study. Based on this basic relationship, the failure probability under variable amplitude cyclic stress is given by


  p = P  (     n 1      N ¯  1    +    n 2      N ¯  2    + ⋅ ⋅ ⋅ +    n m      N ¯  m    >  D C   )  = P  (    ∑  i = 1  m      n i      N ¯  i      >  D C   )   



(6)







This just means that the failure probability under variable amplitude stress is the probability that the linear cumulative damage value calculated based on the median life value is greater than the critical damage random variable.




2.3. Probabilistic Fatigue Life Prediction Model


For multi-site damage structures, fatigue damage of each damage site is different under the variable amplitude loads, as well as the damage evolution process, caused by the different stress histories at different damage sites. Supposing that the load history of a structure is composed of m stress distributions, the ith stress distribution is expressed as fi(s) with ni load samples. On the basis of the linear cumulative damage calculation formula (Miner rule), the cumulative damage (i.e., the median damage) of component calculated by the median life at each stress level is given by


   D i  =   ∑  i = 1  m    (     ∫   s 0   ∞    f i   ( s )     n i     N ¯   ( s )    d s     )     



(7)




where    N ¯   ( s )    and s0 are the median S-N curve equation and fatigue limit of component material, respectively. For the component with M damaged sites, the cumulative damage at the jth damaged site can be obtained as follows


   D  i , j   =   ∑  i = 1  m    (     ∫   s 0   ∞    f  i , j    ( s )     n  i , j      N ¯   ( s )    d s     )     



(8)




where    f  i , j    ( s )    and    n  i , j     are the ith stress distribution on the jth site and the corresponding number of loads, respectively.



By substituting the results into Equation (6), it can be obtained that the failure probability of damaged site j is


   p j  = P  (   D  i , j   >  D C   )  =    ∫ 0   D  i . j      f  (   d C   )     d  d C  = F  (   D  i , j    )   



(9)




where f(dc) and F(Dc) are respectively the probability density function and cumulative probability distribution function of damage threshold calculated under the selected stress level.



If the life follows two-parameter Weibull distribution at the base stress level, the probability density function can be expressed as


  f  (   n B   )  =   β  n B     β − 1      η β     e  −    (     n B   η   )   β     



(10)




where β and η are shape parameter and scale parameter of Weibull distribution, respectively.



Based on the definition of median damage threshold (   D C  =  N B   /   N ¯  B   ,     N ¯  B    is the mean life at the base stress level) and the basic principle of probability distribution for deterministic random variable, the probability density function and cumulative probability distribution function of damage critical value can be obtained as


  f  (   d C   )  =     N ¯  B  β    (    N ¯  B   d C   )    β − 1      η β     e  −    (      N ¯  B   d C   η   )   β     



(11)






  F  (   d C   )  = 1 −  e  −    (      N ¯  b   d C   η   )   β     



(12)







Substituting Equations (11) and (12) into Equation (9), in the process of loading, the specific expression form of failure probability of the damaged site j can be expressed as


   p j  =    ∫ 0    ∑  i = 1  m    (     ∫   s 0   ∞    f  i , j    ( s )     n  i , j      N ¯   ( s )    d s     )        (      N ¯  B  β    (    N ¯  B   d C   )    β − 1      η β     e  −    (      N ¯  B   d C   η   )   β    d  d C   )     = 1 −  e  −    (      N ¯  B    ∑  i = 1  m    (     ∫   s 0   ∞    f  i , j    ( s )     n  i , j      N ¯   ( s )    d s     )     η   )   β     



(13)







According to the probabilistic algorithm of series system, the failure probability and reliability of component with M damaged sites are expressed as Equations (14) and (15), respectively.


    p = 1 −   ∏  j = 1  M      ∫   D  i . j    ∞   f  (   d C   )       d  d C  = 1 −   ∏  j = 1  M      ∫    ∑  i = 1  m    (     ∫   s    0     ∞    f  i , j    ( s )     n  i , j      N ¯   ( s )    d s     )     ∞    (      N ¯  B  β    (    N ¯  B   d C   )    β − 1      η β     e  −    (      N ¯  B   d C   η   )   β    d  d C   )           = 1 −   ∏  j = 1  M    e  −    (      N ¯  B    ∑  i = 1  m    (     ∫   s    0     ∞    f  i , j    ( s )     n  i , j      N ¯   ( s )    d s     )     η   )   β         



(14)






    R =   ∏  j = 1  M      ∫   D  i . j    ∞   f  (   d C   )       d  d C  =   ∏  j = 1  M      ∫    ∑  i = 1  m    (     ∫   s    0     ∞    f  i , j    ( s )     n  i , j      N ¯   ( s )    d s     )     ∞    (      N ¯  B  β    (    N ¯  B   d C   )    β − 1      η β     e  −    (      N ¯  B   d C   η   )   β    d  d C   )           =   ∏  j = 1  M    e  −    (      N ¯  B    ∑  i = 1  m    (     ∫   s    0     ∞    f  i , j    ( s )     n  i , j      N ¯   ( s )    d s     )     η   )   β         



(15)









3. Case Study of a Certain Cruise Mission


For the probabilistic fatigue life prediction model proposed in this study, a specific example was employed to verify its applicability in this section. Referring to the published literature [35] and the related mechanics theory, a long cruise curve of the certain type of plane in the Pakistan air force base by in-flight refueling is shown in Figure 1, in which the important parameters, flight altitude and speed of the plane, are described. It is well known that the aero engine can provide power for plane to keep certain altitude and speed. In this process, the output power of aero engine can be obtained indirectly based on the change rates of flight altitude and Mach number. Based on the analysis for change rate of these two parameters in Figure 1, it can be found that the output power of aero engine for the plane is obviously regional during the whole cruise mission. Furthermore, the cruise mission can be roughly divided into five flight cruise phases according to the power state of its engine (work power, namely output power). The specific state of each phase is also shown in Figure 1.



Similarly, based on Figure 1, by observing the cruise characteristics of plane in each phase, the characteristics of aero engine output power in the corresponding phase can be deduced. The first and fifth phases are the take-off and landing phases, respectively. During these phases, the flight speed and altitude of plane changed sharply, but the acceleration of the two indexes was relatively stable. Although the output power of these phases is pretty high, the output remains stable. The second and fourth cruise phases are the conventional high and low altitude cruise phases, respectively. During these phases, the flight speed and altitude of plane remained almost stable. Moreover, the change rates and acceleration of each index in the plane were kept at a low level. The output power of aero engine at these phases was quite small and also stable. The third cruise phase is the increase or decrease flight phase. During this phase, the flight speed and altitude of plane changed frequently, and the acceleration also fluctuated violently. The output power of aero engine at this phase are maintained at a high and fluctuating level. Based on the above analysis, it can be assumed that the load applied on the compressor disk of aero engine in each phase follows a normal distribution, with distribution parameters (mean value μs and standard deviation σs) determined by the characteristics of aero engine output power at each cruise phase. The statistical parameters of the spoke hole on the compressor disk (σs is the stress on spoke hole, the same below) in five phases are listed in Table 1. In Table 1, it should be emphasized that the unusual h−1 unit is employed due to the hours-long cruise mission, which is investigated in our study. Besides, according to the actual cruise characteristics and service conditions of the aero engine, the rotating speed v and working time t of the aero engine rotor at the corresponding phase are also given to describe the load number of the compressor disk at each phase, as listed in Table 1. The load spectrum of the compressor disk during a cruise mission can be preliminarily presented by these parameters. As illustrated in Figure 2, there is a significant difference in the load history of the compressor disk at each cruise phase, which requires corresponding segmentation in the calculation process.



The structural sketch of the compressor disk is shown in Figure 3. According to the analysis, the fatigue failure mainly occurs at the disk root, spoke hole and circumferential mortise. The paper is committed to the fatigue problem research of the spoke hole with the multi-site damages in the eight spoke holes that were considered. In terms of materials, the 961 steel with full complex chemical composition 1Cr11Ni2W2MoV, the most commonly used material of compressor disk, was selected as the object of study. As for the fatigue performance of 961 steel at stress ratio of −1, it has been tested in our previous study [36] and the S-N curve distribution of 961 steel is shown in Figure 4. Taking the stress level 500 MPa as a reference, it is assumed that the life distribution of material at this stress level is in line with the two-parameter Weibull distribution. The shape parameters and scale parameters of life distribution calculated by the sample clustering theory [37] are 3.4569 and 690230, respectively. In addition, the median value (50% reliability) S-N curve of material can also be fitted, as shown in Figure 4.


  s = 2095.27 ×   N ¯    − 0.106    



(16)







Then, it can be transformed into the form in Equation (7)


   N ¯   ( s )  =    (   s  2095.27    )    − 9.434    



(17)







Resulting from the analysis above, the corresponding relationship between the median life of material and stress level (Equation (17)) is substituted into Equation (8) to obtain the cumulative damage on the jth spoke hole (damage site) in each cruise phase


   D  i , j    ( t )  =  {       D  1 , j    ( t )  =    ∫   s 0   ∞    f  1 , j    ( s )    t ×  v 1       (   s  2095.27    )    − 9.434     d s ,    Frist   phase            D  2 , j    ( t )  =    ∫   s 0   ∞    f  2 , j    ( s )     (  t − 4.5  )  ×  v 2       (   s  2095.27    )    − 9.434     d s ,    Sec ond   phase            D  3 , j    ( t )  =    ∫   s 0   ∞    f  3 , j    ( s )     (  t − 1.4  )  ×  v 3       (   s  2095.27    )    − 9.434     d s ,    Third   phase            D  4 , j    ( t )  =    ∫   s 0   ∞    f  4 , j    ( s )     (  t − 3.05  )  ×  v 4       (   s  2095.27    )    − 9.434     d s ,    Fourth   phase            D  5 , j    ( t )  =    ∫   s 0   ∞    f  5 , j    ( s )     (  t − 4.45  )  ×  v 5       (   s  2095.27    )    − 9.434     d s ,    Fifth   phase            



(18)




where vi is the rotating speed in the ith cruise phase, and the value is shown in Table 1. It can be obtained from Equation (18) that the cumulative total damage on the j-spoke hole (damage site) in a cruise mission (including five cruise phases) is given by


   D j  =   ∑  i = 1  5    D  i , j    (   t i   )    =   ∑  i = 1  5      ∫   s 0   ∞    f  i , j    ( s )     t i  ×  v i       (   s  2095.27    )    − 9.434     d s       



(19)




where ti is the cruise time of the ith cruise phase, and the specific value is shown in Table 1. For easy figures, this study adopts the "6σ criterion" to make a finite amendment to the upper limit of the integral in Equation (19). The modified result is shown as


   D j  =   ∑  i = 1  5    D  i , j    (   t i   )    =   ∑  i = 1  5      ∫   s 0     μ  s i   + 6  σ  s i       f  i , j    ( s )     t i  ×  v i       (   s  2095.27    )    − 9.434     d s       



(20)




where μsi and σsi are the mean and standard deviation of load distribution in the ith cruise phase, respectively. By substituting the analysis results into Equations (14) and (15), the failure probabilities and reliabilities of single spoke hole j and compressor disk with 8 spoke holes in a cruise mission can be expressed by


   {       p j  = 1 −  e  −    (      N ¯  B  ×   ∑  i = 1  5      ∫   s 0     μ  s i   + 6  σ  s i       f  i , j    ( s )     t i  ×  v i       (   s  2095.27    )    − 9.434     d s       η   )   β           R j  =  e  −    (      N ¯  B  ×   ∑  i = 1  5      ∫   s 0     μ  s i   + 6  σ  s i       f  i , j    ( s )     t i  ×  v i       (   s  2095.27    )    − 9.434     d s       η   )   β           



(21)






   {      p = 1 −   ∏  j = 1  8    e  −    (      N ¯  B  ×   ∑  i = 1  5      ∫   s 0     μ  s i   + 6  σ  s i       f  i , j    ( s )     t i  ×  v i       (   s  2095.27    )    − 9.434     d s       η   )   β            R =   ∏  j = 1  8    e  −    (      N ¯  B  ×   ∑  i = 1  5      ∫   s 0     μ  s i   + 6  σ  s i       f  i , j    ( s )     t i  ×  v i       (   s  2095.27    )    − 9.434     d s       η   )   β             



(22)







Based on the previous test data analysis (in Figure 4) and Equation (17), the following results can be calculated: β = 3.4569, η = 690230 and     N ¯  B    = 742156. Firstly, according to Equation (18), the cumulative damage changes at a single spoke hole in a cruise mission can be obtained, as shown in Figure 5. From Equations (21) and (22), the failure probabilities and reliabilities of a single spoke hole and the whole compressor disk in a cruise mission can be further derived. The results are shown in Figure 6.



According to the calculation results, the fatigue life of the compressor disk is much lower than that of a spoke hole (damaged site) under the given failure probability due to the effect of uncertainty life. Apparently, there is an obvious difference between the lives of structure and one damaged site when the randomness becomes larger and service life becomes longer.




4. Discussion


Moreover, it can be concluded that the reliability of a compressor disk calculated by an integral solution method remains constant as long as the statistical average parameters of all phases in these cruise missions are the same. However, reliabilities calculated by the subsection solution method for these cruise missions are different as the results are obtained based on the parameters of all independent phases in these cruise missions. Seen from Figure 7, reliabilities calculated by the subsection solution method and integral solution method for some different cruise missions with the same statistical average parameter are listed. Also, in Figure 7, it can be seen that only one result can be calculated by an integral solution method for these cruise missions, but different results can be obtained by subsection solution method according to different combinations of cruise missions. Based on further analysis and comparison, for one compressor disk with the same statistical average parameters of all phases in one cruise mission, there are infinitely many combinations of flight phases corresponding to it, and reliabilities of the compressor disk with different flight phase combinations will be clearly different, which indicates that the subsection solution method is more reasonable for reliability analysis of compressor rotor blade system with different flight phases.



In order to fully embody the difference of the subsection solution method proposed in this paper, the analysis result of the stress-strength interference model is also calculated to compare with the result of the new model. In the calculation process of the stress-strength interference model, assume that the degeneration of material strength follows an exponential criterion, which can be obtained from Figure 4. Reliabilities of the same compressor disk and spoke hole in one cruise mission, calculated by stress-strength interference model, are described in Figure 8. According to the theoretical analysis, it can be known that the new reliability analysis model is more accordant with the practical cruise characteristics of compressor disk. The result of the proposed model is more reasonable and can be taken as the benchmark for precision comparison accordingly. In order to quantify the deviation of the stress-strength interference model concretely, the error index E is defined with the results of the new model reference.


  E =    R 1  −  R 0     R 0   (  1 −  R  min    )    × 100 %  



(23)




where R0 is the reliability of the new method; R1 is the reliability of the stress-strength interference model; Rmin is the reliability limit of compressor disk in the design period, Rmin = 0.99 here. The error index of the stress-strength interference model, compared with the new method, in one cruise mission is shown in Figure 9. From Figure 9, it can be seen that the stress-strength interference model underestimates the actual damage of compressor disk, which means the component will prematurely fail compared with the predicted life. It can also be found from Figure 9 that the error index of the stress-strength interference model increases with the increase of cruise time.




5. Conclusions


To analyze the reliability of compressor disk before the incidents occur, a new reliability analysis model is developed in the paper. The major characteristics of this study are as follows:




	
A method to calculate the probability fatigue cumulative damage and probability distribution of critical damage value based on the median S–N curve is introduced, based on which the probabilistic life prediction method of multi-site damage structure is proposed, and the reliability analysis model is established accordingly.



	
Due to the complex working environment applied to aero engine, a subsection solution method is innovatively proposed by dividing a cruise mission into several phases with different loading environments.








In the using process, only median S–N curve and life distribution under a certain stress level are required for material performance data, for which it is convenient for engineering application. At the end of the paper, a certain cruise of fighter plane is analyzed to verify the validity of the new model. Emphasizing the difference between compressor disk and traditional component, the new reliability analysis model developed in this study is basically reasonable to most of the load history for a compressor disk than the stress-strength interference model, especially for the changeable and complex cruise mission. Moreover, further studies also show that the proposed model can provide a more secure result for the compressor disk in long cruise missions.







Author Contributions


Conceptualization, B.Z.; methodology, J.R.; software, J.R.; validation, L.X.; formal analysis, Z.H.; investigation, Z.H.; resources, L.X.; data curation, Z.H.; writing—original draft preparation, B.Z.; writing—review and editing, J.R.; visualization, J.R.; supervision, L.X.; project administration, L.X.; funding acquisition, L.X. All authors have read and agreed to the published version of the manuscript.




Funding


This research was funded by “Research on reliability theory and method of total fatigue life for large complex mechanical structures”, grant number U1708255.




Acknowledgments


All of the authors gratefully acknowledge the full support of the Natural Science Foundation of China “Research on Fatigue Life-cycle Reliability Theory and Method for Large and Complex Mechanical Structures” and the Fundamental Research Funds for the Central Universities “Research on reliability evaluation method of aero engine rotor blade system”.




Conflicts of Interest


We declare that we have no financial and personal relationships with other people or organizations that can inappropriately influence our work, there is no professional or other personal interest of any nature or kind in any product, service and/or company that could be construed as influencing the position presented in, or the review of, the manuscript entitled, “Fatigue Reliability Analysis of a Compressor Disk Based on Probability Cumulative Damage Criterion”.




References


	



Ma, X.; Wang, Z.; Guan, T.; Ma, T. Aircraft reliability assessment for an individual mission based on recordable flight parameters. Qual. Reliab. Eng. Int. 2018, 34, 1605–1614. [Google Scholar] [CrossRef]

	



Yu, Z.; Ma, K.; Wang, Z.; Wu, J.; Wang, T.; Zhuge, J. Surface modeling method for aircraft engine blades by using speckle patterns based on the virtual stereo vision system. Opt. Commun. 2018, 411, 33–39. [Google Scholar] [CrossRef]

	



Zhao, B.; Xie, L.; Li, H.; Zhang, S.; Wang, B.; Li, C. Reliability Analysis of Aero-Engine Compressor Rotor System Considering Cruise Characteristics. IEEE Trans. Reliab. 2019, 99, 1–15. [Google Scholar] [CrossRef]

	



Sujata, M.; Jagannathan, N.; Raghavendra, K. Fatigue Fracture of a Compressor Disc of an Aeroengine. J. Fail. Anal. Prev. 2013, 13, 437–444. [Google Scholar] [CrossRef]

	



Zhu, S.P.; Peng, Y.; Yu, Z.Y.; Wang, Q. A Combined High and Low Cycle Fatigue Model for Life Prediction of Turbine Blades. Materials 2017, 10, 698. [Google Scholar] [CrossRef]

	



Maktouf, W.; Sai, K. An investigation of premature fatigue failures of gas turbine blade. Eng. Fail. Anal. 2015, 47, 89–101. [Google Scholar] [CrossRef]

	



Wang, Q.; Zhang, J.G.; Peng, W.S. Hierarchical Response Surface Modeling and Reliability Analysis of Complex Mechanical System Based on Composite Function. Acta Armamentarii 2018, 39, 590–597. [Google Scholar]

	



Tu, H.M.; Sun, Z.L.; Ji, G.Z. Reliability Analysis for Mechanical System with Correlated Failure Modes. J. Northeast. Univ. 2017, 38, 1453–1458. [Google Scholar]

	



Mkaddem, A.; Mansori, M.E. An equivalent ellipse method to analyze the fatigue behavior following ‘multi-surface in-itiations’. Int. J. Mech. Sci. 2010, 52, 1125–1135. [Google Scholar] [CrossRef]

	



Salvini, P.; Vivio, F.; Vullo, V. Fatigue life evaluation for multi-spot welded structures. Int. J. Fatigue 2009, 31, 122–129. [Google Scholar] [CrossRef]

	



Bombardier, Y.; Liao, M.; Renaud, G. Fracture Mechanics Modelling of Multiple Site Damage Scenarios. Icf12 Ott. 2012, 8, 1–10. [Google Scholar]

	



Pidaparti, R.M.V.; Palakal, M.J.; Rahman, Z.A. Simulation of structural integrity predictions for panels with multiple site damage. Adv. Eng. Softw. 2000, 31, 127–135. [Google Scholar] [CrossRef]

	



Ruiz-Muñoz, G.A. Method to analyze multiple site damage fatigue before and after crack coalescence. Eng. Fract. Mech. 2017, 188, 416–430. [Google Scholar] [CrossRef]

	



Zhang, J.P.; Zhang, J.Y.; Bao, R.; Zheng, X. Study of methods for evaluating the probability of multiple site damage occurrences. Sci. China Phys. Mech. Astron. 2013, 57, 65–73. [Google Scholar] [CrossRef]

	



Renaud, G.; Liao, M.; Bombardier, Y. Calculation of Equivalent Initial Flaw Size Distributions for Multiple Site Damage; In Proceedings of the 55th AIAA/ASMe/ASCE/AHS/SC Structures, Structural Dynamics, and Materials Conference, National Harbor, Maryland, 13–17 January 2014. [CrossRef]

	



Wang, X.; Modarres, M.; Hoffman, P. Analysis of crack interactions at adjacent holes and onset of multi-site fatigue damage in aging airframes. Int. J. Fatigue 2009, 156, 155–163. [Google Scholar] [CrossRef]

	



Xie, L.Y.; Ren, J.G.; Wu, N.X. Probabilistic fatigue life prediction method and modeling for complex structural parts. Acta Aeronaut. Et Astronaut. Sin. 2015, 36, 207–214. (In Chinese) [Google Scholar]

	



Wang, Z.; Xie, L. Dynamic Reliability Model of Components under Random Load. IEEE Trans. Reliab. 2008, 57, 474–479. [Google Scholar] [CrossRef]

	



Gao, P.; Yan, S.; Xie, L. Dynamic reliability analysis of mechanical components based on equivalent strength degradation paths. J. Mech. Eng. 2013, 59, 387–399. [Google Scholar] [CrossRef]

	



Lambert, S.; Pagnacco, E.; Khalij, L. A probabilistic model for the fatigue reliability of structures under random loadings with phase shift effects. Int. J. Fatigue 2010, 32, 463–474. [Google Scholar] [CrossRef]

	



Zhang, J.; Liu, M.; Zhao, Y.; Lu, X. P-S-N Curves with Parameters Estimated by Particle Swarm Optimization and Reliability Prediction. In Proceedings of the IEEE 10th International Conference on Natural Computation, Xiamen, China, 19–21 August 2014. [Google Scholar]

	



Ge, J.R.; Sun, Y.; Zhou, S. Fatigue life estimation under multiaxial random loading by medians of the equivalent Lemaitre stress and multiaxial S-N curve methods. Int. J. Fatigue 2015, 79, 65–74. [Google Scholar] [CrossRef]

	



Fábio, G.; Zacarias, M.; Chamberlain, P.; Gustavo, P.M. Methodology for assessment of statistical planning effects on the S-N curve determination using Monte Carlo simulations. Fatigue Fract. Eng. Mater. Struct. 2018, 42, 871–882. [Google Scholar]

	



Xie, L.Y.; Wu, N.X.; Qian, W.X. Time domain series system definition and gear set reliability modeling. Reliab. Eng. Syst. Saf. 2016, 155, 97–104. [Google Scholar] [CrossRef]

	



Huang, H.Z.; An, Z.W. A Discrete Stress-Strength Interference Model with Stress Dependent Strength. IEEE Trans. Reliab. 2009, 58, 118–122. [Google Scholar] [CrossRef]

	



Li, L.; Liu, M.; Shen, W.M.; Cheng, G.Q. A Discrete Stress-Strength Interference Theory-Based Dynamic Supplier Selection Model for Maintenance Service Outsourcing. IEEE Trans. Eng. Manag. 2016, 63, 189–200. [Google Scholar] [CrossRef]

	



Moreno, B.; Lopez-Crespo, P.; Cruces, A.S.; Dominguez, J. Estimation of the opening load under variable amplitude loading. Fatigue Fract. Eng. Mater. Struct. 2019, 42, 2194–2203. [Google Scholar] [CrossRef]

	



Yue, P.; Lei, Q.; Zhang, C.L. A Modified Cumulative Damage Model for Fatigue Life Prediction under Variable Amplitude Loadings. Appl. Mech. Mater. 2017, 853, 62–66. [Google Scholar] [CrossRef]

	



Haydar, D.; Tuncay, Y. Crack Path and Life Prediction Under Mixed Mode Cyclic Variable Amplitude Loading through XFEM. Int. J. Fatigue 2018, 114, 34–50. [Google Scholar]

	



Chen, Z.; Yan, S.; Chen, Y. Mechanical properties of 316N stainless steel under variable amplitude loading. Heat Treat. Met. 2018, 43, 230–234. [Google Scholar]

	



Kliman, V. Fatigue life estimation under random loading using the energy criterion. Int. J. Fatigue 1985, 1, 39–44. [Google Scholar] [CrossRef]

	



Petryna, Y.S.; Pfanner, D.; Stangenberg, F.; Krätzig, W.B. Reliability of reinforced concrete structures under fatgue. Reliab. Eng. Syst. Saf. 2002, 77, 253–261. [Google Scholar] [CrossRef]

	



Karadeniz, H. Uncertainty modeling in the fatigue reliability calculation of offshore structures. Reliab. Eng. Syst. Saf. 2002, 74, 323–335. [Google Scholar] [CrossRef]

	



Xie, L.Y. Load-strength order statistics interference models for system reliability evaluation. Int. J. Perform. Eng. 2005, 1, 23–36. [Google Scholar]

	



Naeem, M. Consequences of aero-engine deteriorations for military aircraft. Fuel Energy Abstr. 2002, 70, 103–133. [Google Scholar] [CrossRef]

	



Zhao, B.; Xie, L.; Song, J.; Ren, J.; Wang, B.; Zhang, S. Fatigue Life Prediction of Aero-engine Compressor Disk based on a New Stress Field Intensity Approach. Int. J. Mech. Sci. 2020, 165, 105190. [Google Scholar] [CrossRef]

	



Bai, X.; Xie, L.Y.; Qian, W.X. Fatigue Probability Evaluation Method Based on the Principle of Sample-polymerization. J. Mech. Eng. 2016, 52, 212–218. (In Chinese) [Google Scholar] [CrossRef]








[image: Materials 13 02182 g001 550] 





Figure 1. A long cruise curve of the certain type of plane by in-flight refueling. 
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Figure 2. Load spectrum of compressor disk in one cruise mission. 
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Figure 3. Structural sketch of compressor disk. 
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Figure 4. Median S–N curve of 961 steel obtained by tensile test. 
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Figure 5. Relationship between cumulative damage and cruise time. 
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Figure 6. Failure probability (a) and reliability (b) curves for one spoke hole or the compressor disk in one cruise mission. 
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Figure 7. Reliabilities calculated by integral solution method and subsection solution method in different cruise missions. 
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Figure 8. Reliability calculated by the stress-strength interference model for one spoke hole or the compressor disk in one cruise mission. 
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Figure 9. Error index of the stress-strength interference model compared with the new model in one cruise mission. 
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Table 1. Statistical parameters of the compressor disk in five phases.






Table 1. Statistical parameters of the compressor disk in five phases.





	Parameters
	First Phase
	Second Phase
	Third Phase
	Fourth Phase
	Fifth Phase





	μs/MPa
	400
	250
	325
	200
	400



	σs/MPa
	40
	30
	55
	25
	38



	v/105 × rh−1
	9.0
	6.0
	8.4
	7.2
	5.4



	t/h
	0.45
	0.95
	1.65
	1.40
	0.55
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