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Figure S1. Steps in root sectioning. Silicon mounting template containing resin-embedded teeth (a). Fragments of longi-

tudinally sectioned roots (b); Root samples (c). 
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Table S1. CCK8 and MTT test values. 

Test  Time  Product 
Concentration (Mean ± SD) (Optical Density for CCK, % Cell Viability for MTT) 

50% 20% 10% 5% 2% Control 

CCK test 

48 h 

HI 
0.24766 

(0.01234) 
0.262 (0.03005) 

0.26266 

(0.00838) 
0.278 (0.006) 

0.275 

(0.00458) 
0.285 (0.02893) 

PS 
0.177 

(0.00793) 

0.17433 

(0.015144) 

0.25966 

(0.00321) 

0.27266 

(0.00665) 

0.27833 

(0.00702) 
0.285 (0.02893) 

PF 
0.14766 

(0.01422) 

0.18033 

(0.00763) 

0.20666 

(0.00929) 

0.207 

(0.05494) 

0.21266 

(0.04099) 
0.285 (0.02893) 

5 days 

HI 
0.47933 

(0.02411) 
0.51 (0.01081) 

0.51533 

(0.00513) 
0.546 (0.007) 

0.53833 

(0.01975) 

0.55266 

(0.01059) 

PS 
0.36366 

(0.00737) 
0.418 (0.07015) 

0.52066 

(0.0674)1 

0.53366 

(0.04416) 

0.54133 

(0.01205) 

0.55266 

(0.01059) 

PF 
0.41733 

(0.02893) 

0.43066 

(0.04373) 

0.42433 

(0.0155) 

0.45633 

(0.04801) 

0.494 

(0.01928) 

0.55266 

(0.01059) 

MTT test 24 h 

HI 
60.50815 

(6.03281) 

75.42372 

(10.23595) 

82.62711 

(14.1601) 

81.77966 

(8.98677) 

80.9322 

(2.49066) 
100 (0) 

PS 
63.90374 

(10.70935) 

71.39037 

(10.1317) 

92.51336 

(17.4227) 

96.39037 

(14.0836) 

95.18716 

(3.06329) 
100 (0) 

PF 
57.35294 

(6.03281) 

70.72192 

(6.03281) 

70.18716 

(14.1601) 
75 (8.98677) 

78.877 

(2.49066) 
100 (0) 

HI=HybenX; PS=Perisolv; PF=Perioflush; CTRL=Control. 
 


