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Serial Cultivation of an MSC-Like Cell Line with Enzyme-Free
Passaging using a Microporous Titanium Scaffold
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This article is an open access article Figure S1. The distributions of C3H10T1/2 cells on Ti membranes. The cells were stained for F-actin
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