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Figure S1. Quantification of blood vessel number from histological sections either by manual counting
(grey histogram) or by automatic counting (white histogram) for the three biomaterials.
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Figure S2. Light microscopy pictures of: (A) BCP/AC - [NaCl]; (B) BCP/AC - [EtOH]; (C) AC - [NaCl] and
(D) AC - [EtOH] composites.



