The Jade® software used for data analysis designates the reflections as separate peaks. To
maintain consistency in the analysis, we identified the reflection with the maximum intensity as
the representative peak. The reported peak position and Full Width at Half Maximum (FWHM)
values correspond to this representative peak. For example, in Figure 3d, the peak position and
FWHM values of peak C are determined as followings:
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Supplementary Figure S1: Methods used to determine peak position and FWHM values of a peak
using Jade® software (version 8.9).



