
 
Figure S1 Moisture content of the Paeonia tenuifolia L. extract - and liposome - loaded films; different letters show 
statistically significant difference (p < 0.05; n = 3, one-way ANOVA, analysis of variance, Duncan's post hoc test) 

 


