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Paragraph S1. Detailed methodology of our protocol to dissolve animal tissues and filter the solution (adopted from 

protocol 1b as described in Dehaut et al. [1]). 
 
Approximate times are given which are the work hours spent by one laboratory assistant on all tasks for one sample 

batch (e.g., 10 clams or 10 shrimp). 
 

1. Purchase (~0.5 hours) 

Step 1. Buy seafood sample and document with photo and unique label number, including date, place of purchase, 
brand name, etc. Immediately wrap sample into aluminium foil so that it is not contaminated, e.g., by plastic bag. Place 
sample into freezer. 

 

2. Dissolution and filtering (~5 hours) 

Step 2. Make 20 liters of filtered water with the help of the vacuum pump and paper filter and keep it in a large storage 
container. Use only filtered water for everything which mixes the sample with water. 

For all laboratory work, we produced particle-free water as follows [2, 3]. Whenever needed, we filtered several liters 
of tab water through a 5μm pore size filter paper made by Advantec. The filtering system consisted of a vacuum pump 
connected via a rubber tube to a collecting flask. The filter paper was held in place between the funnel and the collecting 
flask by a filter holder and a clamp. The vacuum pump sucked the tab water within less than one minute through the filter 
paper. The filtered water was stored in a clean tank and was exclusively used for all further laboratory work. Before the 
next steps, all equipment parts were first cleaned twice with filtered water, after which the tops of the funnel and all flasks 
were covered with aluminium caps [2, 3]. The caps were only removed when needed. 

Step 3. Use filtered water to make 10% potassium hydroxide (KOH) solution. This solution is made by mixing 90% of 
water with 10% KOH by weight. The solution is made by slowly adding water to KOH while monitoring the heat 
production carefully. The solution is then thoroughly stirred with a stir bar. The KOH solution is kept in a safe container. 

Step 4. Defrost seafood while keeping it wrapped in aluminium foil to avoid contamination through the air. Wear 
gloves, facemask and clean room laboratory suit (specifically designed not to shed fibers) for all experimental procedures. 

Step 5. Label each plastic vial and each corresponding Petri dish for keeping the filter paper (see Step 10) with the 
unique label number. Include three Petri dishes for blank samples. 

Step 6. Place one seafood item (e.g., the meat of one individual clam or shrimp) into each plastic vial, then fill up 50-
70% of the vial with the KOH solution. Try to keep possible contamination from air to a minimum during this step by 
working quickly and closing vial with its screw top immediately. 



Step 7. Place vial into 50º C water bath. 
Step 8. Check every 24 hours if sample has completely dissolved. If not, add additional KOH solution to sample. 

Usually, samples are completely dissolved between 24 and 48 hours. 
Step 9. Rinse filter holder thoroughly with filtered water to clean it before sample is filtered. Keep filter top covered 

with aluminium cap as much as possible. Lift cap and pour KOH solution (with dissolved animal tissue but with 
undissolved particles, including microplastic particles) through the paper filter, rinse again with filtered water so that 
residues on the filter above the filter paper are moved onto the filter paper. The solution is sucked through the filter paper 
by a vacuum pump. 

Place aluminium cap back onto the filter. Repeat the same procedure with three blank samples, but use filtered water 
instead. 

Step 10. Fix filter paper onto flat and labelled plastic disk which is then placed into a labelled Petri dish. Seal Petri dish 
with sticky tape. 

 

3. Scanning for potential microplastic particles (~10 hours) 

Step 11. Scan filter paper visually under microscope and mark places on filter paper with potential microplastic 
particles. 

 

4. Checking potential microplastic particles with spectroscopy (~5 hours) 

Step 12. Use Fourier transform infrared (ATR-FTIR) spectroscopy or Raman spectroscopy to measure spectra of all 
potential microplastic particles to distinguish microplastic particles from non-plastic particles (see Methods for details). 



Paragraph S2. Details of our validation trials using seeded samples to test the method detailed in Appendix 1. 
 
For these validation trials, we used the methods as explained in detail in Appendix 1, but not with whole animal 

seafood samples (see main text), but using samples seeded with (1) only microplastic particles and (2) microplastic particles 
and clean seafood tissue. 

To produce microplastics, we obtained samples of clean polyethylene (PE), polyethylene terephthalate (PET), 
polypropylene (PP), and polystyrene (PS) from commercial products who clearly state the plastic polymer of which they 
are made of (e.g., PET bottles). We then cut very small pieces using strong scissors and selected those pieces which measured 
1- 5 mm.  In December 2016, we also purchased fish, shrimp and mussel samples from markets as described in the Methods, 
and then cut small pieces of tissue from each animal, assuming that pure muscle tissue should be free of microplastics.  

We then ran 10 samples seeded only with 10 microplastic particles each (blank samples; Table S1); furthermore, we 
ran 10 samples for three seafood types seeded with 5 small tissue samples and 10 microplastic particles each (fish, shrimp, 
and mussel samples; Table S1). After each tissue had completely dissolved (Table S1), we used the filtering procedure as 
described in Appendix 1 to extract the seeded microplastics. We recovered 99-100% of the seeded microplastics (Table S1). 

 

  



Table S1. Dissolution times for three types of seafood tissues dissolved with 10% potassium hydroxide (KOH) solution at 50 
ºC (see Methods and Appendix 1 for details), and number and percentage of microplastic particles recovered. 

Sample type Sample size Dissolution time (hours) Added plastics recovered  
Blank 10 - 100 (100%) 
Fish 10 72 100 (100%) 

Shrimp 10 24 99 (99%) 
Mussel 10 24 100 (100%) 

 

 



Table S2. Polymer types of microplastics found in six batches of Taiwanese seafood (Table 2). For a table of polymer type 
abbreviations, see, e.g., Wypych [4]. Note that diene refers to a covalent compound which contains two double bonds, and 
that, according to Kutz [5], PP+PE-PP is a thermoplastic elastomer which is a physical mixture of different polymers. 

Polymer type Abbreviation 
polyamide PA 

polyethylene PE 
polyethylene low-density PE-LD 

polyethylene terephthalate PET 
polymethacrylate (= polymethylmethacrylate) PMMA 

polypropylene PP 
poly(ethyl acrylate) PEA 

poly(ethylene:propylene:diene) EPDM 
polypropylene+poly(ethylene:propylene) PP+PE-PP 

 

 



Table S3. The data on polymer type, shape, colour, and size for each of the 100 microplastic particles detected during our 
study (sorted according to species, then polymer type, shape, and colour). 

Polymer type Shape Colour Size (μm) 

Hard clam    

poly(ethyl acrylate) (PEA) fragment green  

poly(ethyl acrylate) (PEA) fragment green  

poly(ethyl acrylate) (PEA) fragment green  

poly(ethyl acrylate) (PEA) fragment green  

polyamide (PA) fragment blue 100 

polyamide (PA) fragment transparent  

polyethylene low-density (PE-LD) fragment black  

polyethylene terephthalate (PET) fiber black 500 

polyethylene terephthalate (PET) fiber yellow 800 

polyethylene terephthalate (PET) fragment brown  

polyethylene terephthalate (PET) fragment dark blue 400 

polyethylene terephthalate (PET) fragment transparent 400 

polyethylene terephthalate (PET) fragment white 100 

polymethacrylate (PMMA) fragment green  

polymethacrylate (PMMA) fragment green  

polypropylene (PP) fragment blue 100 

polypropylene (PP) fragment blue 20 

polypropylene (PP) fragment blue 160 

polypropylene (PP) fragment blue 40 

polypropylene (PP) fragment blue 100 

polypropylene (PP) fragment blue 100 

polypropylene (PP) fragment blue 50 

polypropylene (PP) fragment blue 240 

polypropylene (PP) fragment blue 120 

polypropylene (PP) fragment blue 50 

polypropylene (PP) fragment blue 160 

polypropylene (PP) fragment blue 100 

polypropylene (PP) fragment blue 40 

polypropylene (PP) fragment blue 120 

polypropylene (PP) fragment blue 60 

polypropylene (PP) fragment blue 80 

polypropylene (PP) fragment blue 80 

polypropylene (PP) fragment blue 50 

polypropylene (PP) fragment blue 40 

polypropylene (PP) fragment blue 400 

polypropylene (PP) fragment blue 60 

polypropylene (PP) fragment blue 350 



polypropylene (PP) fragment blue 50 

polypropylene (PP) fragment blue 100 

polypropylene (PP) fragment blue 60 

polypropylene (PP) fragment blue 50 

polypropylene (PP) fragment green 60 

polypropylene (PP) fragment green 50 

polypropylene (PP) fragment green 100 

polypropylene (PP) fragment green  

polypropylene (PP) fragment green  

polypropylene (PP) fragment green 500 

polypropylene (PP) fragment green 70 

polypropylene (PP) fragment green 50 

polypropylene (PP) fragment green 160 

polypropylene (PP) fragment green 100 

polypropylene (PP) fragment green  

polypropylene (PP) fragment green 50 

polypropylene (PP) fragment green 150 

polypropylene (PP) fragment green 50 

polypropylene (PP) fragment green 800 

polypropylene (PP) fragment green 50 

polypropylene (PP) fragment green 350 

polypropylene (PP) fragment green 160 

polypropylene (PP) fragment green 100 

polypropylene (PP) fragment green  

polypropylene (PP) fragment green  

polypropylene (PP) fragment green 60 

polypropylene (PP) fragment green 80 

polypropylene (PP) fragment green 80 

polypropylene+poly(ethylene:propylene) (PP+PE-PP) fiber blue  

polypropylene+poly(ethylene:propylene) (PP+PE-PP) fragment black  

polypropylene+poly(ethylene:propylene) (PP+PE-PP) fragment white  

Loligo squid    

poly(ethyl acrylate) (PEA) fragment blue  

poly(ethylene:propylene:diene) (EPDM) fragment blue  

poly(ethylene:propylene:diene) (EPDM) fragment translucent  

poly(ethylene:propylene:diene) (EPDM) fragment white  

polyethylene (PE) sphere translucent  

polyethylene terephthalate (PET) fiber grey  

polypropylene (PP) fragment white  

Oyster    

poly(ethyl acrylate) (PEA) fragment black  



poly(ethyl acrylate) (PEA) fragment blue  

poly(ethylene:propylene:diene) (EPDM) fragment black 500 

poly(ethylene:propylene:diene) (EPDM) fragment black 600 

poly(ethylene:propylene:diene) (EPDM) fragment blue  

poly(ethylene:propylene:diene) (EPDM) fragment blue  

poly(ethylene:propylene:diene) (EPDM) fragment brown 600 

poly(ethylene:propylene:diene) (EPDM) fragment green  

poly(ethylene:propylene:diene) (EPDM) fragment white 80 

poly(ethylene:propylene:diene) (EPDM) fragment white 100 

poly(ethylene:propylene:diene) (EPDM) fragment white 50 

polyamide (PA) fragment grey 250 

polyamide (PA) fragment grey 600 

polyamide (PA) fragment grey 250 

polyamide (PA) fragment translucent 250 

polyamide (PA) fragment translucent 250 

polyethylene (PE) fragment blue 100 

polyethylene low-density (PE-LD) fragment black 250 

polyethylene low-density (PE-LD) fragment black 400 

polyethylene terephthalate (PET) fiber black  

polyethylene terephthalate (PET) fiber grey  

polyethylene terephthalate (PET) fiber grey  

polyethylene terephthalate (PET) fiber transparent  

polypropylene (PP) fragment white  

polypropylene (PP) fragment white  

 

 



Figure S1. Production quantity in metric tons of 12 taxa of seafood in Taiwan for 2016 (source: Fisheries Agency, Council of 
Agriculture, Executive Yuan, Taiwan). 
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Figure S2. Examples of spectra generated with FTIR spectroscopy for each of the nine polymer types which we identified among the 100 microplastic particles (Table 3). 

polyamide (PA) 

 

 
  

Subtraction Result:12-WX0929-18-1-Sec8-Transparent Film-512scans-2

 0.00

 0.05

 0.10

 0.15

 0.20

 0.25

 0.30

 0.35

 0.40

Ar
bi

tra
ry

 u
ni

ts

Match:87.24
POLYAMIDE 6

 0.2

 0.4

 0.6

 0.8

 1.0

Ab
so

rb
an

ce

 500    1000   1500   2000   2500   3000   3500  
Wavenumbers (cm-1)



 

 

polyethylene (PE)



polyethylene low-density (PE-LD). 

 

 
 

 

 



polyethylene terephthalate (PET). 

 
 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



polymethacrylate (PMMA) 

 

 
 

 

 

 

 

 

 

 

 



polypropylene (PP) 

 

 
 

 

 

 

 

 

 

 

 



poly(ethyl acrylate) (PEA) 

 

 

 
 

 

 

 

 

 

 

 



poly(ethylene:propylene:diene) (EPDM) 

 

 
 

 

 

 

 

 

 

 

 



polypropylene+poly(ethylene:propylene) (PP+PE-PP) 

 

 
 


