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Abstract

:

Laser micromachining is a direct write microfabrication technology that has several advantages over traditional micro/nanofabrication techniques. In this paper, we present a comprehensive characterization of a QuikLaze 50ST2 multimodal laser micromachining tool by determining the ablation characteristics of six (6) different materials and demonstrating two applications. Both the thermodynamic theoretical and experimental ablation characteristics of stainless steel (SS) and aluminum are examined at 1064 nm, silicon and polydimethylsiloxane (PDMS) at 532 nm, and Kapton® and polyethylene terephthalate at 355 nm. We found that the experimental data aligned well with the theoretical analysis. Additionally, two applications of this multimodal laser micromachining technology are demonstrated: shadow masking down to approximately 1.5 µm feature sizes and interdigitated electrode (IDE) fabrication down to 7 µm electrode gap width.
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1. Introduction


In recent years, laser technology has been examined as an exciting material processing method for both industrial and academic researchers [1,2,3,4]. The high quality of laser beams allows for improved micromachining precision for a variety of materials [5,6]. Additionally, the compact size, high efficiency, cost-effectiveness, direct machining, 3D fabrication, and ease of integration are appealing to academic researchers with limited benchtop area and lean budgets.



Laser micromachining, specifically, involves the ablation of materials where the features produced by the laser are in the micro-scale [6,7]. Laser micromachining techniques are currently employed in the automobile [8], medical [2,9], semiconductor [10,11], and solar cell industries [12]. Lasers used in micromachining are available in a wide range of wavelengths (ultraviolet to infrared), pulse durations (micro- to femtosecond), and repetition rates (single pulse to megahertz) [6,8]. Because of this flexibility, laser micromachining allows for the processing of a variety of materials.



Figure 1 compares laser micromachining to three commonly used direct-write microfabrication methods [13,14,15,16,17,18,19]. All these methods involve a mechanism for removing material directly from a substrate in a desired pattern using computer-controlled machinery. While other patterning methods, such as photolithography are often used, they are not direct-write techniques and involve several steps to pattern materials; thus, a comparison to these other methods is not provided in this figure. Photolithography is, of course, required for one of the methods depicted (reactive ion etching or RIE) for performing feature definition followed by RIE to “engrave’ the feature in the substrate beneath [15,16,17,19]. Since RIE requires photolithography, the process involves more steps when compared to the other methods depicted in Figure 1 [17]. Micromilling is a very technically simple process; however, this simplicity comes at the expense of frequent drill bit brakeage and the inability to produce features in the sub-100 µm range [14]. As with some RIE technologies, focused ion beam (FIB) milling can define nanoscale features; however, the write process can take days depending on the pattern complexity. Additionally, in FIB-based milling processes, the material surface may become amorphous due to the implantation of gallium ions [13,16,17,18]. The comparison depicted in Figure 1 is by no means comprehensive and has been included to show the characteristics of laser-based micromachining with some other commonly used technologies for patterning materials in micromachining and micro-electro-mechanical systems (MEMS). Several other techniques for direct subtractive fabrication of micromachined features are available such as electrical discharge machining (EDM) [20], ultrasonic drilling [21], water jet cutting [22] etc.



Laser micromachining has occasionally been used for shadow mask fabrication; however, the state of the art in laser micromachining (minimum feature size of 10 µm) [23] (to date) has relied entirely on single-wavelength excimer, CO2, and Nd:YAG (neodymium-doped yttrium aluminum garnet) lasers [1,3,12,23,24,25,26,27,28,29,30,31,32,33,34,35,36]. To the best of our knowledge, multimodal laser micromachining has not been used for shadow mask fabrication. While the term “multimodal” in the laser field typically means that the laser contains multiple transverse electromagnetic modes, the laser micromachining tool used in this work has the ability to operate at several wavelengths in the same tool, a rare capability not afforded by many lasers. Specifically, with respect to shadow mask microfabrication with lasers, several impressive research efforts are reported in literature: Klank, et. al. fabricated 85 µm channels in polymethyl methacrylate (PMMA) with a CO2 laser [1]. Fan, et. al. also used a CO2 laser to micromachine 250 µm lines in wax for use as a shadow mask [3]. Tahir et. al. used a 1064 nm Nd:YAG laser to fabricate 250 µm channels in wood, glass, plastic, and rubber [12]. Chung, et. al. fabricated shadow masks with minimum feature sizes of 200 µm with a 785 nm Ti: sapphire laser [26]. Shiu, et. al. machined 140 µm channels in low-carbon steel for use as a shadow mask using an excimer laser [34].



The lasers used in the aforementioned research can produce shadow masks for MEMS applications, but they are unable to micromachine highly precise features on the scale of a single micron, unless they operate in the femtosecond regime [3,7,23,24,30,37]. The higher power of these lasers allows for the processing of thicker materials in a more reasonable time scale; however, this capability comes at the price of benchtop machining, high costs, space, high power usage (GW), and absence of multimodality to micromachine several materials with the same tool. Characterization of lasers used for materials processing is necessary for the proper use of such tools. By understanding the necessary energy, repetition rate/frequency, spot size, and depths that can be micromachined with various processing conditions in specific materials, users can subsequently optimize their experiments for successful results in different applications.



In this paper, we report the full characterization of a multimodal laser micromachining tool and two applications of the usage of microstructures fabricated using the tool. Multimodal laser micromachining allows for a wide range of materials processing capabilities; however, this comes at the price of limited power and nanosecond ablation. These tools allow users to operate at specific laser wavelengths (1064 nm, 532 nm, and 355 nm, in our case) and reduced powers (2.6 mJ maximum power). These conditions, however, provide greater control over the material selectivity for laser micromachining and ablation depths. Specifically, one can remove a material from a device while leaving the remainder of the constituent materials unaffected [38].



Typically, such laser micromachining tools are employed in liquid crystal display (LCD) repair, semiconductor failure analysis, and removing shorts and passivation layers in integrated circuits [6,39]. In this paper, we characterize the multimodal tool for the laser micromachining of six (6) different materials: Stainless steel (SS) and aluminum, to be machined with infrared (IR) mode, polyethylene terephthalate (PET) and Kapton®, to be machined with ultraviolet (UV) mode, and polydimethylsiloxane (PDMS) and silicon, to be machined with green mode. Subsequent shadow mask patterning allows for the definition of organic and inorganic layers and the development of a fully functional interdigitated electrode (IDE) devices. These devices are further characterized in this paper.




2. Microfabrication Method Overview


In laser micromachining, the laser beam is collimated into a small spot and patterning is achieved by either moving the substrate within a fixed beam or rastering the laser across a surface [6]. The desired machining patterns simply need to be drawn in a CAD program (such as AutoCAD, Autodesk, San Lafayette, CA, USA) and imported as a drawing exchange format (DXF) file into the control program of the laser micromachining tool. Once the program is executed with the laser, substrate material removal can be a result of photochemical, photothermal, or photophysical ablation [40], as shown in Figure 2. Commonly used processes include laser cutting, scribing, drilling, or etching to produce relief structures or holes on a substrate in ambient temperatures [3,8,23,27,40,41,42]. The power of this technique lies in the ability to construct desired patterns on arbitrarily shaped surfaces, with the only limitation being the degrees of freedom and the resolution of the motion controller. Laser micromachining is considered a rapid prototyping technique because designs can be changed immediately without the need to fabricate new molds or masks.



Every laser micromachining system is comprised of three parts, as shown in Figure 3a for the multimodal laser micromachining tool: (1) the source laser, (2) the beam delivery system, and (3) the substrate mounting stage. Obviously, the laser source is at the heart of the system, as it determines which substrates and feature sizes can be micromachined [8]. The system used in this work has a multimodal laser source that allows for switching between three wavelengths of light: 1064 nm infrared (IR mode), 532 nm visible green (Visible mode), and 355 nm ultra-violet (UV mode). This wavelength switching allows for greater substrate compatibility and a wide array of feature sizes in an extremely compact benchtop system.



Beam delivery involves optical components, including fixed focusing objects and mirrors, galvanometric scanners, optical fibers, wave-guides, apertures, and q-switches, that are used to generate the laser spot. The selection of these optical components depends on the working distance, desired spot size, and required energy [6,8,41,43]. The combination of the laser source and optical components of the beam delivery system determines the ultimate properties of the laser beam. The beam delivery system used in this work is depicted in Figure 3b with greater detail.



Lastly, the substrate mounting system depends on how the rastering occurs on the tool. If the laser beam is to be rastered over the substrate surface, then a stationary substrate mount may be used. However, in most cases, including the system used in this work, it is more desirable to raster the substrate itself within a laser beam. In this instance, the substrate mount is manipulatable in the x- and y-directions, and even in the z-direction in some cases.



In the multimodal laser system used in this work, the laser beam is initially generated as a 1064 nm IR mode, shown in Figure 3b. The IR laser beam is subsequently passed through two crystals in the beam delivery system that produce the two additional wavelengths. The beam delivery system employs filters prior to the microscope optics to filter out the unnecessary wavelengths, allowing only the desired wavelength to interact with the substrate surface.




3. Theoretical Background


A thermodynamic approach to calculating the theoretical “depth of cut” for the materials tested in this work was adapted from Schütz, et. al. [10]. This formula is based solely on material properties and laser energy. Examining the depth of cut in this manner allows for a more fundamental understanding of the interaction between the laser and the material with fewer assumptions when compared to a molecular approach used for photochemical ablation [10,42,44].
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Equation (1) shows the relationship between the depth of cut per pulse (ap), the laser fluence (Φ), and involved material properties, including density (ρ), vaporization temperature (Tv), heat capacity (cp), and the phase change enthalpy (Hvph). The d term (right-hand side of the equation) is a correction term that includes optical and thermal losses. This equation represented schematically (Figure 4) balances intrinsic energy and enthalpy, which are state variables and omits fundamental process parameters that are not state variables (i.e., particle dynamics) [45,46]. While the inclusion of these fundamental process parameters could lead to a more accurate theoretical solution, the complexity would be vastly increased due to the use of non-linear partial differential equations and the need for sophisticated simulation software to solve such equations [5,6,10,40,44,47]. Additionally, since this laser micromachining setup does not operate in the femtosecond regime, ablation occurs through melt expulsion and redeposition driven by the vapor pressure and the recoil pressure of light [44,47,48]. As a result, a simple thermodynamic analysis was performed to extract the relationship between the “depth of cut” and laser fluence which can be compared to the results obtained through experiments.




4. Materials and Methods


4.1. Multimodal Laser


A QuikLaze 50ST2 multimodal laser (New Wave Research Inc., Fremont, CA, USA) was used for all the laser micromachining performed in this paper. A selection of three wavelengths as mentioned in the previous sections allows the laser to be tailored to a specific application. The microscope of the laser system is equipped with 10×, 50×, and 100× lenses, each with specific wavelength limitations. Because of additional filters in the microscope lenses, the green wavelength can be used through any of the lenses, while the UV and the IR can only be used through the 50× and 100× lenses, respectively.



The laser outputs a 5 mm diameter Gaussian beam, which is then shaped into a rectangle by the XY aperture. The size of this rectangle is determined by user inputs into the control software. The maximum pulse duration of the laser is 5 ns for all wavelengths; however, it can be adjusted by the user in the program. Additionally, the laser fluence depends on the user specifications in the control software and the wavelength of light used, as the laser output energy can be adjusted by the user. The fluence ranges from a maximum of 27,000 J/cm2 to a minimum of 1.08 J/cm2.




4.2. Materials Used


To ensure a comprehensive study of multimodal laser micromachining, several materials were machined. Success in laser micromachining for a given material is typically determined only by the choice of wavelength because each material reacts differently to a specific wavelength. In general, metals absorb shorter wavelengths more effectively than longer wavelengths [6,8]; however, there are limitations to how effectively material is removed at shorter wavelengths determined by the microscope optics used. Because the amount of light transmitted through the microscope objectives required for each wavelength varies, the “effective” absorption of the material at a given wavelength is changed.



Stainless steel 12.5 µm thick (type 304) (Trinity Brand Industries, Countryside, IL, USA) and 16 µm-thick aluminum foil (Reynolds Group Holdings, Auckland, NZ, USA) were machined using the 1064 nm IR wavelength through the 100× microscope lens. The absorbances of these materials at this wavelength is 37% and 5%, respectively [42]. Kapton® of thickness 12.5 µm (DuPont, Wilmington, DE, USA) and 25 µm-thick polyethylene terephthalate (PET) (McMaster-Carr, Elmhurst, IL, USA) were machined using the 355 nm UV wavelength through the 50× microscope lens. The absorbances of these materials at this wavelength are 22.5% and 12%, respectively [40,43]. Finally, Silicon (University Wafer, Boston, MA, USA) and polydimethylsiloxane (PDMS) (Dow Corning, Midland, MI, USA) were micromachined using the 532 nm green wavelength through the 10× microscope lens. The absorbances for these materials at this wavelength are 25% and 72%, respectively [10,12,49].




4.3. Laser Characterization


To establish protocols for processing each material, characterization grids were machined for all six (6) materials. These grids consisted of 100 spots, as shown schematically in Figure 5, and were designed in SolidWorks (Dassault Systems, Waltham, MA, USA).



DXF pattern files were subsequently uploaded into the New Wave Laser program, and each spot was assigned a specific frequency (range of 5 Hz to 50 Hz) increasing by 5 Hz increments along the x-axis of the grid, and a specific energy from 10% (0.27 mJ) to 100% (2.7 mJ) increasing along the negative y-axis of the grid by 10%. The laser spot size was varied for each grid in order to provide full characterization of the laser’s capabilities over a wide range of fluence. Grids were subsequently patterned in all 6 materials using the multimodal laser.



All grids were imaged using scanning electron microscopy (JEOL JSM-6480, Tokyo, Japan). Full images of the grids were obtained, as well as images of the individual spots in both flat and 45° angled orientations. ImageJ (NIH, Bethesda, MD, USA) was used to characterize the depth of the laser cut, as well as the resultant spot size.




4.4. Shadow Masks


Shadow masks for the patterning of materials were fabricated from Kapton®, SS, PET, and aluminum substrates. These materials were chosen because they are all commonly available in most microfabrication laboratories and it was determined that they could be ablated all the way through the material using the multimodal laser, a necessity for shadow masks. Full coverage, circle-on-line IDE shadow masks were designed using SolidWorks and machined using the multimodal laser and the appropriate wavelength for the substrate material. The shadow masks were then imaged using the scanning electron microscope (SEM, JEOL JSM-6480, Tokyo, Japan) to characterize the design (CAD dimensions) to device (fabricated shadow mask) translation. These shadow masks were subsequently used to pattern both metal and gelatin for design to device studies, as described in Section 4.5.



Additionally, traditional interwoven comb IDE shadow masks were fabricated to test the lowest feature size limits of the multimodal laser. These structures allow for more rapid shadow mask fabrication at the lowest possible widths ensuring higher sensitivity in IDE assays; thus, allowing for any necessary adjustments to achieve the desired electrode gap width. Due to the size of these structures, atomic force microscopy (AFM) (Anasys Instruments, Santa Barbara, CA, USA) and SEM (JEOL, Tokyo, Japan) were used to characterize the electrode gap widths of these shadow masks.



Lastly, because of the widespread use of PDMS in microfluidics, several lines of 2 mm length were laser micromachined into this material in order to determine the depth of cut for a given number of laser passes. All lines were micromachined through the IR microscope lens with the green laser at 2.7 mJ with an X-Y aperture area of 50 µm2. The number of laser passes was varied from 5 to 40 passes. In this mode of operation, the laser beam is continuously scanned across the surface of the material in the desired pattern.



The process flow for the shadow mask fabrication and subsequent patterning of organic and inorganic layers is depicted in Figure 6.




4.5. Patterning of Organic and Inorganic Layers


In order to access the accuracy of low power, multimodal laser micromachining, material patterning through multimodal laser micromachined shadow masks was performed.



4.5.1. Metal Patterning


The Kapton®, SS, aluminum, and PET multimodal laser micromachined shadow masks were affixed onto glass microscope slides (Fisher Scientific, Hampton, NH) with Kapton® tape (DuPont, Wilmington, DE, USA). Titanium-Gold (Ted Pella, Redding, CA, USA) electrodes, traces, and contact pads of 5nm-30 nm thickness respectively were subsequently deposited (Deposition rate: 1 Å/s at 1 × 10−6 Torr) through these shadow masks onto glass microscope slides via electron beam evaporation (Thermionics, Port Townsend, WA, USA). After metal patterning, the shadow masks were removed by carefully detaching the Kapton® tape from the glass slide with tweezers. Transmitted light microscopy (TS2 Inverted Microscope, Nikon, Tokyo, Japan) was used to image the patterned metal structures. ImageJ (NIH, Bethesda, MD) was used for further optical analysis of the captured images and measurement of the electrode structures.




4.5.2. Gelatin Patterning


Gelatin (Millipore Sigma, St. Louis, MO, USA) and deionized (DI) water were mixed to make a 5 wt % gelatin solution to act as a sample bioink. Kapton® IDE shadow masks were dipped in DI water to allow for better adherence to the glass microscope slide substrates. The 5 wt % gelatin solution was subsequently pipetted onto the glass slides through the shadow masks. The gelatin solution was allowed to set, then the shadow masks were carefully removed to expose the gelatin IDE patterns. The resultant gelatin structures were imaged using a Nikon TS2 inverted microscope.





4.6. Impedance Characterization of Metal Patterns


The full spectrum (10 Hz to 100 kHz) impedance of each of the resultant patterned metal IDE structures was measured with a BODE 100 impedance measurement system (Omicron Labs, Klaus, Austria). Dulbecco’s phosphate buffered saline (DPBS) (Gibco, Waltham, MA, USA) acted as the electrolyte solution and platinum-titanium wire (eDAQ, Deniston East, NSW, Australia) was used as a counter electrode used during the impedance measurements. Impedance data was extracted and plotted with Origin 2016 (OriginLab, North Hampton, MA, USA).





5. Results and Discussion


5.1. Laser Characterization


Laser characterization grids were fabricated for each of the six materials for a range of spot sizes as described in the Materials and Methods section. The spot sizes for the materials depended on the microscope objective that was used for the ablation. The spot sizes ranged from 50 µm down to 2 µm for IR ablation through the 100× lens for SS and aluminum, 60 µm down to 4 µm for UV ablation through the 50× lens for Kapton® and PET, and 250 µm down to 20 µm for green ablation though the 10× lens for silicon and PDMS. SEM imaging of these grid structures, and subsequent processing in ImageJ was used to calculate the depth of cut for each spot micromachined by the laser. Figure 7 shows examples of the characterization grids for each of the six materials at the maximum spot size for each wavelength. For PET, Kapton®, SS, and aluminum, full ablation (through vias, all the way through the substrate) is achieved for the full range of power and frequency combinations shown in Figure 5. Since these materials were fully ablated within the 10 pulses used, the ablation depth was averaged over the number of spots. Some deviation from the theoretical calculation for these materials was observed. Ablation rates of 46.3 µm/mJ for Kapton® and SS, 92.6 µm/mJ for PET, and 59.3 µm/mJ for aluminum were achieved. Neither silicon nor PDMS were able to be fully ablated through for any power and frequency combination. Silicon began measurable ablation at a minimum of 35 Hz and 2.43 mJ and had an ablation rate of 1.4 µm/mJ. PDMS began measurable ablation at a minimum of 35 Hz and 2.16 mJ, which gives an ablation rate of 1.5 µm/mJ.



Traces (lines) were scribed in PDMS using the green laser through the IR lens with between 5 and 40 passes and a 50 µm laser spot size. Cross-sectioning the scribed lines carefully using a razor blade, followed by SEM imaging of the cross section, resulted in the measurement of the depth of cut for each number of laser passes. Figure 8 shows the linear relationship that was found between the depth of cut and the number of laser micromachining passes. Characterizing this relationship allows for the fabrication of microchannels of specific depths in PDMS by varying the number of laser passes.



Comparison to Theoretical Values


Figure 9 and Table 1 show the comparison between the theoretical ablation depth model and our experimental results. For silicon and PDMS, the thermodynamic model fits well. The comparison in ablation depth per pulse for both materials between theory and practice is in the same order of magnitude. Furthermore, the ablation depth per pulse/ depth of cut plots for both materials show a clear correlation between the experimental and theoretical data. Neither one of these materials are ablated all the way through by the laser.



Conversely, deviation from theory is observed in the experimental ablation depth per pulse comparison for Kapton®, SS, PET, and aluminum. Kapton® and SS perform similar to silicon and PDMS as observed in Table 1 with both the theoretical and experimental values in the same order of magnitude with experimental values being smaller than theoretical values. The discrepancy between PET and aluminum is roughly an order of magnitude higher predicted theoretical values. The laser ablated through these materials at some point (difficult to measure experimentally in our current setup), so deviation is expected in all these materials. For example, both Kapton® and SS could have shown an average ablation depth of ~3 µm per pulse, and both PET and aluminum could have shown an average ablation depth of approximately ~16 µm per pulse. Because of the thickness of these materials, when the normalization of the ablation depth to the number of pulses is performed, the experimental values are determined to be substantially lower. The key results from the experimental data in this case is that the laser is capable of fully ablating these thicknesses and that a reasonable number of pulses can be used to ablate even thicker samples of these materials. These results also show the limitations of a thermodynamic approach, as the material thickness is not considered in the calculations.





5.2. Applications


Two applications of this multimodal laser micromachining technique were additionally demonstrated in this work namely the microfabrication of shadow masks and IDEs.



5.2.1. Shadow Masks


Shadow masking technology is an integral part of fabricating micro/nanostructures for prototyping in microelectronics, optical, microfluidic, MEMS, packaging, and biomedical lab-on-a-chip applications [11,23]. Typical methods for producing shadow masks, such as photolithography and deep reactive ion etching (DRIE) or ion beam milling, are expensive, require cleanroom-based fabrication, expensive vacuum equipment, ultra-pure air filtration, and advanced know-how [3,50]. Multimodal laser micromachining, on the other hand, is simple, cost effective, and makerspace-compatible, all vital attributes for cell-based assays and microfluidics applications.



Fabrication of the shadow masks down to ~1.5 μm was successfully demonstrated, as shown in Figure 10. To the best of our knowledge, this is the lowest feature size demonstrated for laser defined shadow masks [3,23]. Previous work with laser micromachining has produced feature sizes down to ~10 μm. As a result, patterns that are an almost an order of magnitude better than the state of the art are reported in this paper.




5.2.2. Patterning Through Shadow Masks


The laser micromachined shadow masks were further used to pattern both metal and gelatin/bio-ink as described in Section 4.5. The organic and inorganic layer patterning can be utilized for applications such as accurate cell placement in single cell and culture assays, precision confinement and growth of cellular constructs, tissue engineering, metal micro/nanoelectrodes, definition of organic insulation layers, and other lab-on-a-chip and diagnostic applications [3,23,41,49,51].



Design of a shadow mask to microfabricated device translation for the four materials that the multimodal laser was completely able to micromachine in its entirety are shown in Figure 11. Aluminum, PET and SS shadow masks were used to fabricate metal IDEs while Kapton shadow masks were used for fabricating a gelatin/bio-ink IDE. It was observed that Kapton® and SS demonstrated the best design to device translation for 125 µm to 7 µm. Both SS and Kapton® showed minimal thermal damage from laser microfabrication at their respective laser wavelengths (1064 nm and 355 nm). Additionally, both materials have coefficients of thermal expansion (both approximately 20 × 10−6 K−1) which are 2× larger than the thermal expansion of glass (9 × 10−6 K−1) [46] theoretically suggesting better translation results and experimentally verified in Figure 11 (for N = 3 measurements at the various design values). The best design to device translation was observed to be ~98% for the 7 µm gelatin features due to the rapid deposition and curing of the gelatin. The worst design to device translation for SS was observed to be 95% for 125 µm metal IDE on glass due to the higher run-off possibilities during the electron beam evaporation process [5]. PET and aluminum demonstrated a deviation from the designed IDE pitch by 11.2% and 25.8% at maximum pitch, respectively. PET has a coefficient of thermal expansion (80 × 10−6 K−1) [46] that is nearly an order of magnitude larger than that of glass, so some deviation from the design dimensions is expected due to thermal mismatch effects during e-beam evaporation. The aluminum shadow mask exhibited physical melting during the laser micromachining process, which could explain the large deviation from design dimensions.



Figure 12 shows the design schematic, SEM images of the shadow masks, and transmitted light microscope images of both Ti-Au metal patterning and gelatin bioink patterning for circular fill IDE patterns with electrode gaps from 125 µm to 7 µm. Metal patterning appeared to work best with Kapton® or SS shadow masks because their coefficients of thermal expansion are closer to that of glass. Kapton® and PET shadow masks worked best for gelatin patterning. Both shadow mask materials allowed for simple adhesion to the glass substrate utilizing surface tension effects by simply dipping the mask in DI water prior to attachment on glass substrates. Allowing the gelatin to fully set prior to shadow mask removal was key in preventing the patterns from bleeding.



The impedance of the metallized IDEs (Figure 13) was found to decrease with decreasing electrode gap width as is expected [52] with the 1 kHz impedance decreasing by 33.47% between the extremities of the designs tested. Table 2 further illustrates impedances at key frequencies, clearly depicting resistive behavior at the lower and upper ends of the spectra and capacitive behavior in the mid-band with increasing impedance values as expected [52].






6. Conclusions


Complete characterization of the laser micromachining processes for six (6) commonly used microfabrication materials was developed in this work using a multimodal laser micromachining tool. Characterization of the QuikLaze 50ST2 multimodal laser for the laser micromachining of six (6) different materials demonstrated that the ablation depths that were experimentally obtained fit relatively well with a simple thermodynamic theory for most of the materials. While more complex theories or analysis [47] could improve the discrepancy, this technique is accurate enough to allow one to readily calculate possible ablation depths of a new material using such a laser micromachining tool. Additionally, two applications of multimodal laser micromachining were demonstrated: shadow mask fabrication and patterning of organic and inorganic materials in the sub-5 µm range and IDE fabrication in the sub-10 µm range. The ability of such a technique to allow for rapid prototyping of shadow masks and devices, combined with the compact, benchtop-friendly design gives multimodal laser micromachining tremendous promise as an efficient fabrication method in academic and industrial research settings.







Author Contributions


C.H. and S.R. conceived and designed the experiments. C.H. developed the theoretical background for laser micromachining. She additionally performed all the laser micromachining experiments with the six (6) different materials. C.H. imaged all the samples and plotted the data. C.H. and S.R. analyzed the data and interpreted it. C.H. and S.R. wrote and edited the paper. All authors have read and agreed to the published version of the manuscript.




Funding


This research received no external funding. It was supported by Rajaraman’s startup funding at UCF.




Acknowledgments


The authors would like to thank Charles Didier for helping design the schematics. We would also like to thank the UCF Materials Characterization Facility for use of the SEM. Additionally, we would like to thank the Rajaraman’s startup funding at UCF that funded this work.




Conflicts of Interest


The authors declare no conflict of interest.




References


	



Klank, H.; Kutter, J.P.; Geschke, O. CO2-laser micromachining and back-end processing for rapid production of PMMA-based microfluidic systems. Lab Chip 2002, 2, 242–246. [Google Scholar] [CrossRef]

	



Anderson, R.R.; Margolis, R.J.; Watenabe, S.; Flotte, T.; Hruza, G.J.; Dover, J.S. Selective photothermolysis of cutaneous pigmentation by q-switched Nd:YAG laser pulses at 1064, 532, and 355 nm. J. Investig. Dermatol. 1989, 93, 28–32. [Google Scholar] [CrossRef] [PubMed]

	



Fan, Y.; Li, H.; Yi, Y.; Foulds, I.G. Laser micromachined wax-covered plastic paper as both sputter deposition shadow masks and deep-ultraviolet patterning masks for polymethylmethacrylate-based microfluidic systems. J. Micro/Nanolithography MEMS MOEMS 2013, 12, 049701. [Google Scholar] [CrossRef]

	



Hung, Y.H.; Chien, H.L.; Lee, Y.C. Excimer laser three-dimensional micromachining based on image projection and the optical diffraction effect. Appl. Sci. 2018, 8, 1690. [Google Scholar] [CrossRef]

	



Arnold, M.S.B.A.C.B. Fundamentals of Laser-Material Interaction and Application to Multiscale Surface Modification. In Laser Precision Microfabrication; Sugioka, M.M.K., Pique, A., Eds.; Springer: Berlin/Heidelberg, Germany, 2010. [Google Scholar]

	



Schaeffer, R.D. Fundamentals of Laser Micromachining; CRC Press: Boca Raton, FL, USA, 2012. [Google Scholar]

	



Rizvi, N.H.; Apte, P. Developments in laser micro-machining techniques. J. Mater. Process. Technol. 2002, 127, 206–210. [Google Scholar] [CrossRef]

	



Arnold, C.B.; Piqué, A. Laser Direct-Write Processing. MRS Bull. 2007, 32, 9–15. [Google Scholar] [CrossRef]

	



Miller, P.R.; Aggarwal, R.; Doraiswamy, A.; Lin, Y.J.; Lee, Y.S.; Narayan, R.J. Laser micromachining for biomedical applications. JOM 2009, 61, 35–40. [Google Scholar] [CrossRef]

	



Schütz, V.; Stute, U.; Horn, A. Thermodynamic investigations on the laser ablation rate of silicon over five fluence decades. Phys. Procedia 2013, 41, 640–649. [Google Scholar] [CrossRef]

	



Gower, M.C. Laser micromachining for manufacturing MEMS devices. In Micromachining and Microfabrication; SPIE: Bellingham, WA, USA, 2001; Volume 4559. [Google Scholar]

	



Tahir, B.A.; Ahmed, R.; Ashiq, M.G.B.; Ahmed, A.; Saeed, M.A. Cutting of nonmetallic materials using Nd:YAG laser beam. Chin. Phys. B 2012, 21, 044201. [Google Scholar] [CrossRef]

	



Petit, D.; Faulkner, C.C.; Johnstone, S.; Wood, D.; Cowburn, R.P. Nanometer scale patterning using focused ion beam milling. Rev. Sci. Instrum. 2005, 76, 026105. [Google Scholar] [CrossRef]

	



Guckenberger, D.J.; de Groot, T.E.; Wan, A.M.; Beebe, D.J.; Young, E.W. Micromilling: A method for ultra-rapid prototyping of plastic microfluidic devices. Lab Chip 2015, 15, 2364. [Google Scholar] [CrossRef] [PubMed]

	



Jansen, H.; Gardeniers, H.; de Boer, M.; Elwenspoek, M.; Fluitman, J. A survey on the reactive ion etching of silicon in microtechnology. J. Micromech. Microeng. 1995, 6, 14. [Google Scholar] [CrossRef]

	



Utke, I.; Hoffmann, P.; Melngailis, J. Gas-assisted focused electron beam and ion beam processing and fabrication. J. Vac. Sci. Technol. B 2008, 26, 1197. [Google Scholar] [CrossRef]

	



Karouta, F. A practical approach to reactive ion etching. J. Phys. D Appl. Phys. 2014, 47, 233501. [Google Scholar] [CrossRef]

	



Tseng, A.A. Recent developments in micromilling using focused ion beam technology. J. Micromech. Microeng. 2004, 14, R15. [Google Scholar] [CrossRef]

	



Peake, G.M.; Zhang, L.; Li, N.Y.; Sarangan, A.M.; Willison, C.G.; Shul, R.J.; Hersee, S.D. A micromachined, shadow-mask technology for the OMVPE fabrication of integrated optical structures. J. Electron. Mater. 2000, 29, 86–90. [Google Scholar] [CrossRef]

	



Jamwal, A.; Aggarwal, A.; Gautam, N.; Devarapalli, A. Nishant Gautam, Akhil Devarapalli, Electro-Discharge Machining: Recent Developments and Trends. Int. Res. J. Eng. Technol. 2018, 5, 433–448. [Google Scholar]

	



Kumar, S.; Dvivedi, A. On machining of hard and brittle materials using rotary too micro-ultrasonic drilling process. Mater. Manuf. Process. 2019, 34, 736–748. [Google Scholar] [CrossRef]

	



Liu, X.; Liang, Z.; Wen, G.; Yuan, X. Waterjet Machining and Research Developments: A Review. Int. J. Adv. Manuf. Technol. 2019, 102, 1257–1335. [Google Scholar] [CrossRef]

	



Kumar, A.; Gupta, A.; Kant, R.; Akhtar, S.N.; Tiwari, N.; Ramkumar, J.; Bhattacharya, S. Optimization of laser machining process for the preparation of photomasks and its application to microsystems fabrication. J. Micro/Nanolithography MEMS MOEMS 2013, 12, 041203. [Google Scholar] [CrossRef]

	



Heo, J.; Min, H.; Lee, M. Laser micromachining of permalloy for fine metal mask. Int. J. Precis. Eng. Manuf. —Green Technol. 2015, 2, 225–230. [Google Scholar] [CrossRef]

	



Lee, J.H.; Yoon, J.W.; Kim, I.G.; Oh, J.S.; Nam, H.J.; Jung, D.Y. Fabrication of polydimethylsiloxane shadow masks for chemical solution deposition of CdS thin-film transistors. Thin Solid Films 2008, 516, 6492–6498. [Google Scholar] [CrossRef]

	



Chung, I.Y.; Kim, J.D.; Kang, K.H. Ablation drilling of invar alloy using ultrashort pulsed laser. Int. J. Precis. Eng. Manuf. 2009, 10, 11–16. [Google Scholar] [CrossRef]

	



Cheng, J.Y.; Wei, C.W.; Hsu, K.H.; Young, T.H. Direct-write laser micromachining and universal surface modification of PMMA for device development. Sens. Actuators B Chem. 2004, 99, 186–196. [Google Scholar] [CrossRef]

	



Nayak, N.C.; Lam, Y.C.; Yue, C.Y.; Sinha, A.T. CO2-laser micromachining of PMMA: The effect of polymer molecular weight. J. Micromech. Microeng. 2008, 18, 095020. [Google Scholar] [CrossRef]

	



Yuan, D.; Das, S. Experimental and theoretical analysis of direct-write laser micromachining of polymethyl methacrylate by CO2 laser ablation. J. Appl. Phys. 2007, 101, 024901. [Google Scholar] [CrossRef]

	



Knowles, M.R.H.; Rutterford, G.; Karnakis, D.; Ferguson, A. Micro-machining of metals, ceramics and polymers using nanosecond lasers. Int. J. Adv. Manuf. Technol. 2007, 33, 95–102. [Google Scholar] [CrossRef]

	



Li, J.; Ananthasuresh, G.K. A quality study on the excimer laser micromachining of electro-thermal-compliant micro devices. J. Micromech. Microeng. 2000, 11, 38–47. [Google Scholar] [CrossRef]

	



Ihlemann, J.; Rubahn, K. Excimer laser micro machining: Fabrication and applications of dielectric masks. Appl. Surf. Sci. 2000, 154, 587–592. [Google Scholar] [CrossRef]

	



Pfleging, W.; Bernauer, W.; Hanemann, T.; Torge, M. Rapid fabrication of microcomponents—UV-laser assisted prototyping, laser micro-machining of mold inserts and replication via photomolding. Microsyst. Technol. 2002, 9, 67–74. [Google Scholar] [CrossRef]

	



Shiu, P.P.; Knopf, G.K.; Ostojic, M.; Nikumb, S. Rapid fabrication of tooling for microfluidic devices via laser micromachining and hot embossing. J. Micromech. Microeng. 2008, 18, 025012. [Google Scholar] [CrossRef]

	



Ricciardi, G.; Cantello, M.; Mariotti, F.; Castelli, P.; Giacosa, P. Micromachining with Excimer Laser. CIRP Ann. 1998, 47, 145–148. [Google Scholar] [CrossRef]

	



Teixidor, D.; Thepsonthi, T.; Ciurana, J.; Özel, T. Nanosecond pulsed laser micromachining of PMMA-based microfluidic channels. J. Manuf. Process. 2012, 14, 435–442. [Google Scholar] [CrossRef]

	



Liu, X.; Du, D.; Mourou, G. Laser ablation and micromachining with ultrashort laser pulses. IEEE J. Quantum Electron. 1997, 33, 1706–1716. [Google Scholar] [CrossRef]

	



Oblov, K.; Ivanova, A.; Soloviev, S.; Samotaev, N.; Lipilin, A.; Vasiliev, A.; Sokolov, A. Fabrication of Microhotplates Based on Laser Micromachining of Zirconium Oxide. Phys. Procedia 2015, 72, 485–489. [Google Scholar] [CrossRef]

	



Moser, R.; Kunzer, M.; Goßler, C.; Köhler, K.; Pletschen, W.; Schwarz, U.T.; Wagner, J.H. Laser processing of gallium nitride-based light-emitting diodes with ultraviolet picosecond laser pulses. Opt. Eng. 2012, 51, 114301. [Google Scholar] [CrossRef]

	



Yeh, J.T.C. Laser ablation of polymers. J. Vac. Sci. Technol. A 1986, 4, 653. [Google Scholar] [CrossRef]

	



Kancharla, V.V.; Chen, S. Fabrication of Biodegradable Polymeric Micro-devices using Laser Micromachining. Biomed. Microdevices 2002, 4, 105–109. [Google Scholar] [CrossRef]

	



Lorazo, P.; Lewis, L.J.; Meunier, M. Thermodynamic pathways to melting, ablation, and solidification in absorbing solids under pulsed laser irradiation. Phys. Rev. B 2006, 73, 134108. [Google Scholar] [CrossRef]

	



Luk’Yanchuk, B.; Bityurin, N.; Himmelbauer, M.; Arnold, N. UV-laser ablation of polyimide: From long to ultra-short laser pulses. Nucl. Instrum. Methods Phys. Res. B 1997, 122, 347–355. [Google Scholar] [CrossRef]

	



Zhang, Y.; Zhang, D.; Wu, J.; He, Z.; Deng, X. A thermal model for nanosecond pulsed laser ablation of aluminum. AIP Adv. 2017, 7, 075010. [Google Scholar] [CrossRef]

	



DeHoff, R. Thermodynamics in Materials Science, 2nd ed.; CRC Press: Boca Raton, FL, USA, 2006. [Google Scholar]

	



Taylor, R.E. CINDAS Data Series on Materials Properties: Thermal Expansion of Solid; ASM International: Materials Park, OH, USA, 1998; Volume 1–4. [Google Scholar]

	



Wang, Y.; Shen, N.; Befekadu, G.K.; Pasiliao, C.L. Modeling pulsed laser ablation of aluminum with finite element analysis considering material moving front. Int. J. Heat Mass Transf. 2017, 113, 1246–1253. [Google Scholar] [CrossRef]

	



Cheng, J.; Liu, C.S.; Shang, S.; Liu, D.; Perrie, W.; Dearden, G.; Watkins, K. A review of ultrafast laser materials micromachining. Opt. Laser Technol. 2013, 46, 88–102. [Google Scholar] [CrossRef]

	



Huang, H.; Guo, Z. Ultra-short pulsed laser PDMS thin-layer separation and micro-fabrication. J. Micromech. Microeng. 2009, 19, 055007. [Google Scholar] [CrossRef]

	



Wang, H.; Wu, X.; Dong, P.; Wang, C.; Wang, J.; Liu, Y.; Chen, J. Electrochemical Biosensor Based on Interdigitated Electrodes for Determination of Thyroid Stimulating Hormone. Int. J. Electroch. Sci. 2014, 9, 12–21. [Google Scholar]

	



Hart, C.; Kundu, A.; Kumar, K.; Varma, S.J.; Thomas, J.; Rajaraman, S. Rapid nanofabrication of nanostructured interdigitated electrodes (nIDEs) for long-term in vitro analysis of human induced pluripotent stem cell differentiated cardiomyocytes. Biosensors 2018, 8, 88. [Google Scholar] [CrossRef]

	



Alexander, F.; Price, D.T.; Bhansali, S. Optimization of interdigitated electrode (IDE) arrays for impedance based evaluation of Hs 578T cancer cells. J. Phys. Conf. Ser. 2010, 224, 012134. [Google Scholar] [CrossRef]








[image: Micromachines 11 00178 g001 550] 





Figure 1. Comparison of three widely used direct-write fabrication methods (reactive ion etching (RIE) [15,17], micromilling [14], and focused ion beam (FIB) [13,16,18]) to laser micromachining. Each of these methods allows for high aspect ratio, serial, single-substrate fabrication. In the case of RIE multi-wafer/multi-substrate parallel processing is also possible as with some laser micromachining examples as well for higher throughput micro/nanofabrication. 
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Figure 2. Mechanisms of ablation in laser micromachining. Substrate removal can be a result of thermal ablation, physical ablation, chemical ablation, or a combination of these mechanisms. 
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Figure 3. (a) External schematic of a QuikLaze 50ST2 Multimodal Laser Micromachining System. The three components of every laser micromachining system are shown: (1) the laser source box; (2) the beam delivery system; and (3) the motorized substrate mount. (b) Internal schematics of the laser source box. This shows the three crystals and a switch that create the different wavelengths of light the system produces with the ability to switch between three wavelengths. 
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Figure 4. Schematic showing the variables in the thermodynamic theory for evaluation of the depth of cut. 
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Figure 5. Layout of the grid of spots laser cut into the materials. The grid was designed to have 100 µm distances between the spots. 
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Figure 6. Schematic of laser micromachined shadow mask fabrication and subsequent materials patterning demonstration. 
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Figure 7. Scanning electron microscope (SEM) images of the laser characterization grids for each of the six materials. Kapton®, SS, polyethylene terephthalate (PET), and aluminum are all at the maximum spot size for their respective wavelengths. Silicon and polydimethylsiloxane (PDMS) are both at 50% spot size to show the grid in its entirety. All scale bars are 200 µm. 
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Figure 8. Results from scribing lines in PDMS with a varied number of laser passes. The depth of cut increases linearly with the number of laser passes as expected. This allows for the direct tuning of microchannel depth by selecting the number of passes the laser makes in order to cut PDMS. 
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Figure 9. Comparison of theoretical and experimental ablation depth for a range of fluences in silicon. 
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Figure 10. Images of sub-5 µm trace widths in Kapton®. (a) Atomic force microscopy (AFM) image of 3.5 µm trace width (white area). (b) AFM image of 1.5 µm trace width (white area). (c) SEM image of full comb finger electrode structure (approx. 5 µm trace width). (d) SEM image of shadow mask feature of approximately 2.43 µm trace width. 
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Figure 11. Design to shadow mask to device (interdigitated electrode (IDE) on glass) for the four materials that cut all the way through the substrate: (a) stainless steel to Ti-Au metal IDE; (b) Kapton® to gelatin IDE pattern; (c) aluminum to Ti-Au metal IDE, and (d) PET to Ti-Au metal IDE. 
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Figure 12. Results of laser micromachining of the shadow masks, as well as inorganic and organic layer patterning. The design of an interdigitated electrode (IDE) was translated into metal (titanium-gold) and bioink (gelatin). 
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Figure 13. Full spectrum impedance measurements of several IDEs of varying pitch. The electrophysiologically significant frequency of 1 kHz (green line) reports impedances from approximately 39 kΩ (7 μm) to 56 kΩ (62 μm). 
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Table 1. Comparison of theoretical and experimental ablation depths.






Table 1. Comparison of theoretical and experimental ablation depths.





	Material
	Thickness (µm)
	Maximum Theoretical Ablation Depth Per Pulse (µm/pulse)
	Experimental Ablation Depth per Pulse (µm/pulse)
	Ablated Through After 10 Pulses?





	Kapton
	12.5
	2.65
	1.25 *
	Yes



	Stainless Steel
	12.5
	3.18
	1.25 *
	Yes



	PET (polyethylene terephthalate)
	25
	15.6
	2.5 *
	Yes



	Aluminum
	16.3
	16.3
	1.63 *
	Yes



	Silicon
	500
	0.34024
	0.7112
	No



	PDMS (polydimethylsiloxane)
	100
	0.25783
	0.6481
	No







* Limited due to full ablation of materials in less than 10 pulses.
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Table 2. Values of the real part of the impedance at significant frequencies.
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Impedance at Significant Frequencies

	
Frequency

	
Real Impedance (kΩ)




	
10 Hz

	
100 Hz

	
1 kHz

	
10 kHz

	
100 kHz






	
Electrode Gap (μm)

	
7

	
63.76

	
53.50

	
40.40

	
10.17

	
4.60




	
15

	
74.21

	
68.37

	
48.91

	
8.24

	
2.90




	
32

	
76.06

	
70.29

	
56.06

	
11.19

	
3.26




	
62

	
74.77

	
70.05

	
57.74

	
10.99

	
3.46




	

	

	
Resistive

	
Capacitive

	
Capacitive

	
Resistive

	
Resistive
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