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Figure S1. Experimental procedure using tape to define the tile shapes. 

 

Figure S2. (a) A PDMS mold, with tape to remove the outside of the boundary. (b) The prepolymer, 
clearly removed by detaching the tape. (c) The PUA mold, adhered using tape. (d) The sticky residues 
remaining on the PUA mold. 


