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Figure S1. Effect of charge passed on regeneration efficiency of MB adsorption on bare 

graphene, G/SnO2 7 and G/Sb-SnO2 7, and (a) NaCl electrolyte and (b) Na2SO4 electrolyte 

(current density of 10 mA cm-2) 
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