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Figure S1. UV–vis absorption spectra curves of MB solution irradiated under (a) UV light; (b) visible 

light; (c)NIR light measured at interval times. 

 

Figure S2. XRD patterns of NaBiS2 before and after photocatalytic reaction. 


