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Abstract: Mordenite (H-MOR) catalysts were synthesized by a hydrothermal method, and silver-
modified mordenite (Ag-MOR) catalysts were prepared by ion exchange with AgNOj at differ-
ent concentrations. The performance of these catalysts in the carbonylation of dimethyl ether
(DME) to methyl acetate (MA) was also evaluated. The catalysts were characterized by Ar adsorp-
tion/desorption, XRD, ICP-AES, SEM, HRTEM, 2 Al NMR, H,-TPR, NH3-TPD, Py-IR, and CO-
TPD. According to the characterization results, Ag ion exchange sites were mainly located in the
8-membered ring (8-MR) channels of Ag-MOR; evenly dispersed Ag,0 particles were also present.
The acid site distribution was changed by the modification of Ag, and the amount of Brensted acid
sites increased in 8-MR and decreased in 12-MR. The CO adsorption performance of the catalyst
significantly increased with the modification of Ag. These changes improved the conversion and
selectivity of the carbonylation of DME. Over 4Ag-MOR in particular, DME conversion and MA
selectivity reached 94% and 100%, respectively.

Keywords: dimethyl ether; carbonylation; silver; mordenite; methyl acetate

1. Introduction

Because of the increasing serious environmental problems caused by the use of fos-
sil energy, ethanol, a promising alternative, has received more and more attention [1].
The traditional ethanol production process includes grain fermentation [2] and ethylene hy-
dration [3], but separation and purification processes tend to be costly [4]. In recent years,
the process of dimethyl ether (DME) carbonylation to methyl acetate (MA) and MA hy-
drogenation to ethanol has gained the attention of researchers owing to its high atom
utilisation and environmental friendliness. Currently, catalysts for this process are mainly
divided into two types: zeolite catalysts (such as mordenite (MOR) [5], ZSM-35 [6], ZSM-
5 [7], and HFER [8,9]) and heteropoly acid catalysts [10,11]. In recent years, EU-12 [12],
SSZ-13 [13], and HSUZ-4 [14] zeolites have also been used in this reaction. However, ow-
ing to its unique structure and properties, MOR occupies an important position in the DME
carbonylation reaction.

The main structure of MOR is a parallel 12-membered ring (12-MR) with 0.65 x 0.70 nm
channels and an 8-membered ring (8-MR) with 0.26 x 0.57 nm channels [15]. The unique
steric effect and the Brensted acid sites of 8-MR are the active sites of the DME carbonylation
reaction [16,17]. However, the Bronsted acid sites of 12-MR are more likely to generate hy-
drocarbons during the reaction [18]. As the reaction progresses, hydrocarbons accumulate
in the channels, hindering the progress of the carbonylation reaction [19]. Therefore, ad-
justing and controlling the distribution of Brensted acid sites is of great significance in
improving the reactivity of MOR. Wang et al. [20] successfully improved the distribution
of acid sites in 8-MR by changing the molar ratio of Si/ Al and adding template agents.
Xue et al. [21] used steam treatment for the selective dealumination of MOR, reducing the
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amount of acid sites in 12-MR. Zhao et al. [22] formed more Brensted acid sites in the MOR
through steam treatment and improved the reaction activity. Moreover, acid treatment [23],
alkali treatment [24], and pyridine adsorption [25-27] were also effective in improving the
activity of the catalyst and alleviating catalyst poisoning.

Another effective approach to modifying MOR is the addition of transition metals such
as Cu [28,29], Zn [30,31], Ce [32], Co [33], Fe [34], and Ni [35]. The addition of transition
metals mainly changed the distribution of acid sites, reduced the rate of coking, and alle-
viated carbon deposition. In addition to single-metal modification, bimetal modification
has also been investigated. Reule et al. [36,37] used ion exchange-modified MOR with
Cu and Zn and found that the addition of Zn effectively increased the dispersion of Cu,
which affected the location of Zn in MOR during ion exchange. Catalyst poisoning was
effectively alleviated by the interaction between Cu and Zn. Sheng et al. [38] impreg-
nated Cu ion-exchanged MOR with Pt and obtained a Pt-Cu bimetallic-modified MOR.
The addition of Pt increased the amount of acid sites in 8-MR and reduced the amount
of acid sites in 12-MR, which improved the reaction activity and eased the formation of
hard coke. Regrettably, there are few studies on silver-modified MOR for the carbonylation
of DME. As a common monovalent metal, silver is widely used in the field of molecular
sieve modification [39]. Therefore, it is possible to try silver-modified mordenite to improve
the performance of dimethyl ether carbonylation.

In this study, nano MOR was synthesized by a hydrothermal method. A series
of Ag-MOR catalysts with different Ag mass fractions were prepared using the ion ex-
change method. The purpose of this work was to evaluate and characterize the effect
of Ag-MOR on the catalytic performance of DME carbonylation. The catalysts were
evaluated in a fixed-bed tubular reactor at 1.0 MPa and 273 °C. The catalysts were char-
acterized using Ar adsorption/desorption, X-ray diffraction (XRD), inductively coupled
plasma atomic emission spectroscopy (ICP-AES), scanning electron microscopy (SEM),
high-resolution transmission electron microscopy (HRTEM), # Al magic angle spinning
nuclear magnetic resonance (>’ Al MAS NMR), H, temperature-programmed reduction (H,-
TPR), NH; temperature-programmed desorption (NH3-TPD), pyridine-infrared (Py-IR)
analysis, and CO temperature-programmed desorption (CO-TPD).

2. Results and Discussion
2.1. Catalyst Structure

Figure 1 presents the Ar adsorption-desorption isotherms of the samples. All the
samples exhibited typical type-I isotherms. The adsorption capacity increased sharply
when P/P0 < 0.05, indicating that the samples contained numerous microporous structures.
The hysteresis loop of P/P0 between 0.8 and 1.0 indicated that a mesoporous structure ex-
isted in the sample. No obvious change was found in the adsorption-desorption isotherms
of the samples, revealing that the addition of Ag did not change the main structure of
the MOR.
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Figure 1. Ar adsorption-desorption isotherms of the catalysts.
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The textural properties of the samples are presented in Table 1. The specific surface
area of H-MOR was 385 m? /g, which was the largest of all the samples. With the increase
in the concentration of AgNO; used in the ion exchange, the specific surface area of
Ag-MOR decreased slightly. It can be observed from the pore-size distribution of the
samples in Figure 2 that the pore diameter was concentrated at approximately 0.55 nm,
which corresponded to the microporous structure in MOR. The variation trend of the
microporous volume presented in Table 1 corresponds to the results shown in Figure 2.
It could be inferred that some of the micropores were obscured by the Ag species, it is
also possible that the Ag species entered the micropores, leading to a decrease in the
Brunauer-Emmett-Teller (BET) surface area and pore volume of Ag-MOR.

Table 1. Textural properties of the catalysts.

Sample Surface Area (m?/g) Pore Volume (cm?/g) Crystallite Size ¢ (nm)
SBET Smicro b Sext ¢ Viotal b Vmicro b Vimeso d

H-MOR 385 310 75 0.35 0.15 0.20 204
1Ag-MOR 334 276 58 0.31 0.13 0.18 54
2Ag-MOR 331 273 58 0.32 0.12 0.20 33
3Ag-MOR 327 270 57 0.32 0.13 0.19 30
4Ag-MOR 320 265 55 0.31 0.13 0.18 40
5Ag-MOR 316 261 55 0.30 0.12 0.18 32

a BET surface area. P Microporous surface area and pore volume calculated by t-plot method. ¢ External surface area Sext = SBET — Smicro-
d Mesoporous pore volume Vimeso = Viotal — Vmicro- € Crystallite size calculated by Scherrer equation according to the results of XRD.
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Figure 2. Pore-size distribution of the catalysts.

Figure 3a shows the XRD patterns of fresh catalysts. The characteristic peaks can be
observed at 20 = 13.4°, 15.3°, 19.7°, 22.3°, 25.7°, 26.4°, 27.8°, 31.0°, and 35.8°, which are
associated with MOR, the Miller indices corresponding to these peaks are also marked [38].
Compared with H-MOR, the peak intensities of Ag-MOR at 19.7°, 22.3° and 25.7° are
drastically attenuated, which was also found in other research [40]. These results indicate
that MOR was sensitive to the addition of Ag during the ion exchange. In addition, there are
no characteristic peaks associated with Ag species in the XRD patterns, suggesting that Ag
had a high degree of dispersion in the Ag-MOR [41]. Figure 3b shows a partial view of the
XRD results of 26 = 22.0°-23.0°. From H-MOR to 5Ag-MOR, the peak position shifts to a
smaller angle, which represents an increase in the unit lattice parameters. This is caused
by the introduction of silver, which has a larger atomic radius, into MOR [32]. In addition,
the average crystallite size of the sample is calculated based on the XRD, and the results
are listed in Table 1. The average crystallite size of H-MOR exceeds 200 nm and is much
higher than that of Ag-MOR. The average crystallite size of Ag-MOR is between 30-50 nm.
This shows that the ion exchange process changes the morphology of MOR and reduces
the average crystallite size.
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Figure 3. XRD patterns of samples. (a) Enlarged scale 26 = 10.0°-50.0°; (b) enlarged scale 26 = 22.0°-23.0°.

Figure 4 further reveals the microstructure of the samples through SEM and HRTEM.
From Figure 4a, the nanometer-scale agglomerate structure of H-MOR can be clearly
observed. The size of the particles is about 200 nm. In Figure 4c,e, a nanospherical cluster
structure is visible. The size of the particles is about 50 nm. Compared with H-MOR,
the particles are significantly smaller. The particle size obtained by SEM observation is
basically consistent with the average crystallite size calculated by XRD. The particle size
tends to decrease from H-MOR to Ag-MOR owing to the weak acidity of the AgNO;
solution during ion exchange. Research has shown that acid treatment can affect the

structure of MOR [42].

The nanochannels are clearly visible in Figure 4b; they can also be observed in
Figure 4d,f. This was attributed to the characteristic structure of MOR and indicated that
the ion exchange process did not destroy the main structure of MOR. In addition, evenly dis-
tributed black shadows can be clearly observed in Figure 4d,f, which correspond to Ag,O
particles on Ag-MOR. It can be observed from the particle-size distribution that the average
diameter of Ag,O particles (dp) was 2.8 nm in 2Ag-MOR and 4Ag-MOR. Compared with
2Ag-MOR, the particle-size distribution of 4Ag-MOR was more uneven because of the

higher concentration of AgNO3 during the ion exchange.

2.2. Catalyst Composition

The chemical compositions of the samples are listed in Table 2. As the AgNOj3
concentration increased during ion exchange, the mass fraction of Ag (wt% Ag) in Ag-MOR
increased from 4.9% to 8.3%. The Ag contents of the 4Ag-MOR and 5Ag-MOR samples
were both 8.3 wt%, indicating that the Ag load reached a maximum. The Si/ Al molar ratios
of the samples did not change significantly, demonstrating the structural integrity of MOR.
The XRD and HRTEM results also proved the integrity of the MOR structure.

Table 2. Chemical compositions of catalysts.

Sample Element Content 2 (Wt%) Si/Al . Al b (%) Al b (%)
Al Si Ag (Molar Ratio)

H-MOR 3.3 34 - 9.9 72.1 279
1Ag-MOR 3.1 32 49 10.0 93.0 7.0
2Ag-MOR 3.1 32 6.9 10.0 97.6 2.4
3Ag-MOR 3.0 32 7.8 10.3 97.7 2.3
4Ag-MOR 3.0 31 8.3 10.0 98.0 2.0
5Ag-MOR 3.0 31 8.3 10.0 97.3 2.7

2 Measured by ICP-AES. ® Measured by 27 Al MAS NMR.
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Figure 4. (a) SEM image of H-MOR; (b) HRTEM image of H-MOR; (c¢) SEM image of 2Ag-MOR;
(d) HRTEM image of 2Ag-MOR; (e) SEM image of 4Ag-MOR; (f) HRTEM image of 4Ag-MOR.

The 2/ Al MAS NMR spectra of the samples are shown in Figure 5. Because of Loewen-
stein’s rule, the formation of an Al-O-Al bond is forbidden in MOR [43]. The signal at
approximately 55 ppm is thought to be unique as a tetrahedrally coordinated framework
aluminum (Alf) and the signal at approximately O ppm corresponds to the octahedrally co-
ordinated extra-framework aluminum (Al¢) [44]. Studies have shown that Al.; determines
the distribution of Lewis acid sites and Al; determines the distribution of Brensted acid
sites [42]. The percentages of Al; and Al.¢, which were calculated by the peak area integral,
are listed in Table 2. As the Ag content of Ag-MOR increased, the signal at approximately
55 ppm became stronger and the peak at approximately 0 ppm became weaker and nearly
disappeared. Combined with the results of the elemental analysis listed in Table 2, the total
amount of Al did not change significantly, suggesting that the distribution of Al changed
during ion exchange. It could be inferred that Al was reinserted into the framework
structure during the ion exchange.
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Figure 5. 7 Al MAS NMR spectra of catalysts.

The catalytic activity was related to the different species of silver present in the
catalyst [45], and H,-TPR is an effective way to identify the Ag species. Figure 6 shows the
H,-TPR profiles of the catalysts. The samples exhibit peaks in three temperature regions,
which could be attributed to the different kinds of Ag species formed during the ion
exchange process. Wichterlova and coworkers [46] divided cationic sites in Coexchanged
MOR into three types of sites: o cationic sites are located on 12-MR, (3 cationic sites are
located on 8-MR, and vy cationic sites are located in small cavities of MOR. 3 cationic
sites exhibit octahedral coordination with oxygen atoms, which have higher coordination.
The peak centered at approximately 110 °C is assigned to Ag*, which is located inside
the 12-MR (o cationic sites), and the peak at approximately 400 °C originated from the
reduction of Ag* in 8-MR (j cationic sites) [47]. According to the Hy-TPR studies of
mechanical mixtures of Ag,O and Na-MOR, the reduction peak at approximately 180 °C
corresponds to the highly dispersed nano Ag,O particles of MOR [48]. The peak intensities
at 110 °C and 180 °C are much weaker than the peak intensity at 400 °C, suggesting that
most of the Ag entered the pores of 8-MR for ion exchange, whereas a small part of the Ag
entered 12-MR or became nano-oxide particles of MOR.

H, Consumption(a.u.)

T T T T T
100 200 300 400 500
Temperature (°C)

Figure 6. Hy-TPR profiles of the catalysts.

2.3. Acid Site Distribution

The corresponding NH3-TPD profile is depicted in Figure 7, which was used to iden-
tify different acid sites. NH3 desorption peaks located at 130 °C and 460 °C are observed,
which are associated with weak and strong acid sites. An additional peak of ammonia des-
orption is observed at 270 °C in the Ag-MOR samples, which is associated with moderate
acid sites [32]. The amounts of weak, moderate, and strong acid sites are listed in Table 3.
According to the work of Ma and coworkers [20,32], strong acid sites can be considered
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as framework Brensted acid sites in MOR because the high-temperature peak disappears
when the Brensted acid sites are replaced by sodium. The appearance of a moderate-
temperature peak is accompanied by a sharp decrease in the low-temperature peak, sug-
gesting that the addition of Ag led to a variation in the distribution of the acid sites.
In addition, with the increase in Ag content in MOR, the amount of total acid sites increased,
indicating that Ag species play a role in producing more acid sites. However, 5Ag-MOR,
which had the same Ag content as 4Ag-MOR, showed a decrease in the amount of acid
sites. Combined with the reduction of specific surface area and the increase of Al; content,
it may be that the change of Al distribution during ion exchange caused Lewis acid sites
decrease significantly.

5Ag-MOR

4Ag-MOR

TCD Signal (a.u.)

T T T T T T
100 200 300 400 500 600 700
Temperature (°C)

Figure 7. NH3-TPD profiles of the catalysts.

Table 3. The amount of acid sites of catalysts.

Amount of Acid Sites (umol/g) 2

Catalyst

Weak Moderate Strong Total

H-MOR 933 - 301 1234
1Ag-MOR 264 1084 405 1753
2Ag-MOR 194 1198 446 1838
3Ag-MOR 178 1277 457 1912
4Ag-MOR 168 1435 569 2172
5Ag-MOR 178 1265 561 2004

a Calculated based on NH3-TPD.

The kinetic diameter of pyridine is suitable for adsorption by 12-MR but not by 8-MR.
Thus, Py-IR analysis could exclude the interference of 8-MR and measure the acid site
amount and distribution in 12-MR [49]. The results of the characterization are depicted in
Figure 8. The pyridine adsorption characteristic bands of the 12-MR Brensted acid sites are
located at 1540 cm ! and 1630 cm 1. As for Lewis acid sites in 12-MR, the characteristic
bands are located at 1450 cm ! and 1610 cm~!. In addition, the band at 1490 cm !
is attributed to the joint action of Brensted acidic sites and Lewis acid sites adsorbed
with pyridine [50]. The amount of Brensted acid sites and Lewis acid sites in 12-MR
(B12-mr and Lijpmr) were calculated based on the peak areas of the band at 1540 cm !
and 1450 cm~!. The calculated results are summarized in Table 4. With increasing Ag
content in MOR, the amount of Bgr increased significantly, but it decreased with 5Ag-
MOR. This trend coincided with that of the total amount of acid sites. This revealed that
Ag could affect the distribution of Brensted acid sites in 8-MR and produce additional
acid sites. Meanwhile, the amount of Bjy\r and Lipmr decreased significantly with
increasing Ag content, presenting a completely opposite trend to that of 8-MR. It has been
reported that in 12-MR, Ag tends to form a cluster structure consisting of 10-15 atoms [51],
suggesting that Ag,O accumulated in 12-MR, covered the acid sites, and blocked the
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pyridine probe molecules from entering 12-MR, resulting in a decrease in the number of
acid sites.

L L+B B 5Ag-MOR

Intensity (a.u.)

T T T T T
1400 1450 1500 1550 1600 1650 1700

-1
Wavenumber (cm™ )

Figure 8. Py-IR spectra of the catalysts.

Table 4. The distribution of acid sites of catalysts.

Amount of Acid Sites (umol/g)

Catalyst
Y Biotal ? Bi2-Mr ° Li-mr ° Bs-mR €

H-MOR 301 59 461 242
1Ag-MOR 405 19 431 386
2Ag-MOR 447 12 195 435
3Ag-MOR 457 8 208 449
4Ag-MOR 569 6 131 563
5Ag-MOR 560 11 101 549

a Total Bronsted acid site (Byogy) calculated based on NH3-TPD. ® Calculated based on Py-IR. € Brensted acid site
in 8-MR (Bs-mr) Bs-Mr = Biotal — Bio-mr.

The insertion of CO into the methyl group is the rate-controlling step of DME carbony-
lation [17,18]. Therefore, the adsorption performance of CO on the catalyst is an important
indicator for evaluating the activity of the catalyst [33].1t is generally believed that the CO
adsorption sites of H-MOR come from the Al atoms, and the metal atoms introduced
through the ion exchange process can form metal Lewis acid sites, providing more CO
adsorption sites [35].

It can be seen from the CO-TPD results in Figure 9 that all samples have CO desorption
peaks located between 220 and 250 °C, which are attributed to the adsorption of CO
on MOR. As the Ag ion exchange concentration increased, the area of the desorption peak
increased significantly and moved to the low-temperature region. Combined with the NH3-
TPD results, we speculate that the moderate acid sites generated after silver modification
provided new sites for CO adsorption [35,52], and the adsorption performance of MOR to
CO was greatly enhanced. This helped improve the DME carbonylation performance of
the catalyst.
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Figure 9. CO-TPD spectra of the catalysts.

2.4. Activity Test for Carbonylation of DME

Figure 10 shows the results of the carbonylation of DME over the catalysts. All catalysts
were evaluated under the same conditions (200 °C, 1.0 MPa, GHSV 9280 mL-g~!-h~1).
All samples had an induction period of approximately 100 min in the early stages of
the reaction. During the induction period, the reactivity gradually increased, and after
the end of the induction period, the reactivity slowly decreased. This is a typical DME
carbonylation reaction on MOR.

100 1 5y
40 4 —— H-MOR 1004 ¢ e
—— [Ag-MOR
80 ——2Ap-MOR
= ——3Ag-MOR ol
—+—4Ap-MOR
£ 60+ —— 5Ag-MOR &
z prt
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5 s | —— H-MOR
2 304 —— 1Ag-MOR
~. g
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=
[

0.0-

H-MOR TAg-MOR 2Ag-MOR 3Ag-MOR 4Ag-MOR 5Ag-MOR

Figure 10. Performances of DME carbonylation over catalysts. (a) DME conversion rate during catalyst evaluation; (b) MA
selectivity during catalyst evaluation; (c) MA space-time yield at 120 min.

The DME conversion (Xpmg) of the catalyst continued to increase from H-MOR to
1Ag-MOR, 2Ag-MOR, 3Ag-MOR, and 4Ag-MOR, whereas that of 5Ag-MOR decreased
below that of 3Ag-MOR. The DME conversion of Ag-MOR was higher than that of H-
MOR during the evaluation period. 4Ag-MOR performed best in the evaluation process,
reaching an XpyEg value of 96%; the Xpyg value of H-MOR was 16%.
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According to the results of chromatographic analysis, during the reaction, the mainly
by-product of the reaction is methanol. For H-MOR, methane, ethane and propane are
also produced during the reaction, which is also the main reason for the decrease in MA
selectivity on H-MOR. For most Ag-MOR, only a small amount of methanol was generated
during the reaction, maintaining a high MA selectivity. For 1Ag-MOR, a small amount of
propane and ethane were formed in 0-900 min, but no alkanes are generated after 900 min,
making the selectivity slightly increased. The MA selectivities (Syia) of Ag-MOR were
higher than those of H-MOR, especially 2Ag-MOR, 3Ag-MOR, 4Ag-MOR, and 5Ag-MOR,
which maintained 100% Syia for more than 8 h. The increase in selectivity of Ag-MOR
comes from the decrease in the amount of acid sites in 12-MR, which inhibited the side
reactions. At the same time, Figure 10c shows the space-time yield at 120 min. It is obvious
that 4Ag-MOR > 3Ag-MOR > 5Ag-MOR > 2Ag-MOR > 1Ag-MOR > H-MOR. This is
consistent with the result of Figure 10a.

After modifying the MOR with Ag ion exchange, the crystallite size of the sample was
significantly reduced. Obviously, the material transfer process is strengthened, which can
effectively improve the activity of the reaction. The CO adsorption capacity of Ag-MOR
was enhanced, thus strengthening the insertion of CO into the methyl group. More Bg.\r
was generated after the silver-modified MOR. The amount of Bg pr in Ag-MOR increased
with the increase in the concentration of AgNO3 used for MOR modification and decreased
at 5Ag-MOR, but it was still higher than that of H-MOR. DME carbonylation requires
synergy between Bg.pr and CO adsorption. Therefore, the performance of DME carbony-
lation increased significantly owing to the increase in Bg\gr and CO adsorption capacity.
In addition, the increase in the MA selectivity of Ag-MOR was owing to the decrease in the
amount of acid sites in 12-MR, and the DME conversion of 5Ag-MOR decreased owing to
the decrease in Bg_\r content.

3. Experimental Section
3.1. Catalyst Preparation
3.1.1. Na-MOR Preparation

A nano sodium mordenite (Na-MOR) was prepared by hydrothermal synthesis.
The specific synthesis steps were as follows. First, 1.64 g NaAlO; (macklin, Shanghai, China)
and 1.60 g NaOH (macklin, Shanghai, China) were dissolved in 64 mL deionized water.
After the solution was stable, silica sol (SiO; 30 wt%, macklin, Shanghai, China) was added
dropwise. Then, 14.11 g tetraethyl ammonium hydroxide (TEAOH, 25 wt% aqueous solu-
tion, macklin, Shanghai, China) as the template agent was added to the mixture. The mix-
ture was stirred continuously during the aforementioned processes. Finally, the mixture
was transferred to a Teflon-lined autoclave after ageing for 2 h at 20 °C, rotated, and crys-
tallized at 80 °C for 96 h at a rotating speed of 90 rpm. After crystallization, the reacted
slurry was centrifuged, washed with deionized water until pH = 7, dried in an oven at
110 °C for 12 h, and calcined in a muffle furnace at 550 °C for 4 h at a heating rate of
1 °C/min to obtain Na-MOR. The molar composition of the mother liquor was as follows:
1NaAlO,:2NaOH:125i0,:3.00H,O:1.2TEAOH.

3.1.2. NH4-MOR Preparation

NH4-MOR was obtained via NH4Cl ion exchange. Per gram of Na-MOR was thor-
oughly mixed with 20 mL of a 1.0 mol/L NH4Cl solution, stirred at 80 °C for 4 h, then cen-
trifuged and washed. The above steps were repeated twice. The sample was finally washed
to pH 7, placed in an oven, and dried for 12 h at 110 °C.

3.1.3. H-MOR/Ag-MOR Preparation

H-MOR was obtained by calcining NH4-MOR in a muffle furnace at 550 °C for4 hata
heating rate of 1 °C/min. Ag-MOR was prepared using the AgNOs3 ion exchange method.
Per gram of NH4-MOR was ion exchanged with 50 mL of x mol/L AgNO3 (x = 0.005, 0.010,
0.015, 0.020, 0.025) at 353 K for 4 h; this process was repeated twice. The sample was then
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washed to pH =7, dried for 12 h in an oven at 110 °C, and calcined in a muffle furnace
at 550 °C for 4 h to obtain catalysts denoted as XAg-MOR (X =1, 2, 3, 4, 5). The number
before Ag-MOR corresponds to the concentration of AgNQO3 in the ion exchange from low
to high.

3.2. DME Carbonylation

The catalyst was evaluated in a fixed-bed tubular reactor with an inner diameter of
10 mm. A 40-60 mesh catalyst (500 mg) was placed into the reactor and the upper and
lower ends of the catalyst bed were filled with quartz sand and separated by quartz wool.
After the catalyst was loaded, it was first purged in N; at 350 °C and then reduced
adequately by a mixture gas of Hy /Ny 5/95 vol% for 3.5 h. After the above pretreatment,
the temperature of the catalyst bed was cooled to a reaction temperature of 200 °C in
N, and then the reactant gas (3 vol% DME, 90 vol% CO, 7 vol% Nj) was introduced.
The gas hourly space velocity (GHSV) was controlled at 9280 mL/(g-h), and the pressure
was maintained at 1.0 MPa. The reaction tail gas was analyzed using an online gas
chromatograph (Agilent 7890 A), which was equipped with a TCD and hydrogen flame
ion detector (FID) coupled with an HP-PLOT/Q capillary column and an HP-INNOWAX
capillary column.

3.3. Catalyst Characterization

The specific surface area, pore volume, and pore diameter of the samples were mea-
sured at —196 °C on a Micrometrics ASAP 2020 instrument (America). Prior to the analysis,
200 mg of the sample was degassed under high vacuum conditions at 300 °C for 10 h to
remove adsorbed species such as water.

XRD measurements were performed using a rotating anode X-ray powder diffrac-
tometer (Rigaku D/max2550VB, Japan) with a Cu Ko radiation source (A = 0.154 nm) at
40 kV and 200 mA. The patterns were obtained in the 20 range from 10° to 80° at a scanning
speed of 8°/min.

The atomic composition of the samples was determined by ICP-AES (Agilent 725, Amer-
ica). Before the test, 20 mg of the sample was dissolved in an aqueous HF solution.

The SEM characterization was performed using a ZEISS SIGMA 500 instrument
(Germany). Before the experiment, the samples were dispersed on conductive tape.

HRTEM micrographs of the catalysts were obtained using a high-resolution JEOL 2010
microscope (Japan). Before the text, the samples were dispersed in ethanol under ultrasonication.

27 A1 MAS NMR measurements were carried out on a superconducting Fourier NMR
spectrometer (BRUKER 500 MHZ/AVANCE III, (Germany) with a solid mass probe.

H,-TPR was carried out using a Micromerities Autochem II 2920 (America) chemisorp-
tion apparatus. One hundred milligrams (100 mg) of the sample was cleaned by flowing
He for 1 h at 400 °C as a pretreatment. The profile was recorded from 60 to 600 °C at a
heating rate of 10 °C/min under a 10/90% volume fraction (vol%) Hj / Ar mixture flow.

NH;3-TPD was recorded using a Micromerities Autochem II 2920 chemisorption
(America) apparatus equipped with a thermal conductivity detector (TCD). One hun-
dred milligrams (100 mg) of the sample was loaded into a U-shaped silica tube and cleaned
by flowing He for 0.5 h at 600 °C as a pretreatment. The sample was adsorbed with a
10/90 vol% NH3/He mixture for 30 min after cooling to 60 °C. Then, the sample was
purged with He for 30 min to remove NHj3, which had no adsorption. The profile was
recorded from 60 to 800 °C at a heating rate of 10 K/min under He.

Py-IR spectra were recorded on a Thermo Scientific Nicolet 6700 (Thermo Fisher Sci-
entific, Waltham, MA, USA) with a KBr background. The mass ratio of the samples to KBr
was 1:100. The mixture was ground evenly, and approximately 20 mg of the sample was
compressed into a wafer and placed in an in situ cell. The sample was purged by N, flow
at 300 °C for 1 h to remove water and exposed to pyridine vapor at 120 °C until saturation.
Finally, the sample was cooled to room temperature, and the spectra were collected in the
range of 4000-500 cm 1.
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CO-TPD was carried out using a Micromerities Autochem II 2920 chemisorption
(America) apparatus. One hundred milligrams (100 mg) of the sample was reduced at
300 °C for 2 h under flowing H;. Then, the sample was adsorbed with 5/95 vol% CO/He
mixture for 0.5 h after cooling to 60 °C. Finally, the sample was purged with He for 0.5 h
to remove the unadsorbed CO. The profile was recorded from 60 to 800 °C under He at a
heating rate of 10 °C/min.

4. Conclusions

H-MOR was synthesized via a hydrothermal synthesis, while 1Ag-MOR, 2Ag-MOR,
3Ag-MOR, 4Ag-MOR, and 5Ag-MOR were obtained by a low-concentration AgNOj3 ion
exchange process. The change in the silver modification to the DME carbonylation perfor-
mance of the MOR was explored. The lattice expansion and characteristic peak intensity
decrease in the XRD patterns indicated that Ag atoms entered the structure of MOR and
dispersed evenly. According to the Hy-TPR and HRTEM analyses, Ag atoms mainly en-
tered 8-MR and partly entered 12-MR; Ag,O particles were also uniformly dispersed in
Ag-MOR. XRD and SEM showed that the modified Ag-MOR crystallite size was reduced.
The acid site distribution obtained from NHj3-TPD and Py-IR showed that the amount
of Brensted in 8-MR increased. CO-TPD indicated that the CO adsorption capacity of
Ag-MOR increased. Under their synergism, the catalytic activity of Ag-MOR increased
significantly. For instance, 4Ag-MOR at a content of 8.3 wt% Ag showed the best DME
carbonylation activity, with an Xpyg of 96%, and Sy was maintained at 100% over 8 h.
In addition, the amount of acid sites in 12-MR was reduced after the modification of Ag,
which inhibited side reactions and increased Sya.
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