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Figure S1. Raman spectra (a) and XRD patterns (b) of SWO with different mass ratio of Bi. 

 
Figure S2. SEM images of SWO after hydrothermal treatment (a) and direct synthesis of Bi (b). 

 
Figure S3. N2 adsorption–desorption  isotherms  curves  and pore diameter distribution  curves  (inset) of Bi,  SWO  and 

Bi/SWO‐0.7, respectively. 
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Figure S4. EDX spectrum of the resultant Bi/SWO-0.7. 

Figure S5. SEM images of pH independent morphology on the control products along with glucose addition. 
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Figure S6. XRD patterns of SWO samples obtained with and without glucose addition  from hy‐

drothermal aging at pH=6.9. 
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Figure S7. PL spectra for SWO and their composites with different amounts of Bi. 
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Figure S8. Comparable H2 generation between SWO and their composites with different amounts 

of Bi. 
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Figure  S9.  Steady‐state  diffuse  reflectance  UV‐visible  spectrum  (a)  with  corresponding  Tauc  plots  (inset)  and  va‐

lence‐band XPS (b) for the samples. 
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Figure S10. The comparable XRD patterns of Bi/SWO‐0.7 before and after long‐term experiment. 

 
Figure S11. The SEM images of Bi/SWO‐0.7 after long‐term experiment. 
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Figure S12. Photodegradation of  typical pollutants  (a) with  their  total organic carbon  (TOC) removal  (inset) and syn‐

chronical H2 production and TC degradation (b). 

Table S1. The specific surface area and the average pore size of the photocatalysts. 

 

Table S2. Elemental composition of Bi/SWO‐0.7 from XPS and EDS. 

 


