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VA : Vinyl acetylene
EA : Ethyl acetylene

13BD : 1,3-butadiene
12BD : 1,2-butadiene

c2C4= : cis-2-butene
t2C4= : trans-2-butene
B1 : 1-butene
iC4= : i-butene

nC4 : n-Butane
iC4 : i-Butane

iC4=

iC4

 

Figure S1. Possible reaction of mixed C4 hydrogenation. 

 

Figure S2. The C4 compositions as a function of time of Pd:Cu 2:1/Al2O3. 
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