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Abstract

:

The electrochemical corrosion behavior of laser welded 2205 duplex stainless-steel in artificial seawater environment (3.5% NaCl solutions) with different acidity and alkalinity conditions (different pH values) was investigated using different techniques. Namely, capacitance measurements (Mott–Schottky approach), electrochemical impedance spectroscopy and potentiodynamic polarization measurements. The formation of pitting corrosion on the exposure surfaces of the tested duplex stainless-steel samples was investigated and confirmed by characterizing the surface morphology using field emission scanning electron microscope (FE-SEM). Based on the obtained results, a proportional relation has been found between pH value of the solution medium and the generated film resistance due to the processes of charge transfer, which directly affecting the pitting formation and its specifications. Since the film layer composition created on the duplex stainless-steel surface is changes depending on the pH value, it was found that different bilayer structure type was generated according to the acidity or alkalinity level. The presented bilayer is almost composed from metal oxides, such as iron oxide and chromium oxide, as confirmed by Raman Spectroscopy technique. As the pits size and its quantity increased with decreasing pH value, it can be concluded that the corrosion resistance property of the laser welded 2205 duplex stainless-steel sample is improved on the alkalinity direction of the solution. Vice versa, higher acidic solution has more ability for corrosion.
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1. Introduction


The unique chemical composition and propitious microstructure of duplex stainless-steel (DSS) made it deservedly nominated to take the lead of the best commercial high-strength materials due to its corrosion resistance and high strength combination. The word “Duplex” in the DSS term represents the combination of ferrite and austenite when available together. DSS is composed mainly from ferrite and austenite phases with variations of percentages of each phase. Corrosion resistance and mechanical performance of DSS is depending mainly on the phase balance composition, since ferrite affects significantly the strength, toughness, and resistance to corrosion, while austenite controls the ductility with little contribution to corrosion resistance. It has been demonstrated that the most appropriate phase balance giving the optimum DSS performance is the composition of 50% ferrite and 50% austenite in sufficient Nitrogen (N2) stream [1,2,3]. Welding of DSS is changing the phase composition of the base matrix, consequently, electrochemical behaviour and mechanical properties of the fusion zone (FZ) and heat-affected zone (HAZ) will definitely change according to the change in the phase balance and its proportions [4,5]. The scientific explanation behind that is the insufficient austenite reformation during cooling down, which causes a rich ferrite content in the welded spot compared to the base matrix initial composition. That is because the formation of austenite generally occurs in the solid phase during the solidification of DSS in ferritic mode [6,7].



In some DSS grades after using the laser-welding process, and due to both rapid cooling rate and high heat input, the percentage of ferrite phase in the solidified structures is very close to 100% as reported by some researchers [8,9,10]. Incomplete reformation of austenite phase during the solidification step can lead to precipitation of some other phases, such as chromium nitride, which may directly affect the electrochemical behaviour represented by corrosion resistance as well as the mechanical properties of the FZ and HAZ [11,12]. 2205 duplex stainless-steel (2205-DSS) is an enhanced and developed version from DSS, which can overcome the common corrosion problems associated with the previous DSS series. 2205 DSS’s main composition is 3.2–3.4% molybdenum, 4.8–6.4% nickel, 21–24% chromium, 0.12–0.19%nitrogen, and the rest is iron [13].



In order to join similar and non-similar materials by welding, a unique and high-power density welding process is used known as laser beam welding (LBW). The distinctive features of this welding technique are the reason for the popularity of this type of technique—low distortion, flexibility, rapid temperature change (heating/cooling), and deep penetration. Most importantly, heat-affected zones are narrow for this technique with very high precision. Many other types of high-quality welding techniques are already developed in order to obtain high-quality welding joints for duplex stainless-steel at extreme conditions [14,15]. The high incentives of this include the easy repeatability, weld shape control, and easy automation, combined with an extremely limited heat-influenced region. All the stated advantages are driving the interest towards the use of laser welding to be utilized as a joining technique for stainless-steels [16,17,18]. Regardless of the fact that laser welding is not so much recommended for duplex stainless-steel, researchers all around the globe are trying adjustments in welding parameters for this technique to be utilized because of the advantages is has to offer. In the search of alternatives from existing CO2 and Nd:YAG lasers, fiber laser is opting to be an amazing alternative because of its high energy efficiency and exceptional beam quality. The laser technique is becoming more popular. The use of laser beams is also becoming a good option to be used in laser surface melting (LSM) and laser surface alloying (LSA) in addition to laser welding [19,20,21,22,23]. Furthermore, laser beams are also used in combination with other methods, such as different arc and plasma welding processes to create a hybrid in order to achieve the beneficial effect of both processes [24]. Lower maintenance, compact design, and less cooling requirements are some of the main benefits offered by industrial laser welding [25].



Duplex stainless-steel, a well-known highly corrosion-resistant material, was reported to be more corrosion-resistant at higher pH values than at lower pH in saline environments [26] though a tenacious passive film of chromium. Alkaline materials (e.g., carbonates) can combine with calcium and magnesium from the environment to form scale at high pH, which may help to protect stainless-steel from general corrosion [27]. However, it is not clear how duplex stainless-steel, with its high chromium content and passive film, will be affected at high pH exactly. Whereas, the studies conducted on the effects of chloride and pH in terms of passive behaviour for AISI 2205 duplex SS and their films are very limited.



The aim of the current work is to study the behaviour of laser welded 2205 duplex SS in saline solution with varying pH values of solution, ranging from acidity (pH-2) to alkalinity (pH-13) on AISI 2205 duplex stainless-steel. With the help of Mott–Schottky, electrochemical impedance (EIS), and potentiodynamic testing the electrochemical behaviour and passive film growth are investigated. To observe the changes in surface morphology scanning electron microscopy (SEM) was used, while the Raman spectroscopy was utilized to study the phases of oxide growth at different intervals on the surface of duplex steel.




2. Materials and Methods


The material used in the study was commercially produced 1 mm thick cold rolled 2205 duplex stainless-steel. Its chemical composition is given in Table 1.



Samples were cut into square centimetres (1 cm × 1 cm), then ground consecutively with different roughness SiC grit papers, starting by 500 up to 2000 grit SiC paper and, finally, polished using 0.1 µm alumina polishing powder, and after that degreased by ethanol, cleaned by distilled water, and then dried with air jet.



The laser welding process was carried out using a continuous Nd:YAG laser model PLDD-100M (ALPHALAS, Goettingen, Germany). A laser wavelength of 1070 nm, laser spot diameter of 0.8 mm and maximum mean laser power of 2000 W was used. In order to protect the molten pool from oxidation, high-purity argon gas (99.999%) was streamed at a flow rate of 15 L/min during the whole welding process period. A fixed welding speed of 30 mm/sec and laser power of 1500 W to produce high quality and full penetration butt-welded joints. All processing parameters are provided in Table 2.



Both optical microscope (OM) model DM3 XL (Leica Microsystems, Bourges, France) and field emission scanning electron microscope (FE-SEM) Model: JEOL JSM-7600F (Tokyo, Japan) were used to characterized the samples surface morphology for investigating the microstructural features and analyses. In order to do that characterization, samples were cut by wire cutting from the weld’s positions, then ground and polished, as in conventional metallographic procedures.



The corrosion-resistance property of this welded material was studied in three different solutions: (a) alkaline solution, (b) neutral solution, and (c) acidic solution. The 3.5% NaCl solution was taken as neutral solution with pH 7. The acidic solution with pH 2 and 5 were prepared by adding 5% HCl with 3.5% NaCl. The alkaline solution, i.e., aqueous sodium-potassium hydroxide solutions were prepared by diluting 0.1 M NaOH + 0.1 M KOH with distilled water until pH reached 10 and 13, respectively. In order to avoid carbonation effects, all prepared solutions were used immediately after preparations and becomes ready. Moreover, to accelerate the pitting process, 3.5 (wt.%) NaCl salt was added to each solution by different ratios [28,29]. The detailed solution description is given in Table 3.



Potentiodynamic polarization experiments of all welded samples were carried out at a scan rate of 1 mV/s using Gamry Potentiostate (Model PC/750, Louis Drive, Warminster, USA) instrument in the above-mentioned solution at room temperature. The 2205 duplex stainless-steel samples were cleaned with acetone and ethanol after the polishing with emery papers and cloth polishers. Standard three electrode system was used to measure icorr and Ecorr of the sample. Saturated calomel electrode (SCE) was used as the reference electrode as in Figure 1.



Graphite was regarded as the auxiliary electrode, and the sample was the working electrode. The experiments were carried out in previously mentioned solution at room temperature. The surface area of samples exposed to the solution was differing from sample to sample. But during the time of plotting it was standardized with same sample area. The icorr and Ecorr values obtained from Figure 1 by Tafel’s extrapolation method are tabulated in Table 4.



For electrochemical impedance spectroscopy measurements, a three-electrode corrosion cell was used. Open circuit was done for 30 min before polarization in normal open-air environment and without solution stirring. Impedance spectroscopy experiments were carried out using 100 mV AC voltage root-mean-square and 1V DC voltage vs. at starting potential of −2 V vs. SCE. SCE in the frequency ranged from 0.01 Hz to 300 kHz at 10 cycles per decade. At each frequency, phase angles and absolute impedance were measured and both Nyquist and Bode plots were obtained. Each polarization test was repeated for three times to ensure repeatability. By using a simplex fitting model, impedance data were fitted into adequate electrical circuit (equivalent circuit). Electrochemical parameters were obtained after EIS studies from EIS curves and the EIS parameters are tabulated in Table 5.



Mott–Schottky plots were conducted for each passive film by measuring the capacitance of the passive film as a function of potential at a rate of 15 mV/step. The potential was then scanned in the anodic direction between −1.0VSCE and 1.0VSCE. An ac voltage signal of 10 mV amplitude at 1 kHz was super imposed for 2 s at each potential step, and the resultant impedance was measured and recorded as a function of potential. The 1 kHz frequency was selected for comparison with literature data.




3. Results and Discussions


3.1. Potentiodynamic Polarization Studies


As presented in Figure 2, a proportional relation is applied between pH value and corrosion rate, since the corrosion rate is increasing with increasing acidity (lower pH values). That is because the rich hydrogen ions which accelerating corrosion in low pH medium by attacking and damaging the steel upper surface layer and increasing the total weight losses. On the other hand, although the chloride ions are increasing also the corrosion rate, especially for stainless-steel in acidic solutions, but these chloride ions did not have the same corrosive effect as hydrogen ions. Wherever the protective oxide layer got destroyed on some surface portions, the chloride ions slowly penetrate to that unprotective steel surface and corrosion starts. Penetration of chlorides happens in steel according to different mechanisms, such as capillary absorption and diffusion, which leads to create pits (pitting corrosion) with irregular shape and variant depth. In alkaline solutions, mechanism is little different, since (OH−) group is simply attracted to the steel surface, which make the passive film stable offering more protection to the steel surface [30,31]. In both neutral solution and alkaline solution corrosion resistance property is much better compared to the sample in the acidic solution.




3.2. EIS Studies


Electrochemical Impedance Spectroscopy (EIS) is a non-destructive technique used to investigate and studying the electrochemical behaviour on the metals surfaces and corrosion products forming on these surfaces. EIS spectra has been obtained for different solution pH values (2, 5, 7, 10, and 13) and plotted in Figure 3 in the form of Bode plot and Nyquist plot. Here in the Bode magnitude plot the broad low and middle frequency range exhibit a linear slope of about −1 broad (1 kHz–10 Hz) middle frequency range and constant log ׀Z׀ values vs. log (f) with a phase angle near 00 in the higher frequency region. This is the characteristic response of a capacitive behavior of surface film. Nyquist plots diagram shows a capacitive arc or semi-circle with increasing radius proportional to the increase in pH value. At the maximum value of pH (13), the overall impedance values are also maximum, which indicate a very good corrosion resistance improvement, matching the outcomes from potentiodynamic polarization curves in Figure 2.



The kinetic parameters which could be affected by the solution acidity or alkalinity have been explored in Figure 4 represented by an appropriate equivalent electric circuit diagram [31] for the passive film generated on the surface. It could be interpreted as a defected passive layer created the 2205 duplex stainless-steel surface during the polarization test at different pH solution. The equivalent electric circuit diagram (Figure 4) is represented by different components. CPE1 and CPE2 (constant phase element) which simulating the passive film capacitive behavior. Resistance R1 and R2 are corresponding to the oxide film resistance and charge-transfer resistance at solution/metal interface respectively [31,32], while Rs is the solution resistance. The fitting results of EIS for the tested 2205 duplex stainless-steel in different pH solution are listed in Table 5.



Based on the results presented in Table 5, the passive film resistance R1 looks to be enhanced due to the increasing pH of the solution, indicating an enhancement of passive film generated. The total resistance (R1 + R2), which equivalent to the overall corrosion resistance of the surface, noticeably enhanced with increasing pH value of the solution.




3.3. SEM Analysis


In Figure 5 the SEM images exhibit that the samples which immersed in alkaline solution (higher pH values) has lesser pits formation. Vice versa, the samples which immersed in acidity solution (lower pH values) has larger numbers of pits with larger size as well. This explains why the corrosion rate of the samples immersed in lower pH solution is always higher.



2205 duplex stainless-steel is composed from ferrite and austenite phases as well known. Each phase has its own microstructure and corrosion resistant property, since the pitting resistance of ferrite phase is higher than that in austenite phase [32]. At the beginning, when corrosion starts to attack the steel surface, it takes place earlier in the weaker phase. In order to observe the initiation of pitting formation, FE-SEM images were taken to the surface after the potentiodynamic polarization measurements at different pH values and presented in Figure 5. Various pits with different morphologies were observed on the duplex stainless-steel surface. Number or amount of these pits and its size as well are increasing proportionally with the decrease in the pH values towards the acidity direction. It is also observed that the most of the pit is found in the base metal compared to fusion zone. It is known that the pitting corrosion preferentially attacks the austenite phase. That’s why corrosion resistance is decelerating in welded joint because its lower ferrite content. Therefore, as the variation of solution pH mainly create pitting corrosion, the fusion zone and heat-affected zone (HAZ) were not much affected by corrosion attack compared to base metal.




3.4. Microstructure Analysis


Figure 6 displays the observed microstructure using optical microscopy (OM). Base matrix is recognized by the presence of austenitic grains encompassed by ferritic grains structure, which is almost higher in percentage. Austenite phase (γ) is represented by dark brown color, while the ferrite phase (δ) is represented by light brown regions.



Since the laser-welding technique always produces a very narrow heat-affected zone (HAZ), it shows approximately 10 µm in our case and barely visible as presented in Figure 5. As a result of directional crystallization due to the direction of heat flow from the welding pool towards the base matrix, characteristic dendritic structures were observed and shown in Figure 7.



Nucleation process of the austenite phase (γ) is initiated and takes place during the cooling period. Figure 8 shows the formation of the austenite grain boundary in the ferrite grains interfaces. The initial formation of the small intragranular austenite is presented in Figure 8a near to the heat-affected zone. While, in Figure 8b in fusion zone, the intragranular austenite start growing to a larger grains size. Image J software was used to measure the austenite percentage. It was found that the austenite-to-ferrite ratio in the BM sample was 51:49 while in the simulated HAZ sample the austenite content was reduced and the phase ratio was 38:62. That explains why the welded zone is better in corrosion resistance than both heat-affected zone and base metal.




3.5. Raman Measurements


Jobin Yvon (Laboratory RAM HR800) confocal micro-Raman spectrometer backscattered geometry was used to curry out the Raman measurements. Microscope objective of 10× (NA = 0.25) was used during the analysis. The source of excitation used is Ar+ laser, which emitting at a wavelength of 514.5 nm and 1800 grooves/mm spectrometer number of grating. Before running the analysis, calibration has been done using silicon wafer at band of 520 cm−1. The recorded spectra range of measurements was 200 to 2500 cm−1 and three reading from each sample were averaged in order to confirm the repeatability and reproducibility of collected results.



Two types from oxide scales have been formed on the 2205 duplex stainless-steel surface, which are the internal oxide scales and external oxides. The internal oxide scales known to be rich with chromium oxides (FeCr)3O4 [33], while the external oxides are composed from Fe2O3 and Fe3O4 of the same phase [34]. Figure 9 shows the Raman spectra obtained by spotting the laser beam on the surface of 2205 duplex stainless-steel samples immersed in different pH solutions.



Figure 9a (acidic solution with pH 2) shows the spectrum obtained where three strong peaks, located at 409, 670, and 1300 cm−1, respectively, can be observed. According to the two last peaks the iron can be identified as a mixture of γ-Fe2O3 and Fe3O4 [34,35], whereas the peak at 1330 cm−1 is corresponding to the chromium oxides (FeCr)3O4 [36].



In Figure 9b (neutral solution), there are three main peaks at 335, 660, and 790 cm−1. These peaks are corresponding to the chromium oxides and iron oxides as proved in [37,38,39]. While in Figure 9c (alkaline solution pH 13), the two strong peaks at 560 and 680 cm−1 are identified as austenite because the presence of magnetite [37], and another two medium peaks at 645 cm−1 and 350 cm−1 which can be attributed to γ-Fe2O3 and Cr2O3, respectively [34,40].



Chromium oxide improving the corrosion-resistance property, and it is present in a higher percentage in ferrite phase than austenite. Thus, the sample in alkaline solution shows a better corrosion-resistance property.




3.6. Mott–Schottky Analysis


Figure 10 presented the Mott–Schottky plots obtained for the created passive films on 2205 duplex stainless-steel’s surface after immersing in five different pH solutions. The main purpose of performing Mott–Schottky analysis is to differentiate whatever the formed passive film is simulating either p-type or n-type semiconducting characteristics [41,42]. It is clearly observed from the plot that the potential trends above 0.4 V SCE are non-linear relation, which could be attributed to the presence of two or more donor levels in the oxide film structure [43]. Moreover, from the slope of the formed passive film, it can be concluded that it is in two oxide layer structure. The inner layer is composed from chromium oxides and the outer layer is formed from iron oxides [44]. According to point defect model (PDM), oxygen vacancy and cation interstitials generated at metal–film interface, while at film–solution interface there is a cation vacancy generated [45]. These point defects can significantly affect the passive film causing its growth and breakdown once it got the ability to initiate and propagate. With the increasing of acidity, doping concentration increases for duplex stainless-steels. Yang and Luo [46] concluded that, higher doping concentration decreasing the passive film corrosion resistance. Accordingly, the worst passive film generated is always associated with the maximum value of doping concentration.





4. Conclusions







	
2205 DSS exhibited high corrosion resistance with increasing solution pH. At pH 13 it shows highest icorr value compared to other samples.



	
Overall impedance values are increased with the higher pH values, which improving the corrosion resistance, and same trend was confirmed by potentiodynamic polarization curves, too.



	
FE-SEM micrographs reveals that the number and size of the pits due to pitting corrosion are increasing in the more acidic solution (low pH vales). It is also observed that the most of the pit found in the base metal compared to fusion zone. So as the variation of solution pH mainly create pitting corrosion, the fusion zone and HAZ were not much affected by corrosion attack compared to base metal.



	
Raman measurement confirms the presence of austenite and ferrite phase on the passivation layer created on the surface of 2205 duplex stainless-steel.



	
At different applied potential ranges, capacitance studies reveal that the passive films can simulate n-type and p-type semiconducting characteristics. In case of 2205 duplex stainless-steel, these passive films can be represented by two oxide layer structure. The inner layer is composed from chromium oxides and the outer layer is formed from iron oxides.
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Figure 1. Schematic representation of the set-up for electrochemical studies. 
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Figure 2. Poltentiodynamic polarization curve of laser welded duplex 2205 stainless-steel at different pH solution. 
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Figure 3. Bode (a) phase plot, (b) mode plot, and (c) Nyquist plot of 2205 duplex stainless-steel in different pH solution. 
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Figure 4. Equivalent circuit diagram for EIS fitting. 
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Figure 5. SEM images of 2205 duplex stainless-steel in the different solution with 3.5% NaCl at different pH (a) pH 2, (b) pH 5, (c) pH 7 (d) pH 10, and (e) pH 13. 
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Figure 6. Microstructural features of 2205 duplex stainless-steel at different magnifications: (a) 200 μm scale bar and (b) 50 μm scale bar. 
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Figure 7. Microstructure images of welded joint. 
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Figure 8. Microstructure of the fusion and heat-affected zones in (a) near to the heat-affected zone and (b) in the fusion zone. 
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Figure 9. Raman spectroscopy images of 2205 duplex stainless-steel in the different solution with 3.5% NaCl at different pH (a) pH 2, (b) pH 7, and (c) pH 13. 
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Figure 10. The Mott–Schottky plots for passive films recorded at different pH solution values for 2205 duplex stainless-steels. 
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Table 1. Chemical composition of Duplex 2205 stainless-steel in (wt%).
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	C
	Mn
	Si
	S
	P
	B
	Al





	0.03
	1.34
	0.39
	<0.003
	0.03
	0.0035
	0.0039



	Cr
	Mo
	Cu
	Nb
	Ni
	Ti
	Co



	22.5
	3.03
	0.24
	0.016
	5.6
	<0.005
	0.128
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Table 2. Process parameter of laser welding for joining 2205 duplex stainless-steel.
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	Laser Power
	Welding Speed
	Heat Input
	Argon Flow Rate





	1500 W
	30 mm/s
	65 J/mm
	15 L/min
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Table 3. Different pH solutions used as electrolytes.
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	Specimen
	Solution
	pH





	1
	3.5% NaCl + 5%HCl
	2



	2
	3.5% NaCl + 5%HCl
	5



	3
	3.5% NaCl
	7



	4
	3.5% NaCl + 0.1 M NaOH + 0.1 M KOH
	10



	5
	3.5% NaCl + 0.1 M NaOH + 0.1 M KOH
	13
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Table 4. Ecorr and icorr value of welded duplex 2205 Stainless-Steel in different pH solution.
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	Solution
	Ecorr (V vs. SCE)
	icorr (A/cm2)





	pH 13
	0.3755
	8 × 10−09



	pH 10
	0.3518
	3 × 10−08



	pH 7
	0.1831
	1 × 10−07



	pH 5
	0.2339
	6 × 10−07



	pH 2
	0.3157
	4 × 10−06
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Table 5. EIS fitting data of 2205 DSS in 3.5% NaCl solution with different pH.
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	Solution
	Rs

(ohm-cm2)
	CPE1

(ohm−1 cm−2 s−n)
	R1

(ohm-cm2)
	CPE2

(ohm−1 cm−2 s−n)
	R2

(kohm-cm2)





	pH 2
	9.67
	71.71
	11.04
	278.70
	109.7



	pH 5
	7.94
	62.81
	13.12
	4.43
	155.90



	pH 7
	6.97
	66.58
	22.86
	374.6
	211.50



	pH 10
	5.82
	78.89
	33.38
	239.1
	267.48



	pH 13
	7.35
	60.21
	56.78
	1103.3
	310.60
















	
	
Publisher’s Note: MDPI stays neutral with regard to jurisdictional claims in published maps and institutional affiliations.











© 2021 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access article distributed under the terms and conditions of the Creative Commons Attribution (CC BY) license (https://creativecommons.org/licenses/by/4.0/).






media/file13.jpg





media/file4.png
V vs SCE

0.5

0.0 -

-0.5 -

-1.0 -

-1.5a-

—PH 2
— pH 5
—pH 7
—pH 10
— pH 13

- SN, S e ——
10" 10° 10° 107

logi(A/cm?)





media/file18.png
(a)

50 Lm

)

50 Lm






media/file21.jpg
C?*10"F?cm*

35

3.0

25

2.0

15

1.0

05

0.0

-1.2 1.0 -0.8 -0.6

—=—2pH
—e—5pH
{1 | —a-7pH
~v—10pH
1 [ —e—13pn

s

-—r——r——r——r——r——r——r——r——r—

04 -02 00 02 04 06 08
EIV,

ScE





media/file3.jpg
Vvs SCE

0.5

0.0

0.5

-1.04

1.5

—pH 2
——pHS5
——PpH7
——pH 10
——pH13

o
10° 107

logi(Alcm?)





media/file22.png
Cc?10"°F?*cm*

3.5

3.0 -

2.5 -

—a— 2 pH
—e— 5 pH
—&— 7 pH

—v— 10 pH
—— 13 pH

T
-1.2 1.0 -0.8

-0.6

1T Tl rrrorr1
-04 02 00 0.2 04 06 0.8

E/V

SCE






media/file19.jpg
Inteneityle.v)

o 10
‘Raman Shitem')

CC D
Raman Shem')
w0 2600

%0

%0





media/file10.png
C





media/file14.png
(a)’ L
fﬂf -J?‘m :{v:,'
b

Sa }e" .
.r. : ,11 11‘ :.1 ‘; 3
'J . T r-‘ F:'Fl_ ':






media/file11.jpg
200pm






media/file15.jpg





nav.xhtml


  crystals-11-01025


  
    		
      crystals-11-01025
    


  




  





media/file6.jpg
(ohm. .cm’)

imag)

Z,

2500

2000 4

1500 4

1000

500 4

T T T
500 1000 1500 2000 2500

2
Z_ (ohm.cm’)





media/file16.png





media/file2.png
Analytical Software

Potentiostat
2205 duplex steel
as tested electrode Reference
(WE) electrode

(RE)

Counter
electrode
(CE)






media/file20.png
Intensity(a.u)

zﬂ' ml
b
a I'e
200 - Crs) 500+
400 -
150 - S
: s 300-
Feil(dy
:
£ 200 -
100 -
0-
o L | | L] L - | i L] - L] b LI - |
500 1000 1500 2000 400 600 800 1000 1200
Raman Shift{cm”) Raman Shiftjcm ")

1200 -

Ll

Ll

el Feal)y

0 v
0 500 1000 1500 2000 2500

Raman Shifticm”)






media/file5.jpg
logZ, ,, (ohm.cm’)

Z,,,,(degree)

0t

10"

10t

o

10 el

00 107 107 100 100 100 10 10 100 10"
logfrequency (Hz)
F

—nz

00 100 100 100 00 100 100 0 10
logfrequency (Hz)





media/file7.png
(ohnLcnf)

mod

logZ

(degree)

phase

y 4

10° <
—pH 2
—pH5
10° - ——pH 7
——pH 10
— pH 13
107 -
10" -
10D-Wﬂﬂ_ﬁmwm

10° 10% 10" 10° 10" 10°* 10° 10* 10° 10°

logfrequency (Hz)
20
——pH?2
0- ——pH 5
——pH7
——pH 10
-20 - —pH 13
-40 -
=60 -
\\ y
=830 -

10° 10° 10" 10° 10" 10*° 10° 10* 10°
logfrequency (Hz)





media/file1.jpg
Analytical Software

2205 duplex steel
as tested electrode
(WE)

Electrolyte






media/file12.png





media/file9.jpg





media/file0.png





media/file8.png
2500

2000 -

500 -

—e—pH 2
—&—pH 5
—»—pH7
—a—pH 10

—v—pH 13

(c)

! ' !
1000 1500

2
Z (ohm.cm’)

!
2000

2500





media/file17.jpg
50 um





