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Figure S1. Contact angle measurements of (a) bare FTO and (b) PEIE coated FTO substrates. 

 
Figure S2. J–V characteristics of the PSCs using TiO2 as the ETL. 

 
Figure S3. PCE trend with standard deviations for PSCs fabricated on bare FTO, FTO/PEIE and 
FTO/TiO2 substrates. 


